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Sample No. |Length,ft. | Description % WO3 zones. Strike N.IOE. & N.4C°E.
] 1.5 QUARTZ 00!
2 2.2 QUARTZ (5 FROM BOTTOM ) 0.63
3 2.0 QUARTZ & GRANITE 091

(4' FROM BOTTOM)
) 3.0 QUARTZ 0.28
5 25 " 0.20
6 4.0 " 0.76
7 GRAB " 043
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From a previous examination by the Fed. Bureau of Mines.

Figure 7 -EI Oso and EIl Oso No.| Tungsten assay map.
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