
COPIER 

S_hort Tons Value 

1860-1952 13,493,.351 $4,326,723,874 

1953 * 392,300 224,.395,.600 

[13,885,651 $4.551,119,474 

Avg.Price 
per lb. or 

oz .. $ .16388 
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MINE PRODUCTION OF COPIER, IEAD, ZINC, GOm AND SILVER IN ARIZONA 

1860 - 1952 Incl. and 1953 Preliminary, in Terms of Recoverable Metals 

Source: U. S. B. M. Minerals Yearbook 
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Short Short 
Tons Value Tons Value OUnces Value Ounces Value Total Value 

'526,187 $96,365,076 617,872 $150,731,533 11,529,260 $294,973,621 322,212,730 $.242,558,658 $5,111,352,762 

9,300 2,473,800 27,300 5,951,400 112,500 3,937,500 4,352,000 3,938,780 240,697,080 

535,487 $98,838,876 645,172 $156,682,.933 11,.641,7bO $298,911,121 326,564,730 $246,497,438 $5,352,049,842 

$ .09229 $ .12143 $25.6758 $ .75482 


