MINE PRODUCTION OF COPPER, LEAD, ZINC, GOID AND SIILVER IN ARIZONA

1858-195L Incl, and 1955 Estimated, in Terms of Recoverable Metals

Compiled by Arizona Department of Mineral Resources from U,S.B.M, Records
Note: 1955 Figures are This Department's Preliminary Estimate.

COPPER LEAD ZINC
Short Tons Value ghort Value ghort | Value
1874 - 195L 1,264,873 {$L,776,783,388{5LL,200$101,128,270|666, 863 $161,699009
Avg,Price per Lb, $.167L5 $.0929 $.1213
1955 EST. 155,000 {$ 3L2,52L,000{ 9,700}$ 2,929,L00| 22,500{% 5,535000
EST. Price .3764 $.151 $.123
187h - 1955 1k, 719,873 {$5,119,307,388{553,900 {$10L4,057,670689,363| $167,23Lp09
Avg,Price per Lb, $.1739 $.0939 $.1213
GOLD SILVER TOTAL VALUE
Ounces Value Ounces Value
1858-1954L 11,756,893 | $298,986,L410; 330,862,9701 $251,815,27L | $5,590,412351
Avg,Price per Oz, $25,L31 $,7611
1955 EST. 129,500 $ 5,535,000| L,652,000} $ L,210,060| $ 359,730960
EST. Price $35,00 $.905
1858 - 1955 11,886,393 | $30L4,521,410 | 335,51L,970 | $256,025,33L | $5,950,143311
Avg,Price per Oz, $25.619 $.7631
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