
MINE PRODUCTION OF GOLD, SILVER, COPPER, LEAD AlID ZINC 

IN ARIZONA, IN THE YEAR 1956, BY ClASS OF ORE 

IN TERMS OF RECOVERABLE METALS 

Source: U.S.B.M. Final Figures 

Number Material Gold Silver 
Source of sold or (fine (fine Copper 

Nines treated ounces) ounces) (pounds) 
1/ ( S~1() r t to ns ) 

Lode Ore: 
Dry gold . . . . . . . . 23 1,459 355 478 31,600 
Dry gold-silver • • • • • 10 88,709 649 15,237 1,542,400 
Dry silver . . . . . . . 34 40,528 13 22,224 778,100 

Total • • • • • • • • • 66 130,696 1,017 37,939 2,352,100 

Copper . . . . . . . . . 104 60,468,580 119,435 3,963,579 935,039,400 
Copper-lead-zinc • • • • 7 4,309 3 46,354 198,100 
Copper-zinc • • • • • • • 3 75,957 ••••••• 31,231 3,183,400 
Lead • • • • • • • • • • 20 5,977 114 27,543 31,000 
Lead-zinc ••••••• • 9 356,283 25,437 1,071,595 1,298,000 
Zinc . . . . . . . . . . 1 2,132 8 523 38 ,600 

Total • • • • • • • • • 135 60,913,238 144,997 5,140,825 939,788.,500 

other "lode" material: 
Copper smelter cleanings 

and cleanings • • • • • 2 348 2 90 24,700 
Copper precipitates • • • 9 53,505 ••••••• ••••••••• 69,637,200 
Tungsten ore • • • • • • 1 •......... ••••••• )2) 1),500 

Total • • • • • • • • • 12 53,853 2 413 69,675,400 

Total "lode II material • 194 61,097,787 146,016 5,179,177 1,011,816,000 
Grave1(placer operations) • 5 .......... 94 8 ••••••••••••• 

Total, all sources • • 199 61,097,787 146,110 5,179,185 1,011,816,000 
-- - -

I 
Lead Zinc 

(pounds) (pounds) 

3J88 
•••••••••• 
•••••••••• 

11,400 700 
14,700 700 

12,600 38,100 
600,200 890,100 

5,000 5,722,300 
2,224,100 147,400 

21,141,400 43,705,100 .......... 656,300 
2),983,)00 51,159,)00 

•••••••••• . •.......• . •........ . ......... . •........ •••• • •• • •• 1 .......... • ••••••••• j 

23,998,000 51,lW,OOO 
• ••••••••• . •........ 
23,998,000 51,160,000 

y' Detail will not necessarily add to totals because some mines produce more than 1 class of material. 
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