
ARIZONA ~IDlE PRODUCTION OF COPPER, LEAD, ZINC, GOLD AND SILVER 

1858-1956 Incl., and Preliminary in 1957 - in Terms of Recoverable Netals 

Source: U. S. B. M. 

COPPER LEAD ZINC i 

Short Tons Value Short Tons Value Short Tons Value i 

1874-1956 15,224,796 $ 5,545,567,518 566,016 $ 107,821,422 715,127 $ 174,288,193 
Year 1957 only (Est.) 512,600 307,560,000 12,500 3,600,000 33,300 7,659,000 

Total 1874-1957 
Avg. Price 

15,737,396 $ 5,853,127,518 578,516 $ 111,421,422 748,427 $ 181,947,193 1 

$.18596 $ .0963 $ .12155 
----~---- ~- -- ---- -------- --- - - -- --- -- --- - - --- ------- ----- - - --- - ---- .~. -

GOLD SILVER 

Ounces Value Ounces 

1858-1956 12,030,619 $ 308,566,820 340,676,334 
Year 1957 only (Est.) 157,300 5,505,500 5,336,000 

Total 1858-1957 12,187,919 $ 314,072,320 346,012,334 
Avg. Price $ 25.769 

First Year of Reported Production: Gold and Silver - 1858 
Copper - 1874 
Lead - - 1894 
Zinc - - 1905 

Value 

$ 260,696,864 
4,829,350 

$ 265,526,214 
$ .76739 

---- - ------- - - -

TOTAL VALUE 

$ 6,396,940,817 
329,153,850 

$ 6,726,094,667 

L......- --- --
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