
Source 

Lode ore: Dry gold ________________ 

Dry gold-silver ---------
Dry silver -------.. --

Total ----------------

Copper ------------------
Copper-zinc -------------
Lead ~-------------------
Lead-zinc --------.------
Zinc ~----------------~-

MINE PRODUCTION OF GOLD, SILVER, COPPER, LEAD AND ZINC 
IN ARIZONA, IN THE YEAR 1958, BY CLASS OF ORE 

IN TERMS OF RECOVERABLE METALS 

Source: U. S.B.M. Final. Figures 

Number Mat.er:i.al Gold Silver 
of sold or (troy (troy Copper 

mines,!/ treated ounces) ounces) (pounds) 
(short tons) 

13 806 133 241 18,400 
7 67,369 7c6 14,116 1,179,900 

16 51,829 3 8,-131 1,496,300 

36 120,004 842 22,500 2,694,600 

43 $6,255,809 J.J..4,262 ),$4),044 913,973,800 
2 5,961 11 ),204 301,100 

19 6,511 189 $6,153 l4,300 
3 )61,488 21,420 1,052,981 1,059,500 
1 14,210 28 2,620 169,500 

Lead Zinc 
(pounds) (pounds) 

-_ .. -----... - -------... -~ 
3,300 ----------5,900 300 

9,200 300 

21,500 68),700 
6,300 1,524,600 

3,179,100 169,900 
20,555,700 49,411,300 
...... ------- 5,211,600 

Total. ---------------- 68 56,644,039 141,910 4,658,008 915,518,200 23,762,600 ( 57,061,100 

Other "lode" material: i 
G:01d and silver tailings- 2 8,075 70 748 52,300 I ----------

__________ I 

Copper mill and smelter ! 
I 

cleanings and c1eanings- ---- 701 96 2,556 167,400 8,200 I 2,600 
Copper precipitates ----- 8 36,1)0 --- ------.- 53,129,500 .... -------- I ----------
Uranium ore ------------- .. - ------------ 2 758 n6,000 --. .. ------- ~ ----------

Total --------------~- 10 44,906 168 4,062 53,465,200 8,200 2,600 

Total "lode" material- 100 56,808,949 142,920 4,684,510 971,618,000 23,180,000 51,064,000 
Gravel (placer operations)- 4 ---------- 59 10 ---.. ------- -.... ------- ----------

Total, all sources -- 104 56,808,949 142,979 4,684,580 971,618,000 23,180,000 57,064,000 

1/ Detail will not necessarily add to totals because some mines produce more than 1 class of material. 
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