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ARIZONA DEPARTMENT OF MINES AND MINERAL RESOURCES FILE DATA 

PRIMARY NAME: SOCORRO MINE 

ALTERNATE NAMES: 

LA PAZ COUNTY MILS NUMBER: 89 

LOCATION: TOWNSHIP 5 N RANGE 12 W SECTION 25 QUARTER SW 
LATITUDE: N 33DEG 44MIN 41SEC LONGITUDE: W 113DEG 28MIN 12SEC 
TOPO MAP NAME: LONE MOUNTAIN - 15 MIN 

CURRENT STATUS: PAST PRODUCER 

COMMODITY: 
GOLD LODE 
SILVER 
LEAD 

BIBLIOGRAPHY: 
KEITH, S.B., 1978, AZBM BULL. 192, P. 154 
ADMMR SOCORRO MINE FILE 
AGS 1988 SPRING FIELD TRIP 



Tri-con Mining (Arizona), Inc. 
{ 

• Field Office 
-fl.e~~ARff>N""-tt:S':?\-:-85~~itltm~"332o--

Head Office 
BOX *12542, SUITE 2580-1066 WEST HASTINGS STREET 
VANCOUVER, B.C. CANADA V6E 3X2 PHONE (604) 689-8971 TELEX 04-51258 (TRI.coN) 

8963 E. Tanque Verde, #308 
Tucson, AZ 85749 
(602) 749-0949 

<., :;'bru~ry 16, ~~ );, 

George Campbell, Jr. and Garth Nelson 
Box 162 1302 Arizona Ave. 
Salome, AZ 85348 Parker, AZ 85344 

Gentlemen: 

Enclosed is a set of data from the work done on the Socorro Reef 

property during our field work and drilling in 1988. 

The data set includes: 

1) Geologic map 
2) Drill site location maps 
3) Drilling summaries . 
4) Drill log/assay summaries 
5) Drill assay certificates 
6) Surface and underground rock chip sample locations maps 
7) Surface and underground rock chip assay certificates 

I hope the information is understandable, if you have further questions 

please call. ± have some washed drill cuttings in storage in Tucson, and there 

are assay pulps of the samples stored at Copper State Analytical, if you would 

like any of these please let me know. For your information, I was on the 

property on January 25 and 26, 1989, and cemented all the drill holes I could 

find open, and since have notified the BLM office in Phoenix of this action. 

Yours truly, 

4~c:OQ;;'~ 
Parry D. Willard, Agent 



1988 DRILLING SUMMARY 
CAN-EX RESOURSES (U.S.), INC. 

SOCORRO REEF PROPERTY 
LA PAZ COUNTY, ARIZONA 

Hole # Angle Orientation Total Depth Sample #8 

CSR-:-1 43° 313 0 149 ft 73401-73428 

CSR-2 44° 311 0 157 ft 73429-73458 

CSR-3 70° 311° 222.5 ft 73459-73501 

CSR-4 44.5° 008 0 205 ft 73502-73541 

CSR-5 82° 347 0 223.5 ft 73542-73586 

CSR-6 46° 318 0 220 ft 73587-73630 

CSR-7 43° 287 0 105 ft 73631-73651 

CSR-8 45° 300 0 218.5 ft 73652-73693 

CSR-9 45° 080 0 150 ft 73694-73723 

CSR-10 45° 128 0 222.5 ft 73724-73769 

CSR-11 45° 318 0 205 ft 73770-73810 

CSR-12 45° 340 0 222.5 ft 73811-73855 

CSR-13 45° 224 0 150 ft 73856-73885 

TOTAL FOOTAGE: 2450.5 



DRILL HOLE Sill1MARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell pad 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

HOLE #: C;:'K-1 
ANGLE: 43°, ORIENTATION: 313 0 

DATE DRILLED: June 19-20, 1988 
TOTAL DEPTH: 149- Ff 
HOLE TYPE: 4tH

, Reverse circulation 

Interval Sample # Assays Au - Ag OPT Lithology, etc. 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-149 

TD 

none 
none 

73401 
73402 
73403 
73404 
73405 
73406 
73407 
73408 
73409 
73410 
73411 
73412 
73413 
73414 
73415 
73416 
73417 
73418 
73419 
73420 
73421 
73422 
73423 
73424 
73425 
73426 
73427 
73428 

0.002 
0.002 
0.007 
0.014--
0.009 

<0.001 
0.034 
0.003 
0.001 
0.001 

<0.001 
<0.001 
<0.001 
0.028 
0.148 

<0.001- -
<0.001 
<0.001 
<0.001 
<0.001 
0.004 
0.001 

<0.001 
<0.001 
0.001 
0.001 
0.001 

<0.001 

<0.05 
<0.05 
<0.05 
0.18 
0.17 
0.15 
0.28 
0.11 
0.08 
0.18 
0.07 
0.06 
0.14 
0.18 
0.34 
0.14 
0.07 
0.07 
0.08 
0.06 
0.07 
0.07 
0.07 
0.09 
0.11 
0.11 
0.12 
0.12 

Fill material, mostly dolomite 
" 

11-25 ft: quartz porphyry dike (qpd) 
pink & white phenocrysts 

25-125 ft: dolomitic marble, lower 
Redwall formation.(Mr) 
It. pink coarse-gr dolo. 

fine-gr gray & tan dolo. 

coarse-gr pink dolo. 

fine-gr tan dolo. 

125-140 ft: white marble 

140-149 ft: salmon colored marble 
(upper Martin Fm?) 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell Pad 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

Interval Sam:Qle # Assays: Au 

0-5 73429 0.024 
5-10 73430 0.004 
10-15 73431 0.001 
15-20 73432 <0.001 
20-25 73433 <0.001 
25-30 _ - 73434 <0.001 
30-35 73435 <0.001 
35-40 73436 <0.001 
40-45 73437 <0.001 
45-50 73438 <0.001 
50-55 73439 o.otf- -
55-60 73440 0.426 
60-65 73441 0.006 
65-70 73442 0.004 
70-75 73443 <0.001 
75-80 73444 0.016 
80-85 73445 <0.001 
85-90 73446 0.008 
90-95 73447 0.001 
95-100 73448 0.004 
100-105 73449 <0.001 
105-110 73450 <0.001 
110-115 73451 <0.001 
115-120 73452 0.016 
120-125 73453 0.010 
125-130 73454 0.651 ---
130-135 73455 0.001 
135-140 73456 0.001 
140-145 73457 <0.001 
145-157 73458 <0.001 

TD 

- Ag OPT 

0.07 
0.08 
0.08 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.07 
0.54 
0.16 
0.08 
0.06 
0.16 
0.07 
0.07 
0.07 
0.07 

<0.05 
<0.05 
<0.05 
0.06 
0.11 
0.08 

<0.05 
<0.05 
<0.05 
<0.05 

HOLE #: CSk-L 
ANGLE: 44°, ORIENTATION: 311° 
DATE DRILLED: June 20, 1988 
TOTAL DEPTH: 157 IT 
HOLE TYPE: 4!", Reverse Circulation 

Lithogy, etc. 

0-2 ft: overburden 
2-44 ft: fine-gr dolomite, tan to 

dk-brown, w/ white marble 
zones, and minor white chert 
and/or vein qtz., middle(?) 
Redwall formation 

44-53 ft: quartz porphyry dike (qpd) 
tan to orange color. 

53-EOH: variably colored dolomite, 
- lower Redwall formation (Mr) 

weak limonite staining 
brown dolo + pink marble 

" 
reddish pink dolo/marble 

" 
tan to pink dolo. 

" 
" 
" 
" 
" 
" 

dk-brown to tan dolo. 
11 

" 
" 

(12-foot interval) 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell Pad 
DRILLED BY: Douglas Exploration 
LOGGED BY: P. Willard 

Interval 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-45 
45-5G 
50-55"-
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 
200-205 
205-210 
210-215 
215-222.5 

TD 

Sample # 

73459 
73460 
73461 
73462 
73463 
73464 
73465 
73466 
73467 
73468 
73469 
73470 
73471 
73472 
73473 
73474 
73475 
73476 
73477 
73478 
73479 
73480 
73481 
73482 
73483 
73484 
73485 
73486 
73487 
73488 
73489 
73490 
73491 
73492 
73493 
73494 

- 73495 
73496 
73497 
73498 
73499 
73500 
73501 

Assays: Au - Ag OPT 

0.006 <0.05 
0.003 0.07 

<0.001 0.08 
<0.001 0.05 
<0.001 0.08 
<0.001 0.07 
<0.001 0.06 
<0.001 0.06 
<0.001 0.06 
<0.001 0.07 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
0.002 0.06 
0.002 <0.05 

<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 

NO SAMPLE 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 

NO SAMPLE 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 

" <0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 

HOLE #: CSR-3 
ANGLE: 70°, ORIENTATION: 311° 
DATE DRILLED: June " 20-21, 1988 
TOTAL DEPTH: 222.5 FT 
HOLE TYPE: 4-!", Reverse Circulation 

Lithology, etc 

0-2: brown dolomite, mid-Redwall fmC?) 
2-45: limestone marble, white wi 

pink stain and limonitic fractures, 
lower Redwall formation(Mr) 

11 

11 

11 

(ten foot interval) 
11 

45-85: tan dolomite, lower Redwall fm. 
11 

11 

11 

11 

" 
" 

85-92 ft: quartz prophyry dike (qpd) 
92-120 ft: tan to pink dolomite, Mr 

120-173 ft: 

173-184 ft: 
184-188 ft: 

188-EOH: 

11 

" 
" 
" 

quartz porphyry dike (qpd) 
pinkish tan 

11 

" 
" 

reddish tan 
" 
" 
" 
" 

Tertiary microdiorite dike, 
tan dolomite, Hr 

" 
quartz porphyry dike (qpd ) 

" 
scatter fresh gray qpd 

wi fn-gr pyrite 
reddish tan 

" 
(7-! foot interval) 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell Pad 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

Interval Sample # Assays: Au - Ag OPT 

0-2 
2-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 . 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 

TD 

none 
73502 
73503 
73504 
73505 
73506 
73507 
73508 
73509 
73510 
73511 
73512 
73513 
73514 
73515 
73516 
73517 
73518 
73519 
73520 
73521 
73522 
73523 
73524 
73525 
73526 
73527 
73528 
73529 
73530 
73531 
73532 
73533 
73534 
73535 
73536 
73537 
73538 
73539 
73540 
73541 

0.020 
<0.001 
<0.001 
0.004 
0.001 

<0.001 
<0.001 
0.036 
0.002 
0.136 
0.002 
0.001 
0.012 

<0.001 
<0.001 , 
<0.001 
<0.001 
<0.001 
0.001 
0.002 

<0.001 
0.011 

<0.001 
<0.001 
<0.001 
0.007 
0.002 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

0.20 
<0.05 
<0.05 
<0.05 
<0 . 05 
<0.05 
<0.05 
0.08 
0.07 
0.34 
0.06 
0.05 
0.05 
0.05 
0.05 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.05 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 

HOLE #: CS1\-4 
ANGLE: 44.5°, ORIENTATION: 008 0 

DATE DRILLED: June 21-22, 1988 
TOTAL DEPTH: 200 FT 
HOLE TYPE: 4t", Reverse Circulation 

Lithology, etc. 

0-2: overburden 
2-10: fine-gr, tan, dolomite, 

Redwall formation (Mr) 
10-37: quartz porphyry dike (qpd), 

tan and gray 
n 

" 
" 

37-EOH: fine-gr dolomite, 
Redwa1l formation(Mr) 
tan dolomite 

" 
n 

" 
" 

tan and pink dolomite ± qtz 
" 

tan dolomite, limonite stain 
pink to red dolomite 

" 
n 

" 
pink and tan dolomite 
tan dolomite 
tan and pink dolomite ± qtz 

" 
tan dolomite, limonitic stain 

" 
" 
" 

tan dolomite wi vein qtz 
tan dolomite 

" 
" 
II 

tan and white dolo/mbl 
w/ weak limonitic stain 

" 
" 
" 
II 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell Pad 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. \villard 

Interval 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
i05-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 
200-205 
205-210 
210-215 
215-220 
220-223.5 

TD 

Sample # Assays: Au - Ag OPT 

73542 
73543 
73544 
73545 
73546 
73547 
73548 
73549 
73550 
73551 
73552 
73553 
73554 
73555 
73556 
73557 
73558 
73559 
73560 
73561 
75562 
73563 
73564 
73565 
73566 
73567 
73568 
73569 
73570 
73571 
73572 
73573 
73574 
73575 
73576 
73577 
73578 
73579 
73580 
73581 
73582 
73583 
73584 
73585 
73586 

0.266 
<0.001 
0.001 
0.034 
0.066 
0.002 
0.001 
0.022 . 
0.014 

<0.001 
<0.001 
<0.001 
0.002 
0.015 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.002 

<0.001 
0.002 
0.001 
0.001 
0.002 

<0.001 
0.020 
0.003 
0.004 
0.009 
0.005 
0.004 
0.002 

<0.001 
0.001 

<0.001 
<0.001 
<0.001 
<0.001 
0.001 
0.001 
0.002 
0.001 

0.42 
0.08 
0.06 
0.11 
0.16 
0.11 
0.08 
0.55 
0.35 
0.06 

<0.05 
0.11 
0.07 
0.07 
0.13 
0.06 
0.07 

<0.05 
<0.05 
0.08 
0.07 
0.11 
0.07 
0.07 
0.06 
0.06 
0.08 
0.06 
0.14 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.06 
0.07 
0.08 
0.07 

HOLE: CSR-5 
ANGLE: 82°, ORIENTATION; 347 0 

DATE DRILLED: June 22, 1988 
TOTAL DEPTH: 223.5 FT 
HOLE TYPE: 4~", Reverse Circulation 

Lithology, etc. 

0-5 ft: overburden 
5-64 ft: dolomite, Redwall formation, 

w/ white vein quartz 
" 

tan dolomite w/ limonite stain 
" 

red & tan dolomite 
II w/ white vn qtz 
" 
" 

brown & red dolomite, ± qtz 
" 

64-70 ft: quartz porhyry dike (qpd) 
" 

70-147 ft: dolomite, Redwall formation, 
± vein qtz 

" 
II 

" 
" 
" 

brown dolo. & pink marble 
11 

pink & tan dolomite/marble 
tan dolomite 
tan & pink dolo/marble 

" 
11 

reddish-brown marble 
147-153 ft: quartz porphyry dike 
153-163 ft: Tertiary microdiorite dike(?) 

" 
163-205 ft: quartz porphyry dike (qpd) 

" 
" 
" 

fresh gray w/fine-gr pyrite 
" 
" 

reddish-tan 
" 

205-223.5 ft: tan dolomite, Red~all fm., 
" 
" ± vein quartz 
" u 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATIOU: Henry Bell Area 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

Interval Sample # Assays: Au - Ag OPT 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 
200-205 
205-210 
210-215 
215-220 

TD 

73587 
73588 
73589 
73490 
73591 

-73592 
73593 
73594 
73595 
73596 
73597 
73598 
73599 
73600 
73601 
73602 
73603 
73604 
73605 
73606 
73607 
73608 
73609 
73610 
73611 
73612 
73613 
73614 
73615 
73616 
73617 
73618 
73619 
73620 
73621 
73622 
73623 
73624 
73625 
73626 
73627 
73628 
73629 
73630 

0.002 
0.026 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.028 

<0.001 
0.001 
0.003 
0.002 

<0.001 
<0.001 
<0.001 
0.019 
0.018 
0.014 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

0.06 
0.08 
0.07 
0.06 
0.07 
0.08 
0.06 

<0.05 
<0.05 
<0.05 
<0.05 
0.05 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.05 
0.05 
0.05 

<0.05 
0.05 
0.05 
0.09 
0.11 
0.16 
0.16 
0.19 
0.15 
0.10 
0.08 
0.14 
0.10 
0.10 
0.08 

<0.05 
0.07 
0.05 
0.05 
0.05 

HOLE #: CSR-6 
ANGLE: 46°, ORIENTATION: 318° 
DATE DRILLED: June 23, 1988 
TOTAL DEPTH: 220 IT 
HOLE TYPE: 41", Reverse Circulation 

Lithology, etc. 

0-13 ft: overburden 

13-62 ft: upper Redwall formation, 
tan and white limestone marble·,. 
wi mixed black shale 

I; 

tan & pink dolomite, ± quartz 
" 
" 
" 
11 

" 
63-103 ft: quartz porphyry dike, 

" 
" 
" 
" 
" 
" 
" 

103-194 ft: Redwall formation, 
tan dolomite wi white quartz 

11 

" 
tan dolomite & pink marble 

11 

pink dolomitic marble ± qtz 
" 
" 

brown calcite marble(?) 
It 

pink & tan dolomite 
" 
" 
'1 
It 

194-203 ft: Tertiary microdiorite dike 
" 
II 

203-EOH: pink & tan dolomite, ± qtz 
" 
" 



DRILL HOLE Stn~y 

PROPERTY: Socorro Reef HOLE #: CSR-8 
La Paz Co., Arizona ANGLE: 45°, ORIENTATION: 300° LOCATION: Bolsa Pit DATE DRILLED: June 24, 1988 DRILLING CO.: Douglas Exploration TOTAL DEPTH: 218.5 IT LOGGED BY: P. Willard HOLE TYPE: 4!", Reverse Circulation 

Interval Sam~le # Assays: Au - Ag OPT Lithology, etc. 

0-5 73652 0.011 0.06 0-164 ft: Cambrian Bolso quartzite eGb) 5-10 NO SAMPLE 
10-15 NO SAMPLE 
15-20 73653 0.005 <0.05 tan & white quartzite, wi 20-25 73654 0.001 <0.05 hematite fracture coating 25-30 73655 0.011 <0.05 " 30-35 73656 0.002 <0.05 " 35-40 73657 0.006 <0.05 " 40-45 73658 0.011 <0.05 " 45-50 73659 0.032 <0.05 " 50-55 73660 0.021 <0.05 " 55-60 73661 0.016 <0.05 " 60-65 73662 0.004 <0.05 " 65-70 73663 0.002 <0.05 " 70-75 73664 0.015 <0.05 " 75-80 73665 0.004 0.36 " 80-85 73666 0.001 0.11 " 85-90 73667 <0.001 0.08 " 90-95 73668 0.001 0.05 " 95-100 73669 0.002 0.06 dk-gray basal quartzite beds 100-105 73670 0.001 <0.05 " 105-110 73671 0.002 <0.05 " 110-115 73672 <0.001 <0.05 " 115-120 73673 0.016 <0.05 11 

120-125 73674 0.002 <0.05 11 

125-130 73675 0.002 0.24 " 130-135 73676 0.001 <0.05 II 

135-140 73677 0.002 <0.05 " 140-145 73678 <0.001 <0.05 " 145-150 73679 <0.001 <0.05 " 150-155 73680 <0.001 <0.05 " 155-160 73681 <0.001 <0.05 " 160-165 73682 <0.001 <0.05 164-EOH: Precambrian granite 165-170 73683 <0.001 <0.05 " 170-175 73684 <0.001 <0.05 " 175-180 73685 <0.001 <0.05 " 180-185 73686 <0.001 <0.05 " 185-190 73687 <0.001 <0.05 " 190-195 73688 0.001 <0.05 " 195-200 73689 0.002 <0.05 " 200-205 73690 0.016 <0.05 " 205-210 73691 0.001 <0.05 " 210-215 73692 0.007 <0.05 " 215-218.5 73693 0.005 <0.05 11 

TD 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Bolsa Pit 
DRILLING CO.: Douglas Exploration 
LOGGED -BY: P. Willard 

Interval 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55" 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 

TD 

Sample # Assays: Au - Ag OPT 

73694 
73695 
73696 
73697 
73698 
73699 
73700 
73701 
73702 
73703 
73704 
73705 
73706 
73707 
73708 
73709 
73710 
73711 
73712 
73713 
73714 
73715 
73716 
73717 
73718 
73719 
73720 
73721 
73722 
73723 

0.002 
0.012 
0.004 
0.003 
0.011 
0.015 
0.026 
0.018 
0.034 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.002 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.12 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 

HOLE #: CSR-9 
ANGLE: 45°, ORIENTATION: 080° 
DATE DRILLED: June 24, 1988 
TOTAL DEPTH: 150 FT 
HOLE TYPE: 4!", Reverse Circulation 

Lithology, etc. 

0-84 ft: Cambrian Bolsa quartzite, 
white to tan quartzite wi 
hematite staining 

" 
" 
11 

11 

" 
(assay break) " 

" 
11 

11 

" 
11 

fI 

(fault contact?) 
84-EOH: Redwall formation(?) 

brown dolomite + oxidized micro­
diorite dike(?) 

brown dolomite (Mr?) wi 
limonite stain 

" 
" 
" 
" 
" 
" 
" 
" 



DRILL HOLE SUMMARY 

PROPERTY: Socorro ReeL 
La Paz Co., Arizona 

LOCATION: Bolsa Pit 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

Interval Sample # Assays: Au - Ag OPT 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-10.0 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 
200-205 
205-210 
210-215 
215-220 
220-222.5 

TD 

73724 
73725 
73726 
73727 
73728 
73729 
73730 
73731 
73732 
73733 
73734 
73735 
73736 
73737 
73738 
73739 
73740 
73741 
73742 
73743 
73744 
73746 
73747 
73748 
73749 
73750 
73751 
73752 
73753 
73754 
73755 
73756 
73757 
73758 
73759 
73760 
73761 
73762 
73763 
73764 
73765 
73766 
73767 
73768 
73769 

<0.001 
<0 .. 001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.004 

<0.001 
<0.001 
<0.001 
<0.001 
0.004 

<0.001 
0.002 

<0.001 
0.001 

<0.001 
0.091 
0.040 
0.004 
0.003 
0.001 
0.005 
0.004 
0.012 
0.007 
0.001 
0.001 
0.001 
0.003 
0.001 
0.001 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.06 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0 . 05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 

HOLE #: C .... . -10 
ANGLE: 45°, ORIENTATION: 120° 
DATE DRILLED: June 25, 1988 
TOTAL DEPTH: 222.5 FT 
HOLE TYPE: 4t", Reverse Circulation 

Lithology, etc. 

0-86 ft: Precambrian granite (PGg) 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 

86-210 ft: Cambrian Bolsa quartzite (Gb) 
moderate to weak hematite stain 

" 
" 

" 
" 

strong hematite stain 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 

210-EOR: Cambrian Abrigo shale(?) 
" 
" 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell, Middle Road 
DRILLING CO.: Douglas Exploration 
LOGGED BY: P. Willard 

HOLE #: CSR-ll 
ANGLE: 45°, ORIENTATION: 318° 
DATE DRILLED: June 25, 1988 
TOTAL DEPTH: 220 IT 
HOLE TYPE: 4!", Reverse Circulation 

Interval Sample # Assays: Au - Ag OPT Lithology, etc. 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
1BO-1B5 
1B5-190 
190-195 
195-200 
200-205 

TD 

73770 
73771 
73772 
73773 
73774 
73775 
73776 
73777 
73778 
73779 
73780 
73781 
73782 
73783 
73784 
73785 
73786 
73787 
7378B 
73789 
73790 
73791 
73792 
73793 
73794 
73795 
73796 
73797 
73798 
73799 
73800 
73801 
73802 
73803 
73804 
73805 
73806 
73807 
7380B 
73809 
73810 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.001 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.004 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

<0.05 
<0.05 
0.06 
0.07 
0.07 
0.05 
0.05 
0.09 
0.07 
0.05 

<0.05 
0.05 
0.05 
0.05 
0.05 
0.05 
0.06 
0.06 
0.05 
0.05 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.07 
0.05 
0.05 
0.05 
0.05 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
0.05 

<0.05 
<0.05 

brown dolomite (overburden?) 
5-20 ft: pink & white marble, Redwall fmC?) 

" 
" 

20-130 ft: . black shale interbedded wi 
white & pink marble, Supai fmC?) 

fI 

11 

fI 

fI 

" 
" 
" 
" 
" 
" 
" 
" 
" 
11 

11 

" 
fI 

" 
fI 

" 
" 

130-140 ft: Tertiary microdiorite dike 
140-EOH: white & orange tan limestone 

marble, wi blk shale seams, 
upper Redwall fm. 

" 
" 
'1 
" 
" 
" 
" 
" 
" 
'1 



DRILL HOLE SUMMARY 

PROPERTY: Socorro Reef 
La Paz Co., Arizona 

LOCATION: Henry Bell Road 
DRILLING CO: Douglas Exploration 
LOGGED BY: P. Willard 

Interval Sample # Assays: Au - Ag OPT 

0-5 
5-10 
10-15 
15-20 
20-25 
25-30 
30-35 
35-40 
40-45 
45-50 
50-55 
55-60 
60-65 
65-70 
70-75 
75-80 
80-85 
85-90 
90-95 
95-100 
100-105 
105-110 
110-115 
115-120 
120-125 
125-130 
130-135 
135-140 
140-145 
145-150 
150-155 
155-160 
160-165 
165-170 
170-175 
175-180 
180-185 
185-190 
190-195 
195-200 
200-205 
205-210 
210-215 
215-220 
220-222.5 

TD 

73811 
73812 
73813 
73814 
73815 
73816 
73817 
73818 
73819 
73820 
73821 
73822 
73823 
73824 
73825 
73826 
73827 
73828 
73829 
73830 
73831 
73832 
73833 
73834 
73835 
73836 
73837. 
73838 
73839 
73840 
73841 
73842 
73843 
73844 
73845 
73846 
73847 
73848 
73849 
73850 
73851 
73852 
73853 
73854 
73855 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.001 
0.001 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<D.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 

HOLE #: C~ J.2 
ANGLE: 45°, ORIENTATION: 340° 
DATE DRILLED: June 26, 1988 
TOTAL DEPTH: 220 FT 
HOLE TYPE: 4!", Reverse Circulation 

Lithology, etc. 

0-210 ft: Supai fmC?) 
black shale interbedded wi 
orange to white limestone marble 
(15-20 ft: thin Ter microdi.ori tE 

" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
" 
11 

11 

" 
11 

" 
" 
11 

" 
(152-l54? ft: Ter. microdiorite) 

" 
11 

11 

" 
" 
It 

11 

11 

It 

It 

11 

210-EOH: brown dolomite, Redwall fmC?) 
11 

" 



DRILL HOLE" SUMMARY 

.PROPERTY: Socorro Reef HOLE #: CSR-IJ 
La Paz Co., Arizona ANGLE: 45°, ORIENTATION: 224 0 

LOCATION: East of Socorro Mine shaft DATE DRILLED: June 26, 1988 
DRILLING CO.: Douglas Exploration TOTAL DEPTH: 150 FT 
LOGGED BY: P. Willard HOLE TYPE: 4~", Reverse Circulation 

Interval Sam2le # Assays: Au - Ag OPT Lithology, etc. 

0-5 73856 <0.001 <0.05 0-35 ft: Supai fmC?), shale, 
5-10 73857 <0.001 <0.05 siltstone, greenish gray 
10-15 . 73858 <0.001 <0.05 " 
15-20 73859 <0.001 <0.05 quartzitic silstone 
20-25 73860 <0.001 <0.05 " 
25-30 73861 <0.001 <0.05 white quartzite 
30-35 73862 <0.001 <0.05 " 
35-40 73863 <0.001 <0.05 35-40 ft: fine-grained brown, Ter. microdior. : 
40-45 73864 <0.001 <0.05 40-60 ft: calcareous shale, Abrigo fmC?) 
45-50 73865 <0.001 <0.05 " 
50-55 73866 <0.001 <0.05 " 
55-60 75867 <0.001 <0.05 " 
60-65 75868 <0.001 <0.05 60-EOH: Bolsa quartzite, 
65-70 75869 <0.001 <0.05 dark gray to white qtzt 
70-75 75870 <0.001 <0.05 " 
75-80 75871 <0.001 <0.05 " 
80-85 75872 <0.001 <0.05 " 
85-90 75873 <0.001 <0.05 " 
90-95 75874 <0.001 <0.05 " 
95-100 73875 <0.001 <0.05 " 
100-105 75876 <0.001 <0.05 " 
105-110 73877 <0.001 <0.05 It 

110-115 75878 <0.001 <0.05 " 
115-120 73879 <0.001 <0.05 pinkish-tan qtzt 
120-125 75880 <0.001 <0.05 " 
125-130 73881 <0.001 <0.05 " 
130-135 75882 <0.001 <0.05 " 
135-140 73883 <0.001 <0.05 green shaley seams 
140-145 75884 <0.001 <0.05 " 
145-150 73885 <0.001 <0.05 II 

TD 



COP'""'ER STATE ANALYTICAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH. 16021 884-5811 

Tri-Con Mining (Az) Inc. 
3821 N. Rear Creek Cir 
Tucson, Arizona 85749 

ATTN: j·ir. Parry \~illarci 

PH. (6021 797·0788 

Job: 15174 
Received: 04/18/88 
Reported: 04/27/88 
Sample No.: 6 
l~:lements: 2 
Invoice No.- C8173 

D.A. SHAH 
REGISTERED ASSAYER 

A2 REO. II .... 

======================================================================== 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 

AZSR-88-l25 
AZSR-88-l26 
AZSR-88-127 
AZSR-88-l28 
AZSR-88-129 
AZSR-88-l30 

<0.001 
0.002 

<0.001 
<0.001 
o .Olf4 
0.071 

0.47 
0.08 
0.28 
0.22 
0.47 
0.95 

= = = = = = = = = == = = = = = = = = = = = = = = = = = = = E !': !) R E PO n T = = = = = = = = = = = = = = -"~-.x:,",," 



COP,....~R STATE ANALYTICAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS • TUCSON. AZ 85713 

PH. (6021 884-5811 PH. (6021 797-0788 

Tri-Con~~inin3 Joh ~:o. :-15309 

D.A. SHAH 
REGISTERED ASSAYER 

AZ Ru. I .... 

======================================================================== 
Elements 

Units 
Au 
OPT 

1\0 
,,") 

OPT 
======================================================================== 

83-161 <0.001 0.08 
88-162 0.004 0.08 
88-163 <0.001 0.10 
88-164 <0.001 O. 1 f~ 
88-165 <0.001 0.12 
88-166 <0.001 0.11 
88-167 <0.001 0.11 
33-168 <0.001 0.12 
Sg-169 <G.OO1 0.11 
38-170 <0.001 0.09 
88-171 <0.001 0.08 
88-172 <0.001 0.13 
88-173 0.004 0.12 
88-174 <0.001 0.11 
88-175 <0.001 0.14 
38-176 <0.001 0.12 
d8-177 < ;:) .001 0.09 
88-178 0.000 0.11 
88-179 0.002 0.21 
3(3-1e,O () . 2 4 [-~ 1 . 1 () 
8.3- U11 0.011 C-' • 1 n 
ql.~-'~') .',J,;;-, ~ v_ f) • !~itJ-; (] . 1 " 
2 R -1':: 3 < (i • 001 0.12 
83-1G~+ <n.OOI 0.11 
Sg-185 < () . (JCll 0.21 
88-13G O.O!d 0.32 
88-1~7 0.011 0.21 
f>8-188 0.033 0.22 
8f-;-1 G9 0.031 o ./~G 
So-ISO O. OC) 2 0.17 
eg-191 0, • O()L~ tJ.l() 
83-192 0.006 0.16 
83-193 o . OL~ 4 0.2C) 
88-194 0.015 0.35 
88-19':> <0.001 0.15 
88-196 <G.OOl 0.15 
82-197 <0.001 0.08 
88-193 <0.001 0.11 
C~ ... 109 O~OO2 0.12 

======================================================================== 



Tri-Con l' : inin ~ 

COl ER STATE ANALYTI<. .L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (602) 884·5811 PH . (602) 797-0788 

Joh J"Jo.:-1530<) 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. II •••• 

Pa~e 3 

======================================================================== 

El er~lcn t s 
Units 

Au 
OPT 

A ~ 
OPT 

======================================================================== 
38-200 <0.001 0.17 
33-201 <0.001 0.00 
88-202 <O.OOI G.Or. 
[33-203 <c).OOl O.OC) 
8l~ -204 <0.001 0.11 
88-205 <0.001 0.07 
88-206 C).OO3 0.05 
88-207 0.001 0.09 
88-208 0.001 O. 12 
83-20Q 0.002 o . 1/~ 
Sf>-210 0.001 0.11 
88-211 0.001 0.07 
88-212 O.OO~ 0.15 
88-213 0.006 <0.05 
38-214 <0.001 0.07 
33-215 <0.001 0.07 
38-216 0.002 0.07 
88-217 0.004 0.06 
88-218 0.003 0.09 
88-219 0.002 0.09 
38-220 0.004 0.08 
38-221 0.005 O.Ot) 
88-222 0.004 G.ll 
88-223 0.002 0.06 
88-224 <0.001 0.06 
88-225 <0.001 G.OG 
88-226 <0.001 O.OS 
83-227 <0.001 0.06 
88-228 <0.001 0.08 
38-229 0.001 0.11 
38-230 0.012 0.12 
33-231 . 0.005 0.10 
33-232 <0.001 0.13 
88-233 0.066 !~ • 0 l~ 

============================END REPORT============= 

i 
. ~ 
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Tri-Con Mining 

Copp--,~ STATE ANALYTICAJ 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON, AZ 85713 

PH. (6021 884·5811 PH . (6021 797 -0788 

Job: 15688 
8963 East Tanque Verde,Suite 308 
Tucson, Arizona 85749 

Received: 06/01/88 
Reported: 06/09/88 

ATTN: Mr. Parry Willard 

Project:-AZSR 

Sample No.: 5 
Elements: 2 
Invoice No.: C 8348 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. , •••• 

======================================================================== 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

Au (OPT) 
-200 mesh 

A (OPT) 
+200 mesh 

======================================================================== 

88-234 
88-235 
88-236 
88-237 
88-238 

<0.001 
0.002 
0.038 
0.002 
0.397 

0.06 
0.1 

0.42 
<0.05 
0.84 

===========================END 

0.268 0.147 



COP" -::R STATE ANALYTIC" L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

Tri-Con Mining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

Project:-AZSR 

710 E. EVANS. TUCSON. AZ 85713 

PH . (6021 884·5811 PH. (6021 797·0788 

Job: 15814 
Received: 06/14/88 
Reported: 07/11/88 
Sample No.: 2 
Elements: 2 
Invoice No.- C8458 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. II .... 

=============================~=a~~a~~=~================================= 

Elements 
Units 

Au 
OPT 

Ag 
OPT 

=============================~--=~=;~=================================== 

88-239 
88-240 

0.336 
0.028 

0.22 
0.12 

==========================~=END REPORT=a============= 



Copp ~ R STAT~ ANALYTICI 

LA8~ .· INC.' 

ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (6021 884 · 5811 

Tri-Con Mining . (Az) Inc~ 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

Project:- AZSR 

PH . (6021 797 ·0788 

Job: 15870 
Received: 06/20/88 
Reported: 06/28/88 
Sample No.: 7 
Elements: 2 
Invoice No.- C8410 

D.A. SHAH 
REOISTERED ASSAYER 

AZ RI[Q. '_ 

======================================================================== 
. Elements 

Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
88-241 
88-242 
88-243 
88-244 
88-245 
88-246 
88-233B 

<0.001 
0.001 

<0.001 
<0.001 
<0.001 
<0.001 
0.021 

0.08 
0.1 

<0.5 
0.22 
0.10 
0.54 
1.22 



COPPER STATE J .~ALYTICAL 

Tri-Con Mining Co. 
3821 N. Bear Creek eire 
Tucson, Arizona 85747 

ATTN: Mr. Perry Willard 

LAB, INC. D.A. SHAH 
REGISTERED ASSAYER AZ REG . II .... 

710 E . EVANS. TUCSON. AZ 85713 PH . 16021 884 · 5811 

Job: 
Received: 7 
Reported: 08/31/87 
Sample No.: 5 
Elements: 2 
Invoice No.- C7364 

=============================================~======================== 

Elements Au. Ag Au ' (' Ag 
Uni ts OPT OPT OPT OPT 

======================================================================== 
~~~ -.!!) 

AZSR-87-1 0 .• 469 3.41 0.529 2.86 ,111 3 ,J3 
AZSR-87-2 0.071 1.04 0.059 0.89 , 0& : . c; ~ 
AZSR-87-3 0.405 4.96 0.344 4.72 , ~75 J.1 .8 1..1 
TGHE-87-1 0.046 0.92 
TGHE-87-2 0.037 0.89 

Project:- "AZSR 

==============================END 
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~ 
SAMPLE I paEP 

DESCRIPTION CODE 

107 -
207 -
207 -
207 -
207 -

87-09 207 -
87-10 207 -
87-11 207 -
87-12 207 -
87-13 207 -
87-14 207 -
87-15 207 -
87-16 207 -
87-17 207 -
87-18 207 -
87-19 207 -
87-20 207 -

Chemex Labs Inc. 
AnalytIcal Chemists • Geochemists • Registered AssAyera 

994 WEST GLENDALE AVE . , SUITE 7, SPARKS, 

NEVADA, U.S.A. '9431 

PHONE (701) 356-5395 

To : llU -CON MINING LTD. 
BOX 12S42 
2S80 - 1066 W. HASTINGS ST. 
VANCOUVER, B.C. 
V6E 3X2 

Project : 
ComneDta: ATTN: AL HadENtrKE, CC: PARRY D . WILLARD 

··Paae No. : 1 
Tot. Pase.s: 1 
Date :17-JAN-88 
Invoice" : 1-8728742 
P.O. II 

CERTIFICATE OF ANALYSIS A8728742
u

I 

I Cu Pb Zn AI W lis Sb AI tot Au tot A, - Au - AS + Au + Wt. + Wt. -

ppn ppn ppn ppn ppn ppb ppn 0'1./' 0'1./ t 0'1./' 0'1./' ma ma .Caol6 .faol6 

6mb ~(tfl'('J~ ~ . ' ~"( i'.t+l!.ll"J\, 
>10000 7000 >10000 320 2>100000>1000 6.44 0.933 6.H 0.934 1.01 0.252 8.00 236 

7350 2100 5600 200 1 26000>1000 1.28 0.098 I. 24 0.080 0.69 0.193 7.70 272 f)(,Jf :: :,\ ~ rc: ,~I~. )( ' · · . 

ISO 63 140 9 3 1100 52.0 0.15< 0.003 0.26< 0.003 0.07 0.002 21.00 284 ;' , .... 

>10000 4600 3000 90 I 2700 150 2.51 0.079 2.48 0.060 2.37 0.222 24.40 235 :1 I (HI lIt" 

365 51 66 6 2 110 5.4 0.09 0.004 0.08 0 .004 0.11< 0.002 13.80 261 1 \ (\ ' 

95 77 68 7 4 120 3.4 0 . 19< 0.003 0 .1 8< 0.003 0.11< 0 . 002 3.70 269 " , .".' 

2350 110 148 9 S 370 2.6 0.47 1.313 0.47 1.336 0.13 0.267 9.20 188 

2150 468 315 250 5 460 10S.0 0.56 0.104 0.51 0.106 0.20 0.037 15.10 234 

8S S8 33 4 2 80 1.2 0.57 0.014 0.59 0.014 0.07 0.002 12.30 302 :-: (c'''-

>10000 900 49S 120 1 1700 1.8 0.39 0.102 0.36 0.102 0.43 0.048 14.80 268 I 

620 23 23 4 8 100 0.6 0.17 0.009 0.17 0.010 O.OS< 0.002 14. SO 2S4 .)'( . ,- r ,. -

7S 30 42 5 7 60 1.2 0.16< 0.003 . 0.16< 0.003 0.08 0.004 11.60 234 

73 6 19 3 7 30 0.7 0.14< 0.003 0.14< 0.003 0.09< 0.002 II. 30 227 c ' : " . ,1( . ltJ(t 

280 6 II I 1 40 0.8 0.92 0.076 0.94 0.078 0.21 0.013 II. 30 24S 

28 I 24 2 11 80 0.2 0.19 0.017 0.18 0.018 0.14 0.002 12.00 239 

93 S70 93 6 3 1000 1.0 1.12 0.404 1.12 0.400 O. S9 0.235 14.60 243 -"1'/' 

27 20 102 3 3 120 0.2 0.28 0.012 0.27 0.012 0.17 0.005 10.20 263 -(\.~~ ,(9)1: 
~ 'J" 

t~rP'1 

ALL ASSAY DETERMINATIONS ARE PERFORMED OR Sl'PERVISED BY B.C. CERTIFIED ASSAYEIlS CEil TIFICATION 
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Socorro Peak Area 

Q 

I Tkim I 

I :'. ~.~.~ X;'.:·~I 

f-~-~-~-~j 

f~ 

I · ·-··:~--<\I 

I p£m I 

BOCKS 

Upper Tertiary -Quarternary 

surficial deposits 

Middle Tertiary volcanic and 

sedimentary 

EXPLANATION 

Lower Tertiary (?) muscovite bear ing 

granite; locally foliated 

Tertiary- Cretaceous igneous and 

metamorphic rocks 

Upper C re taceous j locally 

foliated 

Mesozoic sed imentary and vo Iconic 

rocks; locally metamorphosed 

Poleozoic sedimentary rocksj 

metamorphosed 

Precambrian granite; locally 

foliated 

Precambrian metamorphic rocks 

U. S . HIGHWAY eo 

Q 

Q 

S. ANG£LON 

STRUCTURE 

Contact j dashed where inferred 

or approx i ma te I y located 

Fault; dashed where inferred 

Thrust fault 

Detachment fault i dashed where 

inferred or covered 

Strike and dip of foliated 

Fiqure 3. Reconnaissance geologic map of the Harcuvar and Harquahala 

Mountains and vicinity modified from Reynolds (1982) and 

showing area of Plates 1 and 2. Sources of mapping include 

Reynolds (1980), R~ynolds and others (1980), Rehrig and 

Reynolds (1980), Wilson (1960), Varga (1977), Richard (1982, 

pers. cornrn.) , and this report. 

8 



r 
I 
! CANADA 

WASHINGTON 

OREGON 

IDAHO 

NEVADA 

LOCATIO .. MAP 

WYOMING 

o 
Oenver 

COLORADO 

ARIZONA 

Phoenix 
o 

Figure 1. 

Map of Salome area and 
vicinity, showing location 
of Socorro Reef project 
area. 
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Figure 2. Gold districts in the Salome region that are 
discussed in text. 
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1988 DRILL HOLE ASSAY INTERVALS 
Socorro Reef Poperty 
La Paz Co., Arizona 

AVERAGE GOLD CONTENT OF SELECTED INTERVALS 
(Henry Bell Area) 

Hole # Interval 
/' 

" Average 
N"6 .:l. f 8 '0- 8 -C 

OPT Au - Ag 

CSR-1 

CSR-2 

CSR-4 

CSR-5 

CSR-6 

CSR-7 

CSR-8 

CSR-9 

CSR-10 

25 ft to 85 ft; 

50 ft to 125 ft; 

2 ft to 65 ft; 
35 ft to ,65 ft; 

60 ft of Redwall dolomite 
,'t2~ ""f- S~-~O '" 

75 ft of Redwall dolomite 
/.13Cr, "".:.. ;;5-£"0 " 

63 ft of Redwall dolomite & qpd 
30 ft of Redwall dolomite 

15 ft to 70 ft; 55 ft of Redwall dolomite & qpd 
15 ft to 45 ft; 30 ft of Redwall dolomite 

125 ft to 180 ft; 55 ft of Redwall dolomite 
165 ft to 180ft; 15 ft of Redwall dolomite 

(Bolsa Pit Area) 

o ft to 60 ft; 60 ft of Bolsa quartzite 
10 ft to 50 ft; 40 ft of Balsa quartzite 

15 FT TO 75 ft; 
40 ft to 75 ft; 

o ft to 45 ft; 

60 ft of Bolsa quartzite 
35 ft of Balsa quartzite 

45 ft of Bolsa quartzite 

150 ft to 190 ft; 40 ft of Balsa quartzite 

0.021 0.16 

0.033 0.10 

0.015 0.06 
0.032 0.11 

0.014 0.15 
0.023 0.23 

0.008 0.12 
0.017 0.11 

0.016 <0.05 
0.029 <~·05 

'.",,' \ . 

0.011 
"0-:01'4 

0.014 

<0.05 
<0.05 

<0.05 

0.020 <0.05 
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~ 
SAMPLE 

DESCRIPTION 

AZ SR 88-57 
AZ SR 88-58 
AZ SR 88-59 
AZ SR 88-60 
AZ SR 88-61 

AZ SR 88-62 
AZ SR 88-63 
AZ SR 88-64 
AZ SR 88-65 
AZ SR 88-66 

AZ SR 88-67 
AZ SR 88-68 
AZ SR 88-69 
AZ SR 88-70 
AZ SR 88-71 

AZ SR 88-72 
AZ SR 88-73 
AZ SR 88-74 
AZ SR 88-75 
AZ SR 88-76 

AZ ·SR 88-77 
AZ SR 88-78 
AZ SR 88-79 
AZ SR 88-80 
AZ SR 88-81 

AZ SR 88-82 
AZ SR 88-83 
AZ SR 88-84 
AZ SR 88-108 A 
AZ SR 88-114 A 

" 

Chemex Labs Inc. 
Analytloal Cheml3t3 • Geocheml3t3 • Regl3tered A30ayero 

994 WEST GLENDALE AVE . • SUITE 7. S~ARKS. 
NEVADA . U . S . A. 89431 
PHONE (702) 356-5395 

PREP Ag tot Au tot Ag -
CODE oz / t oz / t oz/t 

207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- 0.01 < 0 . 001 0.01 
207 -- < 0.01 < 0.001 < 0.01 

207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 

207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- 0.05 0.002 0.05 
207 -- 0.05 < 0.001 0.05 
207 -- 0.05 0.003 0.04 

- - --
207 -- 0.03 < 0.001 0.03 
207 -- 0.30 0.008 0.28 
207 -- 0.02 0.002 0.02 
207 -- 0.03 0.008 0.02 
207 -- o . 1 6 0.028 o . 1 5 

207 -- 0 . 36 1 . 7 3 1 0.28 
207 -- 4.03 o .336 3.89 
207 -- 7.20 0.772 6.87 
207 -- 2.57 0.369 2 .48 
207 -- 0.07 0.009 0.07 

207 -- 0.04 0.004 0.03 
207 -- 0.36 o . 180 0.34 
207 -- o . 1 5 o . 0 ' 1 3 o . 1 5 
207 -- 0.05 0.002 0.04 
207 -- 0.03 0.016 0.02 

" . . 

.. 
" .. 

To: 1R1-Q)N MINING L1D. 
BOX 12S42 
2S80 - 1066 W. HASTINGS ST. 
VANCOUVER, B.C. 
V6E 3X2 

Project : 

•• Pa8C No. : 2 
Tot. Pases: 2 
~te : 9~-88 
Invoice" :1-8812069 
P.O." :NONE 

Comnents: ATTN: AL Ha.1ENUKE CC: ~ARRY D . WILLARD 

-- ---

CERTIFICATE OF ANALYSIS A88 12069 

Au - AS + Au + Wt. + Wt. -

4u.~tt· . oz/t mg mg grams grams 
(All~ .'1 

\l 

0.001 0.06 < 0.002 3.30 350 
0.001 < 0.01 < 0.002 3.60 342 
0 . 001 0.02 < 0.002 1 1 .00 351 
0 . 001 0.04 < 0.002 7.20 419 
0.001 < 0 . 01 < 0.002 6.50 ,328 

0.001 0.04 < 0.002 1 1 .00 335 
0.001 < 0.01 < 0.002 9.60 327 
0.001 0.09 < 0.0,02 11.00 341 

< 0.001 0.01 < 0.002 1 3 .80 399 
< 0.001 0.06 < 0.002 1 2 .40 379 

< 0.001 0.02 < 0.002 1 3 . 20 390 
< 0 . 001 0.03 < 0.002 13.20 373 

0.002 0.07 < 0.002 10. 10 370 
0.001 0.06 < 0.002 9.80 340 
0.003 o . 10 < 0.002 11.60 401 

0.001 0.07 < 0.002 10.80 397 cere 0 . 008 0.38 < 0.002 14.30 346 

l~1t 0.002 0 . 06 < 0.002 2.80 414 
0.008 o . 1 2 0.002 1 2 . 10 423 
0.027 o . 1 3 0.016 7.80 381 ~30~ 
1 . 268 1 . 22 6.766 12 '.80 378 I. '731-
0.30' 3 3 .35 0.554 1 1 . 30 378 O"~'1+ 
0.680 8 . 3 1 1 .670 15.30 399 O'~lD 0.346 2 .21 0.460 12.40 383 O.40~ 
0.009 0.08 < 0.002 10. 10 384 0,010 

0.004 0.09 < 0.002 6.20 435 o.oo4t. 
O. 167 0.35 0.237 1 1 . 70 375 o. ISS 
0.013 o . 1 2 0.006 13 .60 417 o ,01S' 
0.002 O. 14 <0.002 11.60 346 
0.016 o . 16 0.003 9.20 328 

.. 
~ . . '" 

.' 
•• ' -a •• ' . ,. '. ' " . .. .' . . . " . . . 

. " ': . .•..• 
" 

., # . . .. - : 

'. .. : .. . ..... ." 

~dJ-r. __ .-:f A 

U .J LI'" -~ --



SAMPLE 
DESCRIPTION 

AZ SR 88-17 
AZ SR 88-18 
AZ SR 88-19 
AZ SR 88-20. 
AZ SR 88-21 

AZ SR 88-22 
AZ SR 88-23 
AZ SR 88-24 
AZ SR 88-25 
AZ SR 88-26 

AZ SR 88-27 
AZ SR 88-28 
AZ SR 88-29 
AZ SR 88-30 
AZ SR 88-31 

AZ SR 88-32 
AZ SR 88-33 
AZ SR 88-34 
AZ SR 88-35 
AZ SR 88-36 

AZ SR 88-37 
AZ SR 88-38 
AZ SR 88-39 
AZ SR 88-40. 
AZ SR 88-41 

AZ SR 88-42 
AZ SR 88-43 
AZ SR 88-44 
AZ SR 88-45 
AZ SR 88-46 

AZ SR 88-47 
AZ SR 88-48 
AZ SR 88-49 
AZ SR 88-50. 
AZ SR 88-~ ~ .. 

AZ SR 88-52 .. . 
AZ SR 88-53 
AZ' SR 88-54 .. 
AZ SR 88-55 
AZ SR 88-56 

Chemex Labs Inc. 
Analytical Cheml3t3 • Geocheml3t3 • Regl3tered A33ayer3 

994 WEST GLENDALE AVE., SUITE 7, SPARKS, 
NEVADA, U . S . A . 89431 
PHONE (702) 356-5395 

PREP AS tot Au tot AS -
CODE oz/t oz / t oz/t 

20.7 -- 0.0.6 0..0.0.2 0..0.5 
207 -- 0.08 0.007 0.07 
207 -- 0..07 < 0..0.0.1 0..0.6 
20.7 -- 0..0.4 0..0.0.3 0..0.3 
20.7 -- 0..0.7 0..617 0..0.6 

20.7 -- 0..0.3 < 0..0.0.1 0..0.2 
20.7 -- 0..0.6 0..0.0.5 0..0.6 
207 -- 0.48 0.007 0.47 
207 -- 0.04 0.068 0.03 
207 -- 0.02 0.002 0.01 

207 -- 0 . 08 0.005 0.07 
207 -- 0.04 < 0.001 0.03 
207 -- 0.02 < 0.001 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.601 < 0.01 

._-- --. 
207 -- < o .01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 

207 -- < 0.01 <0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
20.7 -- < 0. .01 < 0 . 00.1 < 6.0.1 

207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 < 0.0.01 < 0.01 
207 -- < 0.01 < 0.001 < 0.01 
207 -- < 0.01 0.001 < o . '01 

207 -- < o .01 < 0.00.1 < 0..0.1 
207 -- < 0.01 < 0.0.01 < 0 . 01 
207 -- < 0.01 0.0.0.2 < 0.01 
20., -- < 0.01 < .0.001 < 0.01 
20} -- < 0..01 < 0..0.01 .< 0..61 

-
267 -- < . 0 .0'1 < 0..661 .< 6.61 
207 -- < O· 6 1 < 6.661 < 6 ' .01 
207 -- ...... 0.0. 1 ' 6.0.62 . < 6.61 
207 -- < 0. .01 < 6.60.1 < 0.61 
20.7 -- < 0. .0.1 0..0.61 < 6.0.1 

To:1RI-CON MINING LID. 
BOX 12542 
2580 - 1066 W. HASTINGS ST. 
VANCOUVER, B.C. 
V6E 3X2 

Project: 
Coznnents: ATTN: AL HCMENUKE CC: PARRY D. WILLARD 

•• Pasc No. : 1 
Tot. Pascs: 2 
~tc : 9~-88 
Invoicc , : 1-8812069 
P.O. # :NONE 

[-cERTiFICATE OF ANALYSIS A88 12069 

Au - As + Au + Wt. + Wt. -

oz / t ms ms sr ams grams 

0.00.2 0.09 < 0.002 4.83 364 
0.007 o . 1 2 < 0.002 7.70 375 
0..0.0.1 0. . 1 1 < 0..0.0.2 5.28 360. 
0..0.0.3 0..0.7 < 0..0.0.2 5.59 322 
6.017 o . 1 2 0.006 6.86 329 

0..0.0.1 0..09 < 0..0.0.2 1 2 .95 372 
0..0.0.5 0..0.7 < 0..0.0.2 1.84 387 
0.007 O. 15 < 0.002 4 . 16 385 
0.008 o . 1 1 < 0.002 3.37 357 
0.002 0.09 < 0.002 7 . 15 363 

10 . 005 o . 1 3 < 0.002 6.80 350 
0.001 0.09 < 0.002 5.77 346 
0.001 o . 1 2 < 0.002 1 2 . 32 412 
0.001 0.07 < 0.002 10.39 416 
0.001 o . 10 < 0.002 6.37 378 

0.001 0.09 < 0.002 10.53 308 
0.001 0.06 < 0.002 6.78 359 

CC~~ ~ P'I~ 
0.001 0.06 < 0.002 10.76 380 
0.001 0.09 < 0.002 7 . 7 1 380 

' 0 . 001 0.08 < 0.002 10.29 398 

0 . 001 0.09 < 0.002 8 .61 356 ~ - -
0.001 o . 1 1 < 0.002 9.59 345 
0.001 0.07 0.003 12.79 304 
0.001 0.08 < 0.002 1 3 . 68 276 
0.001 0.06 < 0.002 6.46 358 

0.001 o . 1 2 < 0.002 1 2 . 1 2 383 
0.001 0.09 < 0.002 6 .32 359 
0.001 0.08 .< 0.002 14.75 275 
0.001 ·0. 10 < 0.002 . 1 4 . 91 362 
0.001 0.06 < 0'. '002 5.48 392 

0.001 0.08 < 0.002 5.75 377 
"0 .001 0.09 < 0.002 16.79 345 
0.002 0.08 < 0.002 3.64 '338 
0..001 0.09 < 0..002 - 1 3 . 1 8 334. . 

».60.1 . (). 10. < .6-.: 662 . 7 ~ .6 ~ 2 ~ ~ . ', " . '.' . I - . . . "" ... .. 
o . 60 I' 0. .·16 < 0 .. 002' .11:58 353 .. . 
0.601 0.68 < 6.60.2 8.01 338 

, 6.062 o .Jl.7 0.'002 .. 8 .06 ' .. 330 . . .... : 
6:60.1' o . 1 1 < 0. . 062 

. . 
9.53 329 

6.0.01 0. . 1 2 0..663 5 . 1 7 388 - I'\. 

(Ij~-L~~·7L1 oJ 



~ 
SAMPLE 

DESCRIPTION 

AZSR 88-01 
AZSR 88-02 
AZSR 88-03 
AZSR. 88-04 
AZSR 88-05 

AZSR 88-06 
AZSR 88-07 
AZ.<\R 88-08 
AZ.<\R 88-09 
AZSR 88-10 

AZSR 88-11 
AZ.~ 88-12 
AZSR 88-13 
AZSR 88-14 
AZSR. 88-15 

AZSR 88-16 

Chemex L·abs Inc. 
Analytlcal Chemlata • Geochemlata • Reglatered Aaaayera 

994 ~ST GLENDALE AVE., SUITE 7, SPARKS, 

NEVADA, U . S.A. 89431 

PHONE (702) 3S6-S39S 

PREP Cu Pb Zn Sb 
CODE ppn ppn ppn ppn 

207 - 215 700 795 62.0 
207 - 1800 1700 205 7.4 
207 - 30 26 22 0.2 
207 - 11 22 14 0.1 
207 - 780 1800 2200 200 

207 - 305 600 575 33.0 
207 - 130 320 440 4.2 
207 - 117 490 580 2.2 
207 - 23 10 38 0.7 
207 - 20 26 44 0.7 

207 - 1050 1400 920 300 
207 - 950 910 900 320 
207 - 32 20 98 6.0 
207 - 10 18 78 1.2 
207 - 145 450 675 11 .2 

207 - 37 52 170 0.8 

To: lRI-CON MINING LtD. 
BOX 12S42 
2S80 - 1066 W. HASTINGS ST. 
VANCOUVER, B.C. 
V6B 3X2 

Project : 

Coomtnta: ATTN: AL HCNENUKE 0::: PARRY D. WILLARD 

·.Pase No. : 1 
Tot. Pasel: 1 
DQte : 23-FBB-88 
Invoice" :I-8811S73 
P .O.' :NONB 

eER TIFICA TE OF ANALYSIS A8 8 1 1 573 

Ag tot Au tot Ag - Au - Ag + Au + Wt. + Wt. -

oz/t oz/t oz/ t oz/t mg mg grams grams 

0.25 0.109 0.25 0.108 0.14 0.050 12.20 268 
0.11 0.008 0.11 0.008 0.02 0.002 14.10 218 
0.02 < 0.003 0.02 < 0.003 < 0.01 < 0.002 10.30 232 
0.07 < 0.003 0.08 < 0.003 < 0.01 < 0.002 18.70 236 
0.66 0.019 0.66 0.020 0.44 0.007 17.80 273 

0.27 0.023 0.26 g:gi~ ' 0.22 0.015 10.10 289 
0.13 0.014 0.13 0.05 0.005 9.30 287 
0.93 0.738 0.91 0.712 0.29 0.336 2.S0 306 

< 0.01 < 0.003 < 0.01 < 0.003 < 0.01 < 0.002 7.30 282 
< 0.01 0.006 < 0.01 0.006 < 0.01 < 0.002 13.90 296 

2.30 0.377 2.27 0.370 0.79 0.150 6.60 267 
0.78 0.068 0.76 0.064 0.54 0.071 9.60 346 
0.11 0.006 O. 11 0.006 0.03 0.004 9.90 305 
0.12 < 0.003 0.12 < 0.003 < 0.01 < 0.002 1.30 293 
0.07 0.009 0.07 0.008 0.05 0.009 7.40 322 

0.09 0.004 0.08 0.004 0.09 0.005 12.60 276 

(I ~rr f))~ 

• 

ALL ASSAY DETERMINATIONS ARE PERFORMED OR SUPERVISED BY B.C. CERTIFIED ASSAYERS CERTIPICATION 
\~~~i~] \~ 



E 
SAMPLE 

DESCRIPTION 

AZ SR 88-085 
AZ SR 88-086 
AZ SR 88-087 
AZ SR 88-088 
AZ SR 88-089 

AZ SR 88-090 
AZ SR 88-091 
AZ SR 88-092 
AZ SR 88-093 
AZ SR 88-094 

AZ SR 88-095 
AZ SR 88-096 
AZ SR 88-097 
AZ SR 88-098 
AZ SR 88-099 

AZ SR 88-100 
AZ SR 88-101 
AZ SR 88-102 
AZ SR 88-103 
AZ SR 88-104 

AZ SR 88-105 
AZ SR 88-106 
AZ SR 88-107 
AZ SR 88-108 
AZ SR 88-109 

AZ SR 88-110 
AZ SR 88-111 
AZ SR 88-112 
AZ SR 88-113 
AZ SR 88-114 

AZ SR 88-115 
AZ SR 88-116 
AZ SR 88-117 

Chemex Labs Inc. 
Analytloal Cheml:st:s • Geooheml:st:s • Registered AlSaayerlS 

994 WEST GLENDALE AVE., StllTE 7, SPARKS, 

NEVADA, U.S.A. 39431 

PHONE (702) 3S6-S39S 

PREP Ag tot Au tot Ag -

CODE oz/t oz/t oz/t 

207 -- 0.03 0.004 0.03 
207 -- 0.03 < 0.001 0.03 
207 -- 0.03 < 0.001 0.03 
207 -- 0.03 < 0.001 0.03 
207 -- 0.05 0.002 0.04 

207 -- 0.03 0.002 0.03 
207 -- 0.05 0.003 0.04 
207 -- 0.04 0.006 0.03 
207 -- 0.03 0.002 0.03 
207 -- 0.03 0.002 0.03 

' .1-- _ . 

~07 -- 0.03< 0.001 0.03 
207 -- O. OJ ; < 0.001 0.03 
207 -- 0.04 < 0.001 0.03 
207 -- 0.02 < 0.001 0.02 
207 -- 0.04 < 0.001 0.03 

207 -- 0.05 < 0.001 0.04 
207 -- 0.04 < 0.001 0.03 
207 -- 0.02 < 0.001 0.01 
207 -- < 0.01 < 0.001 0.01 
207 -- 0.02 < 0.001 0.02 

207 -- 0.02 < 0.001 0.01 
207 -- 0.04 0.002 0.03 
201 -- 0.03 0.002 0.03 
207 -- 0.04 < 0.001 0.03 
207 -- 0.03 < 0.001 0.03 

207 -- 0.01 < 0.001 0.01 
207 -- 0.02 0.002 0.01 
207 -- 0.01 0.002 0.01 
207 -- 0.02 0.001 0.01 
207 -- 0.02 0.005 0.01 

207 -- 0.02 0.003 0.01 
207 -- 0.01 0.001 0.01 
207 -- < 0.01 < 0.001 < 0.01 

To: lRI-CON MINING LID. 
BOX 12542 
2580 - 1066 W. HASTINGS ST. 
VANCOUVER, B.C. 
V6B 3X2 

Project : 

Comnenta: ATTN: AL HCMENUKE CC: PARRY D. WILLARD 

··Pa8C No. : I 
Tot. Pa8CS: I 
~tc : 7~-88 
Invoicc II :1-8812139 
P.O. II 

CERTIFICATE OF ANALYSIS A88 12139 

r 
Au - Ag + Au + Wt. + Wt. -

oz/t mg mg grams grams 

0.004 0.05 0.002 7.76 363 
0.001 0.05 < 0.002 2 .01 400 

< 0.001 0.05 < 0.002 4.21 4 1 1 
0.001 0.05 < 0.002 4.32 357 
0.002 o . 10 < 0.002 5 . :s 1 342 

0.002 0.05 < 0.002 7.53 377 
0.003 o . 10 < 0.002 6.83 393 
0.006 0.09 < 0.002 2.58 350 
0.002 0.04 < 0.002 5.96 407 
0.002 0.05 < 0.002 4 . 1 2 459 

0.001 0.05 < 0.002 2.77 396 
0.001 0.05 < 0.002 5.68 400 

< 0.001 0.07 < 0.002 3.94 378 
0.001 0.03 < 0.002 4.30 377 

< 0.001 0.08 < 0.002 3.82 401 

< 0.001 0.09 < 0.002 2.93 347 
< 0.001 0.07 < 0.002 0.47 359 
< 0.001 o . 16 < 0.002 3.30 376 
< 0 . 001 < 0.01 < 0.002 7.30 357 
< 0.001 0.06 < 0.002 8 . 14 339 

0.001 0.08 < 0.002 5.29 291 
0.002 O. 10 < 0.002 5.64 347 
0.002 0.04 < 0.002 1 .59 326 
0.001 0.08 < 0.002 4.45 355 
0.001 0.05 < 0.002 5.61 294 

0.001 0.05 < 0.002 3.30 363 
0.002 0.07 < 0.002 5.56 330 
0.002 0.03 < 0.002 1 .80 336 
0.001 0.07 0.002 2 .41 348 
0.005 0.07 0.003 6 . 1 2 324 

0.003 0.08 0.004 3.05 290 
0.001 0.05 0.003 2 . 7 1 334 

< 0.001 0.07 < 0.002 2.07 339 

(~O ~1f 
.-. ,... 

!iJr?~~~·7b _ 
-..< -



Copr'-::R STATE ANALYTIC" 1. 

· . LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (6021 884-5811 

J'ri-Con Mining 
3821 North Bear Creek Cir. 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willa~d 

PH . (6021 797·0788 

Joh: 14904 
Received: 03/29/88 
Reported: 04/15/88 
Sample No.: 7 
Elements: 2 
Invoice No. - C8120 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. II .... 

======================================================================== 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

Au 
OPT 

Au 
OPT 

======================================================================== 

AZSR-88-118 0.032 0.61 
ZASR-88-119 0.816 24.64 +200 0.687 -200 0.189 
AZSR-88-120 0.565 1.44 +200 0.316 -200 0.176 
AZSR-88-121 0.088 0.24 
AZSR-88-122 0.136 0.11 +200 0.068 -200 0.092 
AZSR-88-l23 0.011 0.08 
AZSR-88-124 0.003 0.06 

============================EtID REPORT=================~=~=~'~'~ 



COPPER STATE ~NALYTICAL 

LAB, INC. D.A.SHAH 

Tri-Con Mining Co. 
3821 N. Bear Creek Cir. 
Tucson. Arizona 85747 

ATTN: Mr~ Perry Willard 

REGISTERED ASSAYER 

710 E. EVANS. TUCSON. AZ 85713 

Received: 
Reported: 08/31/87 
Sample No.: 5 
Elements: 2 
Invoice No.- C7364 

AZ REG. ,_ 

PH . 16021 884·5811 

=============================================~======================== 
Elements Au. Ag Au (Ag 

Units OPT OPT OPT OPT 
======================================================================== 

~~ ~ 
AZSR-87-1 0.469 3.41 0.529 2.86 ' '111 3./3 
AZSR-87-2 0.071 1.04 0.059 0.89 ,o!.;:- • <J~ 
AZSR-87-3 0.405 4.96 0.344 4.72 .2-75 t/ .... L! .co 
TGHE-87-1 0.046 0.92 
TGHE-87-2 0.037 0.89 

Project: - "AZSR 

==============================END 



Cor 'ER STATE Af'lALYTlr 'L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (6021 884·5811 PH . (6021 797-0788 

Tri-Con Mining (AZ) Inc. Job No. 15996 
HOLE #: CSR-11 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. ' .... 

Page 2 

======================================================================== 
Elements 

ootage Uni ts 
Au 
OPT 

4 • 
... \.i 
· " 0 

OPT 
======================================================================== 

55-160 73801 <0.001 0.05 
60-165 73802 <0.001 0 0 05 
65-170 73803 <0.001 <0.05 
70-175 73804 0.004 <0.05 
75-180 73805 <0.001 <0.05 
80-185 73806 <0.001 <0.05 
85-190 73807 <0.001 <0.05 
90-195 73808 <0.001 0.05 
95-200 73809 <0.001 <0.05 
00-205 73810 <0 0 001 <0.05 

TD 

===============================END REPORT============= 



COP"'""ER STATE ANALYTlr \L 

LAB. INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (602) 884·5811 

Tri-Cun Mining (AZ) Inc. 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willa~d 

HOLE #: CSR-12 

PH . (602) 797·0788 

Job: 15997 
Received: 06/28/88 
Reported: 07/13/88 
Sample No.: 45 

Invoice No.- C8483 

D.A. SHAH 
REGISTERED ASSAYER 

AZ '''0. ,_ 

======================================================================== 
Elements 

ootage Uni ts 
Au 
OPT 

Ag 
OPT 

======================================================================== 
-5 73811 <0.001 <0.05 
-10 73812 <0.001 <0.05 
0-15 73813 <0.001 <0.05 
5-20 73814 <0.001 <0.05 
0-25 73815 <0. -001 <0.05 
5-30 73816 <0.001 <0.05 
0-35 73817 <0.001 <0.05 
5-40 73818 <0.001 <0.05 
0-45 73819 0.001 <0.05 
5-50 73820 0.001 <0.05 
0-55 73821 <0.001 <0.05 
5-60 73822 <0.001 <0.05 
0-65 73823 <0.001 <0.05 
5-70 73824 <0.001 <0.05 
0-75 73825 <0.001 <0.05 
5-80 73826 <0.001 <0.05 
0-85 73627 <0.001 <0.05 
5-90 73828 <0.001 <0.05 
0-95 73829 <0.001 <0.05 
5-100 73830 <0.001 <0.05 
00-105 73831 <0.001 <0.05 
05-110 73832 <0.001 <0.05 
10-115 73833 <0.001 <0.05 
15-120 73834 <0.001 <0.05 
20-125 73835 <0.001 <0.05 
25-130 73836 <0.001 <0.05 
30-135 73837 <0.001 <0.05 
35-140 73838 <0.001 <0.05 
40-145 73839 <0.001 <0.05 
45-150 73840 <0.001 <0.05 
50-155 73841 <0.001 <0.05 



, . 

cor ~ER STATE ANALYTI \L 

LAB, iNC. 

ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH. (6021 884·5811 PH . (6021 797·0788 

Tri-Con Mining (AZ) Inc. Job No. 15997 
HOLE #: CSR-12 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. ,_ 

Page 2 

======================================================================== 
Elc;nents ,.. --

~4 U 

'ootage Uni ts OPT 
======================================================================== 

55-160 73842 <0.001- <0.05 
60-165 73843 <0.001 <0.05 
65-170 73844 <0.001 <0.05 
70-175 73845 <0.001 <0.05 
75-180 73846 <0.001 <0.05 
80-185 73847 <0.001 <0.05 
85-190 73848 <0.001 <0.05 
90-195 73849 <0.001 <0.05 
95-200 73850 <0.001 <0.05 
00-205 73851 <0.001 <0.05 
05-210 73852 <0.001 <0.05 
10-215 73853 <0.001 <0.05 
15-220 73854 <0.001 <0.05 
20-222.5 73855 <0.001 <0.05 

TD 

===============================END REPORT=========== 



i cor "ER STATE ANALYTI( 'L 

LAB, INC. 

ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH. 1602) 884 · 5811 

Tri-Con Mining (AZ) Inc. 
8963 East Tanqu~ Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

PH . 1602) 797·0788 

Job: 15998 
Received: 06/28/88 
Reported: 07/13/88 
Sample No.: 3U 
Elements: 2 
Invoice No.- C8483 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. ,_ 

=====================~2~~!~=~~~~1~======================================= 
Elements 

ootage Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
-5 73856 <0.001 <0.05 
-10 73857 <0.001 <0.05 
0-15 73858 <0.001 <0.05 
5-20 73859 < 0 • 00 1 < 0 • 05 
0-25 73860 <0.001 <0.05 
5-30 73861 <0.001 <0.05 
0-35 73862 <0.001 . <0.05 
5-40 73863 <0.001 <0.05 
0-45 73864 <0.001 <0.05 
5-50 73865 < 0 • 00 1 < 0 • 05 
0-55 73866 < 0 • 00 1 < 0 • 05 
5-60 73867 <0.001 <0.05 
0-65 73868 <0.001 <0.05 
5-70 73869 <0.001 <0.05 
0-7 5 7 3 8 7 0 < 0 • 00 1 < 0 • 05 
5-80 7 387 1 < 0 • 00 1 < 0 • 0 5 
0-85 7387 2 < 0 • 00 1 < 0 • 05 
5-90 73873 <0.001 <0.05 
0-95 73874 <0.001 <0.05 
5-100 73875 <0.001 <0.05 
00-105 73876 <0.001 <0.05 
05-110 73877 <0.001 <0.05 
10-115 73878 < 0 • 001 < 0 • 05 
15-120 73879 <0.001 <0.05 
20-125 73880 <0.001 <0.05 
25-130 73881 <0.001 <0.05 
30-135 73882 <0.001 <0.05 
35-140 73883 <0.001 <0.05 
40-145 73884 <0.001 <0.05 
45-150 73885 <0.001 <0.05 

TD ====~==~"~=~=~~~=~=.=~~"~~~;~END REPORT~~e~-ft~~~-;---~ 



. COP. "::R STATE·· ANALYTIC ..... 

LAB, I·Ne. · 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . 16021 884·5811 

Tri-Con Mining (Az) Inc. 
896~ East Tanque Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

Project:- Batc& #1 HOLE#: CSR-1 

PH. 16021 797·0788 

Job·: 15926 
Received: 06/23/88 
Reported: 06/28/88 
Sample No.: 28 
Elements: 2 
Invoice No.- C8410 

C.A. SHAH 
REGISTERED ASSAYER 

AZ REO. '_ 

=====~==================~=============================================== 
Elements Au Ag 

Units OPT OPT 
JotB&~=======================a============================================= 
0-15 
5-20 
0-25 
5-30 
0-35 
5~40 

0-45 
5-50 I 

0-55 
5-60 
0-65 
5-70 
0-75 
5-80 
0-85 
5-90 
0-95 
5·-100 
00-105 
05-110 
10-115 
15-120 

.20-125 

.25-130 

.30-135 

.35-140 

.40-145 

.45-149 
TD 

73401 
73402 
73403 
73404 
73405 
73406 
73407 
73408 
73409· 
73410 
7.3411 
73412 
73413 
73414 
73415 
73416 
73417 
·73418 
73419 
73420 
73421 
73422 
73423 
73424 
73425 
73426 
73427 
73428 

0.002 
0.002 
0.007 
0.014. 
0.009 

<0 •. 001 
0.034 
0.003 
0.001 
0.001 

<0.001 
<0.001 
<0.001 
0.028 
0.148 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.004 
0.001 

<0.001 
<0.001 

0.001 
0.001 
0.001 

<0.001 

<0.05 
<0.05 
<0.05 
0.18 . 
0.17 
0.15 
0.28 
0.11 
0.08 
0.18 
0.07 
0.06 
0.14 
0.18 
0.34 
0.14 
0.07 
0.07 
0.08 
0.06 
0.07 
0.07 
0.07 
0.09 
0.11 
0.11 
0.12 
0.12 

•••••• ~.a.s •• a.s.~a=========END REPORT================= 

I . i 



COl ER STATE ANALYTIc.. .L 

LAB. INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . 16021 884·5811 

Tri-Con Mining (Az) Inc. 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

Project:-Batch #2 HOLE #: CSR-2 

PH . 16021 797-0788 

Job: 15927 
Received: 06/23/88 
Reported: 06/28/88 
Sample No.: 30 
Elements: 2 
Invoice No.- C8410 

D.A. SHAH 
REGISTERED ASSAYER 

AZ RI;Q. f .... 

- ================================a======================================= 
Elements Au Ag 

"ootage Uni ts O~T OPT ' . . 
===============================--======================================= 

)-5 73429 0 .024 0 • 07 
5-10' 73430 0 • 004 0 • 08 
L 0-15 7343 1 0 • 00 1 0 • 08 
~ 5-20 7 343 2 < 0 • 00 1 < 0 • 05 
~0-25 73433 <0.001 <0.05 
25-30 73434 <0.001 <0. '05 
30-35 73435 < 0 • 00 1 < 0 • 05 
35-40 73436 < 0 .001 < 0 .05 
~0-45 73437 < 0 • 001 < 0 • 05 
,5-50 73438 <0.001 <0.05 
)0-55 73439 0.011 0.07 
) 5-60 7 3440 -0 • 4 2 6 0 • 5 4 
)0-65 73441 0.006 0.16 
i 5-7 0 7 344 2 0 • 004 0 • 08 
'0-75 73443 <0.001 0.06 
'5-80 7 3444 0 • 0 1 6 0 • 1 6 
;0-85 73445 <0.001 0.07 
~ 5-90 73446 0.008 0.07 
10-95 73447 0.001 0.07 
15-100 73448 0.004 0.07 
00-105 7 344 9 < 0 • 00 1 < 0 . 0 5 
05-110 73450 <0.001 <0.05 
10-115 734 5 1 < 0 • 00 1 < 0 • 0 5 
15-120 73452 0.016 0.06 
20-125 73453 0.010 0.11 
25-130 73454 0.001 0.08 
30-135 73455 0.001 <0.05 
35-140 73456 0.001 <0.05 
40-145 7 34 5 7 < a • 00 1 < a • 05 
45-157 73458 <0.001 <0.05 

TD ••••• ~.m.esMss.as.a=~~~~BS=~F.ND REPORT •• ~======~==== 



COt-PER STATE ANALYTI~AL 

LAB, INC. 

Tri-Con Mining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (602) 884 · 5811 PH . (602) 797·0788 

Job: 15990 
Received: 06/28/88 
Reported: 07/07/88 
Sample No.: 43 
Elements: 2 
Invoice No.- C8458 

HOLE#: .CSR-3 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. ,_ 

======================================================================== 
Elements 

Footage Uni t s 
Au 
OPT 

Ag 
OPT 

======================================================================== 
J-5 73459 0.006 <0.05 
5-10 73460 0.003 0.07 
10-15 73461 <0.001 0.08 
15-20 73462 <0.001 0.05 
20-25 73463 <0.001 0.08 
25-30 73464 <0.001 0.07 
30-35 73465 <0.001 0.06 
35-45 73466 <0.001 0.06 
45-50 73467 <0.001 0.06 
50-55 73468 <0.001 0.07 
55-60 73469 <0.001 <0.05 
60-65 73470 <0.001 <0.05 
55-70 73471 <0.001 <0.05 
70-75 73472 <0 ... 001 <0.05 
75-80 73473 <0.001 <0.05 
30-85 73474 <0.001 <0.05 
35-90 73475 0.002 0.06 
90-95 73476 0.002 <0.05 
95-100 73477 <0.001 <0.05 
100-105 73478 <0.001 <0.05 
105-110 73479 <0.001 <0.05 
110-115 73480 <0.001 <0.05 
115-120 73481 NO SAMPLE 
120-125 73482 <0.001 <0.05 
125-130 73483 <0.001 <0.05 
130-135 73484 <0.001 <0.05 
135-140 73485 NO SAMPLE 
140-145 73486 <0.001 <0.05 
145-150 73487 <0.001 <0.05 
150-155 73488 <0.001 <0.05 

======================================================================== 



COt-PER STATE ANALYTI\-AL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS • TUCSON. AZ 85713 

PH. (602) 884·5811 PH . (602) 797-0788 

Tri-Con Mining Job No. 15990 
HOLE #: CSR-3 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. I .... 

Page 2 

======================================================================== 
Elements 

ootage Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
55-160 73489 <0.001 <0.05 
60-165 73490 <0.001 <0.05 
65-170 73491 <0.001 <0.05 
70-175 73492 <0.001 <0.05 
75-180 73493 <0.001 <0.05 
30-185 73494 <0.001 <0.05 
35-190 73495 <0.001 <0.05 
jO-195 73496 <0.001 <0.05 
j5-200 73497 <0.001 <0.05 
JO-205 73498 <0.001 <0.05 
J5-210 7349-9 ' <0.001 <0.05 
10-215 73500 <0.001 <0.05 
15-222.5 73501 <0.001 <0.05 
TD 

=============================END REPORT==============~ 



CO,-JPER STATE ANALYT1~AL . 

LAB. INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

Tri-Con Mining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

710 E. EVANS • TUCSON. AZ 85713 

PH. (6021 884-5811 

H\JLE#: CSR-4 

PH. (6021 797 -0788 

Job: 15991 
Received: 06/28/88 
Reported: 07/07/88 
Sample No.: 40 
Elements: 2 
Invoice No.- C8458 

D.A. SHAH 
REGISTERED ASSAYER 

AX RKG.'_ 

======================================================================== 

?ootage 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
2-5 73502 0.020 0.20 
5-10 73503 <0.001 <0.05 
10-15 73504 <0.001 <0.05 
15-20 73505 0.004 <0.05 
20-25 73506 0.001 <0.05 
25-30 73507 <0.001 <0.05 
30-35 73508 <0.001 <0.05 · 
35-40 73509 0.036 0.08 
~0-45 73510 0.002 0.07 
~5-50 73511 0.136 0.34 
50-55 73512 0.002 0.06 
55-60 73513 0.001 0.05 
)0-65 73514 0.012 0.05 
)5-70 73515 <0.001 0.05 
70-75 73516 <0.001 0.05 
75-80 73517 <0.001 <0.05 
30-85 73518 <0.001 <0.05 
35-90 73519 <0.001 <0.05 
10-95 73520 0.001 <0.05 
15-100 73521 0.002 <0.05 
LOO-105 73522 <0.001 <0.05 
l05-110 73523 0.011 <0.05 
110-115 73524 <0.001 <0.05 
115-120 73525 <0.001 <0.05 
120-125 73526 <0.001 <0.05 
l 25-130 73527 0.007 <0.05 
l30-135 73528 0.002 0.05 
135-140 73529 <0.001 <0.05 
140-145 73530 <0.001 <0.05 
145-150 73531 <0.001 <0.05 

======================================================================== 



'Dotage 

50-155 
55-160 
" " 
60-165 
65-170 
70-175 
75-180 
80-185 
85-190 
90-195 
95-200 

TD 

COPPER STATE ANALYTICAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON, AZ 85713 

PH . (602) 884·5811 PH . (602) 797·0788 

Tri-Con Mining Job No. 15991 
HOLE #: CSR-4 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. ,_ 

Page 2 

======================================================================== 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
73532 

73533A 
73533B 

73534 
73535 
73536 
73537 
73538 
73539 
73540 
73541 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 

<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 

=============================END REPORT==================~h .4~~~~ 

/ 



!' 

cO. )ER STATE ANALYT.IL ~L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

r PH. /6021 884 · 5811 PH . /6021 797·0788 

Tri-Con Mining (Az) Inc. 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

Job: 15928 
Received: 06/23/88 
Rp.portea: 06/28/88 
Sample No.: 45 
Elements: 2 ATTN: Mr. Parry Willard 
Invoice No.- C8410 

Proje~t:-Batch #3 HOLE #: CSR-5 

D.A. SHAH 
REGISTERED ASSAYER 

AZ RI:G. I_ 

==================================~===================================== 

Elements 
)otage Units 

Au 
OPT 

Ag 
OPT 

======================================================================== 
-5 73542 0.266 0.42 
-10 73543 <0.001 0.08 
)-15 73544 0.001 0.06 ' 
5-20 73545 0.034 0.11 . 
)-25 73546 ' .0.066 0.16 
5-30 '73547 0.002 0.11 
)-35 73548 0.001 0.08 
5-40 73549 0.022 0.55 
)-45 73550 0.014 0.35 
5-50 r 73551 <0.001 0.06 
)-55 73552 <0.001 <0.05 
5-60 73553 <0.001 0.11 
)-65 73554 0.002 0.07 
3-70 73555 0.015 0.07 
)-75 73556 <0.001 0.13 
5-80 73557 <0.001 0.06 
)-85 73558 <0.001 0.07 
5-90 73559 <0.001 <0.05 
)-95 73560 <0.001 <0.05 
5-100 73561 <0.001 0.08 
)0-105 73562 <0.001 0.07 
)5-110 73563 0.002 0.11 
10-115 73564 <0.001 0.07 
15-120 73565 0.002 0.07 
20-125 73566 0.001 0.06 
25-130 73567 0.001 0.06 
30-135 73568 0.002 0.08 
35-140 73569 <0.001 0.06 
+0-145 73570 0.020 0.14 
+5-150 73571 0.003 <0.05 

--



ootage 

-5 
-10 
0-15 
5-20 
0-25 
5-30 
0-35 
5-40 
0-45 
5-50 
0-55 
5-60 
0-65 
5-70 
0-75 
5-80 
)-85 
5-90 
)-95 
5-100 
JO-105 
)5-110 
10-115 
15-120 
20-125 
25-130 
30-135 
35-140 
40-145 
45-150 

CO .~ER STATE ANALYTk AL 

LAB. INC. 

Tri-Con Mining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

ARIZONA STAT~ Ce;:RTIFIED LAB NO. 0078 

710 E. 5:VAN& , TUCSON. AZ 85713 

PH . (6021 884·5811 PH. (6021 797·0788 

Job: 15992 

ATTN: Mr. Parry Willard 

Received: 06/28/88 
Reported: 07/07/88 
Sample No.: 44 
Elements: 2 
Invoice No.- C8458 

HOLE #: CSR-6 

D.A. SHAH 
.REGISTERED ASSAYER 

AI REG.' .... 

======================================================================== 
Elements 

Units 
Au 
OPT 

I\g 
OPT 

========================================================================. 
73587 
73588 
73589 
73590 
73591 
73592 
73593 
73594 
73595 
73596 
73597 
73598 
73599 
73600 
73601 
73602 
73603 
73604 
73605 
73606 
73607 
73608 
73609 
73610 
73611 
73612 
73613 
73614 
73615 
73616 

0.002 
0.026 

<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
<0.001 
0.028 

<0.001 
0.001 
0.003 
0.002 

0.06 
0.08 
0.07 
0.06 
0.07 
0.08 
0.06 
<0.05 
<0.05 
<0.05 
<0.05 
0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0.05 
<0,05 
<0.05 
0.05 
0.05 
0,05 
<0.05 
0.05 
0.05 
0.09 
0,11 
0.16 

D.a&~~~~~s=e.eem~~~~~:~==:=:============================================ 



Tri-Con Mining 

C( PER STATE ANALYT~ ;AL 

I-AII. INC. 
',l ., ..... 

ARIZONA 8T~TI CERTIFIED LAB NO. 0078 

710 E. EVAN$ • TUCSON . AZ 85713 

PH . (602) 884 · 5811 PH . (602) 797 ·0788 

Job No. 15992 
HOLE #: CSR-6 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. , .... 

Page 2 

======================================================================== 
Elements 

Footage Uni ts 
Au 
OPT 

Ag 
OPT 

======================================================================== 
150-155 73617 <0.001 0.16 
155-160 73618 <0.001 0.19 
160-165 73619 <0.001 0.15 
165-170 73620 0.019 0.10 
170-175 73621 0.018 0.08 
175-180 73622 0.014 0.14 
180-185 73623 <0.001 0.10 
185-190 73624 <0.001 0.10 
190-195 73625 <0.001 0.08 
195-200 73626 <0.001 <0.05 
200-205 73627 <0.001 0.07 
205-210 73628 <0.001 0.05 
~ 10-215 73629 <0.001 0.05 
215-220 73630 <0.001 0,05 

TD 

==============================END 



Co~ ER STATE ANALYTIL _ ~L 

LAB, INC. 
ARIZONA STATE CE,.TIFIEO LAB NO. 0078 

710 E . EVANS, TUCSON. AZ 85713 

Tri-Con Mining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

PH . (6021 884·5811 

HOLE #: CSR-7 

PH . 16021 797 ·0788 

Job: 15993 
Received: 06/28/88 
Reported: 07/i2/88 
Sample No.: 21 
Elements: 2 
Invoice No.- C8458 

D.A. SHAH 
REGISTERED ASSAYER 

AZ Rt:O. ' .... 

========================================.================================ 
Elements 

ootage Units 
Au 
OPT 

Ag 
OPT 

======================================================================== 
-5 73631 0.005 <0.05 
-10 73632 0.008 <0.05 
0-15 73633 0.016 <0.05 
5-20 73634 0.004 <0.05 
0-25 73635 0.026 <0.05 
5-30 73636 0.022 <0.05 
0-35 73637 0.014 <0.05 
5-40 73638 0.024 <0.05 
0-45 73639 0.036 <0.05 
5-50 73640 0.021 <0.05 
')-55 73641 0.001 <0.05 
5-60 73642 0.012 <0.05 
J-65 73643 0.001 <0.05 
5-70 73644 <0.001 <0.05 
)-75 73645 <0.001 <0.05 
5-80 73646 <0.001 <0.05 
)-85 73647 <0.001 <0.05 
5-90 73648 0.006 <0.05 
)-95 73649 0.001 <0.05 
5-100 73650 0.001 <0.05 
)0-105 73651 <0.001 <0.05 
TD 



· .. CO' 'ER ST~TE ANALYTI . ~L 

Tri-Con Hining 
8963 East Tanque Verde 
Tucson, Arizona 85749 

I-Aq, INC. 
ARIZONA STATE CEATIFIEO LAB NO. 0078 

710 E. IVANSi • TUCSON. AZ 85713 

PH . 16021 884·5811 PH . 16021 797·0788 

Job: 15994 

ATTN: Mr. Parry Willard 

Received: 06/28/88 
Reported: 07/12/88 
Sample No.: 42 
Elements: 2 
Invoice No.- C8458 

HOLE #: CSR-8 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. II .... 

======================================================================== 

ootage 
Elements 

Units 
Au 
OPT 

Ag 
OPT 

==============================~~_s=a==================================== 

-5 73652 0.011 0.06 
5-20* ' 73653 0.005 <0.05 
)-25 736'54 0.001 <0.05 
5-30 73655 0.011 <0,05 
)-35 73656 0.002 <0,05 
5-40 73657 0.006 <0.05 
)-45 73658 0.011 <0.05 
5-50 73659 0.032 <0,05 
)-55 73660 0.021 <0.05 
5-60 73661 0.016 <0.05 
)-65 73662 0.004 <0.05 
5-70 73663 0.002 <0.05 
)-75 73664 0.015 <0.05 
5-80 73665 0.004 0.36 
)-85 73666 0.001 0.11 
)-90 73667 <0.001 0.08 
)-95 73668 0.001 0.05 
>-100 73669 0.002 0.06 
)0-105 73670 0.001 <0.05 
)5-110 73671 0.002 <0.05 
.0-115 73672 <0.001 <0.05 
5-120 73673 0.016 <0.05 
:0-125 73674 0.002 <0.05 
:5-130 73675 0.002 0.24 
iO-135 73676 0.001 <0.05 
;5-140 73677 0.002 <0.05 
·0-145 73678 <0.001 <0.05 
5-150 73679 <0.001 <0.05 
·0-155 73680 <0.001 <0.05 
5-160 73681 <0.001 <0.05 

*break in sequence 



. " 

Tri-Con t-1ining 

CO ' --'ER STATE ANALYTI \L 

LAS. INC. 
ARIZONA &TATI CJflT1FIEO LAB NO. 0078 

710 ~. ~VAN6 • TUCSON . AZ 85713 

PH . (6021 8845811 PH . (6021 797 ·0788 

Job No. 15994 
HOLE #: CSR-8 cont. 

D.A. SHAH 
REGISTERED ASSAYER 

AZ. R!O. I .... 

Page 2 

==============================2==2=a~=================================== 

Elements 
~ootage Units 

Au 
OPT 

Ag 
OPT 

============================2 __ ~a ___ ~.~================================= 

L60-165 73682 <0.001 <0.05 
L65-170 73683 <0.001 <0.05 
L70-175 73684 <0.001 <0.05 
l75-180 73685 <0.001 <0.05 
L80-185 73686 <0.001 <0.05 
L85-190 73687 <0.001 <0.05 
L90-l95 73688 0.001 <0.05 
_95-200 73689 0.002 <0.05 
~00-205 73690 0.016 <0.05 
~05-210 73691 0.001 <0.05 
~ 10-215 ~ 73692 0.007 <0,05 
:15-218.5 73693 0.005 <0.05 

TD 

===========================END REPORT================= 



Tri-Cbn Mining 

Cc PER STATE ANALYTI .~L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . 16021 884 , 5811 PH . 16021 797·0788 

Job: 15995 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

Received: 06/28/88 
Reported: 07/13/88 
SampJ.e No.: 76 

ATTN! Mr. Parry Willard Elements: 2 
Invoice No. C8470 

HOLE #: CSR-9 

D.A. SHAH 
REGISTERED ASSAYER 

AZ Ru. ' .... 

=========================aaaa=_~. ___ ~==_================================ 
Elements 

:;'ootage Units 
Au 
OPT 

Ag 
OPT 

=============================a.a ••••• =================================== 

)-5 
>-10 
,0-15 
.5-20 
~0-25 
~5-30 
\0-35 
;5-40 
·0-45 
5-50 
0-55 
5-60 
·0-65 
5-70 
0-75 
5-80 
0-85 
5-90 
0-95 
5-100 
00-105 
05-110 
10-115 
15-120 
20-125 
25-130 
30-135 
35-140 
40-145 

45-150 
TD 

73694 
73695 ' 
73696 
73697-
73698 
73699 · 
73700 
73701 · 
73702 
73703 
73704 
73705 
73706 
73707 ' 
73708 
73709 
73710 
73711 · 
73712 
73713 
73714 
73715 
73716 
73717 
73718 
73719 
73720 
73721 ' 
73722 

73723 

0.002 <0.05 
0~012 <0.05 
0.004 <0.05 
0.003 <0.05 
0.011 <0.05 
0.015 <0.05 
0.026 <0.05 
0.018 <0.05 
0.034 <0.05 

<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 0.12 
<0.001 <0.05 
<0.001 <0.05 
0.002 <0.05 

<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 
<0.001 <0.05 

<0.001 <0.05 



Tri-Con Hilliug 

·Cc ?ER STATE ANALYTI,-AL 
L.AB. INC. 

ARIZONA STATE CERTIFIED LAB NO. 0078 

710 ~. EVAN- • TUCSON. AZ 85713 

. PH . (602) 884·~811 PH . (602) 797·0788 

Job No. 15995 
HOLE #: CSR-10 cont. 

D.A. SHAH 
REOISTE"EO ASSAYER 

' . AZ REO.' .... 

Page ::s 

======================================================================== Elements 
~ootage Units 

Au 
OPT 

Ag 
OPT 

======================================================================== .75-180 73760 0.005 <0.05 
.80-185 73761 0.004 <0.05 
.85-190 73762 0.012 <0.05 
90-195 73763 0.007 <0.05 
95-200 73764 0.001 <0.05 
00-205 73765 0.001 <0.05 
05-210 73766 0.001 <0.05 
10-215 73767 0.003 <0.05 
15-220 73768 0.001 <0.05 
20-222.5 73769 0.001 <0.05 

TD 

\. 

===========================uEND REPORT=============== _~:~~l~~ 



CC PER STATE ANALYTk ,AL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS • TUCSON. AZ 85713 

PH . (6021 884 · 5811 PH. (6021 797 ·0788 

Tri-Con Mining 
HOLE #: CSR-10 

Job No. 15995 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. 11_ 

Page 2 

======================================================================== 
Elements A'J Ag 

Footage Units OPT OPT 
======================================================================== 

73723 <0.001 <0.05 CSR-9, 145-150' 
J-5 73724 <0.001 <0.05 
5-10 73725 <0.001 <0.05 
10-15 73726 <0.001 <0.05 
15-20 73727 <0.001 <0.05 
20-25 73728 <0.001 <0.05 
25-30 73729 <0.001 <0.05 
30-35 73730 <0.001 <0.05 
35-40 73731 <0.001 <0.05 
+0-45 73732 <0.001 <0.05 
+5-50 73733 <0.001 <0.05 
50-55 73734 <0.001 <0.05 
55-60 73735 <0.001 <0,05 
JO-65 73736 <0.001 <0,05 
)5-70 73737 <0.001 <0.05 
70-75 73738 <0.001 <0.05 
75-80 73739 <0.001 <0.05 
;0-85 73740 <0.001 <0.05 
l5-90 73741 <0.001 <0.05 
JO-95 73742 <0.001 0.06 
)5-100 73743 0.004 <0.05 
00-105 73744 <0.001 <0.05 

73745 NO SAMPLE 
05-110 73746 <0.001 <0.05 
10-115 73747 <0.001 <0.05 
15-120 73748 <0.001 <0.05 
20-125 73749 0.004 <0.05 
25-130 73750 <0.001 <0.05 
30-135 73751 0.002 <0.05 
35-140 73752 <0.001 <0.05 
40-145 73753 0.001 <0.05 
45-150 73754 <0.001 <0.05 
50-155 73755 0.091 <0.05 
55-160 73756 0.040 <0.05 
60-165 73757 0.004 <0.05 
65-170 73758 0.003 <0.05 
70-175 73759 0.001 <0.05 

a ••• ~=~================================================================= 



COl ER STATE ANALYTIC-- , .L 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 

PH . (6021 884·5811 

Tri-Con Mining (AZ) Inc. 
8963 East Tanque Verde, #308 
Tucson, Arizona 85749 

ATTN: Mr. Parry Willard 

HOLE #: CSR-11 

PH. 16021 797·0788 

Job: 15996 
Received: 06/28/88 
Reported: 07/13/88 
Sample No.: 41 
Elemp.!1t~: 2 
Invoice No.- C8483 

D.A. SHAH 
REGISTERED ASSAYER 

AZRu.'_ 

======================================================================== 
Elements 

ootage Uni ts 
Au 
OPT 

Ag 
OPT 

======================================================================== 
-5 73770 <0.001 <0.05 
-10 73771 <0.001 <0.05 
J-15 73772 <0.001 0.06 
5-20' 73773 <0.001 0.07 
J-25 73774 <0.001 0.07 
5-30 73775 <0.001 0.05 
)-35 73776 <0.001 0.05 
5-40 73777 <0.001 0.09 
)-45 73778 <0.001 0.07 , 
5-50 73779 <0.001 0.05 
)-55 73780 <0.001 <0.05 
5-60 73781 <0.001 0.05 
)-65 73782 <0.001 0.05 
5-70 73783 <0.001 0.05 
)-75 73784 <0.001 0.05 
5-80 73785 <0.001 0.05 
)-85 73786 0.001 0.06 
5-90 73787 <0.001 0.05 
)-95 73788 <0.001 0.05 
5-100 73789 <0.001 0.05 
)0-105 73790 <0.001 <0.05 
)5-110 73791 <0.001 <0.05 
10-115 73792 <0.001 <0.05 
15-120 73793 <0.001 <0.05 
20-125 73794 <0.001 <0.05 
25-130 73795 <0.001 <0.05 
30-135 73796 <0.001 <0.05 
35-140 73797 <0.001 <0.05 
+0-145 73798 <0.001 0.07 
+5-150 73799 <0.001 0.05 
50-155 73800 <0.001 0.05 
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