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EGIONAL
@PERAT IONS, INC. P.O.Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

SAMPLE DESCRIPTIONS
CHICO PROPERTY....LAB #2944

BVT... Bottom Jamison Tunnel-- massive yellow pyrite from 12" seam in
quartz vein, near cave in lowest tunnel on Jamison vein.

M-0X1.. Mint Vein -- second tunnel from top of hill; highly oxidized
and altered quartz vein, stained with Fe and Mn and containing
boxwork structure (after sphalerite?). Sample taken across
back, 4' width. Vein is 1 to 1.5' wide and exposed for entire
tunnel length, 200'. '

M-0X2.. Mint Vein -- Third tunnel from top of hill; oxidized, altered
“quartz vein with considerable Timonite and goethite laced with
dark, metallic streaks (Mn), minor boxwork structure. Sample
taken across back, 4' width. Vein is 1 to 1.5' wide and exposed
for entire length of uncaved portion of tunnel.
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NORANDA EXPLORATION INC,
Attn.: Mr. J.F. Dubois
P.0. RBox 50326

Tucson, Arizona 85703

Analysis of & Rock Chip Samples

Tucson, Arizona 85703
_@ (602) 622-4836
REPORT OF ANALYSIS

JOR NO. TED 188
Decenber 9, 1781
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James A. Martin

Au Ag

ITEM SAMPLE NO, ppM pp™m
i 81T-3301 (.02 (.2
2 81T-3302 .02 (.2
3 81T-3303 (.02 2.4
4 81T-3304 (.02 .2
7} B1T--3300 (.02 e
{

Charles E. Thompson : Wiiliam L. Lehmbeck
Arizona Registered Assayer No. 9427 Arizona Reglistered Assayer No. 9425

Arizona Registered Assayer No. 11122



sample #

81T-3301

81T-3302

81T-3303

81T-3304

81T-3305

description

Rhyolite - moderate limonite stain in
weathered cap - 900 feet directly
south of the Jamiaon shaft.

Rhyolite - disseminated pyrite less than
1% - 400 feet directly south of the
Jamison shaft.

Andesite - fine-grained, porphyritic, 1%
disseminated pyrite - collected from
adit 2600 feet north of Jamison mine.

Rhyolite - very fine-grained, siliceous,
1% disseminated pyrite - collected from
adit 2600 feet north of Jamison mine.

Diabase - chloritic alteration of coarse-
grained diabase dike with N45W orientation,
intense limonite - collected on hillside
3500 feet north of Jamison mine.



SK LINE LABS, INU. (
P.O. Box 50106 « 1700 West Grant Road
Tucson, Arizona 85703

(602) 622-4836

REPORT OF ANALYSIS

Rio Tinto Canadian Exploration
ATTN: Mr. R, Shewman

Eas tern Canada Office

| 120 Adelaide St. West

| Toronto, Ontario CANADA MSIH 1WS

Analysis of 5 Rock Samples

- €00 €300 0400 G e G906 G506 SES GO0 S SR I0S Gees 4D Sesh GIED WD S40e GOSN See SUSD SIS G000 SEPS Seve GG SAED SIS GB6S SesD GNP GeRS S4S0 Sees Gere SIS 648 GHH GBSO Ses S00 HeD Gess Sst SNe tems sees s 4000

JOB NO. UAT 001
May 2, 1981

Page 1 of 2

oeee 00mn st Sess Gove S0 sees Gue SagS Sese Goes SGSe Seds Sane St tede sase Gesm

Cu Pb Zn
ITEM SAMPLE NO, pPpM ppM pPpM
i ————————————————————————————————————————————————————————————————————
1 3 95. 339, 300,
2 4 v 9 15, 760,
3 S 390, ‘ 80, 315
4 [ 1400, 780, - 2835,
S 10 AAR ' 30. 240, 524" 80,
Chico Claims, Az
Sample No. Width Remarks
3 3! P€ granite, Jamison Mine area; 4" stockwork, ..
fractures
4 3.5 as #3, minor ZnS veinlets 3" apart
5 4.5 as #3
6 20' grabs, as #3
#10 200" 2 bags of grabs, rusty-bleached P€ granite,
highly fractured, stockwork quartz-pyrite
veinlets.
Charles E. Thompson William L. Lehmbeck James A. Martin

Arizona Registered Assayer No. 9427 Arizona Registered Assayer No. 9425

Arizona Registered Assayer No. 11122



=S S>AJ SKYINE LABS, INC. O o]
AT || 2 P.O. Box 50106 » 1700 West Grant Road
pa | A Tucson, Arizona 85703
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JOE NO. UAT 001
May £, 1981
PAGE 2

Mo Au Ag
ITEM SAMPLE NO. pPp# PpM ppM
i 3 & (.02
2 4 (2. (.02
3 9 2 (.02
4 () 4, W10
S 10 A&R 2. 15
Charles E. Thompson William L. Lehmbeck James A. Martin
Arizona Registered Assayer No. 9427 Arizona Registered Assayer No. 9425 Arizona Registered Assayer No. 11122

> “ 4
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| D
R EGIONAL

PERATIONS, INC. P.O. Box 716 « Scottsdale, Arizona 83252 « (602) 994-3147

ASSAY SAMPLE DESCRIPTIONS

Map I.D. No/Identification No
1/1

2/2

3/3

4/4

5/5

6/6

7/¢-1

8/G-10S

9/J-10S

Description

Surface of Bronco Dyke, Cu-Mn stéines on
diabase (?) - no visible minerals except
green cloritic (?) alteration throughout.

Shallow underground sample from fault gouge
along Bronco Dyke. Blue-black mudlike gouge
with ubiquitous euhedral pyrite (Ca. 1mm)

Dump sample of upper "int vein - mostly Qtz.,
py., py. x1t stepped and silvery colored,
milky Qtz., some black oxide.

Underground sample of upner Mint vein, Qtz.,
py., galena, spalerite, good x1tn sample high
grade (?). Vein 18" wide at sample location,
appears continuous with respect to Qtz., but
py., ga., sp, spotty.

UG sample of Cashier vein. Primarily Qtz, py.,
sp.; vein 1' wide at sample location with green
and white mudlike gouge 1' each side of vein.
Sample taken at cave-in 50' down shaft.

Underground sample at unnamed prospect tunnel,
oxidized sample with some residual pyrite. Brown
color, oxidized, friable zone about 2' wide and
continuous.

Dumn sample at cashier tunnel - high grade ore
reported from this tunnel but presently inacces-
sible. Sample partly oxidized with blue-green,
white and black alteration visible minerals are
Qtz., ccp., py., ga., sp. very dense and hard.

Ore stockpile sample from Goetz shaft. Cooper
and iron oxides in fractures of very hard Qtz.
vein. 5-10 tons stockpiled. Shaft caved and

inaccessible but vein 2' wide at surface.

Ore stockpile from Jamison 300 (?) foot level,
massive chalcopyrite, pyrite and galena in Qtz
host. Very high grade sample from ore shoot (?).



ASSAY SAMPLE DESCRIPTIONS (cont'd.)
Map I.D. No/Idenfication No.
10/LB-1C

| 11/LB-1v

12/M-1V

13/water

14/1
15/2
16/3

17/4
18/5

19/5
20/6

21/LB-1C
22/J-10S

Description

Underground sample of in-place oxidized ore

pod ca. 1' wide, massive black coated (Mn0, ?)
very hard Qtz. with brown limonitic (?) streaks,
vugs with gypsum needles. '

Same as above but sample cut across vein plus
1' gouge zone either side. Clay gouge brown to
grey. Slickenslide surface adjacent to gouge.

Underground sample from lower Mint vein - comb
Qtz. with comb filled with calcite plus black
oxide and few residual pyrite crystals. 4'-6'
vein width.

Stream water approximately 100 yards from spring,
here rocks in stream bead are blue-green from
copper precipitation. White zinc precipitate
downstream. Spring appears to drain dyke-vein
system.

Surface sample from shallow pit oxidized vein -
blue-green and brown coloration - vein 6" wide.

Same vein as above 400' uphill vein slighty wid-
er and difficult to trace.

Underground sample from Bluebird mine; sample
similar to 14/1&15/2 so same type vein

Wall rock to 16/3

Surface sample - same vein as 14/1 & 15/2
This vein tracable for 1/4 mile.

Ore stockpile sample of American Legion 400
level ore. Galena, pyrite sphalerite, high
grade sample.

Ore stockpile sample at location of very high
grade ore, now mined out - sample black, very
heavy and hard. No visible minerals.

Fire assay of sample 10/LB-1C

Fire assay of sample 9/J-10S



MINE REPORT//AS/AYS

(602) 068-1275

CHARLES R. WARD CORPORATION

Mining Development & Mineral Recorery
17238 \ . 2iuwT AVENUE A

(B0O2) 242.-8345

R ol i Teay S NNe e,



) A . VALLEY ASSAY OFFICE
AV 3 " AND ORE TESTING LABORATORY
H : . MEMORANDUM OF ABSAY

R - Charles E. Goetx Tempe, Arisona, .___J8Be 17 1968 -
| SR TS ST ST EST ISR AN L AuSmE o
B ; PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR ZINC ™
 SAMPLE NO. GOLD SILVER
AY ounce | ar ren ouwncs flar PER LS. JAT ren L fav U, [y A
oZ8. i ) ox8. [} % s cva.j % 3 CTes.} % L) oTe. S .
14 08 70| 0, 0 18 1 he f0 o v11 ]

, )
MEY ASSAY OFFICE
_~ AND ORE TESTING LABORATORY

IlIMWI OF ABSAY
Tompe, Arisens, J.o L}

COPFPER, OR

PER LS.} AT

VALLEY ASSAY OFFICE

AND ORE TESTING LABORATQRY

K T ; MEMORANDUM OF ASSAY
Made for Alex rrohoroff Fombec Abiaotn, Tec. 6 » 66
' PER TON OF 3000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR TOTAL

SAMPLE NO. aoLD (, V¢ VER
AY A ouncell AT () .2 el ATO .15 Pen L.
: ozalww | o s levall o ) s s | el o [ era
1 03! 1 losl 4t 6ol 5 [oahal s [aefr.al a2 | oo 29
i Zincl--418.,2] S54] 60} S 60
Totdl-- f| 73 | 89
RED ooy



Charles BE. Goets

VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY

Tempe, Arizona,

17

=

PER TON OF 2000 POUNDS AVOIRDUPOIS

GOLD

SILVER

O0PER ouNcE

AT2,00 rer ounce

ZINC

TOTAL

PER LB.

100! $

CTS.

0zs.

100" $

cTs.

CTS.

$ : CTS.

o2

70

0.

0

80

REMARKS:

o e



(3 f,(ﬂ VALLEY ASSAY OFFICE
W /m\ AND ORE TESTING LABORATORY
MEMORANDUM OF ASSAY

ey SN .7 ,
Made for Chagles ¥. r‘,oe_t:: Tempe, Arizona, x.arch 29

PER TON OF 2000 POUNDS AVOIRDUPOIS || COPPER, OR
SAMPLE NO. GOLD SILVER I

LEAD, OR

“ TOTAL

AT . .OCPER OUNCE| AT L,c.UrER OUNCE|| AT D o DPER LB.J| AT 0. 1%per Lo ||

ozs. |100s | & JcTs.| ozs| o] 8 |cTsil % s | crsf s
chico I DrflE.C.|0% 10} Cbil 1 4 1(;\.7{‘ 5 470
tS- s 1S

cTs. || 8
1)

56

co .

WM vey-N Q108 704 14104 X g i B o) “ B0,

; dnal at 1. e
¥ Upgep U 01 s 07
Al 2o
,( C_:"{ @ TE-". "_‘

LEE \\v i
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J

e
|

NO

CHARGE §__ ¢+ 2C0

AR

e O

<9

Q9

DR 9R 2.2 9098 9.2 98 99,

NC 2872 95
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VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY £
Charles E. Goets s Oct. 16

Made for Tempe, Arizona,

PER TON OF 2000 POUNDS AVOIRDUPOIS “ COPPER, OR WOR |
X I
|

SAMPLE NO. GOLD SILVER olybdenum
PER OUNCE| AT 1 ,70rer ounce| AT (), JEPER LB.|| AT PER l.l.

Upper Emel :;.3 1:0'. $ CTS. 100’s $ CTS. % [ ] CTS. % 3 [
1=Chico 0./023| 1 (06| 0,/80] 1 [36]0,1
2 = '
v B H—
REMARKS: ) Ny b

NO

CHARGE S 14.50

2L 5 "’)‘ 28 2L 9CIL L 9L 9L L 9L IC 9L 2.0 L
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VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ABBAY <

charles E. Gietz - 67 &
AT PER OUNCE| AT ] 2 OUNCE || AT .m“ L8l AT LB :
ozs. | tv's | o Jove. | oze| tos cvell | o . s Jernll o

1 081 21 80 36 R

VALLEY ASSAY OFFICE

L]
/ !
AND ORE TESTING LABORATORY
MEMORANDUM OF ASSAY ,
Made for Coctz kininz Co. Tempe, Arizena, __Fub, 17 !
. : i
PER TON OF 2000 POUNDS AVOIRDUP COPPER,OR |  LEAD,OR :
SAMPLE NO. GOLD |  SILVER : - : ;
AT 2 M OUNCE| AT § _7[) PER OUNCE] ' Sl AY !
ozs.; $ |cve | ozs. : il i O :
!
i
1

- -

e T



AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY

./{ /W\w VALLEY ASSAY OFFICE

Charles E. Cietz

Arizona aluay ogm

, v 815 NORTH FIRST STREET

0 o e S Phone: 253-‘“’ :
g THIS CERTIFIES Pmnm mmm : s e

( Jrsisise submitted for ously : T e T R Long Ton Unit .......... 22.4 Lbs.
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VALLEY ASSAY OFFICE

o AND ORE TESTING LABORATORY
_*:_i MEMORANDUM OF ASSAY
’%: Made for __Cha®les E. Gosts Tempe, Arizona, Nov.
2 | PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR “
SAMPLE NO. || GOLD SILVER
[ ar 35 .00ren ouncs| AT PER OUNCE || AT () o 3BPER LB.|| AT
| ozs. [ 100 | 8 jocvs.| ozs.| 1008 8 |cvs. % [ cTs.
9 o2 70| 0.l 70! 1 |19} ,O 138
© Molybdenum
v 4";“
A <tV
‘¢ G 1
- i i
REMARKS: °C Iy
/ld (]
: 5
NO 7 By LA s -

CHARGE §
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Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 856007 - Telephone 254-6181

For Mr. Bill Vandewall Date  gune 30, 1981
1021 E. Spence
Tempe, Arizona 85281
ASSAY CERTIFICATE

OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOoLD SILVER COPPER Lead Zi nc
2281 C-BDLT Trace 0.05 | 0.05 0.01 0.04
C-BDLT-0P Trace 7.5 0.04 3.5 0.45
LOGAS
TUNNEL CHICO

Respectfully submitted,




Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

WILLIAM VANDERWALL.

GEOLOGIST |

Date: July 17, 1980
Lab. No.: 6797

For:

PACIFIC REGIONAL OPERATIONS, INC. v P.O. Box 718
(602) 994-3147 SCOTTSDALE, ARIZONA 83232

Sample: Water Marked: No Mark
Received: 7/11/80 - Ay O
Submitted by: Same

REPORT OF LABORATORY TESTS

Copper 6.1 mg/L
18 Lead 0.061

Zinc . 87.

Silver *1t 0.02

Respectfully submitted,
ARIZONA TESTING LABORATORIES

O%«AW

*1t = less than Steven Hankins
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I 0\ EGIONAL

@PERATIONS, INC. P.O.Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

ASSAY SAMPLE DESCRIPTIONS

Map I.D. No/Identification No
1/1

2/2

3/3

4/4

5/5

6/6

7/c-1

8/G-10S

9/J-10S

Description

Surface of Bronco Dyke, Cu-Mn staines on
diabase (?) - no visible minerals except
green cloritic (?) alteration throughout.

Shallow underground sample from fault gouge
along Bronco Dyke. Blue-black mudlike gouge
with ubiquitous euhedral pyrite (Ca. 1mm)

Dump sample of upper “int vein - mostly Qtz.,
py., py. x1t stepped and silvery colored,
milky Qtz., some black oxide.

Underground sample of upner Mint vein, Qtz.,

py., galena, spalerite, good x1tn sample high
grade (?). Vein 18" wide at sample location,
appears continuous with respect to Qtz., but

py., ga., sp, spotty.

UG sample of Cashier vein. Primarily Qtz, py.,
sp.; vein 1' wide at sample location with green

-and white mudlike gouge 1' each side of vein.

Sample taken at cave-in 50' down shaft.

Underground sample at unnamed prospect tunnel,
oxidized sample with some residual pyrite. Brown
color, oxidized, friable zone about 2' wide and
continuous.

Dumn sample at cashier tunnel - high grade ore
reported from this tunnel but presently inacces-
sible. Sample partly oxidized with blue-green,
white and black alteration visible minerals are
Qtz., ccp., py., ga., sp. very dense and hard.

Ore stockpile sample from Goetz shaft. Cooper
and iron oxides in fractures of very hard Qtz.
vein. 5-10 tons stockpiled. Shaft caved and
inaccessible but vein 2' wide at surface.

Ore stockpile from Jamison 300 (?) foot level.
massive chalcopvrite, pyrite and galena in Qtz
host. Very high grade sample from ore shoot (?).



ASSAY SAMPLE DESCRIPTIONS (cont'd.)
Map I.D. No/Idenfication No.

10/LB-1C

11/LB-1IV

12/M-1V

13/water

14/1
15/2
16/3

17/4
18/5

19/5
20/6

21/LB-1C
22/J-10S

Description

Underground sample of in-place oxidized ore

pod ca. 1' wide, massive black coated (MnO2 ?)
very hard Qtz. with brown limonitic (?) streaks,
vugs with gypsum needles.

Same as above but sample cut across vein plus
1' gouge zone either side. Clay gouge brown to
grey. Slickenslide surface adjacent to gouge.

Underground sample from lower Mint vein - comb
Qtz. with comb filled with calcite plus black
oxide and few residual pyrite crystals. 4'-6'
vein width.

Stream water approximately 100 yards from spring,

here rocks in stream bead are blue-green from :
copper precipitation. White zinc precipitate

downstream. Spring appears to drain dyke-vein
system.

Surface sample from shallow pit oxidized vein -
blue-green and brown coloration - vein 6" wide.

Same vein as above 400' uphill vein slighty wid-
er and difficult to trace.

Underground sample from Bluebird mine; sample
similar to 14/1415/2 so same type vein

Wall rock to 16/3

Surface sample - same vein as 14/1 & 15/2
This vein tracable for 1/4 mile.

Ore stockpile sample of American Legion 400'
level ore. Galena, pyrite sphalerite, high
grade sample.

Ore stockpile sample at location of very high
grade ore, now mined out - sample black, very
heavy and hard. No visible minerals.

Fire assay of sample 10/LB-1C

Fire assay of sample 9/J-10S
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T v . ACSAY CERTIFICATE |
I

o L HOX 14 -~ PHONE 632-7410
L S - 7 By HUMBOLDY, ».RiFUMA e
; ASSAY . 3 :

K JAADE ¥. J. DENTON .

| FOR’ P.0. Box 931 .

| L w:tkleup, Ariz. 85360 N )

| — Tarel, _16 17

‘ Gold bil\fﬁ r | Lead
RIPTION
= SAMPLE"D'Eff:_'“—“-- Sy e e s S Q ‘/tOI}:: ‘:Oz/:-t,:,}!“'—‘::_P_e_Ih;gg.gt‘:
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3 /‘7/& l 7’/;7 | A
,/¢ VALIEY ASSAY OFFICE @y N
M AND ORE TESTING LABORATORY S i

¢ MEMORANDUM OF ABSAY
C. E. Goetz Mining Co. Feb., 21 = 67

Made for Tempe, Arizona, -
w M
, PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR TOTAL
SAMPLE NO. GOLD SILVER
I ar 5 ,00rar ounca| AT 1,00 PEr OUNCE|| AT D.cBear ta.| ATO, 14 run La
{oxs.[vews | & Jove.| oze| tews] ¢ |cT8 % [ % s cTe ] cTe.
=Ts. g tece 04 10 13 il nil 1
ot n 74 ---u M4 des s
ST S 1m '
p L
| 20 | o8| 2 50 |16 0.0 14“73 90
: " own " 73 nﬁ--u a1 ;_Q_
EREE sy .

L ,‘/JA VALLEY ASSAY OFFICE
/V‘\_ AND ORE TESTING LABORATORY
0z 70| 101001 lezfl1s{ 1 114 §,.20
I A LA eATE 17\

MEMORANDUM OF ASSAY
cTe
26
dnd at (1= dla.c] o 43
g
4\ 7R N
LJLEE o
O .

‘ 3
‘Made for Chazles E. Goetz Tempe, Arizena, March 29 £ 09,00
—— —— —— M
! PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR - LEAD, OR TOTAL
' GOLD SILVER
.00 rer ounce| AT L o SUPER OUNCE(l AT D..Brar o) ar O, Idnn l.l.
: o : wre]| o Jove] ozs] vews| s |cvall % | 8 | cvey % cTe
1 ; 4| 1l40] c.le0otl 4 fpef7e | S 170 x
olybdenpm- 7
= ‘) S N
T« RED £l &
‘k Tt “
- : T
REMARKS: &l WY |
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(/\
L (.‘tRIPTION OF SERVICE

Date Rdﬁ'g_"ce Cha rg(f‘/\ P""E‘,‘Q’ﬁ;"d Balance
BEGINNING BALANCE « 00
10/31/774 005574 POTABLE WATER ANALYSIS 75
10/31/774 005590 POTABLE WATER ANALYSIS 75

IS TR 5 ¥

/
Q}; !

N

Department of Health Services

271-4830

CHARGES OR PAYMENTS AFTER ABOVE DATE
WILL APPEAR ON YOUR NEXT STATEMENT.

Pay This Amount

1.50
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YK A G12"F e
ggg .................. Date........ 5 _AUG 1968 /’ , /’L;J t:._,, g J g
F' """"""" 7.6.0. : Phoenix, Arizona 85001
VALUES
Latest Quotation 5/(} d/ alr‘zona alééay Ollwe %_/ ¥ P. O. BOX 1148
::: 371‘:,5» 815 NORTH FIRST STREET
1 Ib. Coppercceeeeeceeeee x Phone: 253-4001
11b. Lead...ocm oo R O o— 2000 Lbs
11, ZinC.ooeeeeeeeeeeeaeenmseeene CHAS.,E.GOETZ MINING & EXPLORATION CO \ Short Ton Unit ............ 20 Lbs
THIS CERTIFIES PHOENIX Az. 85031 foy Ton: o il 2240 Lbs.
N e tar sy Long Ton Unit .......... 22.4 Lbs
SILVER GOLD TOTAL VALUE PERCENTAGE %
_——anes L] e LR s | B opRey e
:— Pad\) o la j_H /c\v - 4 ¢
T# 1 GreseN 1OuK /’f 53, 80 h>2/60 |$91,0 J }3.33 5, ';ﬁ/ @bﬂ/
LAIM ©8 2 ! W\——j l"g/
C {1 9 b Ay {0 .
# 2 CUT ON VwIN /‘)°/15 14 »bJeo |21, ) 4,50 354 “ﬁ\’ /
JAMISON ) i PO [
(#3 300 LVl 1,80 Jo1'| .38 10.04 ‘{\‘F (4
19.50 : s
Charges $..... P (VY S B estidde

JACK STONE REG. N“o-s-wo <
ANDY CHUKA, PRINT

<~
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AND ORE TESTING LABORATORY oy
MEMORANDUM OF ASSAY 5
Made for I‘"\l el/PI‘OhOI‘Off Tempe, Arizona, - l‘ec ® 21 i 1’66 :
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR 7/ LEAD OR TOTAL
~ SAMPLE NO. GOLD SILVER 1701y bd enum >
k i AT PER OUNCE| AT PER OUNCE || AT PER LB. AT PER LB. 3
,b 3! ozs. | 100 | §$ lcrts.| ozs.| 1wo0sl s |cTs % $ /ciri,_»—-“-n-—-\ CTS. ] CTS. X
] ( o4 -3 \\ )
£ \ L Bar }
.2 <{P~0% - 3
"i?i’ o)/'/\‘, " e 5 0}
v~ 0 . P s =8 :
/ V / Bk pas AN SN 1N o
N &/V e Aol AT N o
i A \
z \ N . =75 i X X
Y / =11 gy 2
[/ A M )
| D i %
\ \./‘ }1 L/ i: )
1C O ‘."(‘;’ ," 2
REMARKS: \\ A: e v 4 3
:.\\\ gl v "'?,;,."
s S e
NO BY R g ‘:Z A /%t‘i/@;,
= , Reglstered Assayer.
CHARGES$._ 12.,00———

gy
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SPECIMEN SJBMITTING STATE OF ARIZONA
& ReroRTIORM 118 DEPARTMENT OF HEALTH "
25 26 DIVISION OF LABORATORIES 5 |
POTABLE WATER ANALYSIS - fct 3t
BACTERIOLOGICAL ‘
W\Lp SUSTEMINO. D Cl, RESIDUAL Mg/
C / BACKGROUND BACTERIA
PRESENT
17 24

T TOTAL COLIFORM (MF)
> ; i
2/ W 10&1 QG_‘__/]OOML

DATE COLLECTED
420 D PG = b AU UM

YsTn - /Pd G 77, 74
STATE ZIP COUN COLIFORM FOUND (MT)

B2 |FS0¥u | pa top,

7
£ T

10 ML PORTIONS

5.5 16

LAB PERFORMING TEST 2
PHOENIX = 1 - ) m ROUTINE SAMPLE ) D PUBLIC WATER SYSTEM 3D SWIMMING POOL
FLAGSTAFF = 2 DO NOT CHARGE = 1
TUCSON =3 3 2 D RESAMPLE Z D INDIVIDUAL 2 @/SWI-PUBLIC
MAILING ADDRESS OF REPORT
Wotd Lonp. 9 4. //z, o i Taf | BRSSSSEONSS ke SARE]
ADDRESS Soulb 08 Dan/ pyiv<
JAULE Zudy Dejh AR
amy JsTATE ZIP CODE
Loy i Al R £44947 TI=T-94 =
H. GILBERT CRECELIUS, Ph.D. bhrE el " ALYSO :

DIRECTOR . ®s



SPECIMEN SUBMITTING STATE OF ARIZONA
sheroRrrORM N DEPARTMENT OF HEALTH ‘
25 26 DIVISION OF lABORATORlESm j‘! /
POTABLE WATER ANALYSIS -
BACTERIOLOGICAL
IS SYSTEM NO. D Cly RESIDUAL Mg/
BACKGROUND BACTERIA
PRESENT
NAME OF CLIENT COLLECTED BY TOTALCOLIEORM (MF)
pnd Copp. e @ e
ADDRESS DATE COLLECTED HOUR
9204 Fonlls Sodn Rdp3g-ay 2ja0 polls
cmr STATE P COUNTY : COLIFORM FOUND (MT)
/‘_, X Az |Fsed WA%/JJ‘{ 10 ML PORTIONS
LAB PERFORMING TEST- 3 - g e
PHOENIX = 1 28 ! ROUTINESAMPLE D PUBLIC WATER SYSTEM 3[] SWIMMING POOL
FLAGSTAFF =2 27 Do NOT CHARGE = -
JUGON =3 2 D RESAMPLE - D INDIVIDUAL o @/ SEMI-PUBLIC

MAILING ADDRESS OF REPORT

é{/j‘?ﬂf‘v’j ; /a,ir u‘

%///&;y Li7a 7o [

ADDRESS
g, 1//1/('»{ Dedinte A IE
cITy STATE ZIP CODE

ff/ Az 732 R K2 ¥/

H. GILBER{CRECELIUS, Ph.D.
DIRECTOR

DETAILED DESCRIPTION AND 3% Py |

LOCATION OF SAMPLING POINT i
coulb pF Drusl
REMARKS& /12 17 s e WA 7%//

H I CODE |

DATE REPORT!D > / 7 JANALYSTQ_



OVERGROWTH (OG) SAMPLE

Public Water Supply System

This water sample (report attached) was examined by this Department’s lab-
oratory and found to have a massive overgrowth of bacteria on the membrane
filter making it impossible to count the number of coliform bacteria present,

fi’t is réquired that you immediately sample this system again from the same

¥ location or different location using procedures given with the sample con-
tainer. Please indicate in the ‘‘Remarks’’ how many times you have
received a report of OVERGROWTH on this water source.

If you need additional containers, please contact the local health depart~
ment or one of this Department’s laboratories.
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VALLEY ASSAY OFFICE

jflaﬂv"/"y

AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY

Ee G 2 Yining 0. ¥ech &
Made for * oetz 1ining o Tempe, Arizona, ° 1 19
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR TOTAL
SAMPLE NO. GOLD SILVER
AT .. o U(PER OUNCE| AT L, PER OUNCE|| AT 0 . GPER LB.|| AT U ¢ 14 PER LB.
ozs. | 1008 | & |crs.| ozs| 100s| 8 |cTs. % s cTS. % s CTS. s cTs.
1-Tailinsg || Trice 04 10 1Z i1l Til 13
1 L inpe=d 7711
g 1ore) Tifce il il fZﬂ"M""_\ \BRER (477
y,
: HO- i . 7 &
- z.orechd ol sl & leolied eol solcofie.e] S0 licho.n 12 | 73 | 20
ri : ime-d 0. 20
Wl D s notnl- || 74 | &0
7 g <
// . "f_' T !
rI . ;!' i - :"L
; - TTINLIEE
REMARKS: (3] LpETE e 1
S S e ]
\\k \\ S } H
L} A /
\3"3'0 . .\q\l’\,/ /,/

NO

N

CHARGE S &6aC0
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VALLEY ASSAY OFFICE ,

AND ORE TESTING LABORATORY 3
MEMORANDUM OF ASSAY
. . e e
Made for Charles [ae GOCtu Tempe, Arizona, 1.8F e ’ 10.91
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR TOTAL Q
SAMPLE NO. GOLD SILVER
! AT ~.C _((PER OUNCE| AT 1, (0PER OUNCE AT0 , &8 PER LB.|| AT PER LB.
o’ /{f' ozs. | 100s | § |cTs.| ozs.| 1008 $ |cTs. % s cTS. % s cTS. s cTS. 2
" \ghico 1 ol 12| 4 |z0|284d c0vEée |66|7.8] ¢ | 08 c9 | ¢4 0
0 g oJ cs| o [s0| o4 80112 |74 15 | 54
i Tead- 3 0, 02 70| 64 60| 3 |04 Y 6 |43 _~
/O ) \ o s
Cor 1) 0. 0z 70| o) sol 1 loallesl 1 lcoll Z | 64
2 % ATH P
\ //Q’\J ;\/ER'T' g > 4(_{;\ y
"a ;{.‘ .&\' "f;(l ."_:
-~ e - C
.-}: i o 'v:'
e :,Lj L L | £~ F ) 1 d 0
\ - , 7 2
© REMARKS: N SSE a1 Vi A%
-: W — ‘?\' L
\‘?/.E'..‘)T'J AN 5 A
: \t“-ﬁ ‘ ‘\‘/

)
N

NO BY

'G

~ Reglstered Assayer.
CHARGE $ 0 °00 /

©
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Shop - Jt305.....o. Date.... 28 JULY 1667 )

File No.-- 255060~ o Phosnis, Adizona 6501
VALUES
W Ay 04 rizona 04 Jéay Oll (ce c ¢ il
=B ,

! F R - SRR G

1 0z, Silver..... 31 00.... 815 NORTH FIRST STREET \
. 1-\- Lo
1 1b. COPPEr..eceeeceacmeacennes 2L Phone: 253-4001
|17 - 7 [ &
AT O CHAS .2 .GOED 7 LINING & =XPLORATION Cco
THIS CERTIFIES PHOLLIX ARIZONA
Samples submitted for assay 7w
contain as follows:
Alax Dws‘n_hv?;“ ££ “\\?/ GOLD PERCENTAGE
TOTAL VALUE
0 VALUE
MARj_s_ o:zrz Trz:ms PER TON o:f.aTlozms PER TON | of Gold & Siver | CO TP i ST :
04,0 $141.00 1,000526,0 12,5 'q’& %215/
.

N
>

Charges $.....5. ;5w wswmremseesssemasssssesassenenass

ANDY CHUKA, PRINT




VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY

Made for Charles E. Goetz Tempe, Arizona, Nov. 9 ' 19..92 %
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR #EFDTOR TOTAL o
SAMPLE NO. GOLD SILVER Zine -
Chico- AT PER OUNCE| AT PER OUNCE || AT PER LB.|| AT PER LB. 2
1 d 02S. | 100's $ CTS. 0ZS. 100's $ CTS. % $ CTS. % $ CTS. ) CTS. (;
Mine dump 0.6 | 1 |80 o)
Vet S W N %
VA% T ;
2 .:YJ,\,.;'AFL-_ y “_v‘}{._ N )
/ a /:,;\\ "V/A\ B 4
[ J ZLEE] &N
[ o il B0 &
| \ n'y / %
\\ N - JI ER A /) K, O
REMARKS: \ € 4, W \/j/ Y
oy k . .
\.. 'JP" baga \3“\/
M / 5

NO

CHARGE § 3.00

A

N
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/\b
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}Jﬁer‘d Assayer.
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IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632.7410

r ' 7 :
PR Gm HUDSON HUMBOLDT, ARIZONA 86329
- RMC Dorp.
910 So. Hohokam, Suite 115-116
i Tempe, Ariz. 281
L _ = _ Dec. 6, 1975
Silver Gold | Lead Zinc Copper
’E 0. SAMPLE DESCRIPTION l j
2-1-23 ID-RY :mine Do .018 1.78 | Nil 1.29 0.36
? e~ 53-;::’: sfﬂ .
2-1-26 IEXAE JT-ESQS1 ST Tr Tr nil 0.65 | 0.02
2-1-27 JT-ESQS2 ) .03+ | 1.29 |Ni1 1.60 | 0.13
2-1-28 JT-RSQS3 010 | 0.39 |Ni1 1,05 | 0.02
2-1-29 JT-45-2 Tr 0.20 | N1l 0.80 | 0.01
2-1-30 JT-EOT4R1 014 | 0.49 |[Ni1 1.35 | 0,02
2-1-31 . JT Top &5-15 1456 | 4158 [ Ni1 19.55 | 3.98
2 =32 XEEESE JD-A51 - cum e .016 | 0.59 |Ni1 1.10 | 0.05
2-1-33 JD-BS3 v S 030 | 1.25 [Ni1 0.80 | 0.33
2=-1-3% JD-T-1 77 "w? 2020 | 1.6% |Nil 0,65 | 0,19
LW ‘
2-1-35 BP-1 .o, PeBoy o | .256 | 13.42 (%.92 | 18,70 | 0,32 |
. 7 5 ‘
Lot Rox
2-1-36 BP-2 Tr 0.3% | Nil 0.65 | 0.02
2-1-37 ID-18eg  Tr? Tr 0.68 | Ni1 0,65 | 0,16
2-1-38 (_ __MEs=1 R r.ﬁ:‘f@. 002 | o.42 |Ni1 0.55 | 0.05
o e i \/\.1*‘ v : ‘
2-1-40 \_ MEB-3 ~ I .028 | 5,07 |Nil 0.55 | 0,69
2-1-441 M-2 — Y .010 | 0,67 |Nil 0.70 | 0.03
2-1-42 M-3 L006 | 0.2% |Ni1 0.60 | 0.03
2-1-143 M-l 5 /; . 964 9.70 | Nil 0.65 0.03
214k M-5 3/ N ,006 | 0.32 |Nil 0.65 | 0.01
g - 4
| -1-45 M=6 5 e TN ,080 | 2,70 |2,4% | 0.65 | 0.03
12-1-46 M-7 ) wen,, d) | 018 | 046 |N11 | 0.65 | 0.02
%MJ,L/ / , '
3 & [ EGhE, A &




' D *  IRON KING ASSAY OFFICE = ;
T ASSAY CERTIFICATE ;
T . kel
i ggx cggg?on
. Lglgtfoi1§°-x?1gm _J .
 Bad B SAMPLE DESCRIFTION g Gold:ﬁ%m.gc COE;-J:-
SN Lre BOF ST
12-1-1 ' BP Vein s i iws .026 | 12.21] 1.7% | 21.30| 0.04
12-1-2 M-1 LY " .126 | 45.13| 0.06 1.20 | 0.05
12-1-3 JT-BOT-L < .- wi o Tr 0.36 | 0.03 1,40 | 0.02 _
,12-1-4 Ch=1 i3\ aEdee | 0280 | 1.75 | 0.26 | 0,095 | 0.02 |
,12-1-5 N dxr &'-1 | \\' P ote | 10.64 | w11 | £:80 1,24
/12=1-6 A-2 / AN .QZB-___&;BZ___Q,AQ 0.45 1.98
/12=1=7 / k=3 ) 5)/ .018 0.96 | Ni1 1.05 | 0.20
/v 1-8 A\\L" J 002 | 1.16 o8 | 1.35 | 0.4
f2-1-9’f Bel . Joc e luncd 2014 0.25 | Nil 0.40 0501;
" 12=1-10 B=2 Tr 0.32 | Nil 0.55 | 0.02
- 12=1-11 B-3 Tr 0.3% | Ni1 0.65 | 0.2 .
- 12-1-12 B Tr 0.60 | Nil 0.50 0.02
“12-1-13 B-5 R Tr 0.5% [ Ni1 | 0.35- | 0.02°
/12=1-1% D=1 Tolyyasie 2 Al L006 | 1.8% | Ni1 0.55 | 0.07
/12-1-15 D=2 % ¥ l . / .032 27.13 | 0.34 0.10 o.osﬁl
/1221216 . pe3 72 : /y 050 | 7.67 [ 0.08 | 1.40 | 0.0
V12-1-18 My fd 506 | 17.5710.10 | 0.60 | 3.5%
- 12-1-18 Tr 13.50] N41 1.15 1-31;
/ 12=1=19 070 8.29 | 0.58 180 -1 011
- 12=1-20 150 1.79 | 0.36 1.80 o-ng;_
¢+ =21 010 | 1.87 | w11 0.95 | 022
12-1-22 .060 | 4,90 | Ni1 j.'&o .
v5'32-1 =28 068 | 6,49 | N1 0801 —1+18-
an_4_o¢ 072 2.41 | Nil 0.30 0.18
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IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410

- : s .
PN Gm HUDSON ; HUMBOLDYT, ARIZONA 86329
TR RMC Dorp. ¢
910 So. Hohokam Suite 115-116
ron  dempe, Ariz. 65281 2
- ‘J: Dec. 6, 1%2
Silver Gold Lead Zinc Copper
SAMPLE DESCRIPTION
ief_no. \ oz/ton | % | %
|2-1-23 ID-BM  is Duno .018 1.78 | Nil 1.29 0.36
&nvD SQuare Sets :
12-1-26 IEXEXE JT-BSQS1 T Tr Tr nil 0.65 | 0.02
12-1-27 JT-ESQS2 d L0 | 1.29 |Nil 1.60 | 0.13
12-1-28 JT-ESQS3 .010 | 0.39 |Nil 1365 | 0,02 =
12-1-29 JT-A5-2 Tr 0.20 | Nil 0.80 | 0,01
12-1-30 JT-EOTSR1 otk | 0.49 | Nil 3L gkl L 00
‘/2-1-31 . JT Top A5-15 456 | 41.58 | N4l 19.55 | 3.98
12, -32 JIREEY JD-A51 .- .016_ | 0.59 |Nil 1.10 | 0.05
12-1-33 JD-BS3  mwim - 030 | 1.25 |n11 | 0.80 | 0.33
[12=1=3% IO T Gl it L020 | 1.64 |Nil 0,65 | 0.19
' L\*‘\‘ o
g 12-1 -35 BP"1 \/;' Lidwg ! " 8 \'M' 0256 130\*‘2 )‘*o 92 18.70
T2 Lot Rey
| 12-1-36 BP-2 i : Tr 0.3% | Nil 0.65 | 0.02
| 12-1-37 Jp-ls-2 _ »rm? o Tr 0.68 | Nil 0,65 | 0.16
| 12-1-38 & __ME=1 s :m,.w“c?g' ,002 | O.2 |Nil 0,55 | 0.05
' 12-1-39 }“ﬁ O MB-2 - . plr .00+ | 3,08 |Nil 0,65 | 0.32
‘ £y ax”
JRCEET NG ot 028 | 5.7 |Nil | 0.55 | 0.69
| 12-1d41 M2 — nw\ — ,010 0.67 | Nil 0.70 0.03
12-1-42 M3 006 | o.o% Img1 | 0.60 | 0.03
12-1-43 M=b+ o . 564 5,70 | N1l 0.65 0.03 _
12-1-lk M-5 5 006 | 0,32 INil | 0.65 | 0.01
.v‘)_ ! , ',:_4'.‘4 1
1 -1-b5 M=6 ] 4.2 "G”'“-.”\ 080 | 2,70 |24 | 0.65 | 0.03
fy ‘ § b i
12-1-46 M=7 ) A GJ\[RFATLER \, ' \ 2018 Q.46 | Nil 0.65 0.02
oz
Rl ‘{;JI;{.:'B;/ &
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® 1
ASSAY
GENE HUDSON
MADE RMC CORP.
PR 910 So. Ho Ho Kam
Suite 115 - 116 it

»

IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

80X 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

Dec. 6: 1979
Silver | Lead Zine C r
L oz/ton | _%

Gold o
PTIO pe
/Bo;. g SAMPLE DESCRIPTION e s i
12«1-1 " - BP VWein Tii siioa s .026 12.21 ] 1.7% | 21.30 | 0.0%
a1 M-1 PN 4126 | 45.13] 0.06 1.20 | 0.05
o12=-1-k Lokt e o AR g .280 1.75 | 0.26 0,095 | 0.02
v12=1=5 \mm \ (016 | 10.6k4 | Nil 2:80 | 1.4
V12=1-6 //;-z [ ;’\ 024 | 8,32 [0.20 | 045 | 1,98
/
v12=1-7 Y b 018 | 0,96 | N1 | 1.05 | 0.20
Vi 1-8 A : 002 | 1,16 | 048 | 1.35 | 0.1%
. 12-1-9' B=1 . 2zc fe~ wued L01% | 0,25 | N11 0.50 | 0301
“ 12=1=10 B=2 Tr 0,32 | Ni1 0.55 | 0.02
- 12=1-11 B-3 Tr 0.3% | Ni1 0.65 | 0.02
“ 12-1-12 Bl Tr 0.60 | Ni1 0.50 | 0.02
l/ V .
T 12=1=13 B-5 \ 3 Tr 0.5% | Ni1 0.35 0.02
L /12=1-1k Dol Taluaeie 2 Coos L006 | 1.8% | Ni1 0.55 | 0.07
/12=1-15 et B | R T ; 032 | 2,13 Lo, | o010 | 0.05
| Y 12-1=16 . - s /y 2050 7.67 | 0.08 140 0.0
’ . 0 = | - ! y
V12-1-18 Dodp 2w T - 506 | 17.5710.10 | 0.60 | 3.54
12-1-18 p-5 . i Sons! Gty Tr 13.50 | Ni1 1.15 1,34
; 3 4 .:? ~":/ %
/ 12=1-19 palk E S i o070 | 8.29 | 0.58 | 1.80 | 0.11
YR surt > R :
/' 192-1- il . ( Q”‘j“"’\ .150 1.79 | 0.36 1.80 0.03
L =0 m-p1 V. /i B fg::‘ P o Yoot O 1500 . 2 0.95 | 0422
6 SRS "4l calt o | .30
. 12=1-22 ID-R3 PR Eﬂi‘! ) 060 | %.90 | Ni1 3.‘2; o
s : . R
v 42-1=28 JD=-TF4 \ .."MQ;”/. TR Caca 6.49 i1 0.80 1+
i : NSCNAL W
1912 TDSBES o DReTy e gl ey b onid 0,300 .0l
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VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ABSAY
Made for Ale{}‘rohoroff. Tempes, Arizona, rec, 2l 1!66

NENE N6 26 D6 D6 )
\
P4
3 NN

3636

|| PER TON OF 2000 POUNDS AVOIRDUPOIS || COPPER, OR ; F#AR OR | TOTAL
SAMPLE No. |l GOLD :

SILVER I rolyhdenum

TR | ar PER OUNCE| AT PER OUNCE || AT PER LB.|| AT PER LB.
” 0 [ ozs. [100s | 8 lcvs.| ozs| 1006 8 cre % s cT 253 cTS. 0 cTs.

| a Y
T, : 4‘ : /) L

=L

e+ e s g+ e

A -
REMARKS: N\ ,,,\E 1 b 7

lk NG 4 4*
= - s e
NO BY ' , ol /M

= % , Re stered Assayer.

ENENE DG D6 D6 D6 06 D6 D6 D6 D6 066 NENEFIENE D6 D6 2606 26 26066 I 636 H6IC !
a1

S 00 00 90 00 00 2L 90 90 99 90 98,20 9L IR IC I IR I IR ICIC L A 98 IS 28 2228 2% OF 90 26 90 90 9L IL9L 9L 9L 9L 9L ILIQIL IR AL
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.% | VALLEY ASSAY OFFICE &
"r::\ ) <.

AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY
S v Charles E. Goetz Jan. 1% 68

______ Tempe, Arizona, . 19
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f‘j‘ PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR LEAD, OR ZINC TOTAL @.’7
:g SAMPLE NO. GOLD SILVER &
&3 AT 38 ,00PeR ounce | AT2 400 Per ounce [|aT 0438 rer Le.flaT 0 o1D rer LB [[AT0 1D rer Lb. . &
.v';g ozs. |1oesd s fcrs. | ozs. o] s |eTs.|| % s [ers.|| % $ cTs.|| % $ cTs. $ CTS. &
o 1 0. |02 70| 0. 40 800,15 1 4 |.10 30 |11 2 |94
Y
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N AT ST A T AR e

25 HAY 1968

Arizona Assay Office

815 NORTH FIRST STREET
Phone: 253-4001

Phoenix, Arizona 85001
P. O. BOX 1148

Short TON ceceeeecaeeens 2000 Lbs
CHAS,E .GOETZ MINING & EXPLORATION CO i TR b 50 L
BOK RQTO0. - - e T e e
THIS CERTIFIES Long TOR: iucamesssanissss 2240 Lbs.
Som'pl_:s subfmlllned' for assay PHOENIX \( Long Ton Unit weee 22.4 Lbs.
contain as follows: e z -85051 G ~ Saderns
25 RCENTAGE ;
MARKS Psé%%'EORN VALUE PE%!O%BN VALUE TO;Q{. 1Y€'."'UE 7 ]‘ FE N REMARKS
s Oz [Tenths| PER TON [Gzs [i00ths| PER TON | of Gold & Silver qnppﬂ&mﬁ _ZINC
( 359 ) «30| $J75 14 | $4,90 M 0.20| 0,60

yu / Ll
7 &%

....................................

ANDY CHUKA, PRINT
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Iron King Branch
ASSAY OFFICE
HUMBOLDT, ARIZONA /,Q; Ny i —:;7; P ol —
DESCRIPTION -\_"r Au Ac Fe
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VALLEY ASSAY OFFICE 1
AND ORE TESTING LABORATORY "
MEMORANDUM OF ASSAY : g =
Made for Charles E. GOQtS Tempe, Arizona, OOt' 16 ¥ 109?_. v
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR fﬁﬁf OR TOTAL
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RICHARD V. WYMAN

REGISTERED PROFESSIONAL ENGINEER AND GEOLOGIST

610 BRYANT CT. (702) 293.1098 BOULDER CITY. NEVADA 89005

September 5, 1974

Mr., Chas. E. Goetz i
Box 2228 ’
Phoenix, Ariz. 85002

Dear Mr. Goetsz:

I cant find our file on the True Blue, and
thought I sent it to you in 1967. However, we did very little,
There is a shaft on the property, and at one time there was
a company inco{porated to work it. When we solda it to you, the
price of gold was $35 and costs of operation were prohibitive.
Today the situation is changed, and I would have done more work
on it for possible operations. Now with the gold - price the way
it is, it is possible there is commercial ore in the shaft.

The Juno belongs to Intermountain Exploration Co,
whose office is Box 473, Boulder City. This mine is not for sale
on any terms like might have been possible once. Possibly it could
be bought for $250,000, but that would be up to them,

OQur family owns the Rambler, a small patented gold
mine east of Chloride, I enclose a brief report on this. The dump
at the Rambler contains 3000 tons of material that runs over 0.10 oz.
Au, /ton($15 at today's price of gold). The mine itself has in sight
a small tonnage of ore running 0.24 to 0.50 oz./ton (value $35-$75)
but the possibilities are much larger. The vein is strong and has
a 60' winze on it. We would repair the portal, clean up the drift,
and put ladders in the wingze; also locate two additional claims, one
north and one south, and offer this mine under the repaired conditions
named(3 claims) for $12,000 cash.

If you think you would be interested, please let
me know,

Yours truly,

” Ri€hard V. Wyman

/




RAMBLER MINE

-

INING DISTRIC
CHLORIDE, ARIZ,

§

RAMBLER CLAIM 13.835 Acres. Adjoins New Jersey Mine. d
DUCTLON: Tons z.Au 0z .Az. 1974 vebee
1941 113 50  o0Mion po 20 7400
1942 3 _20_ omteyMe_s 2025 "

186 tons 70 0z .Au 25 0z .Ag. g /0575-/'
e
Total Gross Value: /////7éf%{
$2450 Au ggf
22_Ag ‘2z /
$2472 cjj? 70~
(U. S. Bureau of Mines, Individual Mine Record Card.)
N v

MINE WORKINGS:

Approximately 300 feet drifting on the vein. Open and accessiﬁle.
Approximately 60' winzing on vein.
Other miscellaneous surface diggings.

G GY:

; The Rambler consists of a single vein, northwest striking, and
dipping steeply northeast, which cuts through granite, granite gneiss, and
biotite gneiss. Mineralization cansists of limonite, native gold, and lead
carbonate in the oxidized zone, which is all that is exposed. Wall rock
alteration as sericitization is prominent along the vein.

The vein is stronyg, and has not been followed to its end. There
| has been more ore stoped than appears in the bureau of mines record, - perhaps
‘ 300 tons.

It would be expected that at
in the silver and base metal content,
district has not usually been severe,
depths of 200 to 300 feet the sulfide

greater depth there would be an increase
especially zinc. Oxidation in the

and it should be expected that at

zone will be reached.

Although it has not been followed to the northwest, the vein could
probably be found under the talus slope without difficulty, as the vein is

persistant. Deeper development could
hillside below the main adit.

-’

easlly be made by drifting from the



RAMBLER MINE
. ;
HLORIDE
RAMBLER CLAIM  13.835 Acres. Adjoins New Jeraay Mive: 4‘
PRODUCTLOR: Tons 0z .Au - . Gt 1974 vele
1941 113 50  oMienAv™ 20 7600
1942 73 20 o.ﬂqﬁv/f*‘_ 2. a1 S
186 tons 70 Oz.Au 25 0z.Ag. [@“
Total Groes Value: i 75 o
$2450 Au /
22 553745//
$2472 75~

(U. S. Bureau of Mines, Individual Mine Record Card.)
MINE WORKINGS:
' Approximately 300 feet drifting on the vein. VOpcn and accessible.

Approximately 60' winzing on vein.
Other miscellaneous surface diggings.

ol 4

GEQLOGY:

; The Rambler consists of a single vein, northwest striking, and
dipping steeply northeast, which cuts through granite, granite gneiss, and
biotite gneiss. Mineralization cansists of limonite, native gold, and lead
carbonate in the oxidized zone, which is all that is exposed. Wall rock
alteration as sericitization is prominent alomg the vein. 3

The vein is strong, and has not been followed to its end. There
has been more ore stoped than appears in the bureau of mines record, - perhaps
300 tons.

It would be expected that at
in the silver and base metal content,
district has not usually been severe,
depths of 200 to 300 feet the sulfide

greater depth there would be an increase
especially zinc. Oxidation in the

and it should be expected that at

zone will be reached.

Although it has not been followed to the morthwest, the vein could
probably be found under the talus slope without difficulcty, as the vein is

persistant. Deeper development could
hillside below the main adit.

'

easily be made by drifting from the




RICHARD V. WYMAN

REGISTERED PROFESSIONAL ENGINEER AND GEOLOGIST

610 BRYANT CT. (702) 293-1098 BOULDER CITY. NEVADA 89003

September 5, 1974

Mr, Chas. E. Goetz
Box 2228
Phoenix, Ariz. 85002

Dear Mr. Goetz:

I cant find our file on the True Blue, and
thought I sent it to you in 1967. However, we did very little.
There is a shaft on the property, and at one time there was
a company inco¥porated to work it. When we sold. it to you, the
price of gold was $35 and costs of operation were prohibitive.
Today the situation is changed, and I would have done more work
on it for possible operations, Now with the gold - price the way
it is, it is possible there is commercial ore in the shaft.

The Juno belongs to Intermountain Exploration Co,
whose office is Box 473, Boulder City. This mine is not for sale
on any terms like might have been possible once. Possibly it could
be bought for $250,000, but that would be up to them,

;
Our family owns the Rambler, a small patented gold é

- 4
E
§
i
:

mine east of Chloride. I enclose a brief report on this. The dump
at the Rambler contains 3000 tons of material that runs over 0.10 oz.
Au./ton($15 at today's price of gold). The mine itself has in sight
a small tonnage of ore running 0.24 to 0.50 oz./ton (value $35-$75)
but the possibilities are much larger. The vein is strong and has
a 60' winze on it. We would repair the portal, clean up the drift, ‘
and put ladders in the winze; also locate two additional claims, one
north and one south, and offer this mine under the repaired conditioni
named(3 claims) for $12,000 cash.

If you think you would be interested, please let |
me know.

Yodrs truly,

L s

Rji€hard V. Wyman

i



Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

WILLIAM VANDERWALL

GEOLOGIST

For: Date: July 17, 1980
PACIFIC REGIONAL OPERATIONS. INC. F.O. Box 716 Lab. No.: 6797

(602) 994-3147 SCOTTSDALE, ARIZONA 85252

Sample: Water Marked: No Mark

Received: 7/11/80 dnic 0

Submitted by: Same
REPORT OF LABORATORY TESTS

Copper 6.1 mg/L
13 Lead 0.061

Zinc . 87.

Silver *1t 0.02

Respectfully submitted,
ARIZONA TESTING LABORATORIES

0%«4.\ %A&.

*1t = less than Steven Hankins



PACIF IC

EGIONAL _
@PERATIONS, INC. P.O. Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

SUMMARY OF GEOLOGICAL REPORT
CHICO MINES PROPERTY
WALLAPAI DISTRICT, MOHAVE COUNTY, ARIZONA

The Chico Mines Property consists of 51 contiguous mining claims,
two patented, located in Sections 29, 30.and 31, T23N, RL17W, and
Sections 5 and 6, T22N, R17W, GSRM, Mohave County, Arizona.

The Property is bounded on the east by Stockton Hill Camp, a late
1800's silver bonanza, on the south by the Golconda Camp, once the
largest lead-zinc-silver producer in the area and bounded on the
north by the Pennzoil-Duval copper-moly porphyry, an open pit mine.

The Property is located in the central portion of the Cerbat Mountain
Range, one of the many north-south trending, fault-block ranges of the
southwest desert. Rocks exposed at the surface include metamorphosed
pre-Cambrian igneous and sedimentary rocks cut by Mesozoic (?) intru-
sives and Tertiary extrusives.

Ore deposits on the Property include primary base metal sulfide veins
and their near surface, oxidized equivalent often greatly enriched in
precious metal. Low-grade, stockwork type precious metal deposits and
possibly, copper-moly porphyry, an extention of the Duval orebody.

Results of field reconnaissance indicate the following:

A.) A prominent linear structure, the Bronco Dyke, traverses the
Property. Surface and underground sampling has indicated cer-
tain fractions of the Dyke may contain economic concentrations
of base and precious metal ore totaling over one million tons.

B.) At least six major vein systems traverse the Property. These
veins are separate structures, each containing concentrations,
shoots or lenses, of high-grade ore. Surface exposures of ox-
idized ore shoots are enriched in precious metals and may be
minable by surface methods and amenable to cyanidation. Under-
ground exposures of primary sulfide minerals contain substantial
values in base metals with lesser amounts of silver and gold.

C.) Rock equivalents of the Duval orebody are present on the Chico
property and abundant copper sulfate precipitate may be noted in
the stream bed, located in the west-central portion of the Pro-
perty. This suggests the southward extention of the Duval ore-
body into the Chico claims.

D.) Previous mining operations on the Chico claims have produced
some sizable mine dumps. The possibility of precious metal re-
covery from these dumps should not be overloodked. Cursory ex-
amination indicates in excess of 50,000 tons of material averag-
ing 0.02 ounces gold per ton and 1.5 ounces silver per ton.

January 15, 1982
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EGIONAL
PERATIONS, INC. P.O. Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147
SAMPLE DESCRIPTIONS
CHICO PROPERTY....LAB #2944
BVT... Bottom Jamison Tunnel-- massive yellow pyrite from 12" seam in
quartz vein, near cave in lowest tunnel on Jamison vein.
M-0X1.. Mint Vein -- second tunnel from top of hill; highly oxidized
and altered quartz vein, stained with Fe and Mn and containing
boxwork structure (after sphalerite?). Sample taken across
back, 4' width. Vein is 1 to 1.5' wide and exposed for entire
tunnel length, 200'.
M-0X2.. Mint Vein -- Third tunnel from top of hill; oxidized, altered

quartz vein with considerable Timonite and goethite laced with
dark, metallic streaks (Mn), minor boxwork structure. Sample
taken across back, 4' width. Vein is 1 to 1.5' wide and exposed
for entire length of uncaved portion of tunnel.



SKYLINE LABS, INC.
P.O. Box 50106 « 1700 West Grant Road

Tucson, Arizona 85703
H (602) 622-4836
REPORT 0OF ANALYSIS
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JOR NO, TED 188
December 9, 1781
SHIPMENT NO. 445

NORANDA EXPLORATION INC,
Attn.: Mr. J.F. Dubois
P.0O. Box 30326

Tucson, Arizona 85703

Analysis of & Rock Chip Samples
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Au Ag
ITEM SAMPLE NO, ppm ppM
1 81T-3301 (.02 .2
2 81T-3302 .02 (.2
3 81T~3303 ¢.02 2.4
B1T-3304 .02 2
3 B1T--330% .02 ‘2
{
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| Wit
1 ManagR
Charles E. Thompson ' Willlam L. Lehmbeck - James A. Martin

. Arlzona Reglstered Assayer No. 9427 Arizona Registered Assayer No. 9425 Arizona Reglistered Assayer No. 11122



sample #

81T-3301

81T-3302

81T-3303

81T-3304

81T-3305

description

Rhyolite - moderate limonite stain in
weathered cap - 900 feet directly
south of the Jamiaon shaft.

Rhyolite - disseminated pyrite less than
1% - 400 feet directly south of the
Jamison shaft.

Andesite - fine-grained, porphyritic, 1%
disseminated pyrite - collected from
adit 2600 feet north of Jamison mine.

Rhyolite - very fine-grained, siliceous,
1% disseminated pyrite - collected from
adit 2600 feet north of Jamison mine.

Diabase - chloritic alteration of coarse-
grained diabase dike with N45W orientation,
intense limonite - collected on hillside
3500 feet north of Jamison mine.



SKYLINE LABS, INC. AT W |

P.O. Box 50106 « 1700 West Grant Road
Tucson, Arizona 85703
(602) 622-4836

REPORT OF ANALYSIS

JOB NO. UAT 001
Hay 2, 1981
Page 1 of 2

Rio Tinto Canadian Exploration
ATTN: Mr. R. Shewman

Eastern Canada O0ffice

120 Adelaide 8t. West

Toronto, Ontario CANADA MGH 1WS

Analysis of 5 Rock Samples
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Cu Ph Zn
ITEM SAMPLE NO, ppm ppMh pPpMm
1 3 Q5. . .4 300,
P 4 8. 15. 760 .
3 S 390, 80, 315G,
4 b 1400, 780, 245,
o 10 AAR 30. 240, a0,
Chico Claims, Az
Sample No. Width Remarks
3 3* P€ granite, Jamison Mine area; 4" stockwork, .
fractures
4 3:5"' as #3, minor ZnS veinlets 3" apart
5 4.5 as #3
6 20" grabs, as #3
#10 200" 2 bags of grabs, rusty-bleached P€ granite,

highly fractured, stockwork quartz-pyrite
veinlets.

Charles E. Thompson William L. Lehmbeck James A. Martin
Arizona Registered Assayer No. 9427 Arizona Registered Assayer No. 9425 Arizona Registered Assayer No. 11122
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/ AT || 2 P.O. Box 50106 » 1700 West Grant Road

LY AR Tucson, Arizona 85703
~l " | A (602) 622-4836
JOR NO. UAT 001
May £, 1981
PAGE 2
Mo Au Ag
ITEM SAMPLE NO. pPpm PPM pPpM
1 3 2. .02
2 4 e .02
3 9 2, (.02
4 6 4, 10
] 10 AAR i i 15
Charles E. Thompson William L. Lehmbeck James A. Martin

Arizona Registered Assayer No. 9427 Arizona Registered Assayer No. 9425 Arizona Registered Assayer No. 11122
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R EGIONAL

@PERAT]ONS, INC. P.O.Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

ASSAY SAMPLE DESCRIPTIONS

Map I.D. No/Identification No
1/1

2/2

3/3

4/4

5/5

6/6

7/C-1

8/G-10S

9/3d-105

Description

Surface of Bronco Dyke, Cu-Mn staines on
diabase (?) - no visible minerals except
green cloritic (?) alteration throughout.

Shallow underground sample from fault gouge
along Bronco Dyke. Blue-black mudlike gouge
with ubiquitous euhedral pyrite (Ca. Tmm)

Dump sample of upper #int vein - mostly Qtz.,
py., py. X1t stepped and silvery colored,
milky Qtz., some black oxide.

Underground sample of upner Mint vein, Qtz.,

py., galena, spalerite, good x1tn sample high
grade (?). Vein 18" wide at sample location,
appears continuous with respect to Qtz., but

py., ga., sp, spotty.

UG sample of Cashier vein. Primarily Qtz, py.,
sp.; vein 1' wide at sample location with green
and white mudlike gouge 1' each side of vein.
Sample taken at cave-in 50' down shaft.

Underground sample at unnamed prospect tunnel,
oxidized sample with some residual pyrite. Brown
color, oxidized, friable zone about 2' wide and
continuous.

Dumn sample at cashier tunnel - high grade ore
reported from this tunnel but presently inacces-
sible. Sample partly oxidized with blue-green,
white and black alteration visible minerals are
Qtz., ccp., py., ga., sp. very dense and hard.

Ore stockpile sample from Goetz shaft. Copoper
and iron oxides in fractures of very hard Qtz.
vein. 5-10 tons stockpiled. Shaft caved and
inaccessible but vein 2' wide at surface.

Ore stockpile from Jamison 300 (?) foot level,
massive chalcopyrite, pyrite and galena in Qtz
host. Very high grade sample from ore shoot (?).



ASSAY SAMPLE DESCRIPTIONS (cont'd.)

Map I.D. No/Idenfication No.

10/LB-1C
11/LB-1V
12/M-1V
13/water
14/1
15/2
16/3
17/4
18/5
19/5
20/6
21/LB-1C
22/J-10S

Description

Underground sample of in-place oxidized ore

pod ca. 1' wide, massive black coated (MnO, ?)
very hard Qtz. with brown Timonitic (?) streaks,
vugs with gypsum needles.

Same as above but sample cut across vein plus
1' gouge zone either side. Clay gouge brown to
grey. Slickenslide surface adjacent to gouge.

Underground sample from lower Mint vein - comb
Qtz. with comb filled with calcite plus black
oxide and few residual pyrite crystals. 4'-6'
vein width.

Stream water approximately 100 yards from spring,
here rocks in stream bead are blue-green from
copper precipitation. White zinc precipitate
downstream. Spring appears to drain dyke-vein
system.

Surface sample from shallow pit oxidized vein -
blue-green and brown coloration - vein 6" wide.

Same vein as above 400' uphill vein slighty wid-
er and difficult to trace.

Underground sample from Bluebird mine; sample
similar to 14/1415/2 so same type vein

Wall rock to 16/3

Surface sample - same vein as 14/1 & 15/2
This vein tracable for 1/4 mile.

Ore stockpile sample of American Legion 400’
level ore. Galena, pyrite sphalerite, high
grade sample.

Ore stockpile sample at location of very high
grade ore, now mined out - sample black, very
heavy and hard. No visible minerals.

Fire assay of sample 10/LB-1C

Fire assay of sample 9/J-10S
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Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

WILLIAM VANDERWALL

GEoOLOGIST

For Date  July 16, 1980
PACIFIC REGIONAL OPERATIONS, INC. P.O. Box 718
(602) 924-3147 SCOTTSDALE, ARIZONA 85252

ASSAY CERTIFICATE

OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER COPPER LEAD ZINC
‘| MAP LD. NO.
6825 . _#1- Trace| 3.4
2 #2 - Trace| 2.2 0.32 0.13 0.32
3 #3 0.01 0.40 ||0.02 0.24 0.26
A #4 0.84 14, 0.37 8.3 13,
6 #5 0.17 4.5 0.11 0.66 5.0
¢ #6 0.01 0.60 (|2.8 0.08 0.25

Respectfully submitted,

Claude E. McLean, Jr.
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IRON KING ASSAY 'OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 6327410

1. o 1 HUMBOLDT, ARIZONA 84329

] KEVIN M. KENNEY
1301 Lemon St.

Tempe, Ariz. 85281
==L: I—W—;ij : January 14, 975
SAMPLE Gold |Silver AW
R DESCRRTIER ¥ gz}tnn oy/gn ic"ﬁé,l" * 3
| L“:"‘ ) - ; " <+ $|Uﬁ
-1 - .y i ,26—A-1 .p‘h‘ 4;0_06 0182“:; '1, L
2 28 "bec & 1,032 | 7.4 | 3.8t | 3438
W 4 i ¢ (PP
=3 26-4-3% , 018 | 1.40 !
o .
=t ~ 26-3-1"«-““”5?‘*" Tr 0. 68 Ll
. 2
=5 26 =R=2 et X T 0.36 v
i ~ WY TS — .
-6 26g-1 ¥ e 012 | g [t ] U
| »
-7 DhCmp ¥ & Ty 5,38 167!
=8 26=DC =2 WAL LR 2.30 1
)= '26-DC-3"°\/‘;’““ SO W L """7
=10 DG e b & W‘\‘ ‘QBO L-:B ; () ,74 4
Jm11 ' 'jﬁzng-*‘!{‘ WAPBEY | agg | g |usN? | et
AW\ S :
312 _26-poon@iieeor | 3tk 35 apr? e
o RN Ngrg™ s’
Galls PN e L A O I T 2 ok
s ""' .. 4 pe ' q
9-15 26-D-98B 5t pr | 0.78 58
' . ) % -V
9-16 - 26-D-988 ' & “K\e" 020 | 5,62 ( ™ 254
9-17 962@3“(31’ S| 356 _25.62 4.7t 115,19
' & ) -.w . . ' t
9-18 ' ?M'N\NW’V%;J\& _ 0161 0.726 .17 3.4
2= o . _ s
-9=19 26-D-981Lv"".“\" ’\ 028 | 5.73 5.3 $1 .
: Y ] ) : i ) "L ' ; C(.,‘}v(
-9=208 = 26mM=D ok Do 066438 X \‘\\ '
- . 2 .
{‘\/lv e g.‘. ‘-..-:— ‘)" .‘ i i"\/‘.,
/. Lo " = .\{‘




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 631-7410

S — R HUKBOLDY, ARZONA 16229
RMC Oorp. .
g;gpgf.Aggk;?kaméB?uite 115-116
- - . Dec. 6, 1975 ‘
T A e e
3 ID-R4 -ele !\)(_::g S— ' ‘-.';01'8 - 1.78 | Nil 1.25 O.,’L6
5 XEXEEE JT-ESQS1 Ky Tp Tr nil, 0.65 | 0,02
7 JT-ESQS2 : .o | 1.29 | W1 | 1.60 | 0.13 |
8 JT-ESQS3 010 | 0.39 |Ni1 1,05 | 0.02
9 JT-A5-2 Tr 0.20 |Ni1 | 0,80 | 0.01
0 JT-FOTSR1 ot | oMo W41 | 1,35 | 0.02
R JT Top A5-15 456 | 4158 | Nid 19.55 | 3.98
12 TRREEE JD-A51 tswe Snee” .016 | 0.59 |Nil 1,10 | 0.05
3 JD-RE3 im0t 030 | 1.25 |ma1 | 0,80 | 0.33
e JD=T=1___ ‘t7re owd 1,020 | 1.6% INAL 1 0,65 | Q.19
15 BP-1 gt L‘:‘x"&&,m_gse 13,42 | 4,92 | 18 032
36 BP-2 ptaal lzp | 0.3 [Nal 10,65 | 002
3 Jp-1s-2 Vet feer | op 0,68 |Nid | 0,65 | 0,16
8 (C e DN el lioop Lo 1 L0551 0,05
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43 ’ M- L56% | 5.70 11 0.65 | 0.03 |
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Le M=6 i / RE 4 -~ 1.,080 2,70 | 2,44 0.65 0.03 4
146 M7 V) { a4 ,018 0,46 | N1l 0.65 | 0.02 |
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IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

L 4

BOX 14 — PHONE 632-7410

Nil

r i HUMBOLDT, ARIZONA 86329
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CROSS SECTIONS: BRONCO DYKE
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SAMPLES

No.

Au

Cu

Ph=%

Zn

NJ\~ CO" DC.R

. e s - AT PN ee €

. CHICO MINE

T mes

064 6.9 048 60 24 15
065 7' 6.6 039 1.90 26 .08
066 6 Tr .002 30 .26 2
067 Muck 4.2 022 60 30 28
068 8 7.0 ,043 |.40 .69 22
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SAMPLES i

No. LEFr\éClTH Ag Au Cu Pb-% Zn .

054 5' 4.9 017 .70 .30 .80 f

055 o' 10.0 NokY 3.80 .36 .50 *
056 2 Tr nil - ,008 .28 .05
057 8 0.7 IE 12 .26 .07
058 9 ] L0l 12 .26 08

059 8' 1.6 016 .18 L3 .10 '
060 6 L5 029 15 31 .08
06| g8 Tr .003 .02 .28 .0l
062 3 0.4 022 .04 .19 .09
063 10 Tr 051 O .18 .0l

Ab. 2" Stgrs, Sphalerite honging wall

sump

+ . |
iD‘ AL CORORATION=EAPL DRATIOH O ”"XEEB;T”
CHICO MINE T A
%JAMISON VEIN — 300 LEVEL \#) .’f‘o*j,'}){é,
rer 7w
%GEOLOGY AND SAMPLE MAP ‘f’“ff-j e

N Cey 8 T s - B ety

i S g g . -



g,

-

SAMPLES
No. "ty Adg AU Cu - Pb=%  Zn
069 4 0.2 EL 1.90 27 .00
070 6 5.0 022 70 1.59 .40
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Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

WILLIAM VANDERWALL

GroLogIsT

For Date July 18, 1980
PACIFIC REGIONAL OPERATIONS, ING. P.O. Box 718
(602) 994-3147 SCOTTSDALE, ARIZONA B8B252

ASSAY CERTIFICATE

et

0Z. PER TON PERCENTAGES
LAB NO.. IDENTIFICATION Py - g prmsesoy LEAD Z I Nc
6901 (7 C-1 2.8 54,
s G-10S 0.55 .|68.
o J-10S ' 3.3 | 48. 12. 2/6.0 % 2.1
10 LB 1C 3.3 | 5.3 0.43 | 0.35 | 0.23
LB IV 3.3 | 26.
" 0.1

12 M IV 5 .1.6




Arizona Testing Laboratories

817 West Madison

WILLIAM VANDERWALL

For

PACIFIC REGIONAL OPERATIONS, INC.

(602) 994-3147

GEOLOGIST

P.O. Box 718
SCOTTSDALE., ARIZONA 83282

Phoenix, Arizona 85007

Telephone 2546181

ASSAY CERTIFICATE

Date dJuly 2, 1980

QZ. PER TON

PERCENTAGES

| s =

Respectfully subnutied,
ARIZONA TESTING LABORAELRML

Y 39

Claude E. McLeun, Jr.

LAB NO. IDENTIFICATION
GOLD SILVER COPPER
6646 [ig" #1 0.08 |46.
he’ 2 0.13 |16.
i 3 0.16 |43.
. 4 0.14 | 4.8
he' 5 0.03 |20.
10 2 0.04 |23.
20 7 10,49 | 0.50
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1435 SOUTH 10TH AVENUE
TUCSON. ARIZONA 85713

Sample Submitted by Mr. ﬁ//

Jarphs Assay Office

Registered Assayers

Since 1880

PHONE 622-0813
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Sample COLD LD SILVER copr LEA \ AY \ o~
Marked Ozs. per ton Value ton Ogzs. per ton Per Per c Per ﬁ Pe nt ‘%u.!
ore * ore w w y et y %t Assay

£8-/¢ | 2, 08] 1= | 460 e WA/4 bentesn o Zoi8-80
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Arizona Testing Laboratories
817 West Madison « Phoenix, Arizona 85007 « Telephone 254-6181

For: Pacific Regional Operations Inc. Date: July 24, 1981
Post Office Box 716
Scottsdale, Arizona 85252 Lab. No.: 2648

Samples of Ore received 7/22/81
Submitted by Bill Vanderwall

GEOCHEMICAL ANALYSIS

Sample Gold Silver Copper Lead Zinc
Marked i§4£1 ppm PPM_siZn___pPM _ppm 2en
1-5-10 Trace  Trace 30 ‘ i 30 | 280
1-30-35 Trace NiT 10 | 25 40
1-70-75 .2/ 7. | 45, 44 0.24 % 1100 2.1 %
1-105-110 0.03, 3 120 . 100 520
2-20-25 Trace . 3 350 .70 340
2-45-50 | Trace 2 45 ' 40 300
2-60-65 28 ' 9. | 53 /47 0.29 % ;1100 L 2.9 %
2-105-110,3757| 12. | 58 /§ 0.31 % | 1300 2.6 %
2-111-115 | 0.5 % 4 . 230 . 100 1100
3-30-35 L0 : 45 35 |-230
3-55-60 | Trace | 1 . 40 120 | 210
3-115-120 44 45. | 430./34 0.95% 1 0.50%4 7.8%
3-120-125 47  54. | 430./i¢ 0.88 % ! 0.45 % 7.4%
3-150-155 4, | 38 ., 660 450 | 0.26 %
NL-DO 1.2 22049 1.5 % | 0.73 6.8 %
WE-SS 017 | 21 . 680 400 0.22 %
: ¢
L SO AL NN W ————

Respectually submitted
ARIZONA TESTING LABORATORIES

¢4 m&/%/’/‘%/

Claude E. MclLean, Jr.
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Arizona Testing Laboratories

817 West Madison -« Phoenix, Arizona 85007 - Telephone 254-6181

For Pacific Regional Operations Inc.Date August 18, 1981
Post Office Box 716

Scottsdale, Arizona 85252

ASSAY CERTIFICATE

OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION

GOLD SILVER || COPPER Zinc Lead

CHICO PROPERTY

2944 BVT JAMISON 0.64 0.75 0.06 .055 0.03 PYRITE
M-0X1 MINT 0.20 0.40 —
M-0X2  mINT 0.09 | 4.7 0.007 |0.22 0.10 | ZONE
-

Respectfully submitted,




LTACIFIC
REGIONAL
@PERATIONS, INC. P.O.Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

MEMO

TO: File
SUBJECT: 1980-81 Annual Assessment Work - Chico Property

FROM: William Vanderwall, Geologist .

The Chico Property contains 49 unpatented mining claims requiring not less than
$100 worth of labor, per claim, be performed each year. According to our agree-
ment to purchase the property, we are required to perform said labor.

Toward this end, and our need for subsurface information on specific structures
on the property, our geological staff selected four drill-hole sites. Three ex—
ploratory holes were drilled, the fourth being inaccessible to the drill rig.
Clark-Oliver Drilling Campany, Inc., 419 S 113th Place, Apache Junction, Arizona,
85220, was contracted to perform the drilling.

Hole #1, located approximately 1,750; WEL and 1,650' NSL, Section 31, designed

to explore the junction of the Jamison vein with the Bronco Dyke is collared in
the dyke near the adit of the Jamison Mine. Three rock types were encountered
while drilling hole #1 to 115', namely granite porphyry, rhyolite and diorite,

all of which yielded small amounts of sulfide minerals when panned. A grey
quartz vein was encountered in the interval 70'-75' which assayed 0.21 ounces
Au/ton, 1.32 ounces Ag and 2.1% zinc with a small amount of copper and lead. Con-
sidering the angle of the hole and the dip of the dyke, the quartz vein is approx-
imately 3' wide.

Hole #2, located approximately 1,625' WEL and 2,700' NSL of Section 31, is also
collared in the Bronco Dyke and was designed to explore the dyke as well as the
junction of the cashier vein with the dyke. Three rock types were encountered
while drilling to 120', namely, rhyolite, diabase and diorite, all of which yield-
ed small amounts of sulfides when panned. Red and green quartz veins closely
associated with the diabase assayed 0.31 ounces Au/ton, 1.63 ounces Ag and 2.7%
zinc with lesser amounts of copper and lead. The quartz veins cut the diabase
and appear to accumulate 7'-9' in total width.

Hole #3, located approximately 1,200' EWL and 1,100' SNI. of Section 31, in the center
of the Chico Basin near Duval property. It is collared just east of a rhyolite dyke
and was designed to explore a gossanized quartz vein below the level of oxidation.
Diorite and rhyolite were encountered while drilling hole #3. The target quartz
vein appears fram 120' to 127.5' but has major sulfides (50% of sample) from 122.5-
125'. The rich zone assayed 1.46 ounces Au/ton and 12.65 ounces Ag with nearly 1%
Cu. 7% zinc and minor lead. Considering the angle of the hole and the dip of the
dyke, the quartz vein is approximately 2.5' thick. Total depth of the #3 hole was
155' and is making 10 gallons per minute water.

Three holes were drilled, using Odex screw on casing, through the Jamison ore stock-
pile to determine depth of ore. The results indicate previous volumetric analysis
must be discounted by 0.375. Thus our current calculations indicate 1,300 tons of
stockpiled ore.

(See hole logs and assays in file)



PACIFIC

o
R EGIONAL
@PERATIONS, INC.

Hole 1
Depth

5-10
10-15
15-20
20-25
25-30
30-35
35-40
40-45
45-50
50-55
55-60
60-65
65-70
70-75
75-80
80-85
85-90
90-95
95-100

100-105
105-110
110-115

TD 115
Hole 3

0-5

5-10
10-15
15-20
20-25
25-26
26-30
30-35
35-40
40-45
45-50
50-55
55-60
60-65
65-70

Description

overburden + decomposed granite

granite
granite + rhyolite
granite + rhyo (H,0)

granite + rhyo (rhyo inc.)

rhyolite + in.granite
rhyolite
rhyo

rhyo + f. gr. qtz.

rhyo + f. gr. qtz. inc.

rhyo

rhyo

gray qtz

granite

granite

granite

granite + qtz (?)

hard granite (diorite)

making less than 1 gpm H,0

decomposed granite
dec granite
granite (diorite)

i (2 gpm Hp0)

gouge + qtz shards
granite (diorite)
fresh granite (hard)

J (H20 inc)

granite fresh
granite + rhyo
rhyo

rhyo

rhyo

P.O. Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

Exploritory Drilling - Chico property - July 15, 1981

Panned Concentrates

minor py (silvery)
"

v. minor py
v. minor py
minor py

n

py inc.

py inc.

minor py

minor py

oy + ccp (minor)
minqr py

minor py
barren
n

minor py + mag (?)
minor py + mag (?)
minor mag (?)

minor py
"+ mag.

minor py + mag (?)
barren

v. minor bronze py



D
]:P ACIFIC
D
IE§§|5(31()PJAJ;
@PERAT]ONS. INC. P.O. Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147

Exploritory Drilling - Chico Prooerty - July 14, 1981
Air Rig - Clark Oliver Mining and Drilling Co.

Hole 2
Depth Description Panned Concentrates
0-5 DK, Limonitic rhyolite + Mn Stain minor py (silvery)
5-10 Limonite Rhyo- Lightening "

10-15 Rhyo - minor limonite stain !

15_20 " " n

20-25 Rhy - minor stain (Fe + Mn) "

25-30 Rhyo "

30-35 Rhy + Diabase (?) limonite stain py inc.

35-40 Diabase Timonitic stain minor py
40-45 Diabase ' "

45-50 Diabase Dy inc.

50-55 Gouge (small H,0) ny inc.

55-60 Gouge + a]tereﬁ qtz minor py + cco
60-65 LT. Amorphous qtz (?) minor py + ccp

65_70 n n (?) n n n

70-75 Diabase (more H,0) minor py
- 75-80 Diabase !

80-85 Diabase !

85-90 DK qtz (?) greenish "

90-95 DK qtz (?) "

95-100 LT, Green and red qtz py inc.
100-105 reddish qtz minor py
105-110 reddish qtz N
119-111 gouge (H»0) "

111-115 Hard fresﬁ granite (diorite) - barren
115_120 n " " n
TD 120 making approximately 2 gpm H20
DK = dark
py = pyrite
ccp = chalcopyrite
rhy = rhyo = Rhyolite
LT = Tight
qtz = quartz
v = very
f = fine
inc = increase
dec = decrease
mag = magnetite

ga = galena
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Hole 3 cont. HFW 25' after 12 hours
70-75 rhyo
75-80 rhyo
80-85 rhyolite (Hp0 inc)
85-90 rhyo
90-95 rhyo
95-100 rhyo

100-110 rhyo

110-115 rhyolite + gray f. gr. qtz.
115-120 rhyo + qtz

120-122.5 rhy + qtz inc.

. 122.5-125 "

125-127.5 " qtz dec.
127.5-130 rhyo + minor gtz
130-135 rhyo + granite

135-140 granite + minor rhyo
140-145 granite (hard dioritic)
145-150 granite " "
150-155 granite

TD 155 making 10 gpm H20

ODEX Ore Stockpile Holes

#1 5' to sand

#2 5' to sand

#3 6' to sand

approximately 5/8 of expected ore volume

Exploritory Drilling - Chico Property - July 16, 1981

v. minor bronze py
barren
barren

n

minor py + ccp (?) + ga
py + ccp + ga inc.
py + ccp + ga inc.
" “ " 1/5 sample
decreasing
decreasing
minor py + ccp
py + ccp inc
barren
minor py + mag

P.O.Box 716 « Scottsdale, Arizona 85252 « (602) 994-3147



PHONE 622-0813

1435 SOUTH 10TH AVENUE jjarnhg Agzay (!foi IP

TUCSON, ARIZONA 85713
Registered Assayers
Since 1880
R,

hed ; ﬁ . /y Tucson,sArizona,
ot 4 Sample Submitted by Mr. Nl 2Dc [/ INC {;4, é
5 % < =}
- GOLD LD SILVER CcoP LEA \ \ \ .
i pe o Val o P
Marked 2s. per ton alue ton zs. per ton er ¢ Per ¢ M nl:(el)gr;t Mﬂt
: ore e* ore WetAssa WetAss Asday et Asday et Assay
2148 g =" 4160
BLE/C | 2\ — 2 2  besimlp

217 /S |/R0%| Y |451/0 Jles

dél lﬁa

=
7] b Tl
"
/
™ s
/"A'" 25 ) - i -.'.'.\‘-
/! i BEa
!r l’ £ e " \i\ (
* Gold Fxgured4300'90‘pm"oz Troy Very respectfully/3 TP il
Charges $ /1\2 ; L
| B i ST
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1966 E, FIRST ST. TEMPE ARIZONA 85281 g 4
TELEPHONE 602-966-7761 :
pate DEC. 19, 1972
RESEARCI1 ASSAY REPORT
& ELEMENT 0ZS. PER TON | VALu; PER TON @ MARKET QUOTE s
60D (kW) 7 VSR R YT
SILVER (a6) | g9 124,69 1.8/
|
PLATINUM (pT)} 6T 81702 130 ge
j r I
RHODIUM (re) | 20 39,7%0%° 195 ==
G 190 .00 382
ridiam Ur) S8 e 850" 98 %

Copper (m 63165 | 3150  60.Cents

l
|
E SV ERE e B ke BN o L TS e, ‘i‘
i

Torhe Vane per TN G5042. 13

!' LAB PEFERENC?NUMER ,2 /20972 e /i
e T N N : LCHCO
Th'-f Assny WAaS: rnxsn FRO M
REMARKS : MINE ORE AND The ASSAY WAS MADE
ON ormpPouND oftore
FEE:%}J
SIGNATURE




ARG IE

1966 E. FIRST ST. TEMPE ARIZONA 85281
TELEPHONE 602-966-7761 for ChHarles &

nteane 11,79 GOETZ onN
RESEARCH ASSAY REPORT 427 A€o Shise ore

ELEMENT OZS-n PER TON VALUE PER TON @ MARKET QUOTE
 GOLD (Aw) /l Ve 24~ /70.‘_‘—
- SIVER (e | 472 y). &0

PLATINUM (pT)

RHODIUM (rH) |

PIADIUM (pD)

/4

7t91 |.¢co

| LAB REFERENCE NUMBER

LROM MINT \/ANgs

FEE oo™
. | S1GNATURE
o Aot EY ot
7. ///tix \/)



Arizona Testing L.aboratories

817 West Madison - Phoenix, Arizona 86007 - Telephone 254-6181

For Mr. Bill Sugden Date May 20, 1981
Post Office Box 716
Scottsdale, Arizona 85252

ASSAY CERTIFICATE

OZ.PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER COPPER L EAD Z I NC
1669 #1- 1.9 2.2 0.09 |8.7 7.8
R 15 R 0.39 |2.5 0.06 |1,7 2.1
: #3-\ | g:1e 1.5
44 1.6 2.0
PR s ot O . 1.5 |5.5 |2.5

Respectfully submitted,

e d
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9 3 Ma 96 ~
*~+ Shop No g.e.l...qo ......... Date..-.----.iM...?:...]... ..... g = ( ) :
Llg Bigfoyptc tomn i msiiiinie Phoenix, Arizona 85001 ‘ ;
ALUES 3
Arizona al.mzy Oﬂwe 0. 10 ,
2T N RN R
¥ L A ¥ g /% 815 NORTH FIRST STREET |
1 Ib. Copper......... ‘)/ / ’J /Y}/\ Phone: 253-4001 £
i 1T T e— 4 SN h O [ wvssnvonananaes: 2000 Lbs.
F Lo iy CHAS K .GOETZ MINING & EXPLORATION CO Zh:’,: o D oy
THIS CERTIFIES PHOENIX ARIZONA 88031 Long Ton 2240 Lbs.
N e, T J )’/ g o0 WEHE wsrucnce 22.4 Lbs.
SILVER GOLD TOTAL VALUE PERCENTAGE
marcs 7 | R ] v [ o8y | e | I S0 e
T [ree—
900=0209 «850( $1400( TRAGE 0,06
| &)
Charges $6°50 ......................................... ASSAYE...onreaeeeceeenecneee
\ /H Rt



D o TAE.T Date......20_SEPT. 1967
File N02359-2Q0- 5

Phoenix, Arizona 85001
Le‘t,uAt;u‘:t::lon alr‘zona alééay Olltce P. O. BOX 1148

102 GOM. ..o i senieaton

R, B s T 815 NORTH FIRST /§/TREET i
1 Ib. Copper......ccoceceucaeacenenns Phone: 253-4001 . ot
11b. Lead i pd Short Ton ....oooooeeeae. 2000 Lbs.
11D, ZinCeeoeeeee CHAS .E (GOET Z MINI EX}LO ION CO " Short Ton Unit ............ 20 Lbs.
THIS CERTIFIES PHOE NIX ARIZQ < Long TOR wveeeeeemeeree 2240 Lbs
z::‘t:ll;. - l’l'c:'lllt:::l o — 7 Long Ton Unit ......... 22.4 Lbs
MARKS PER TON vAwE/ PERTON vt - TOROE YALUE PERCENTAEL REMARKS

Ozs._[Tenths| PER TON ["0zs. TT00ths| PER TON | of Gold & Silver B e

TR - ]
| y L/ = §
(' [ { A\ VA V.
{ ﬂf) ' \ k}"’/‘@l‘}//(\/ :*‘
WIS 7S
\ J / ;/.ﬁ/// X e ¢ :
Z SR

\ Lé‘ y/ i
%, A/ g2

2 31
Charges $..880...... ..o, ASSQYer. ..o ) N/ s St '/.(/.c.‘.}.:. fsc.a
JACK STONE ./ Na.i 5y7e, 5P
ANDY CHUKA, PRINT T 1
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Q . o A VALLEY ASSAY OFFICE ()

oy B S’ . . .

;,v AND ORE TESTING LABORATORY

o MEMORANDUM OF ABBAY

S Charles B. Goets » s, R s T 17 L1968

| . TR . S e e

: PER TON OF 3000 POUNDS AVOIRDUPOILS COPPER, OR LEAD, OR ZINC

SAMPLE NO. SILVER ‘
AT PER OUNGCE AT PER LS. RAT @ PER LB BAT Y 4 PER LB ﬂ
(239 $ % $ CTe. % 8 CTS. * 9 oTs. ] :
o 0, 80 80[0.15 1 he [.20] - [0 il 2

Sepion i C
' VALLEY ASSAY OFFICE

AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY
tade for Tompe, Arisona, ___D80e 21 186
A COPPER, OR £ oR TOTAL
BAMPLE NO. QOLD SILVER

Wk ouncs i AT ven La.ll av PAR L. g
: 90 [ 10w | %{Q 'i [ s cne |_oTe.

) ~ VALLEY ASSAY OFFICE
AND ORE TESTING LABORA‘I’QRY

“ ' _ MEMORANDUM OF ASSAY
Alex Frohoroff Tampac Avintsi. Tec. 6 . 186

D8 AVOIRDUPOIS COFPPER, OR LEAD, OR TOTAL

VER
ouncEl AT () . 2PPsR La.l| AT() 15 PER LB
® jovall » » s | cva il 8 | cra
i 5 1.1l 8 l2sfr.alaleo 29
¥ ; Zinck--4N18.2| 54| 60 }i 5S4 | 60
Totdl-- || 73 | 89
b

BP0 Fo0N

-
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815 NORTH FIRST STREET - |t B ;
Phone: 253-4001 <
GHAS . .0OETZ MIKING s EXPLOBATION 00 Tin o
BOX 14700 . A
PEOENIX T
MARKS ‘ 7 UL ML PER TOM :ﬁ{%: ;
=2 { 369 Tae Blue o }
b & | B : . : :
h\ Sop o, _"_IQS e ™" 29 FEB 1968 : w_)
. O W - : ‘
vm? ® 0 )
‘ :"'""' . 7’ rezona a‘.uay ; e e
oR, cssamensaretssssvessanisen . . 3
oI 1 $15 NORTH FIRST STREET e
1 1, COPPOF.nercomnmermee \ Phone: 253-4001 5
ol . GHAS,.E,00BFZ MINING & EXPLORANION GO —
e PEORNIX ARIZONA g
e MARKS L= A O Yo -
k % ‘ .};;"
‘b 1\ .
| v - i ——
R ke
- AN 1068 S SRS
Rie No. .. 2336060 g Phose
vAL®ES 0 "
Lotest Quototien afnzona a’.uay ¢C¢ o
"-w-m--—ouw "-4‘.“"
: ‘815 NORTH FIRST STREET :
1 Ww
:::M*ZW MR ,GHAS X (GORT 7 MINING & EXPLORAFION GO o
PHOENIX ARIZONA 86031 oy
2&'. s e v Long !
MARKS ‘ 7o reale: fﬁzm
1 $270 3| 91 0 d
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AR VALLEY ASSAY OFFICE
S AND ORE TESTING LABORATORY

/

/ |/ MEMORANDUM OF ASSAY

%, for Charles E. Gietz Tamipe. Arisons, Feb 13
PER TON OF 2000 POUNDS AVOIRDUPOIS COPPER, OR

SAMPLE NO. SILVER
na ounct AT ] 2Pk ouncell AT () AQ PER LEJ AT

ozs. 0z8. $ _jeTs % 8 €78, %

S T os| 2 _aa#..m_u;.

ety

VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

1t A

MEMORANDUM OF ASSAY
Made for Coctz ininz Coe : Toempe, Arizena, _Eub, 1_’
PER TON OF 2000 POUNDS A _|| corPEr,OR “LEAD, OR
SAMPLE NO. GOLD SILVER || R
AT 25 R OUNCE| AT PER _OUNCE .AT 3 b& -A‘7
028, $ &) ; i e
- £ 3 1
. il i
;o %y [
AP } e e o S
- \ F 4 :.. e ..,_'_ \\
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PHHo/cl

(1966 E. FIRST ST, TEMPE ARIZONA 85281

 TELEPHONE 602-966-7761

g/ For
DATE L8/ 74 CHARLES A
RESEARCH ASSAY REPORT 60672
ELEMENT 0ZS, PER TON VALUE PER TON @ MARKET QUOTE
GOLD (auw) 2 25822 /2 Le.
SILVER (aG) 22,8 T74.92 3.3
PLATINUM (pT) 2./ 323.40 15422
v
RHODIUM (gH) A e
q6 =
PLADIUM (pp) 7
Cappin (c<) | 414 Iblew X T2.58 B
o 21, Z};o
V"?f‘;z e 934.20
LAB REFERENCE NUMBER o> = =/ ./ .
o o ‘e Fror The Chico Ore The
REMARKS: :7]:;7/«/—/515;2 Vg LUhCA /s A Seo vy Coprer
W sulfide ore wiith THE plotrie fefols
FEE:

Cormplexed with +he Copper

/1 i}
M)
J

AoV

SIGNATURE

%/;ﬁ)ﬁ%
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PHHb /el

1966 E. FIRST ST, TEMPE ARIZONA 85281
' TELEPHONE 602-966-7761

DATE_2-4 -7
RESEARCH ASSAY REPORT For Charles & éoe*zh_\
ELEMENT 0ZS, PER TON VALUE PER TON d MARKET QUOTE g
GOLD (auv) C.5 lod.o o r0 =
SILVER (a@) 2.§ 4L fo Z .2°

PLATINM (PTY 7, o

RHODIUM (RrH)

PLADIUM (pD)
Col{ﬁtr (u) s, S7 33.5 S 9 per /8
Zital Volie '
Per7en| # 111995
LAB REFERENCE NUMBER 0o 7402 €
Jamison Tlaim From Chico ORe
REMARKS : ,
- Thi§ Is A Veéry Compley ore - sAample
Fal .
H TeKar From //e;vy ;.‘/.;,Je
FEE: 2002

SIGNATURE il




PHHbLEL

1966 E. FIRST ST, TEMPE ARIZONA 85281
TELEPHONE 602-966-7761
DATE_2-/S -7 4
RESEARCH ASSAY REPORT FOR CHARLE GoETL

ELEMENT 0ZS., PER TON VALUE PER TON @ MARKET QUOTE

rd
GOLD (auw) 2L 8 0.2° J o
(6 n® 6=
SILVER (ae)
—
PLATINUM (pT) 5.,,.. ° 8257497-—- 745°°
RHODIUM (ru) |

PLADIUM (pD)

7e7 5/ \,rxuae/er 7o/~ {?3 y'g.‘.’f’.,

LAB REFERENCE NUMBER Q072 615

REMARKS : OFRE : Chico OBronco
« A
~FEE; 200 %
SIéNATURE

c;;zzéflzﬁ/c£:Q2§;oE§;x:,



TESTING LABORATORIES

@ ® L] L ® ® ® ? L L] L ® @ L ] L ] ® L ] ®
{ A DIVISION OF CLAUDE E. McLEAN & SON LABORATORIES, INC.
f PHONE 254-6181 817 WEST MADISON ST.  P. 0. BOX 1888  PHOENIX 85001
; .’/" ’ { ( ’ ’
;, Chemist. . . C/zf]uzaszs :
] ;
'
i For Date
| Mr. Charles E, Goetz August 30, 1966
: . Post Office Box 2228
Phoenix, Arizona
r Sample of " Received:
w0 Ore (pulp) o
: ,v Submitted by: 5 e
. ASSAY CERTIFICATE . //
Gold figured at $ 35.00  Perounce Silver figured at $ 1.29  Perounce
GOLD SILVER PERCE}TAGES
LAB. NO. IDENTIFICATION
i OZ.PER TON VALUE OZ.PERTON VALUE 3 V m
E‘
864
: Jamison Drift 0.55% Nil
\
Lofiin’s

L 4 Respectfully submitted,

¢ ARIZONA TESTING LABORATORIES

-{,‘ TN ./z,mg, A &Y AR

Claude E. Mclean, Jr.

i ; % = b . . e e DIRT L . WEC DR - SR R SIS R T M
i-3 S - -
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IRON KING Ass;‘;’\;‘omcs
"ASSAY CERFICATE

BOX 14 — PHONE 632.7410
HUMBOLDT, ARIZONA 86329

r ' 1 %;//Z/
ASSAY KZVIN M. KENNEY d'/,(o -/
MADE 1371 %, Lemen 8t. ' 7,
R Teare, Lrir. 85289 /74//%
y (= - , .
| | I'eh., 20, 196
Ite j" . DESCRIPTION "2':" "‘:’" X Feo % rh % Zn iCk
210217 till Foed 070 | .82 8,36 | 49| 0.77
2=10=18 _Cons_Chig 1 2176 | 1.3% | -
2=10-19 cons Chic 2 180 | 2,32
2-10-20  Bronco Dike Tunnel 2.912 | 3.89
CHARGES %3290 ASSAYER_ _




Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

For Mr. Bill Vandewall Date  June 30, 1981
1021 E. Spence

Tempe, Arizona 85281
ASSAY CERTIFICATE

0Zz. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER || COPPER | 1 oo 4 7ine
2281 ‘ '
WESTERN SCENE PROPERTY
NC-SS 0.60 2.3
SHU-SS 0.04 0.40
P-DO 0.02 2.9 0.20 4.8 5.3
P-SG 2s1 2.3

Respectfully submitted,




Arizona Testing Laboratories

817 West Madison Phoenix, Arizona 85007 Telephone 254-6181

For Pacific Regional Operations Inc.Date August 18, 1981
Post Office Box 716
Scottsdale, Arizona 85252
ASSAY CERTIFICATE
OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOoLD SILVER COPPER Z.inc Lead
2944 BVT 0.64 | 0.75 ||0.06 |.055 0.03 |
<) M-0X1 0.20 | 0.40
| M-0X2 0.09 | 4.7 |0.007 [0.22 | 0.10
_%R\R-OX 2.3 2.3
&)R-0X05 1.8 1.9
2
<:91Q2-T 2.0 2.0

Respectfully submitted,

s

Claude E. McLean, Jr.




Arizona Testing Laboratories

817 West Madison Phoenix, Arizona 85007 Telephone 254-6181

For Mr. Bill Vanderwall Date
961 West Parkway Blvd.
Tempe, AZ. 85281

July 18, 1980

ASSAY CERTIFICATE

OZ. PER TON PERCENTAGES

LAB NO. IDENTIFICATION = ey g na g oo -
6901 C-1 2.8 54.
G-10S 0.565 68.
J-10S 3+ 48. 12. %(6.0 %2 2.1 %
LB 1C S 5.3 0.43 ] 0.35 0.23
LB IV 3 26.
M IV 015 1.6

.
1
1
{
4
4
3
;
;




Arizona Testing lLLaboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

For:  Mr. William Vanderwall Date: July 17, 1980
961 West Parkway Blvd.
Tempe, Arizona

Sample: Water

Received: 7/11/80

Submitted by:

*1t

Same

less than

85381 Lab. No.: 6797

Marked: No Mark
AHico

REPORT OF LABORATORY TESTS

Copper 6.1 mg/L
Lead 0.061
Zinc 87.

Silver *1t 0.02

Respectfully submitted,
ARIZONA TESTING LABORATORIES

A A

Steven Hankins
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G-105

—— J /05

LE -]
LBV

M -1V

M A
2.8 sY
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Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

For Mr. Bill Vanderwall Date July 16, 1980
961 West Parkway Blvd.
Tempe, Arizona 85381

ASSAY CERTIFICATE

OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER COPPER LEAD ZINC
6825 #1 Trace| 3.4
#2 Trace| 2.2 032 0.13 R
#3 0.01 0.40 [|0.02 0.24 0.26
#4 0.84 |14. .37 8.3 13
#5 0.17 4.5 @~ 13 0.66 5.0
#6 0.01 0.60 (|2.8 0.08 0.25

Respectfully submitted,

ARIZONA TESTING LABORATOSR ‘

Al

Claude E. McLean, Jr.
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VALLEY ASSAY OFFICE
AND ORE TESTING LABORATORY

MEMORANDUM OF ASSAY ! 4
Charles E. Goets Oct. 16 67
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1435 SOUTH 10TH AVENUE
TUCSON, ARIZONA 85713
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“Arizona Testing Laboratories

817 West Madison Phoenix, Arizona 85007 Telephone 254-6181

For Mr. Bill Vandewall Date . June 30, 1981
1021 E. Spence
Tempe, Arizona 85281
ASSAY CERTIFICATE
OZ. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER COPPER Lead Z_i nC
2281 C-BDLT 'c&co Trace | 0.05 [ 0.05 | 0.01 |0.04
C-BDLT-QP) T™ae | Trace 75 0.04 3.5 1°0.45
NC-SS 0.60 2.3
_ WESTerRA
SHU-SS S 0.04 0.40
P-DO PRo 0.02 2.9 0.20 4.8 5.3
P-SG i 2

Respectfully submitted,
ARIZONA TESTING L

Wosd

Claude E. McLean,




Arizona Testing Laboratories

817 West Madison Phoenix, Arizona 85007 Telephone 254-6181

Mr. Bill Vandewall Date  Jguyne 30, 1981

For
1021 E. Spence
Tempe, Arizona 85281
ASSAY CERTIFICATE
; OZ.PER TON PERCENTAGES
LAB NO. IDENTIFICATION ok A bR Lead Zi »
2281 C-BDLT Trace | 0.05(0.05 | 0.01 0.04
C-BDLT-0P Trace | 7.5 ||0.04 | 3.5 0.45
NC-SS 0.60 | 2.3
SHU-SS 0.04 | 0.40
P-DO 0.02 | 2.9 ||0.20 | 4.8 5.3
P-SG 2.1 2.3

Respectfully submitted,

WL e et



Arizona Testing LLaboratories
817 West Madison « Phoenix, Arizona 85007 « Telephone 254-6181

August 22, 1980

Mr. Bill Vanderwall
961 West Parkway Blvd.
Tempe, AZ. 85281

Dear Mr. Vanderwall:

We are enclosing the assay report on your
samples marked LB-1C and J-10-S from Jacobs Assay
Office. The gold determinations checked very
poorly with our results on atomic absorption.
This points out a problem in the best use of
atomic absorption versus fire assaying. For a
low grade ore atomic absorption is very suitable
and is more sensitive than fire assay. For high
grade ore and concentrates, fire assaying is a
better method because the sensitivity of the atomic
absorption assay is so high that you must use
dilutions or a small sample size.

For high grade samples such as the ones
in question you would save time and money by
sending them directly to Tucson for fire assaying.

Yours very truly,

ARIZONA TESTING LABORATORIES

L &z(\/&//&”\

Claude E. MclLean, Jr.
Registered Assayer

CEM:aml
encl.



Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181
For: Mr. William Vanderwall Date: July 17, 1980
961 West Parkway Blvd.
Tempe, Arizona 85381 Lab. No.: 6797
Sample: Water Marked: No Mark
Received: 7/11/80 dwu 0

Submitted by: Same

REPORT OF LABORATORY TESTS

Copper 6.1 mg/L
13 Lead 0.061

Zinc - 87.

Silver *1t 0.02

Respectfully submitted,
ARIZONA TESTING LABORATORIES

Kgmm

*1t = less than Steven Hankins
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Arizona Testing Laboratories

817 West Madison Phoenix, Arizona 85007

For Mr. Bill Vanderwall Date
, 961 West Parkway Blvd.

Tempe, Arizona 8538]

ASSAY CERTIFICATE

Telephone 254-6181

July 16, 1980

OZ. PER TON

LAB NO.

IDENTIFICATION

PERCENTAGES

GOLD SILVER COPPER LEAD ZINC
MAP 1D. NO.
6825 1. #1- Trace| 3.4

L #2- Trace| 2.2 0.32 0.13 0.32
s #3 0.01 0.40 ||0.02 0.24 0.26
4 #4 0.84 | 14. 0.37 8.3 13.
& #5 0.17 4.5 0.11 0.66 5.0
L #6 0.01 0.60 ([2.8 0.08 0.25

Respectfully submitted,




Arizona Testing Laboratories

817 West Madison - Phoenix, Arizona 85007 - Telephone 254-6181

E Mr. Bill Vanderwall July 2, 1980
o 961 West Parkway Blwd, . _oaw SO ,
Tempe, Arizona 85281
ASSAY CERTIFICATE
02Z2. PER TON PERCENTAGES
LAB NO. IDENTIFICATION
GOLD SILVER COPPER
6646 [ig' #1 0.08 |46.
5 2 0.13 |16.
¥ 3 0.16 |43.
i 4 0.14 4.8
8 5 0.03 |20.
h9 3 0.04 |23.
20 7 10.49 0.50

Respectfully submutted,
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Arizona Testing Laboratories

For Mr.
961 West Parkway Blvd.
Tempe, AZ. 85281

817 West Madison

Bill Vanderwall

Phoenix, Arizona 85007

Date

Telephone 254-6181

July 18, 1980

ASSAY CERTIFICATE

~ 0Z.PERTON - PERCENTAGES

LAB NO. IDENTIFICATION P o comen TLEAD ZINC
6901 c-1 2.8 54.

s G-10S 0.55 |68. ‘

e J-10S 3.3 48. 12. 2/6.0 % 2.1

o LB 1C 3.3 5.3 0.43 | 0.35 0.23

nt LB IV 3.3 26.

12 M IV 0.15 1.6

Qureo

Uond. & 2ue

Claude E. MclLean, Jr.




Arizona Testing Laboratories

|
; 817 West Madison - Phoenix, Arizona 856007 - Telephone 254-6181

' 961 West Parkway Blvd.

|
E, For Mr. Bill Vanderwall Date July 2, 1980
| Tempe, Arizona 85281

J

ASSAY CERTIFICATE

LAB NO. IDENTIFICATION e - PERCENTAGES
| GOLD SILVER COPPE R
| - — ’ L
“ 6646 #1 0.08 46 .
| 2 0.13 |16.
3 0.16 43.
4 0.14 4.8
5 0.03 20.
6 0.04 23.
7 0.49 0.50

| Respectfully subnmitted,
|

ARIZONA TESTING LABQAZAY
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