
The following file is part of the Doug K. Martin Mining Collection 

ACCESS STATEMENT 

These digitized collections are accessible for purposes of education and research. We 

have indicated what we know about copyright and rights of privacy, publicity, or 

trademark. Due to the nature of archival collections, we are not always able to identify 

this information. We are eager to hear from any rights owners, so that we may obtain 

accurate information. Upon request, we will remove material from public view while we 

address a rights issue. 

CONSTRAINTS STATEMENT 

The Arizona Geological Survey does not claim to control all rights for all materials in its 

collection. These rights include, but are not limited to: copyright, privacy rights, and 

cultural protection rights. The User hereby assumes all responsibility for obtaining any 

rights to use the material in excess of “fair use.” 

The Survey makes no intellectual property claims to the products created by individual 

authors in the manuscript collections, except when the author deeded those rights to the 

Survey or when those authors were employed by the State of Arizona and created 

intellectual products as a function of their official duties. The Survey does maintain 

property rights to the physical and digital representations of the works. 

QUALITY STATEMENT 

The Arizona Geological Survey is not responsible for the accuracy of the records, 

information, or opinions that may be contained in the files. The Survey collects, catalogs, 

and archives data on mineral properties regardless of its views of the veracity or 

accuracy of those data. 

 

CONTACT INFORMATION 
Mining Records Curator 

Arizona Geological Survey 
416 W. Congress St., Suite 100 

Tucson, Arizona 85701 
602-771-1601 

http://www.azgs.az.gov 
inquiries@azgs.az.gov 

http://maps.google.com/maps/place?q=Arizona+Geological+Survey&cid=17499330617712548165
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For 

ARIZONA 

Mr. Bob Schoose 
724 South Stapley 
Mesa, Arizona 

Sample of Ore 

Submitted by: same 

TESTING LABORATORIES 

A DIVISION OF CLAUDE E. McLEAN & SON LABORATORIES, INC. 

817 WEST MADISON ST. PHOENIX, ARIZONA 85007 PHONE 254-6181 

Date 
Octoper 25, 1974 

Received: 
10-23-74 

ASSAY CERTIFICATE 

Gold figured 01 $ 200.00 per ounce Si I ver fi gured ot $ 5.00 per ounce 

GOLD SILVER PERCENTAGES 

LAB. NO. IDENTIFICATION 
!!OZ. PER TON I ! OZ.PERTON VA L UE V ALUE 

8022 Main Shaft 1st 0.68 $136.0( I 
level 

2nd level stope 10 • 95 $190.0 
.. , .. ..... ~ . .. -

.-- .--- - 1--. . - - . _4. '-

"--~ 

-
I 

I . 

~ 

Respectfully submitted, 

ARIZONA TESTING LABORATORIES· 

~£('~;t~ 
Claude E. McLean, Jr. 



For 

ARIZONA 

Mr. R. Schoose 
724 South Stapley 
Mesa, Arizona 

LAB NO. IDENTIFICATION 

8880 Table Top 

Tailing 

I 

TESTING LABORATORIES 

A DIVISION OF CLAUDE E. McLEAN & SON LABORATORIES, INC. 

815 WEST MADISON STREET PHOENIX, ARIZONA 85007 PHONE 254-6181 

Date February 26, 1975 

ASSAY CERTIFICATE 

OZ. PER TON PERCENTAGES 

GOLD SILVER COPPER 

2.90 1. 45 

0.09 0.10 

Respectfully submitted, 

ARIZONA TESTING LABORATORIES 

Claude E. McLean, Jr. 



For 

LAB NO. 

5147 

Arizona Testing Laboratories 

815 West Madison . Phoenix, Arizona 85007 . Telephone 254·6181 

Golden Idol Mines 
724 South Stapley 
Mesa, Arizona 85204 

Date September 16, 1977 

ASSAY CERTIFICATE 

oz. PER TON PERCENTAGES 

IDENTIFICATION 
GOLD SILVER COPPER 

Water Fall O. 17 

Tailing Wash 0.19 
. ~ 

After tailing and 0.25 
waterfall connect 

Respectfully submitted, 

ARIZONA TESTING LABORATORIES 



PRODUCT DEVELOPMENT CHEMICAL ANALYSIS 

I 
.\':>; . 

DjYIIIO~·V . . 

9236 NORTH 10TH AVE. . ' 

Bob Schoose 
724 South Stapley 
Mesa, Arizona 857.04 

.--
RESULTS 

Lab No. Chemical Uranium, % as U:PS 

17333 

17334 

Respectfully submitted, 

ARC LABORATORIES 

O.Oll 

John P. Sickafoose, Ph.D. 
Technical Director 

APPLIED RES EA RCH 

TORIES 
602 943 ·3573 

DATE DeceITb2r 11, 1978 

LAB No. 17333-4 

Gold, oz/I' 

0.17 



Arizona Testing Laboratories 

817 West Madison ' Phoenix, Arizona 85007 ' Telephone 254,6181 

For ~'1 r . lv ill i a mEl kin s Date December 19, 1979 

ASSAY CERTIFICATE 

OZ , PER TON PERCENTAGES 

LAB NO, IDENTIFICATION 
GOLD SILVER COPPER 

3431 1 loa d 0.03 7.6 .- .1 , 
" 

3 mine 0.69 l.4 

3 vein 0.05 0.35 
i .. 

" 
" , 

t o. 
" , 

Respectfu lIy submitted , 

ARIZONA TESTING ~ 

Claude E. McLean, Jr. 



For 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 . Telephone 254·6181 

I-IAJl()!"O S"AIVY£/f 
81"11 1 5 Welding Shop 
4001 East Madison 
Phoenix, Arizona 85034 

Date 

ASSA Y CERTI FI CATE 

OZ. PER TON 

August 25, 1980 

PERCENTAGES 
LAB NO. IDENTIFICATION 

GOLD SILVER COPPER 

~~~J 
0 . 01 27. No Mark 7463 

IbO' E (Jv('IJklllllS8 /lI."'~ "'.-'11 a.A.A tL~ 1- l ~,L ~£. .. ,.,-
V ~.:t ')...C I ( iv e~ Wfo..J. Iv, r,.f .7/-4 ?6~ f 

J&5M . 
, 

v (C'~1 '*"" 'J{.4-o-tt./2hl{le~ dO 
/, '1"7 J~( <> 

'0~ 

I 

Respectfully submitted, 

i/i:d)iDA 
Claude E. McLean, Jr. 

Y't:>6 I 

. . 
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PRODUCT CE:VELOPMENT CHEMICAL ANALYSIS APPLIED RESEARC H 

ARC LAr TORIES ., . 

Division J ( '"Ar.i 

9236 NORTH 10TH AVE. 

Hr. Bob Schoose 
724 S. Stapley 
Mesa, Arizona 85204 

Pear Mr. Sdloose: 

¥P' 
. . . ~Y.! 

. . ' ,.::: . '" · ... S)ift.snts, Inc . 
. o'X'" ~ 502/943·3573 

January 11, 1979 

This is to fonnalize our quote on the coarse ore rolumn studies for 
cyanide leaching of your gold ore. 

The study will include: 

1). Line and/or caustic ronsumption to bring the ore up to and maintain the 
pH above 10.5, possibly up to pH 11.0. 

2). Sodium cyanide consumption vs. the arrount of gold recovered. 

3). Pumping rates used and 

4) . Ratio of solution voltllTe to ore tonnage. 

5). Gold recovery vs. tine of leaching. 

The report will not include any information on rerroval of gold fran the 
solution into charcoal or further purification of it. That work can be done as 

_ an additional project if you choose later. Design of 't:l"e pads, permits for the 
operation will be your responsibility. 

The use of cyanide is hazardous, particularly to those unfamiliar with it. 
We assurre no responsibility beyond the accuracy of our work, for 't:l"e total arrount 
of our invoioe. 

We will ho~d the tv.D buckets of ore and wait for your ~. . If you choose 
to not work the R _ rty, we nay be able to locate scmeone to do so. I look 
forward to hearing from you. 

JPS/cn 
Enclcsure.l . ' ~ .. 

Very truly yours, 

_/~L1v~rxv 
John p . Sickafoo e, Ph.D. 
Technical Director 



P'<ODUCT DEVELOPMENT APPLIED RESEARCH 

., 

TORIES "" 
Division of A 

8238 NORTH IDTli AVE. 843·31573 

FOR: Ebb Schoose 
724 S. Stapley 

DATE January 11, 1979 

Mesa, Arizona 85204 LAB No. 17334 

RESULTS 

Description: Dump 

r~ld, Troy oz/T 0.17 

This report describes testing done for alkalinity and cyanide requirements on a 
oreliminary gold recovery leach done in the laboratory. 

Mesh size of ore = 100% minus 100 mesh 
Ore slurry RH as received 3.10 
Theoretical alkalinity requirer.ents - 1.5 lbs. caustic soda/l' 
Theoretical Sodium Cyanide requirements - 1.23 lbs/l' 
Gold recovery at the arove Cyanick and Caustic usage - 59.2% 

The leach was done in a closed, continuously stirred vessel for four hours at 
40% pulp density, a 0.20% sodium cyanide concentration at pH 11. 

Current quotes on caustic soda and sodium cyanide are $0. 31/lb. and $0. 64/lb. 
respectively. Theoretical chemical costs would he $0.47 and $0.79 for a total 
of $1. ~ h )n a gold recovery of $20.10tr. This covers only the cher.ti.cals for 
leaching. Further costs will be incurred for charcoal absorption, stripping 
and electrCMinning or srrelting. 

This ore shCMs significant pranise for anenability to cyanide leaching. Costs 
given are inljro~ionally high to avoid work on ores which would be marginal. 

I would now recanrend a column study on coarse are. ' Purping rates' and nore 
accurate chemical consumption rates will be determined versus the ti.rre required 
to extract the gold • 

. : Re~~~tfll Iy submitted, 

Me LABORATORIES 

• 
Johp P. Sickafoose, Ph.D. 

Technical t1l.rector ', 



PRODUCT DEVELOPMENT 

ARC 
9236 NORTH 10TH AVE. 

FOR: Bob Schoose 
724 S. Stapley 
Mesa, AZ 85204 

RESULTS 

GENERAL EXPERIMENTAL SET UP 

APPLIED R~&!' ARC H 

943·3!S73 

DATE 9 July 1979 

LAB No. 1 7 394 

Description: mine run 

A four foot high by four inch diameter column was filled 
with 33 pounds of mine run ore as received. This was saturated with 
water then the pH was adjusted with caustic by pumping solution 
through. After pH, control, sodium cyanide was added to 
begin gold eXtraction. After 276 hours of pumping, the gold 
recovery was 74.5% of the original 0.115 oZ/T. Cyanide used 
was 3.01 pounds of sodium cyanide per ton of ore. Caustic 
consumed was 0.80 pounds per ton of ore. 

PUMPING AND SOLUTION REQUIREMENTS 

The pumping rate was equivalent to 50 tons (240gallons/ton) 
of solution per day over a 100 ton ore body. Saturation 
of the ore took 86 pounds or 10.3 gallons of water per 
ton of ore. This amount of water will vary considerably 
with the temperature and time of year. The total pregnant 
liquor circulating was 50 gallons per ton of ore and maintained 
at this to account for evaporation. 

CAUSTIC CONDITIONING 

Pumping of the caustic solution with 0.33 pounds of caustic, 
sodium hydroxide, per ton of ore raised the pH to 10.4 in 
forty three hours of pumping. All additional caustic was 
added in combination with the sodium cyanide solution. , 

• . ,.. " .+ -~ •. 



PRODUCT DEVELOPMENT 

ARC 
9238 NORTH 10TH AVE. 

FOR: Bob Schoose 

RESULTS 

APPLIED RESEARCH 

TORIES 
943·3S73 

DATE 9 July 1979 

LAB No. 17394, continued 

page 2 

SODIUM CYANIDE AND CAUSTIC REQUIREMENTS 

After pH conditioning with caustic, sodium cyanide was added 
to give a leach solution containing 4.48 pounds of sodium 
cyanide per ton of solution. Additional caustic was added to 
maintain the pH between 10.5 and 11.0. Final requirements 
of sodium cyanide were 3.01 pounds per ton of ore and total 
caustic usage was 0.80 pounds per ton of ore. 

Since this experimental setup was under ideal conditions, 
it may be expected that the chemical usages will increase 
in actual operation. This increase should not exceed these 
values by more than 50 %, unless the ore changes significantly. 

GOLD RECOVERY 

The gold in all solutions and ore was analyzed to determine 
recovery levels. The total gold in the mine run ore as received 
was 0.115 oZ/T. The gold left after leaching was in the 
greater than 3/4 inch size fraction at 0.010 oZ/T and in 
the less than 3/4 inch size fraction at 0.037 oZ/T. 28.5% of 
the ore by weight was greater than 3/4 inch, 71.5% by weight 
was less than 3/4 inch. The cyanide leaching operation recov­
ered 74.5 % of the total gold available in 276 hours of total 
caustic conditioning plus cyanide extraction time. Only 
233 hours of this was cyanide contact time. 

CAUTION 

The use of cyanide is hazardous, particularly to those unfam­
iliar with it. We assume no responsibility beyond the accuracy 
of our work, for t' ·. total invoice. 

John P. Sickafoo 
Technical Direc 

cortaining cyanide should never go below 9.0! 

Ph.D. 

. ~ ~ . . ~ . 



For 

LAB N O. 

1540 

1 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr . Earl Drummond 

I DE NT IF ICAT ION 

#3 Winds 

Date May 13,1981 

ASSAY CERTIFICATE 

-
uz . P F II rON P ER C E N T/ \GES 

GO LD SIL VE R CO P PE R 

0.45 0.10 

Respectfully submitted, 

Claude E. McLean, Jr. 

I 
' I' 

. ~ 



For 

LAB NO. 

1540 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENllFICATION 

#3 30' Shaft 

Date May 13,1981 

ASSAY CERTIFICATE 

oz. PER TON PERCENTAGES 

GOLD SILVER COPPER 

0.24 0.10 

Respectfully submitted, 

ARIZONA· TESTING LABOR~~Jj~m~ 

Claude E. McLean, Jr. 

:J 



For 

LAB NO. 

1540 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENTIFICATION 

#3 Ore Pile 

Date May 13,1981 

ASSAY CERTIFICATE 

oz. PER TON PERCENTAGES 

GOLD SILVER COPPER 

0.37 0.10 

Respectfully submitted, 

Claude E. McLean, Jr. 

" 

f 



For 

LAB N O. 

1540 

Arizona Testing Laboratories 

817 West Madison . Phoenix , Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDE NT IFIC A T ION 

Silver Mine 

Date May 13.1981 

ASSAY CERTIFICATE 

OZ. PER T ON PERCENTAGES 

GO LO SILVER CO PPER 

0.05 16. 

Respectfully submitted, 

Claude E. McLean, Jr. 

. 

; 



For 

,.---_. 

L~UI NO. 

1540 

Arizona Testing l~aboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254 ·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENT IFICATION 

#3 Incline Jct. 

Date May 13.1981 

ASSAY CERTIFICATE 

-
01 . Pl H 'UN PEHC E Nl A{ ; IcS 

t-- .----. 
GOLD SILV£H cOPP~ 

0.37 0.15 

-----.. _ _ _ _ ._ L-__ --I 

Respectfu lIy submitted, 

ARIZONA TESTING LABOR~mii:J~~ 

Claude E. McLean, Jr. 



For 

-- . . 

I.All NO. 

1540 

_. 

Arizona Testing l.Jab()ratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IUENTIFICArlON 

#1 50' from out-
side portal 

Date May 13.1981 

ASSAY CERTIFICATE 

--_ .. - ._ ------_.-
U/ . Pf H I()N PEFiCEN r 

--
GOLU ~ILVEH L.UPPU~ 

1.3 0.30 

_ . . _ - _._- .- ------- -. 

Respectfu lIy submitted, 

Claude E. McLean, Jr. 



For 

LA!$ NO. 

1540 

Arizona Testing l~ab()ratories 

817 West Madison . Phoenix, Arizona 85007 . Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IOENTIFICATlOI',I. 

#1 Winds <D 

Date May 13.1981 

ASSAY CERTIFICATE 
..r 

.---- .. _-
U/ . Pl H rON PERCfN r/HiES 

GOLD SILVeR COPPER 

--------l-------/ 

0.99 0.05 

-- -

Respectfully submitted, · 

ARIZONA 'TESTING LABOR~~t.e5~ 

Claude E. McLean, Jr. 



For 

I J\6 NO. 

1540 

Arizona Testing l ... aboratories 

817 West Madison . Phoenix, Arizona 85001 . Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

I DENTIFICATION . 
.. ' 

#1 40' from out-
side portal 

Date May 13,1981 

ASSAY CERTIFICATE 

07 . PfH TUN PERCEN rAGEs, 
.. 

GOLD !>ILV£H CUPP£:.H 

2.3 0.45 

--

Respectfully submitted, 

. 

ARIZQNA 'TESTING LABOR~~=~ 

Claude E. McLean, Jr. 



For 

LAB NO. 

1540 

Arizona Testing Laboratories 

817 West Madi50n . Phoenix, Arizona 86007 . Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IOENTIFICATION . 
'. ' 

#6 Right 6 ' 

Date May 13, 1 981 

ASSAY CERTIFICATE 

OZ . PER TON PERCENTAGES 

GOLD SILVER COPPER 

1.6 0.20 

Respectfully submitted, 

Claude E. McLean, Jr. 

. 

. ~ 



For 

LAI;j NO. 

1540 

Arizona Testing Lab()ratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IUENT IFICA TION· 

#6 Start 0 

Dilte May 13,1981 

ASSAY CERTIFICATE 

-
UZ. . PFH I U N PERCEN f l 

GUlU SILVER COPPE.H 

2.2 0.30 

-_. 

Respectfully submitted, 

AR I ZONA · TESTtNG LABOR~Qlja~ . . . 

Claude E. McLean, Jr. 



For 

,---

LAU NO. 

1540 

L..-. .• 

Arizona Testing L .. aboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

I D E NTIFICA TI ON . 

10' Outside portal 

Dilte May 13,1981 

ASSAY CERTIFICATE 

._----_. r-----
lll . P ill I U N PERC E: N UH; t:. ~ 

- -- -,--- -- . _ .. - -- -- - ------i 
GOLD Si l VE R CO I-'PF 

.. - ---- - f----- .-.-. - .- t--- ----l 

0.51 0.15 

__ _ . _ _ _ ~ __ ___J 

Respectfu lIy submitted, 

ARIZQNA'TESTtNG LABOR~~G~ 

Claude E. McLean, Jr . 

.' 



For 

LA U NO. 

1540 

ArizOIla Testing Lab()ratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENTIFICATION . 
,. ' 

20' Outside Portal 

Date May 13,1981 

ASSAY CERTIFICATE 

07 . PEH IUN 

GOLD 

.-

1.2 

SILV 

--'" 

o . 35 

Respectfully submitted, 

ARIZQNA 'TESTtNG LABOR~_=:r?i 

Claude E. McLean, Jr. 



For 

I 
LAI:I NO. 

1540 

L--- . 

Arizona Te~ting Laboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254 ·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENTIFICATION 
. , 

#1 Winds 1 

Date May 13.1981 

ASSAY CERTIFICATE 

- ~.---- -. 

oz . PER rON PERCENlp.. _. 
GOLD SILVER CUPPER 

0.25 0.10 

: 

- -- _. 

Respectfully submitted, 

Claude E. McLean, Jr. 

'. 



I 
I · 

b· 
I 

) 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 . Telephone 254-6181 

For M. S. P. & Company Date May 13,1981 
ATTN: Mr. Earl Drummond 

ASSAY CERTIFICATE 

o z. PER TON PERCENTAGES 
LAB NO. IDENTIFICATION 

GOLD SILVER COPPER 

1540 #5 Surface 2.3 0.65 
#6 015 Hand 

dump 
pic 0.13 0.10 

#6 Discovery 0.17 0.05 
#6 Discovery #1 0 . 33 0.10 
#6 Discovery off 0.18 0.05 

vein 
#6 Left 6 1 1.7 0.25 
#6 Right 6 1 1 .6 0.20 
#6 Sta rt 0 2.2 0.30 
#6 Roof 0.07 Trace 
10 1 Outside portal 0.51 0.15 
20 1 outside portal 1.2 0.35 
Silver r~ i ne 0.05 16. 
Silver Mine 2 0.01 1.7 

Wash Shaft 0.09 0.05 

, 
.~ l""- q 

,I" 
. 

:- . ' t.'" . 
• 

I 

Respectfully submitted, 

ARIZONA TESTING LABOR~flliB;t~~ 

Claude E. McLean·, Jr. 

J 



Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 . Telephone 254·6181 

For M. S. P. & Company Date May 1 3, 1 981 
AT TN: t~ r. Ear lOr u m m 0 n d 

ASSAY CERTIFICATE 

OZ. PER TON PERCENTAG ES 
LAB NO. IDENTIFICATION 

GO LD SILVER COPPER 

1540 #1 Portal 0.15 0.05 
#1 ~v i n d s 0.20 0.05 
#1 Winds cb 0.25 0.10 
#1 Winds 0.99 0.05 
#1 30 1 from outside 0.07 0.05 
portal 

#1 40 1 from outside 2.3 0.45 
portal 

#1 501 from outside 1.3 0.30 
portal 

#3 Bottom O. 1 7 O. 10 
#3 Foot wall 0.03 0.10 
#3 Hang wa 11 0.02 0.05 
#3 incline j ct. 0.37 0.15 I 

#3 Ore pi 1 e 0.37 O. 10 
#3 51 right 0.06 0.05 
#3 1 5 I right 0.02 0.05 
#3 20 1 right 0.02 0.05 

"If' #3 30 1 shaft 0.24 0.10 
#3 <;urface n n') 0.05 v.v..> 
#3 ',ds 0.45 0.10 

~. . '\\ 

Respectfully submitted, 

Claude E. McLean, Jr. 



For 

LAl:I NO. 

1540 

Arizona Testing Laboratories 

817 West Madi$on . Phoenix, Arizona 85007 . Telephone 254·6181 

M. S. P. & Company 
Mr. Earl Drummond 

IDENTIFICATION .' 
,. 

#6 Discovery #1 

Date May 13 ',1981 

ASSAY CERTIFICATE 

oz. PER 1 UN PERCENT AGE.S 

GOLD SILVI::R COPPER 

0.33 0.10 

Respectfully submitted, 

ARIZQNA TESTING LABOR~ •• ~ 

Claude E. Me Lear:a. Jr, 

" 

~ 



For 

LAB NO. 

1540 

Arizona Testing Laboratories 

817 West Madison . Phoenix, Arizona 85007 Telephone 254·6181 

M. S. P . & Company 
Mr. Earl Drummond 

Date May 13,1981 

ASSAY CERTIFICATE 

- -
o z. Pl ~ 1 UN PERCENT AGES 

IDENTIFICATION ' -
GOLU !>ILVE~ COPPER 

'--- --_. 

#5 Surface 2.3 0.65 

. . _-

Respectfully submitted, 

.. . 

ARIZONA 'TESTING LABOR~aleli~ 

Claude E. Mclean ,; ~r. 
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ASSAY 
MADE 
FOR 

REF. 
NO. 

L 

;,' 

DESCRIPTION 

CAlJrt.tJCf I 

~\ 

, 

,< ,::~"j.-

IRON KING ASSAY: OFFICE 

ASSAY CERTIFICATE 

;, 

..'}"'"; . 
. ~::' 

BOX 247 - PHONE 632-7410 
HUMBOLDT, ARIZONA 86329 

~A'Jt 
~ oz/ton f 

Au Ag 

~J7~ ~/ Ij, .-
-;: I \ 1, Y )''''J T~ 

~r 
" 

..... 

t /4 Yo 
% Fe %Pb %Zn % Cu 

. 

• 1, 

, . 
"~-I . 

< 
" ... 

' .~ d 
'" c, • • 

". , 

':.~ 

,;..1 ~ 

:~ASSAYER. __ ~'------,:,,--,-;-~ __ Af _·' _ 

J 

ASSAY 
MADE 
FOR 

REF. 
NO. 

L 

DESCRIPTION 

fJs 
, 

IRON KING ASSAY OFFICE 

ASSAY CERTIFICATE 
BOX 247 - PHONE 632-7410 

HUMBOLDT, ARIZONA 86329 

ozIton 
Au 

lO-O~ 

oz/ton 
Ag % Fe %Pb % Zn % Cu 

':j~~ T. ~~,.~--~----------------------------+-----~----r---~~---4-----+-----+-----

\'), I; 

;l"t:~~--+---------------------------~r----4-----4-----+-----+----~----~----­~i'''1 , 

~I :<i 

~ . . 

-
ASSAYER P'~ , ---------------.-' .... =.~~ .. ''-'' 



ASSAY 

MADE 

FOR 

r 
BOB SCHOOSE 
72~ So. Stapley Rd. 

L Mesa, Ariz. 8502~ 

DESCRIPTION 

IRON KING ASSAY -OFFICE 

ASSAY CERTIFICATE 
BOX 1~ - PHONE 632·7~10 

HUMBOLDT, ARIZONA 86329 

June 
oz/ton oz / ton D !iS~ri 

Au Ag 

25 .. 1974 
ut~Pen % Pb % Zn 

SCI'een analYsis. samole crushed to i 
1 

minus 10M. 

H~~n ~~mr'll ~ 17 '1 . 
+ 20M .'>~O 16.q8 

+481-1 .29 140 _ Rf'I 

:;100 18 11 q.OO . 
+1 '>0 .21 6.05 .' 

_1'10 .~6 117 .11 j-~ " , -( 
~ I 

1A\l.Vt: ......... . ~ 
. V· ............. 

IN ~,!) -,~ -~.D;1 , , 
,.- ~. .' .. 

! /' (1-V;; v:: lY'" ,. 
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