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IRON KING ASSAY OFFICE ﬁa

ASSAY CERTIFICATE %r, b
BOX 14 — PHONE 632-7410 18-
HUMBOLDT, ARIZONA 86329 Recy, ) ¥
ESSEX INTERNaTICHMAL INC. )
Submitted for assay by: %Eggogfsfxrg;?ng 51;%5 Sept. 27, 1973
SAMPLE DESCRIPTION ) 7 cu )
Tag disentegrated ' c.t¢ | 0 1
# 08219 7, 0.10 )
# 08301 0.50 L
# 08307 1.97 3
# 06308 2,42
# 08311 0.32 |
# 08312 0.23
# 08315 0.70 E
# 08317 | 0.57 %
# 08318 0.86 -
# 08320 1.15 |
# 08322 0.59
# 0832k 0.78 E | _
# 08326 0.92 | ;
# 08331 1.57 f |
# 08333 0.84 | §
# 08339 0.11 ; |
# 08313 0.18 | |
# 08346 0.2k g |
#108247 0.21 i i
# 08350 0.29 f?}gﬁuﬁwik
# 08351 0.2k LA}‘-@4 Lo L
REHREZ. # 09283 RRY , /Q;ngl i;,
# 09292 0.50 /\?l _’,»,%Uff/



IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIGIWAL INC.
1704 West Grant Road

Submitted for assay by:Tficson y Ariz, £p705

Sept, 30, 1973

SAMPLE DESCRIPTION %“pu

# 09286 0.41 S
#.09287 B 0.32 1
#ooue3 L owe j 0.22 ]

# ool f 0.20

# 09495 1 0.21 B
# 09498 i/ 0.17

# 08302 0.65

# 08306 1.06

# 08310 0.96

# 08349 0.24

# 08352 0.18

# 08427 0.62 I

# 08463 0.06

# 08480 0.06 |

b 08534 0,26 *

# 08551 0.38 |

# 08523 0,36 |
T 0.65 f
#.08160 0T 0.%0 |

# 08303 0.67 g

# 08304 0. 87 Lj nghjnlf‘.\
# 08309 2.80 1 f'//%ngﬁ*f;
# 08313 0,19 §,§§;, }\13
# 08319 1.68 N "




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSEX INTERWATIOWAL IkC.
1704 West Grant Road.
Submitted for assay by: Tucson, Ariz. {5705 Oct. 1, 1973

SAMPLE DESCRIPTION % cu ;_
# 08321 0.02
# 08325 0.75
# 08342 0.16
# 08355 0.57 o
# 08336 . 0.42
# 08338 0.27
#_ 08359 0.29
# 08341 0.18
# 08348 | 0.18
# 06383 0.24
# ogiigh 0. 14 o
# 06385 0.13
# 08398 0410 §
# 08401 0.17 .
# 08402 | 0.1%
# 08403 0.13
# 8ok12 0.85
# 0841k 0.86
# 08420 0.62
: # 0843 0.52 s e
# 08448 0.70 /ﬁ;Q)r)VﬁJL7
# 08452 0.53 J\bi}fijjJi 4
."'skw /0} l\,‘\l
T




' : | IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSEX INTERNATIOWAI INC.
1704 West Grant Road

Submitted for assay by: Tycson, Ariz., 85705 Oct. 2, 1973
- SAMPLE DESCRIPTION z Cg“_*m__w_h_”____-_ -

~ # 08455 0.63 o

~ # 08466 0.09 N

_# 08467 0.09 N
# 08469 0.09 N
# 08472 0.08 S
# 0847Y 0.13 S S
# 06475 0.07 I .
# 08477 0.12
# 0848k 0.08. L _
# 08485 0.07 R
# 08489 0.07 I
# 08490 0.07_
# 08491 0.06 j _
#_ 08495 0.08
# 08496 0.07 1‘ I
# 08497 0.06 |
# 08507 0.25 '
# 08511 0.32 |
# 08521 0.3k
# 08558 0.35 v,/ A}hfg)&V -
# 2% No tag 0.5% {/ \/jf ,Q/-/ L
# 08305 0.63 ik ﬂ_,/)e" -’
# 08316 0.70 )d/uv R} 3”?



IRON KING ASSAY OFFICE 8
ASSAY CERTIFICATE oy 4
BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329 ;?EC‘E..
S
ESSEX INTERKATIOWAL IKC.
1704 West Grant Road
§ubmiﬂed for assay by: Tucson, Ariz 85708 Oct. 3, 1973
SAMFLE DESCRIPTION N % cu
) /
//#08319 270 0.10
{ 4 08327 0.77
"# 08328 0.45
N # 08329 0.63 .
_# 08330 0.80
- # 08332 1.48
/ # 08337 0.17
 # 08340 0.22
# 0834k | 0.27
. # 08345 0.21
N #0835 0.3¢
# 08361 0.28
# 08362 0.45
# 08365 0.09
# 08367 0.07
_# 08369 0.10
# 08377 0.07
# 08378 0.09
# 06380 0.05 ,
_# 08380 0.11 .,...VL‘*{
# 08386 0.19 | -
# 08395 0.33 - /\F"‘f
# 08407 0.1k4 //
: 7 Uk
# 08415 0,70 ,




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Gtant Road

Submitted for assay by: ___ Tgeson, Am, 85705 Oct. 3, 1973 _
SAMPLE DESCRIPTION i i 7 cu I
# 08422 | 0.30 ]
no_tag /2 0.3% )
tagdisentegpated 7 0.10 I
. # 08500 0.43 1 ]
# 08501 0.08 ) )
# 08502 0.09 N
# 08504 0.46
# 08508 0.40 o
# 08510 0.23
# 08512 0.30 e
— #.08913 0.29 J ..... -
# 08522 0.35  o
# 08524 0.40
# 08527 0.26
# 08532 0.35
# 08532 g 0.60 ]
# 08535 0.23
# 08537 0.33
# 085kl 0.37
* # 08546 0.3k e
# 08547 0.141 iAf;@ivil!{:}{
# 08548 0.40 | /f@ o
#_ 08549 0,32 _ /ﬁJ/' \.3l7,5
# 08550 0.35 o




IRON KING ASSAY OFFICE

ASSAY CERTIFICATE DM
BOK 14— PHONE 6127410 CCT 161973
HUMBOLDT, ARIZONA 86325
ESSEX INTERHATIONAL INC. RECEIvED
§ﬂgﬂ§1@L§§ybwgzgtnﬁfézrgg?ntARd. Octoberle, 1973
SAMPLE DESCRIPTION - 7 ﬁu.‘ B o
# 08559 0.27 _
# 08562 0.31 o
# 08563 0.28
# 08564 0.30
< # 08568 ‘ 0.10
# 08569 0.05 T
# 08572 0.04% |
! _#08975 0.0k4 |
' #08586 | 0.04 -
/_# 08588 0.0% |
4 08590 0.0} :
# 08591 0.0% ' f -
. # 08593 0. 04 | ﬁ _____
# 08597 010k |
# 08598 0.06 |
' # @KFER0 08600 0.06 f
4 L6071 0.05 |
" # 08602 0.05 ;
. _# 0860k 0.0k
' 4 28 0908k .36 :
' # 09265 0.38 R
| NIL% I
# 09286 0.3k M
._# 09289 0.35 Lyiéiﬁikkx% .
‘§ 09290 0.47 | //‘uL/\j:}m’??«




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSEA INTARsT. 0iial 1.0,
170% Yest Grant Rcad,

- Submitted for assay by: Tucson, ariz, (5705 Oct. 13, 1973 -
- ) SAMPLE DESCRIPTION % gu { - f"ﬁ o
# 092¢1 0.56 |
i # 09293 0.32 L
# 09245 | 0.29 R
# 0926 0.24 o
' # o8kes D.5% | ;
# 08435 0.68 S N
# OfLka 0.72 -
| 71
- 5 0&k50 0.60 | 5
. #05406 0.32 Agj 7i_
. # 08411 0.72 f %
#0813 ). 7% ; ;
R R ' E2 j .
’ poolhe 3 .63 ! 1
| # Ofuoh 046 ; -
L 08426 0.66 f ;
" 4 oflog 0.60 | | |
i # 08429 D.73 |
" # 06430 1 0.63
v # 08431 0.71 .
|_# ouhah 0. 2 | ' |
G 7 O0Lh36 0.66 L»ﬂSQj;ﬁ““rV
. i 08437 | 0.74 ;LA}¢£j¥;lf“
N # 08439 0.58 _| ”ﬁﬁxgg .31H§
i 0EhkLo | 0.47 .H;&f  i)y. '
_ 3




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX IHTERNATICKAT INtION
170% West Grant Road.

Submitted for assay by: _Tucson, ariz. £5705 1, 1573
SAMPLE DESCRIPTION % Cu
i # 08457 0.1 b
v 084l 0.64% -
- # 08446 0.51 S -
T # oehss 0.36 N
~ % 08460 0.37 -
™ # 08hL2 0.57 ‘f e
- # 08453 0.49 |
#: 0Bk F3xx kg L»_ -
# OBl5L 0.52
~ # 08461 0.4¢ ? |
T4 0862 0.06 -
# 08468 0.09 | o
#0846 0.05 ‘
T # 0831k 0.09 ' |
 # 06323 0.12 i
~ # 08334 0.1¢9 5 ;
- # 00335 O. 1k | *
# 08357 0.11 | |
# 08358 SRR }
i 2636k RxRY ! ac | *
# 08366 0.14 A"L‘U'“ §
4 08368 0.09 Wby ’
~ # 06370 0.10 ; /*ﬂ@\ e
# 08371 0.10 /NJ‘ -_m,”"}' *




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
BSsma INTERNATICONAL INC.
1704 West Grant Road.

Submitted for assay by:

Tucson, ariz. ©5705 Qct. 13, 1973 -
SAMPLE DESCRIPTION 7 cu -
~ # 08372 0.09 -
— # 08375 0.1k _
£ 08379 0.12 -
—~ # 08387 0.11 o
— # 08388 0.50
~ _# 08389 0.82
~ # 06390 0.32
- # 08391 0.58
- # 08392 0.36 |

# 0E394 0.27 | 5

i 08396 0.12
~ i 08397 0.07 ] -
~ # 08476 0.10 | i
~ # 08478 0.08 L
~-# 08479 0.09 [
#0841 0.06 | f

i 08483 0.17 |
- # 08487 0.09 E
> # Qt48¢ 0.07 {

< # 0f4oD 0.22

\# eRkERx 08493 0.09 ~44wwa

# 08495 - Q.62 A

# 08l98 0.10_] L

# 2Rk9H 08408 (dup.?) | o K




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSHX INTERHAT IONAL INC.
1704 West Grant Road.
Submitted for assay by: Tucson , Ariz. 857 o)) Oct. 13 , 1973

SAMPLE DESCRIPTION %Cu )
\ # 28%99 08499 0.10
© # 08505 0.24%
\ # 08506 0.23 B
.# 08509 0.25
|
»,K‘ #0651k 0.37 . #
N £ 08515 0.29 N
N # 08518 0.31 |
\_# 08520 0.36 |
S # 06523 . 0.%0 L
- 08526 f 0.28
e e . RRERR 08528 K| 0.35 ) X
" _# 08529 0.31
 # 08530 | 0,30
N # a8531 0.35
™ 4 08533 0.33
\_# 0920k 0.30 |
4 0ooaf, - 0.31 |
n - ‘,,
# 00451 - ‘ 0.54% !
‘. 08516 Q.40 |
| # 08538 0.34
\ 4 08538 0.30
__# 0thig " 0.k45
N 4 oBau1 | 0.38
‘\.;';- 08542 0.35




IRON KING ASSAY OFFICE

ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERKATIONAL LIRNC.
170% west Grant Road
Submitted for assay by: Tucson, A_iz. 35705

Qctober 13, 1?73

SAMPLE DESCRIPTION

7 cu .
\ # 08543 0.3k )
\ # sRSW8 08552 0.43
\ # 08555 0.1
\ # 08559 - 0.35 ]
) # 08566 0.07 ) I
\ ¢ 08570 0.08 ]
,\\ # 08577 0.06
\ # oe580 0.06
\ # 0£592 0.08
> # 08594 0.06 |
¢ 08595 0.07 )
M # 08599 0.060 N
M 08609 0.08
N# 08603 0.07
. # 08601 fz‘ 0.10
\ # 08606 0.11
“# 08605 0.06
" # 08608 0.08
4 08609 ., 0.30
\\# 08364 0.09 g
~ # 0£373 R:fg , M%N a
N #0837k 0.09 ,?/Nyﬂjb.;»fv
:\_# 08376 0.09 )g//u » L%
\ # oB3ERx 08382 0.18 L g




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-.7410
HUMBOLDT, ARIZONA 86329

BESSHEX INUBHNATLONAL INC.
170% West Grant Road

Submitted for assay by: Tucson, Ariz. 85705 Oct. 13, 1973
SAMPLE DESCRIPTION % Cu ]
\# 08393 0.06 B
A # OBLok | 0.46
~ # 08405 0.41
#"‘QS%B - 0.22
S # 08409 0.40
4 08416 0.63
>~ # 08419 0.49
" # 08417 0.5%
N4 08421 | 0.70
N # 08433 0.61
~# 06438 0.70
N 4 o8 0.50
N # 084ks 0.52
4 08y 0.48
~ # 08456 ‘4 0. 64
N\ # ogues . 1.18
N # 08470 ‘ 0.07
N 408471 0.05
~# 08483 0.09
N # 08482 0.05 =
#0849k 0.08 IAFW .
N g 08503 _ 0.27 v s ,jﬁ“,
# 0850k . 0.28 ”j-oﬂ 175
\ # 08510 - 1.03 P




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNAT:ONAL INC.
1704 west Grant Road

Submitted for assay by: Tucson, Ariz. 85705

Oct. 13, 1973

SAMPLE DESCRIPTION 2 o o

‘‘‘‘ # 08517 0.46 )
~ _# 08519 0.3%

\ # 08525 0.26

\_# 08540 0.33

4 mEgEm ofsks 0.28

N # 08557 0.3k4 -

h # 0£560 0.29

N 4 oks65 0.3k

- _# 08567 0.05

N # 08571 0,06

S #.08573 05 | | o -
- # 08578 0.05 B
\ 4 oz 0.06

\ ¢ BEEYR 08576 0.08

N # 08579 0.03
N # 08581 0.0k

\ # QR 08500 0.05

\ # 08583 0.05

N 4 0858k 0.0k4

\ 4 o8ses 0.06 -

B # 08589 0.0k v UJ"
'\ £ 08596 0.0Y4 [U\L A ih k,;\“

v éﬁ/l} S iie
?’J , /01




P IRON KING ASSAY OFFICE
\ gt ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410

&’\f / HUMBOLDT, ARIZONA 86329
4%, ESSEX INTERNATIONAL INC.

1704 West Grant Road.

Tucson, Ariz. 85705

Submitted for assay by: Nov. 197
SAMPLE DESCRIPTION % Cu
« >~ 8P-1_ 30-35 0.1
S M 140-145 0.6k
S n 230-240 0.58
S m 175-280 0.57
SP-2  225-230 0.31
" 310-315 0.33
" 330-335 0.3k
" 345-350 0.40 )
" 350-355 0.30 (jff)ﬂ
" 355-360 0.29 !
" 365-370 0429
W 380-385 0.43 %ir
SP-3  15-20 0.12 \
\
" 180-185 0.07 '
" 190-195 0.09 A
SP-% 5-10 0.21 | A} B
; 35240 WERY,
" 0.47
" 0.34
" 265-270 0.35
" 280-285 0.33
W 290-295 0.45
SP-5__95-100 0.22
__ n__175-180 | o.08

il

180-185

0.07




o™ N‘}‘QP IRON KING ASSAY OFFICE A ) X ¢
M épv\ ASSAY CERTIFICATE Noy
[)\P BOX 14 — PHONE 632-7:;0' R 6 ]-973
r T ' ECE“":'.::

ASSAY

MADE ESSEX INTERNATIONAL INC.
FOR 1704 West Grant Road
| Tucson, Ariz. 85705 _

DESCRIPTION ox/ton °‘A’;°" ‘ % Fe % Pb % Zn % Cu
/__# 9489 , 0.05
V' # 9k99 _ 0.69
/#9477 1.69

q: N
N\

CHARGES.







X )
o IRON KING ASSAY OFFICE X Ay
| ASSAY CERTIFICATE s 192
BOX 14 — PHONE 632-7410 k E
HUMBOLDT, ARIZONA 86329 Cg; VQD
ESSEX INTERNATIONAL INC. ~
170% West Grant Road
Submitted for assay by:T ucson, Ariz, 82202 Nov. 3, 1973
) SAMPLE DESCRIPTION % Cu
SP-6 90-95 1. 5%
N " 100-105 0.86
WV
&Q " 110-115 0.83
~F SP-7 180-185 0.12
(ﬁu 0005
o on 210-215 X% RxRF
Z[\‘ " 220-225 0.20
I # 5041 0.59
t\i‘} /8151 | 0.04
3 { 818 "
_\X_bg@\ 3 | 0.07
J 8191 0.06 .
v 8222 0.2 po)
/ 8219 0.34 (
\J
’ 8401 0.12
{ 8473 0.09
g 8“-8'% O. 13 PROJ!&I' NO, msnvcmvresdsmatmmmtutwad
A BUDGET NO.
J 9299 Q.OS APPROVED BY ~eeorceeof e e
/ 9333 0.08
s - ONLY
Bag marked HES-3
110-115) i 9346 . 0.80
~/ 9346 \ 0.10 1%
1 Y 9379 0.1:8 GEED op
; F:"a’ Cay \ N
/ oh23 0.27 VLS| b
/9476 0.29 di A
1% "%\\%, )
/9487 0.23 N S Y

//W @ -/2.6° | 4.,.,.‘.;-——‘1-0" ‘-3‘4. %J;i;"w




1y IRON KING ASSAY OFFICE X ag

ASSAY CERTIFICATE Okc2g,
BOX 14 — PHONE 632-7410 97J
HUMBOLDT, ARIZONA 86329 RECEI v g
D

ESSEX INTERNATIONAL
170k W. Grant Rd.

&

Submitted for assay b

Defember 26, 1973

SAMPLE DESCRIPTION m‘._
# 8663 0.23
4 8664 0.26
# 8665 0.2%
4 8668 Q.23
#;-855? 0.20
# 8668 0.18
_# 8669 0.25
£ 8670 0.18 \
# 8671 0.21 ﬂ}ﬂ)}
4 8672 0.31 'KJ
# 8673 0.26 V f“f
7% 0.23
e o | /7]
Y d ¢
4 BE76 0.24 —- 0'&
# 8678 0.20
# 8679 0.27
# 8680 | 0.2Y%
# 8681 ‘ 0.28
# 8682 0.28
#8683 0.22
# 8684 0.51
# 8685 0.1k
.06

A 7700 (teth o Fgetho )



",n'*x o @/‘,
e‘ ’ IRON KING ASSAY OFFICE O A4
ASSAY CERTIFICATE “26,,
BOX 14 — PHONE 632-7410 Q Q@ J
HUMBOLDT, ARIZONA 86329 Iyea
ESSEX INTEREATIONAL
17 We. Graﬂt; Rd.
Submitted for assay by: Tueson, Ariz. 85705 December 26, 197
SAMPLE DESCRIPTION ’ ca
# 8687 0.04
# 8688 0.28
# 8689 0.2%
_# 8690 ©.20
# 8691 0.28
# 8692 0.25
. # 8693 0.2k
. # 869 0.26
# 8695 0. /) N
# 8696 0.28 \ ﬁ/’/
# 8697 0.29 Q V,A/J
# 8698 _0.26 K| “1
# 8699 0oz | / J\!,l O(})’
_# 800 0.40 ‘\‘/
# 8701










IRON KING ASSAY OFFICE

ASSAY CERTIFICATE JA:*"
‘woksoLor, Auzona sz 2213y
BSSEX INTERNATIONAL, INC. Recg,, -
Submitted for assay by: é?ag:ogf’frgﬁngs%gd January 20, 197k
SAMPLE DESCRIPTION =r B
89kl 0.40
8945 0.33
8946 0.47
8947 0.1
8948 0.21
8949 0.36
8950 0.36
8951 0.31
8952 0.28
8953 0.2k
8954 0.26
8955 0.31
8956 0.33
8957 0.19
8958 0.15
8959 0.33
8960 0.32
8961 0.26
8962 0.32
8963 0.40
8964 0.1
8965 0.31
8966 0.27
8967

'F

0.35




IRON KING ASSAY OFFICE m",
ASSAY CERTIFICATE .,

BOX 14 — PHONE 6327410 e ?19;4
ESSEX Immarxom;um;:; S & Ve
170l West Grant Road © |
Submitted for assay by: Tueson, Ariz. 85705 January 20, 197k

SAMPLE DESCRIPTION % Cua

8968 0.21

8969 0.23

89 70 0.32

8971 0.18

8972 0. 24

8973 0.39

897% : 0.26

8975 0.19

8976 0.18

8977 0.22

8978 0.33

8979 0.30

8980 0.24

8981 0.21

8982 0.65

8983 0.55

8984 0.58

8985 0.62

8986 0.50

8987 0.46

8988 0.53

8989 0.6k

8990 9.67

8991 0.77

&



IRON KING ASSAY OFFICE

ASSAY CERTIFICATE 4y Ay
BOX 14 — PHONE 6327410 22 19)&
HUMBOLDT, ARIZONA 86329 QE

Bssex International Ine. Cg,

1704 West Grant Road £ |
Submitted for assay by: Tucson, Ariz. 85709 January 20, 1974

SAMPLE DESCRIPTION m

8992 1.07

8993 1.0%

8994 0.62

8995 0.83

8996 , 0.72

8997 1.07

8998 0.67

8999 0.53

9000 0.32

9651 0.37

9652 0.43

9653 0.42

96 54 0.48

9655 0.39

9656 0.56

9657 9.53

9658 0.35

9659 0.22

9660 0.38 )

9661 0.30 HED aSxd

9662 0.35 N a P

9663 0.36 M R %9}__

9664 | 0.26 \ SR v

AR fon KO
P S
oot



IRON KING ASSAY OFFICE X Aq
ASSAY CERTIFICATE JA/v??
BOX 14 — PHONE 6327410 1974
HUMBOLDT, ARIZONA 86329 Rgc &
BESSEX INTERNATIONAL, IRC. &p
1704 West Grant Road
Submitted for assay by: Tmeson, Arig.85705 January 20, 1974

SAMPLE DESCRIPTION % Cu

9665 0.50

9667 0.04%

9668 0.05

9669 0.06

9670 0.06
9671 0.07

9672 0.08

9673 0.07

9674 0.09

9675 0.05

9676 0.0l

9677 0.03

9678 0.03

9679 0.0%

9680 0.0l

9681 0.0%

9682 0.08

9683

968l 0.03

9685 0.0k

9686 0.03

9687 0.03

9688 | 0.03




L 4

IRON KING ASSAY OFFICE "'@a
ASSAY CERTIFICATE ‘/'4/V? >
BOX 14 — PHONE 632-7410 ® 1-97&
HUMBOLDT, ARIZONA 86329 QQQI
ESSEX INTERNATIONAL INC. Ve
1704 West Grant Road
Submitted for assay by: Eaeson, Ariz, 85795 January 20 |l92l'|-
_——T _——%,—_—7
SAMPLE DESCRIPTION :
9689 0.0k
9690 0.0%
9691 0.0%
9692 0.0%
9693 0.03
969% 0.02
9695 __10.03
9696 0.03
9697 0.03
9698 0.03
9699 0.04
9700 0.03
Zisp|CATS
/Y P78,
(2
a2
<ONA, V22







SKYLINE LABS, INC.

Hawley & Hawley, Assayers and Chemists Division s x M
., T ‘:',t‘. m\ P.0O. Box 50106, 1700 W. Grant Rd., Tucson, Arizona 85703
R . | SEP 111973
NG e CERTIFICATE OF
AL ANALYSIS RECEIVED
Cu
o SAMPLE IDENTIFICATION ppm
| 09252 3200 | .0
2 53 3000 .29
3 54 1700 | . /&
L 55 2700 |  2¢
5 56 2500 | .z 4
6 57 2300 .23
7 58 3500 |. 3¢
8 59 LBoo | 4%
9 60 Woo | 40
10 61 3700 .57
n 62 2600 .28
12 63 2400 .23
13 64 2300 | .22
14 65 1800 A7
15 66 2700 o 26
16 67 2400 | .23 Q)’
17 68 2500 | .24 :
18 n - |2800 .27
19 72 2200 2/
20 73 2300 .22
21 74 2400 22—
22 75 3000 .28
23 76 3900 | .38
24 77 2500 | .23
25 78 2300 S
26 79 2500 .23
27 80 3200 29
28 81 300 | .33
29 09282 3700 | _=0—
TO: - VHEMARKS: CERTIFIED BY:
Essex International
1704 West Grant Road Trace analysis |
Tucson, Arizona 85705
Attn: Mr. Kenneth Jones
ACCT.: = . - DATE REC’D: DATE COMPL.:
ESSEX INTERNATIONAL 9/6/73 9/11/73 347886




































































































SKQE LABS, INC.

Hawley & Hawley, Assayers and Chemists Division

P.O. Box 50106, 1700 W. Grant Rd., Tucson, Arizona 85703

CERTIFICATE OF

ANALYSIS

e SAMPLE IDENTIFICATION 9,/”

1 09252 0.30

2 53 0.29

3 54 0.16

b 55 0.26

5 56 0.24

6 57 0.23

7 58 0.34

8 59 0.48

9 60 0.40

10 61 0.37

1 62 0.25 7/ y 7 ¥
12 63 0.23 » / Sl AL K&_a_/
13 64 0.22 ’ /

14 65 0.17 o

15 66 0.26

16 67 0.23

17 68 0.24

18 71 0.27

19 72 0.21

20 73 0.22

21 74 0.22

22 75 0.28

23 76 0.38

24 77 0.23

25 78 0.21

26 79 0.23

27 80 0.29

28 81 0.33

29 09282 0.35
T0O: . REMARKS: CERTIFIED BY:
Essex International

1704 West Grant Road Single determinati

Tucson, Arizona 85705

Attn: Mr. Kenneth Jones

ACCT.: DATE REC'D: DATE COMPL.:

ESSEX INTERNATIONAL 9/6/73 9/14/73 347886




SKQE LABS, INC. | O

Hawley & Hawley, Assayers and Chemists Division .
P.O. Box 50106, 1700 W. Grant Rd., Tucson, Arizona 85703 % %

SEP 111973

CERTIFICATE OF

ANALYSIS RECEIVED

ITEM Cu

NO. SAMPLE IDENTIFICATION ppm

] 09252 3200

2 53 3000

3 54 1700

b 55 2700

5 56 2500

6 57 2300

7 58 3500

8 59 4800

9 60 4100

10 61 3700

11 62 2600

12 63 2400

13 6L 2300

14 65 1800

15 66 2700

16 67 2400

17 68 2500

18 71 2800 P b;,)éj

19 72 2200 "

20 73 2300 - |

21 7 24100 /}y

22 75 3000

23 76 3900

24 77 2500

25 78 2300

26 79 2500

27 80 3200

28 81 3400

29 09282 3700

[/ \) _.-'{;\;\:; . fc"P

TO: REMARKS: CERTIFIa{ BY| ‘::‘il { ‘;}\

Essex International i\ ‘lé/ g

1704 West Grant Road Trace analysis R, i %
Tucson, Arizona 85705 A :

Attn: Mr. Kenneth Jones “ -

ACCT.: DATE REC’D: DATE COMPL.: . \7
ESSEX INTERNATIONAL 9/6/73 9/11/73 347886










® IRON KING ASSAY om’
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
_ HUMBOLDT, ARIZONA 86329

r 1
assay BSSEX INTERNATIONAL INC.
mape 1704 West Grant Road.

FOR Tucson, Arz. 85705

|
L _.I |
Qct, 22, 1973 i
DESCRIPTION °’1’:“ °‘A’;°" % Fe % Pb % Zn % Cu 4
# 5057 0.36
# 5058 0.40
# 5059 0.4l }
0.04%

# 08587 | /Z/}l/
s (]

CHARGES j: g4




IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.

Submitted for assay by: Tuesaon.

1704 West Grant Road
Ariz, 8

SAMPLE DESCRIPTION

57208

Oct. 22, 1973

7 _Cu
# 3378 0.10
# 3377 0.13 ;
_# 3379 0.16
# 3380 0.18 i
# 3381 0.11
# 3382 0.35
# 3383 Q.23
# 3384 0.3%
# 33BE 3398 0.83
# 3399 0.57 ~\
# 3400 0.25 @)//
# 3401 0.l ?
# R 3429 0.56 / d
# 3430 0.61 /
# 3431
# 3432
# 3433
# 343l
# 3462
# 5026
# 5027
# 5028
# 5029




IRON KING ASSAY omc?
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Grant Road

7

Foe

Submitted for assay by: Tucson, Ariz. 85705 Oct, 22, 1973
SAMPLE DESCRIPTION % Cu
# 5031 0.65
# 5032 0.68
# 5033 0.56
# 5034 0.65
# 5035 0.58
# BEFEX 5037 0.71
# 5038 0.58
# 5039 0.70
# 5040 0.60
# 5042 0.6k
# 5043 0.49 yoo BN VA
# 504k 0.51 \
# 5045 0.59 V 1,/
# 5046 0,41 M
# 5047 0.32 / 0
# 5048 0.50
# 5049 0.56
# 5050 0.52
# 5051 0.71
# 5052 0.61
# 5053 0.60 A ’f?‘{f"bf' <\
_# 5054 0.49 [ ARG | LY
_# 5055 0.36 \K\‘{% “
# 5056 R e







®

IRON KING ASSAY OFFICE

ASSAY CERTIFICATE 7
BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSEX INTERNATI1ONAL INC.
170% West Grant Road
Submitted for assay by: _Tucson, Ariz. 85705 _Oct. 13, 1973
SAMPLE DESCRIPTION % Cu
] U# 08303 ", 0.06
\ # 0840k 0.46
N\ # 08405 0.k%1
A # 08408 0.22
N\ # 08409 | 0.40
\# 08416 | 0.63
N # 08419 0.149
N # 08417 0,54
4 08421 0.70
N # 08433 0.61
N\ # 08438 0.70 Jy/
\ # 08l 0.50 g,/
N\ # 08445 0.52 _
\'# 08447 0.48
N # 08456 0.6k ,
# 08465 1 1.18 t
N # 08470 0.07
#0847 1 0.05
-# 08483 0.09
N # 08482 0.05
N # 0849k 0.08
\ # 08503 0.27
# 08504’!‘ 0.28
L \# 085101. 1.03
: [ ______y .




ASSAY CERTIFICATE

IRON KING ASSAY OFFICE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNA'T'IONAL INC.
1704 West Grant Road.

Submitted for assay by: Tucson, Ariz. 8570 Oct. 13, 1973
SAMPLE DESCRIPTION "
\ 4 98499 08499 0.10
\ # 08505 0.24
\ # 08506 0.23
\# 08509 0.25
\ # 0851k 0.37
\ 4 08515 0.29
N # 08518 0.31
\_# 08520 0.36
™ # 08523 0.40
~ 08526 0.28 L
\ # pRgee 08528 0.35 ()ﬂ/)p
N # 08529
\ # 08530
_ # 08531
\ 4 08533
\_# 09294
\i 09298
# 09451 N
\ 4 o8s36
\ # 08538
\ 4 o8s30
4 0Bl10
# 08541

\4 ogsiz




IRON KING ASSAY omc’
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Grant Road.

Submitted for assay by: Tucson, Ariz. 85705 Oct. 13, 1973
SAMPLE DESCRIPTION 4 cu
— # 08372 0.09
— # 08375 0.1k
— # 08379 0.12
— # 08387 0.11
— # 08388 0.50
— # 08389 0.82
~ # 08390 0.32
—~ # 08391 0.58
— # 08392 0.36
~ # 08394 0.27
~_# 08396 0.12
~ # 08397 0.07
~ # 08476 0.10 Q Ju
N # 08478 0.08 \ v
~# 08479 0.09
N # 08481 0.06 /)
_ # 08483 0.17 {
~ # 08487 0.09
~# 08)-1-88 0,07
~ # 08492 0.22
\# efEagx 0(8;92 0.09 /f?%}%ﬂ:“@
# 08495 0.62 {’%,??‘d;mm G:‘-"\‘fa\)
# 08498 0.10 | || BTATLER
# pRks® 08498 (dup.?) | 0.k | N\ /




IRON KING ASSAY omc’ /
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
170% West Grant Road.

Submitted for assay by: Tucson, Ariz. 85705 Oct. 13, 1973
SAMPLE DESCRIPTION % Cu
{  # 08457 0. 41
C# o8kl 0.6k
— # 08h4lt6 0.51
— # 08458 0.36
~ # 08460 0.37
™ # 0o84k2 0.57
— # 08453 0.49
#x@REgZxx xkg
~ # 08454 0.52
~ # 08461 0.48
T # 08462 0.06
~ # 08468 0.09 .
~ # 0846k 0.05 7
= # 08314 0.09
~ # 08323 0.12 V
~ # 0833k 0.19 A
~ # 08335 o1 | |
# 08357 0.11
# 08358 0.1k
# RR3EE 2x8P
~ # 08366 0.1k%
~ # 08368 0.09
 # 08370 0.10
~ # 08371 0.10




IRON KING ASSAY OFFIC’
ASSAY CERTIFICATE 7/

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329
ESSEX INTERNATIONAL IIiC.
1704 West Grant Road,
Submitted for assay by: Tucson, Ariz. 8 5705

SAMPLE DESCRIPTION

Oct. 13, 122%

% Gu
s # 09291 0.56
¢ # 09293 0.32
S # 09295 0.29
' # 09296 0.24%
! # o8u2s 0. 5k4
I # 08435 0.68
I # 08449 0.72
v # 08450 0.60
J _#08406 0.32
J_# 08411 0.72
I # 08413 0.72
J # 08k18 0,52 £
: # 08423 0.63 (/}J
| # o8k2k 0.46 yl)
{ # 08426 0.66 o
Y # 08428 0.60 |
J_# 08429 0.73 [
/ # 08430 0.63
4 # 08431 0.71
I # o8u3k 0,84
4 # 08436 0.66
. # 08437 0.74%
J # 08439 0.58
I # 08440 0.47




IRON KING ASSAY omc’
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Grant Road

Submitted for assay by: Tu‘cson, Ariz, 85205

SAMPLE DESCRIPTION

Oct. 13, 1%73

9 _Cu
~ 1
# 08517 0.46
N # 08519 0.3%
\ # 08525 0.26
\\A# 08540 0.33
_# RRENW 08545 0.28
\ # 08557 0.3k
# 08560 0.29
\ # 08565 /;‘ 1 0.34%
- # 08567 0.05
\# 08571 0.06
\ # 08573 0.05
N\ # 08578 0.05 ,
# 08574 0.06 ﬁ/
\ & pgE¥R 08576 | 0.08 N
N\ 4 08579 0.03 VK/’/
\ # 08581 0,04 ,0
N 4 ®R6 08582 0.05 a
A # 08583 0.05
\# 08584 0.04
\ﬁ08585 0.06
# 08589 '

# 08596




[ ;{! ;
i ?
: ® IRON KING ASSAY OFFIC 4
SXM
ASSAY CERTIFICATE
BOX 14 — PHONE 6327410 OCT 1 61973
HUMBOLDT, ARIZONA 86329
ESSEX INTERNATIONAL INC. RECEIVED
1704 West Grant Rd.
Submitted for assay by:Ppyeson. Ari z. October 12, 1973
SAMPLE DESCRIPTION
eu.
! _# 08559 0.27
Y # 08562 0.31
\ # 08563 0.28
' # 0856k 0.30
I # 08568 0.10
. # 08569 0.05
i # 08572 0.0%
! $08575 9.0k
y_#08586 0.0%
I _# 08588 0.04
/ _# 08590 0.04
/__# 08591 0.04 ' \/
¢ # 08593 0.04 ﬂ/
\U"
©_# 08597 0104 y
v _# 08598 0.06 /
‘_# @EFERR 08600 0,06 <
/_# 08601 0.05 |/~ Y
Y # 08602 0.05
/_# 08604 0.04%
! # 28 09284 0.36
! # 09285 | 0.38
" # 09288 0. 34
I # 09289 - 0.35
! # 09290




® IRON KING ASSAY omc’ v
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329 RE CE lV
&p

ESSEX INTERNATIONAL INC.
1704 West Grant Road

Submitted for assay bg: Tucson, Arigz gizgs O%tg 3! !%Zi
. SAMBLE DESCRIPTION % Cu

/ # 08319 7 %" 0.10

I # 08327 . 0.77
{# 08328 0.85
‘# 08329 0.63

( # 08330 0.80

[ # 08332 1.48

/[ # 08337 0.17

/# 08340 0.22

{# 08344 0.27

[ # 08345 0.21

[ # 08354 0.38 P,
'# 08361 0.28 @//‘J
‘# 08362 0.45 |
# 08365 0.09 [
‘# 08367 0.07

i >N

' # 08369 0.10

| # 08377 0.07

‘ # 08378 0,09

{ # 08380 0.05

| # 08380 0.11

' # 08386 0.19

' # 08395 0.33

" # 08407 ' 0.14

' # 0Bt 0.70




Submitted for assay by:

ESSEX INTERNATIONAL INC.

IRON KING ASSAY OFFICE
ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410

HUMBOLDT, ARIZONA 86329

1704 West Gtant Road

SAMPLE DESCRIPTION

Oct. 3, 1973

% Cu

# 08422 0.30

no tag 7 0.3%
tagdisenteggated /f 0.10

# 08500 ? 0.43

# 08501 0.08

# 08502 0.09

_# 08504 0.46

# 08508 0.%0

# 08510 0.23

# 08512 0.30

# 08513 0.29 2V
# 08522 0.35 vV

# 08524 0.40 /q»/yr

# 08527 0.26 /L(\()

# 08532 0.35

# 08532 « 0.60

# 08535 0.23

# 08537 0.33

# 0854l 0.37

# 08546 0.34 T
# 08547 0.1 4
_# 08548 0.40

# 08549 0.32

# 08550 0.35

N




IRON KING ASSAY OFFICE

ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Grant Road

Submitted for assay by: Tucson, Ariz. 8570% OQct. 2, 1973

SAMPLE DESCRIPTION ﬂ Ca
- # 08#55 0.63
( # 08466 0.09
/ # 08467 0.09
- # 08469 0.09
" # 08472 0.08
" # 0847Y 0.13
! # 08475 0.07
" # 08477 0.12
¢« # o848y 0.08
" # 08485 0.07
( # o8486 0.07

" # 08489 0.07 2

" # 08490 0.07 ///p

" # 08491 0.06 v

" # 08495 0.08
# 08496 0.07
i # 08497 0.06
' # 08507 0.25
# 08511 0.32
¢ # 08521 0.3k
# 08558 0.35
# @8 No tag 0.53
# 08305 0.63
S # 08316 1l 10.70

yd. o2




IRON KING ASSAY OFFICE v
ASSAY CERTIFICATE

BOX 14 — PHONE 6327410
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.
1704 West Grant Road.

Submitted for assay by: Tucson, Ariz. 55205 OQct. 1. 197

SAMPLE DESCRIPTION % Cu
4 08321 0.02
# 08325 | 0.75
# 083k 0.16
# 08355 0.57
# 08336 0.42
# 08338 0.27
# 08359 Q.29
# 08341 ‘ 0.18
# 08348 0.18
# 08383 0.24
. o8l 0. 14
4 08385 0.13
# 08398 010 | 7 ¥,
# 08401 0.17 V
# 08402 0.1k ] a/J
2 08403 0.13 | /(ﬂ/}’
# 80412 - 0.85 |/~ )
# 0841k 0.86
# 08420 0.62
# 08l4k3 0.52
# 08448 0.70
# 08452 0.53
I S R—

<
X
%




IRON KING ASSAY omc’
"ASSAY CERTIFICATE

BOX 14 — PHONE 632-7410 o
HUMBOLDT, ARIZONA 86329

ESSEX INTERNATIONAL INC.

1704 West Grant Road ’
Submitted for assay by Tficson, Ariz. 857085 Sept, 30, 1973

SAMPLE DESCRIPTION

# 09286 2 <y [
# 09287 .
#oggy LTV
# oot 7,
# 09495 /[‘
# oouog )
# 08302\
# 08306
__# 08310 \
# 08349 X
# 08352 |
# 08427 /)\@
# 08463
# 08480 5\
$ 08534 |
_# 08551
_# 08553

- #0055 ffE
_J&Aomdg’ # 08160
| # 08303 °

# 0830k \
# 08309 }

# 08313 /
£ 08319 V. —

/MM';?J: c®




® IRON KING ASSAY OFFIC, y S,\, A
ASSAY CERTIFICATE Ocy p
BOX 14 — PHONE 632-7410 @]3
HUMBOLDT, ARIZONA 86329 k@ c G]
ESSEX INTERNATIONAL INC. Ve

170% West Grant Rd.

Submitted for clssal b!: :I:Ilgggg Q ;; g 8 i::gé . Segt . 2Z 1 22; .

SAMPLE DESCRIPTION

Tag disentegrated 0.16
# 08219 “ 0.10
# 08301 0.50
# 08307 1.97
# 08308 2.42
# 08311 0.32

# 08312 0.23
# 08315 0.70
# 08317
# 08318
# 08320
# 08322
# 0832k
# 08326
# 08331
# 08333
# 08339
# 08343
# 08346

# 08347
# 08350
# 08351

_# 09292




skCE LABS, INC. .y

Hawley & Hawley, Assayers and Chemists Division e
P.O. Box 50106, 1700 W. Grant Rd., Tucson, Arizona 85703 : x M

SEP 111973
CERTIFICATE OF 1
ANALYSIS RECEIVED
ITEM Cu
NO. SAMPLE IDENTIFICATION ppm
1 09252 3200
2 53 3000
3 54 1700
L 55 2700
5 56 2500
6 57 2300
7 58 3500
8 59 4800
9 60 L4100
10 61 3700
11 62 2600
12 63 2400
13 64 2300
4 65 1800
15 66 2700
16 67 2400

17 68 2500
18 71 2800 )”’/
19 72 2200 ) /ﬂ?ﬁP

20 73 2300
21 74 2400 ﬂMV)
22 75 3000

23 76 3900

24 77 2500

25 78 2300

26 79 2500

27 80 3200

28 81 3400

29 09282 3700

TO: REMARKS:

Essex International

1704 West Grant Road Trace analysis

Tucson, Arizona 85705
Attn: Mr. Kenneth Jones

ACCT.: DATE REC'D: DATE COMPL.:

ESSEX INTERNATIONAL 9/6/73 9/11/73




v~ N SK LABS, INC. ’
Hawley & Hawley, Assayers and Chemists Division
’ N P.O. Box 50106, 1700 W. Grant Rd., Tucson, Arizona 85703
NG CERTIFICATE OF
ANALYSIS
N SAMPLE IDENTIFICATION %Z
1 09252 0.30
2 53 0.29
3 54 0.16
b 55 0.26
5 56 0.24
6 57 0.23
7 58 0.34
8 59 0.48
9 60 0.40
10 61 0.37
11 62 0.25 :;7
12 63 0.23 %WW LL
13 64 0.22 éﬁ
14 65 0.17
15 66 0.26
16 67 0.23
17 68 0.24
18 71 0.27
19 72 0.21
20 73 0.22
21 74 0.22
22 75 0.28
23 76 0.38
24 77 0.23
25 78 0.21
26 79 0.23
27 80 0.29
28 81 0.33
29 09282 0.35
Tg:ssex | nterna t iona .l REMARKS: CERTIFIED BY:
1704 West Grant Road Single determin
Tucson, Arizona 85705
Attn: Mr. Kenneth Jones
ACCT.: DATE REC’D: DATE COMPL.:
ESSEX INTERNATIONAL 9/6/73 9/14/73




