CONTACT INFORMATION
Mining Records Curator
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416 W. Congress St., Suite 100
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520-770-3500

http:/ /www.azgs.az.gov
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The following file is part of the
James Doyle Sell Mining Collection
ACCESS STATEMENT

These digitized collections are accessible for purposes of education and research. We
have indicated what we know about copyright and rights of privacy, publicity, or
trademark. Due to the nature of archival collections, we are not always able to identify
this information. We are eager to hear from any rights owners, so that we may obtain
accurate information. Upon request, we will remove material from public view while we
address a rights issue.

CONSTRAINTS STATEMENT

The Arizona Geological Survey does not claim to control all rights for all materials in its
collection. These rights include, but are not limited to: copyright, privacy rights, and
cultural protection rights. The User hereby assumes all responsibility for obtaining any
rights to use the material in excess of “fair use.”

The Survey makes no intellectual property claims to the products created by individual
authors in the manuscript collections, except when the author deeded those rights to the
Survey or when those authors were employed by the State of Arizona and created
intellectual products as a function of their official duties. The Survey does maintain
property rights to the physical and digital representations of the works.

QUALITY STATEMENT

The Arizona Geological Survey is not responsible for the accuracy of the records,
information, or opinions that may be contained in the files. The Survey collects, catalogs,
and archives data on mineral properties regardless of its views of the veracity or
accuracy of those data.
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=<3 SKYLINE LABS, INC.

TS B 1775 W. Sahuaro Dr. ¢ P.O. Box 50106
EXERE) Tucson, Arizona 85703
A af €§ﬂ£> (602) 622-4836
REPORT OF ANALYSIS

MR. NOEL COUSINS
2509 N. Campbell
Tucson, AZ 85719

~

Analysis of 1& Rock Chip Samples

JOoB NO. VKM 050
April 18, 1990
PROJECT NO.: 7749«
305576-305591
PAGE 1 OF 1

FIRE ASSAY
Au Ag
ITEM SAMPLE NOQ. (ppm)  (ppm)
1 305576 .044 1.2
2 305577 ..010 4.4
3 305578 4.100 1.2
4 305579 .070 2
S 305580 .006 4
6 305581 »10.000% Y500.0% b Bleckee?
7 305582 .030 5.4
8 305583 -280 7.4
9 305584 -006 8
10 305585 .730 3.4
11 305586 .030 .6
1.4 _

12 305587 .110

#NOTE: Greater than normal geochemical range.
Please advise if fire assay is needed.

cc: Mr. George Cole

Charies E. Thompson . William L. Lehmbeck
- a ringistered Assayer No. 9427 Arizona Registered Assayer No. 5425

James A, Martin
Arizons Registersd Assayer No. 11122
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SKYLINE LABS, INC.

1775 W. Sahuaro Dr. ¢ P.O. Box 50108
Tucson, Arizona 85703

(802) 622-4836

REPORT OF ANALYSIS

JOB NO. VKM 032
August 19, 1989
PROJECT NO.: 7749
304552-304578

PAGE | OF 2
MR. NDEL COUSINS
2509 N. Campbell #3647 —= -
Tucson, AZ BS5719
analysis of 27 Rock Chip Samples
FIRE ASSAY
AU Ag
ITEM SAMPLE NO. (ppm) (ppm)
1 304552 1.200 12.0
2 304553 1.400 3.8
3 304554 .260 18 & Blede CaT
4 304555 620 2.9
S 304556 7.300 11.0
18 304569 044 1.6"
19 304570 .024 12073 Blah CaT
20 304571 075 3.6

Charles E. Thompson
. myistered Assayer No. 9427

Willlam L. Lehmbeck
Arizona Registered Assayer No. 9425

James A. Martin
Arizona Registered Assayer No. 11122



SKYLINE LABS, INC.
1775 W. Sahuaro Dr. * P.O. Box §0106
Tucson, Arizona 85703

(602) 622-4836
JOB NO. VKM 032
August 19, 1989 —
PAGE 2 OF 2
FIRE ASSAY
Au Ag
ITEM  SAMPLE NO. (pem)  (ppm)
21 304572 030 4.9 3.4 e~
22 304573 1.800 195.Q
%NC
cct CDOMINCO AMERICAN RESOURCES CORP.
Attn: Mr. George Cole
831 E. Glendale
Sparks, NV 89431
Charies E. Thompson William L. Lehmbeck James A. Martin
Arizona Regietered Assayer No, 9425 Arizona Registered Assayer No. 11122

Arizona Registered Assayer No, 9427



SKYLINE LABS, INC.
1775 W. Sahuaro Dr. » P.O. Box 50106

Tucson, Arizona 85703 :
(602) 622-4836
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JOB NO. VKM Q32
August 192, 1989 —
PAGE 2 OF 2

FIRE ASSAY

Au Ag
ITEM  SAMPLE NO. (ppm)  (ppm)
21 304572 .030 4.9 13 ade c f~
22 304573 1.800 195.Q. )
%N
cc: COMINCO AMERICAN RESOURCES CORP.
Attn: Mr. George Cole
831 E. Glendale
Sparks, NV 89431
Charles E. Thompson William L. Lehmbeck James A. Martin

Arizona Registered Assayer No. 9427 Arizona Registered Assayer No. 8425 Arizona Registered Assayer No. 11122



