CONTACT INFORMATION
Mining Records Curator
Arizona Geological Survey
3550 N. Central Ave, 2nd floor
Phoenix, AZ, 85012
602-771-1601

http:/ /www.azgs.az.gov
inquiries@azgs.az.gov

The following file is part of the West Oatman Project mining collection
ACCESS STATEMENT

These digitized collections are accessible for purposes of education and research. We
have indicated what we know about copyright and rights of privacy, publicity, or
trademark. Due to the nature of archival collections, we are not always able to identify
this information. We are eager to hear from any rights owners, so that we may obtain
accurate information. Upon request, we will remove material from public view while we
address a rights issue.

CONSTRAINTS STATEMENT

The Arizona Geological Survey does not claim to control all rights for all materials in its
collection. These rights include, but are not limited to: copyright, privacy rights, and
cultural protection rights. The User hereby assumes all responsibility for obtaining any
rights to use the material in excess of “fair use.”

The Survey makes no intellectual property claims to the products created by individual
authors in the manuscript collections, except when the author deeded those rights to the
Survey or when those authors were employed by the State of Arizona and created
intellectual products as a function of their official duties. The Survey does maintain
property rights to the physical and digital representations of the works.

QUALITY STATEMENT

The Arizona Geological Survey is not responsible for the accuracy of the records,
information, or opinions that may be contained in the files. The Survey collects, catalogs,
and archives data on mineral properties regardless of its views of the veracity or
accuracy of those data.
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REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG
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INTERVAL SAMPLED DESCRIPTION p,Db 0?74 ASSAYS
DEPTH LOG Au Au Ck. Ag As Sb Hg

] v /'7- Darts 77‘7 ,44554 ﬁao[\? Fe

v

] - - . 2%
235 Hv “f 1=3% pyrik  only - gl 5

L v -

g s
28 v

Vel v .

] A 4
28¢5 HY z

1 v 1

-7

] . gD
290 H v | Z

v - {10
295 H ‘

v [ \P

H |- 145
300 1 | END  oF HOLE

300

[T

[ITT

I TTT

LI




ChemeXx Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

994 West Glendale Ave., Suite 7, Sparks,
Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number : 1
Total Pages : 2

5301 LONGLEY LANE, STE. 157 Invoice Date:  6-FEB-91
RENO, NEVADA Invoice No. :  -9110878
89511 P.O. Number :

Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110878

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AR -
WO-91—-6 000 005 205 219 300
WO-91-6 005 010 205 219 130
WO-91-6 010 015 205 219 370
WO-91-6 015 020 205 222 700
WO-91-6 020 025 205 222 330
WO-91-6 025 030 205 219 551
WO-91-6 030 035 205 222 - 510
WO-91—-6 035 040 205 222 160
WO-91-6 040 045 205 222 435
WO-91-6 045 050 205 219 200
WO—-91-6 050 055 205 222 270
WO-91-6 055 060 205 222 155
WO-91-6 060 065 205 222 236
WO-91—-6 065 070 205 222 213
WO-91—-6 070 075 205 222 260
WO-91—-6 075 080 205 222 140
WO-91—-6 080 085 205 222 355
WO-91-6 085 090 205 219 380
WO-91-6 020 095 205§ 222 350
WO-91-6 095 100 205 222 245
WO-91~6 100 105 205 222 730
WO-91-~6 105 110 205 222 340
WO-91-6 110 115 205 222 255
WO-91-6 115 120 205 222 i85
WO-91-6 120 125 205 222 585
WO-91-6 125 130 205 222 625
WO-91-6 130 135 205 219 1210
WO—-91-6 135 140 205 219 250
WO-91-6 140 145 205 219 570
WO-91-6 145 150 205 219 . 505
WO-91-6 150 155 205 222 330
WO-91-6 155 160 205 222 360
WO-91-6 160 165 205 222 300
WO-91-6 165 170 205 222 275
WO-91-6 170 175 205 222 195
WO-91-6 175 180 205 222 265
WO-91-6 180 185 205 222 250
WO~91-~6 185 190 205 222 345
WO-91-6 190 195 205 222 315
WO-91-6 195 200 205 222 190
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ChemeX Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATICN INC. Page Number :2
Total Pages: 2

5301 LONGLEY LANE, STE. 157 invoice Date: 6-FEB-91
RENO, NEVADA Invoice No. : 19110878
89511 - P.O. Number :

Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CG: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110878

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-6 200 205 205 222 255
WO—-91-6 205 210 205 222 375
WO-921~-6 210 215 205 222 540
WO-91-6 215 220 205 219 180
WO~91-6 220 225 205/ 219 270
WO-91-6 225 230 205 219 145
WO-91-6 230 235 205 219 200
WO-91-6 235 240 205 219 145
WO-91-6 240 245 205 222 120
WO-91-6 245 250 205| 222 155
WO-91-6 250 255 205 219 175
WO-91-6 255 260 205 219 170
WO-91-6 260 265 205 222 305
WO-91-6 265 270 205 222 355
WO-91-6 270 275 2058 222 285
WO-91-6 275 280 205 222 165
WO-91-6 280 285 205 222 245
WO-91-6 285 290 205 222 230
WO-91-6 290 295 205 222 110
WO-91-~6 295 300 205 222 145

cmnmcmq@é/?fmgé@ /7/4&{244W




Nevada, U.S.A. 89431
PHONE: 702-356-5395

C h L b L d To: REYNOLDS METALS EXPLORATION INC.
emex Labs Lio. 5301 LONGLEY LANE, STE. 157
Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA
994 West Glendale Ave., Suite 7, Sparks,

CERTIFICATE AS9110878

REYNOLDS METALS EXPLORATION INC.

Project: WEST OATMAN
P.O.#:

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION
CHEMEX [NUMBER )
CODE  |SAMPLES DESCRIPTION
205 60 Geochem ring to appreox 150 mesh
219 17 Drying charge (0-10 pounds)
222 43 Drying charge (11-20 pounds)
272 43 Crush and split (11-20 pounds)

294 17 Crush and split (0-10 pounds)

89511 A9110878
Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
ANALYTICAL PROCEDURES
CHEMEX |NUMBER DETECTION UPPER
CODE  |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
983 60 Au ppb: Fuse 30 g sample FA-BAAS 5 10000




To: REYNOLDS METALS EXPLORATION INC. Page Number :1

Chemex Labs Inc. 5501 LONGLEY LANE. STE. 167

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No.  :19111083
%94 V(\jlestUGSIeRdale Ave., Suite 7, Sparks, 89511 P.O. Number

evada, U.SA 89431 Project: ~ WEST OATMAN
PHONE: 702-356-5395 Comments: ATTN: M. WINSTON GG: DR. D. JINKS ORIGINALLY ON A2110878

CERTIFICATE OF ANALYSIS A9111083

SAMPLE PREP Au FA
DESCRIPTION CODE oz/T
WOo-91-6 130-135 214 —- 0.024

CERTIFICATIQ%/,%‘%’ W/Jﬂ/&’mm




Chemex Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

994 West Glendale Ave., Suite 7, Sparks, 89511 A9111083

Nevada, U.S.A. 89431

PHONE: 702-356-5395 Comments: ATTN: M. WINSTON CC: DR. D. JINKS ORIGINALLY ON A9110878

CERTIFICATE AS111083 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX [NUMBER DETECTION UPPER
Project: WEST OATMAN CODE  |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
P.O. #:
1296 1 Au oz/T: 2 assay ton FIRE ASSAY 0.001 20.000

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION

CHEMEX
CODE

NUMBER
SAMPLES

DESCRIPTION

214

Received sample as pulp




REVERSE CIRCULATION DRILL LOG
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Page Number : 1
Total Pages : 2
Invoice Date:  5-FEB-91

C h L . b L : To: REYNOLDS METALS EXPLORATION INC.
@® emex a s td' 5301 LONGLEY LANE, STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No. :  1-9110879
y 89511 :
994 West Glendale Ave., Suite 7, Sparks, P.O. Number :
ROV s a56.oata Project: ~ WEST OATMAN
~ Comments: ATTN: MIKE WINSTON GC: DR. DOUGLAS JINKS
CERTIFICATE OF ANALYSIS  A9110879
SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-7 000-005 205 222 95
WO-81-7 005-010 205 222 g0
WO-91-7 010-015 205 222 135
WO-91-7 015-020 205 222 i20
WO-91-7 020-025 205 222 205
WO-91-7 025-030 205 222 115
WO-91-7 030-035 205 222 235
WO-91-7 035-040 205 222 185
WO-91-7 040-045 205 222 260
WO~-91-7 045-050 205 222 175
WO-91-7 050-055 205 222 180
WO-91-7 055-060 205 222 220
WO-91-7 060-065 205 222 225
WO-91-7 065-070 205 222 150
WO-91-7 070-075 208 222 |ecoyg 1230 [s036 FA
WO-91-7 075-080 205 222 |.o3& 1240 s032LFR
WO-91-7 080-085 205 222 345
WO-91-7 085-090 205 222 410
WO—-921-7 090-095 205 222 450
WO-91-7 095-100 205 222 265
WO-91~7 100-105 205 222 255
WO~-91-7 105-110 205 222 250
WO-81-7 110-115 205 222 245
WO-981-7 115-120 205 222 210
WO-91~7 120-125 205 222 420
WO-91-7 125-130 205 222 265
WO-91-7 130-135 205/ 222 350
WO-91-7 135-140 205 222 355
WO-91-7 140-145 205 222 270
WO-91-7 145-150 205 222 295
WO-91~7 150-155 205 222 420
WO-91-7 155-160 205 222 245
WO-91-7 160-165 205 222 215
WO-91-7 165-170 205 222 155
WO-91-7 170-175 205 222 155
WQ-91-7 175-180 205 222 600
WO-91-7 180-185 205 222 400
WO-91-7 185-190 205 222 305
WO-91-7 190-195 205 222 145
WO-91-7 195-200 205 222 105




ChemeY Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

Page Number : 2
Total Pages : 2
Invoice Date: 5-FEB-91
Invoice No. :  1-9110879

994 West Glendale Ave., Suite 7, Sparks, 89511 P.O. Number :
gﬁ‘gﬁg', %32-’356 %%‘é%‘ Project:  WEST OATMAN
. —II0- Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
CERTIFICATE OF ANALYSIS A9110879
SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AR
WO-91-7 200-205 205, 222 285
WO-91-7 205-210 205 222 [.673 2510 [ROFSFA-
WO-91-7 210-215 205 222 300
WO-91-7 215-220 205 222 395 )
WO-91-7 220-225 205 222 [04] 1420 [+037FA
WO-91-7 225-230 205 222 310
WO-~91-7 230-235 205, 222 410
WO-91~7 235-240 205 222 305
WO-91-7 240-245 205 222 365
WO-91~7 245-250 205 222 410
WO-91-7 250-2565 205 222 525
WO-91-7 255-260 205 222 735
WO-91-7 260-265 205 222 530
WO-91-7 265-270 205 222 160
WO-91-7 270-275 205 222 125
WO-91-7 275-280 205 222 285
WO-91-7 280-285 205 222 1580
WO-91-7 285-290 205| 222 150
WO-91-7 290-295 205 222 760
WO-91-7 295-300 205 222 930
WO-91-7 300-305 205 222 510
WO-91-7 305-310 205 222 670
WO-91-7 310-315 205 222 370
WO-91-7 315-320 205 222 355
WO-91-7 320-325 205 222 |04 1480 | ~0lg F.A-
WO-91-7 325-330 205 222 540
WO-91-7 330-335 205 222 510
WO-91-7 335-340 205 222 |+0h0 1370 |-0bb F.A
WO-91-7 340-345 205 222 390
WO-91-7 345-350 205, 222 265
WO-91-7 350-355 205 222 205
WO-91-7 355-360 205 222 460
WO-91~7 360-365 205 222 840
WO-91-7 365-370 205 222 205
WO-91-7 370-375 205 222 150
WO-91~7 375-380 205 222 610
WO-91~7 380-385 205 222 120
WO-91-7 385-390 205/ 222 410
WO-91-7 390-395 205 222 55
WO-91-7 395-400 " 208 222 75

CERTIFICATI@%’V% 2 %%nk___



h : _ 7 To: REYNOLDS METALS EXPLORATION INC.
C emex L&S Ltd = 5301 LONGLEY LANE, STE. 157

‘ Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA
994 West Glendale Ave., Suite 7, Sparks, 80511 A9110879
Nevada, U.S.A. 89431
: -356-53
PHONE: 702-356-53%5 Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
CERTIFICATE A9110879 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX [NUMBER DETECTION UPPER
Project: WEST OATMAN CODE  [SAMPLES DESCRIPTION ‘ METHOD LIMIT LIMIT
P.O. #:
983 80 Au ppb: Fuse 30 g sample FA-AAS 5 10000

Samples submitted to our lab in Sparks, NV.
This report was printed on 5-FEB-91.

SAMPLE PREPARATION

CHEMEX |NUMBER

CODE  |SAMPLES DESCRIPTION
205 80 Geochem ring to approx 150 mesh
222 80 Drying charge (11-20 pounds)

272 80 Crush and split (11-20 pounds)




ChemeyX Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number : 1
Total Pages : 1

5301 LONGLEY LANE, STE. 157 Invoice Date: 6-FEB-91
RENO, NEVADA Invoice No. . 1-9110977
89511 P.O. Number :

Project : WEST OATMAN

Comments: ATTN: M. WINSTON CC:DR. D. JINKS ORIGINALLY ON A9110879

CERTIFICATE OF ANALYSIS A9110977

SAMPLE PREP Au FA

DESCRIPTION CODE oz/T

WO-91-7 070-075 214 —-- 0.036
WO-91-7 075-080 214 —— 0.032
WO-91-7 205-210 214 —- 0.085
WO-91-7 220-225 214 —- 0.038
WO-91-7 280-285 214 —- 0.048
WO-91-7 325-330 214 -- 0.038
WO-91-7 335-340 214 -- 0.066

- Z
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Chemeyx Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

994 West Glendale Ave., Suite 7, Sparks, 89511 A9110877

Nevada, US.A. 89431

PHONE: 702-356-5395 Comments: ATTN: M. WINSTON CC:DR. D. JINKS ORIGINALLY ON A9110879

CERTIFICATE A9110977 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX [NUMBER DETECTION UPPER
Project: WEST OATMAN CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO. #:
996 7 Mi oz/T: 1 assay ton FA~GRAVIMETRIC 0.002 20.000

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE  |SAMPLES

DESCRIPTION

214 7 Received sample as pulp




REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG
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PROJECT j/VCS% yﬂ//’%4l// HOLE NO. o-7(-8 pacE 2= oF 2
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PROJECT M/ZS 7L ﬁ@ /"”4’” HOLE NO. _@/—__&'—?/’g PAGE 3 oF 2
INTERVAL SAMPLED pph  opf  ASSAYS
DEPTH LOG DESCRIPTION "Au Au'zu. Ag As Sb Hg
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PROJECT WCS% ﬂﬂ«ﬁ"ld&( HOLE No. WO~ 7-Z PAGEiOFi
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ChemeX Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number : 1
Total Pages : 2

5301 LONGLEY LANE, STE. 157 Invoice Date:  6-FEB-91
RENO, NEVADA Invoice No. :  1-9110880
B9511 P.O. Number :

Project : WEST OATMAN

Commenis: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110880

SAMPLE FPREP Au ppb
DESCRIPTION CODE FA+RAA
WO-91—-8 000-005 205 219 235
WO-91-8 005-010 205 219 170
wWO~91-8 010-015 205 219 200
wWO-91-8 015-020 205 219 130
WO~921—-8 020-025 205 219 135
WO~91-8 025-030 205 219 310
WO~-91-8 030-035 205 219 210
WO-91-8 035-040 205 219 2100
WO-91-8 040-045 205 219 415
WO-91-8 045-050 205 219 435
WO-91-8 050-055 205 219 350
WO-91-8 055-060 205 219 265
WO-91-8 060-065 205 219 165
WO-91~-8 065-070 205 219 260
WO-91-8 070-075 205 219 210
WO-91-8 075-080 205 219 305
WO-91-8 080-085 205 219 235
WO-91-8 085-090 205 219 200
WO~91~8 090-095 205 219 230
WO-~91-8 095-100 205 219 195
WO-91-8 100-105 205 219 165
WO-~91-8 105-110 205 219 175
WO-91-8 110-115 205 219 255
WO-91-8 115-120 205 219 560
WO-91-8 120-125 205 219 265
WO~91—-8 125-130 205 219 290
WO-91—-8 130-135 205 219 290
WO-91-8 135-140 205 219 270
WO~-91—-8 140-145 205 222 905
WO-91-8 145-150 205 222 240
WO-91-8 150-155 205 222 180
WO-91-8 155-160 205 222 170
WO-91-8 160-165 205 222 70
WO-91-8 165-170 205 222 100
WO-91-8 170-175 205 222 185
WO-91-8 175-180 205 222 190
WO-91-8 180-185 205 222 140
WO-91-8 185-190 205 222 160
WO-91-8 190-195 205 222 75
WO-91-8 195-200 205 222 160

-
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To: REYNOLDS METALS EXPLORATION INC. Page Number :2
Chemex Labs Lia
. = 5301 LONGLEY LANE, STE. 157 Invoice Date:  6-FEB-91

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No. : 19110880
%94 V\éesbGéeRdalgg\ve., Suite 7, Sparks, 89511 P.O. Number :
evada, U.SA. 431 Proiect -
] ject : WEST OATMAN
PHONE: 702-356-5395 Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110880

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-8 200-205 205 222 45
WO-91-8 205-210 205 222 185
WOo-91~8 210-215 205 222 255
WO-91-8 215-220 205 222 240
WO-91-8 220-225 205 222 260
WO-91-8 225-230 205 222 280
WO-91-8 230-235 205 222 150
WO-91-8 235-240 205 222 230
WO-91-8 240-245 205 222 260
WO-91-8 245-250 205 222 305
WO~-91-8 250-255 205 222 455
WO-91-8 255-260 205 222 350
WO-91-8 260-265 205 222 180
WO-91-8 265-270 205 222 330
WO~-91-8 270-275 205 222 75
wWo-91-8 275-280 205 222 70
WO-—-21—-8 280-285 205 222 35
WO-91-8 285-290 205 222 75
WO-91-8 290-295 205 222 345
WO-91-8 295-300 205 222 200
WO-91-8 300-305 205 222 45
WO-91-8 305-310 205 222 80
WO-921-8 310-315 205 222 155
WO-21-8 315-320 205 222 240
WO-91-8 320-325 205 222 200
WO-91-8 325-330 205 222 655
WO—-91-8 330-335 205 222 125
WO-91-8 335-340 205 222 80
WO-91-8 340-345 205 222 35
WO—91-8 345-350 205 222 60
WO-91-8 350-355 205 222 50
WO-91-8 355-360 205 222 40
WO-~91-8 360-365 205 222 65
WO-91-8 365-370 205 222 . 160
WO-91-8 370-375 205 222 100
WO-91~-8 375-380 205 222 120
WO-91—-8 380-385 205 222 280
WO-91-8 385-390 205 222 80
WO-91-8 390-395 205 222 75
WO-91-8 395-400 205 222 75

-z
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ChemeX Labs Lid.

. Analytical Chemists * Geochemists * Registered Assayers

994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC.
5301 LONGLEY LANE, STE. 157

CERTIFICATE A9110880

REYNOLDS METALS EXPLORATION INC.

Project: WEST CATMAN
PO.#:

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION
CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION
205 80 Geochem ring to approx 150 mesh
219 28 Drying charge (0-10 pounds)
222 52 Drying charge (11-20 pounds)
272 52 crush and split (11-20 pounds)

294 28 Crush and split (0~10 pounds)

RENOC, NEVADA
89511 A2110880
Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
ANALYTICAL PROCEDURES
CHEMEX |NUMBER DETECTION UPPER
CODE  [SAMPLES DESCRIPTION METHOD LiMIT LiMIT
983 80 Au ppb: Fuse 30 g sample FA-2AAS 5 10000




To: REYNOLDS METALS EXPLORATION INC. Page Number :1

ChemeY Labs Inc.

. Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA ’ Invoice No.  :19111082
994 West Glendale Ave., Suite 7, Sparks, 89511 - P.O. Number
Nevada U SA 89431 Project:  WEST OATMAN

PHONE: 702-356-5395 Comments: ATTN: M. WINSTON CC: DR. D. JINKS ORIGINALLY ON A9110880

CERTIFICATE OF ANALYSIS A9111082

SAMPLE PREP Au FA
DESCRIPTION CODE oz/T
WO—-91-8 035040 214 —— 0.062

CERTIFICATIW;‘/éf //M%W



h _ ] To: REYNOLDS METALS EXPLORATION INC.
C emex Labs Ltd = 5301 LONGLEY LANE, STE. 157

' Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA

994 West Glendale Ave., Suite 7, Sparks, 89511 A9111082

Nevada, U.S.A. 89431

PHONE: 702-356-5395 Comments: ATTN: M. WINSTON CC: DR. D. JINKS ORIGINALLY ON A9110880

CERTIFICATE A9111082 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX |NUMBER DETECTION UPPER
Project: WEST OATMAN CODE  [SAMPLES DESCRIPTION METHOD LIMIT - LIMIT
P.O.#:
996 1 Au oz/T: 1 assay ton FA-GRAVIMETRIC 0.002 20.000

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE  [SAMPLES)

DESCRIPTION

214 1 Received sample as pulp




REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG

' PAGE ‘ ori
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PROJECT ///C.SIL yd,/mﬂl// HOLE NO.M PAGE 2= oF 4
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PROJECT WZS % ﬂ“" /mdff HOLE NO. o-7(~ PAGE -3 oF 4
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Chemey Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431

PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number : 1
Total Pages : 2

5301 LONGLEY LANE, STE. 157 Invoice Date:  5-FEB-91
RENO, NEVADA Invoice No. :  -9110877
89511 P.O. Number :

Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110877

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-9 000-005 205 219 20
WO-91-9 005-010 205 219 75
WO-91-9 010-015 205 219 100
WO-91-9 015-020 205 219 50
WO-91-9 020-025 205 219 100
WO-91-9 025-030 205 219 50
WO-91-9 030-035 205 219 30
WO-91-9 035-040 205 219 45
WO-91-9 040-045 205 219 35
WO-91-9 045-050 205 219 10
WO-91-9 050-055 205 219 125
WC-91~-9 055-060 205 219 80
WO-91-9 060-065 205 219 115
WO-91-9 065-070 205 219 50
WO-91-9 070-075 205 219 50
WO-91-9 075-080 205 219 30
WO-91-9 080-085 205 219 80
WO-91-9 085-090 205 219 135
WO—-91-9 090-095 205 219 ‘ 435
WO-91-9 095-100 205 219 95
WO-91-9 100-105 205 222 85
WO-91-9 105-110 205 219 65
WO-81-9 110-115 205 222 310
WO-91-9 115-120 205 222 40
WO-91-9 120-125 205 222 10
WO~91-9 125-130 205 222 10
WO-91-9 130-135 205 222 5
WO-91-9 135-140 205 222 5
WO-91-9 140-145 205 222 25
WO-91-9 145-150 205 222 125
WO-91-9 150-~155 205 222 125
WO-91-9 155-160 205 222 245
WO-91-9 160-165 205 222 250
WO-91-9 165-170 205 222 105
WO-91-9 170-175 205 222 135
WO-91-9 175-180 2058 222 205
WO-91-9 180-185 205 222 75
WO-91-9 185-190 205 222 110
WO-91-9 190-195 205 222 150
WO-91-9 195-200 205 222 70
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To: REYNOLDS METALS EXPLORATION INC. Page Number : 2
Chemex Labs Lta
i d 3] 5301 LONGLEY LANE, STE. 157 Invoice Date: 5-FEB-91

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA invoice No, ; A 1-9110877
;9\194 VgestUGSIeRdale Ave., Suite 7, Sparks, 89511 P.O. Number :

evada, U SA. 89431 Project:  WEST OATMAN
PHONE: 702-356-5395 Comments:  ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110877

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-9 200-205 205 222 140
WO-91-9 205-210 205 222 105
WO—-91-9 210-215 205 222 105
WO-91-9 215-220 205 222 40
WO-91-9 220-225 205 222 145
WO-91~9 225-230 205 222 70
WO~-91-9 230-235 205 222 215
WO~-91-9 235-240 205 222 75
WO~91-9 240-245 205 222 120
WO-91-9 245-250 208 222 135
WO-91-9 250-255 205 222 130
WO-91-9 255-260 205 222 105
WO-91-9 260-265 205 222 255
WO-91-9 265-270 208 222 355
WO-91-9 270-275 205 222 235
WO-91-9 275-280 205 222 65
WO-91-9 280-285 205 222 145
WO—-91-9 285-290 205 222 140
WO-91-9 290-295 205 222 105
WO-91-9 295-300 205 222 130
WO-91-9 300~305 208 222 75
WO-91-9 305-310 205 222 110
WO-91-9 310-315 205 222 135
WO-91-9 315-320 205 222 120
WO-$1-9 320-325 205 222 85
WO-91-9 325-330 205 222 255
WO-91-9 330-335 205 222 110
WO-91-9 335-340 205 222 200
WO-91-9 340-345 205 222 190
WO-91-9 345-350 205 222 110
WO-91-9 350-355 205 222 45
WO-91-9 355-360 205 222 25
WO-91-9 360-365 205 222 30

CERTIFICATIWQ// /%/@W |




Chemey Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

994 West Glendale Ave., Suite 7, Sparks,
Nevada, U.S. A. 89431
PHONE: 702-356-5395

CERTIFICATE A9110877

REYNOLDS METALS EXPLORATION INC.
WEST OATMAN

Project:
P.O. #:

Samples submitted to our lab in Sparks, NV.
This report was printed on 5-FEB-91.

SAMPLE PREPARATION

CHEMEX |NUMBER

CODE  |SAMPLES DESCRIPTION
205 73 Geochem ring to approx 150 mesh
219 21 Drying charge (0-10 pounds)
222 52 Drying charge (11-20 pounds)
272 52 Crush and split (11-20 pounds)
294’ 21 Crush and split (0-10 pounds)

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

89511 A9110877
Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
ANALYTICAL PROCEDURES
CHEMEX |[NUMBER DETECTION UPPER
CODE  |SAMPLES DESCRIPTION METHOD LiMIT LIMIT
983 73 Au ppb: Fuse 30 g sample FA-ARS 5 10000




‘ REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG
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Cheme) Labs Lia.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, US.A. 89431

PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number : 1
Total Pages : 3

5301 LONGLEY LANE, STE. 157 " Invoice Date:  6-FEB-91
RENO, NEVADA Invoice No. :  1-9110897
89511 . P.O. Number :

Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110897

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91-10 000-005 205 222 20
WO-91-10 005-~010 205 222 15
WO-91-10 010-015 205 222 10
WO~-981-10 015-020 205 222 10
WO-91-10 020-025 205 222 15
WO-91-10 025-030 205 222 20
WO-91~10 030-035 205 222 10
WO-21-10 035-040 205 222 10
WO-21-10 040-045 205 222 10
WO-91-10 045-050 205 222 20
WO-21-10 050-055 205 222 10
WO-91~10 055-060 205 222 10
WO-91-10 060-065 205 222 10
WO-91-10 065-070 205 222 10
WO~-91-10 070-075 205 222 10
WO-91-10 075-080 205 222 10
WO-91-10 080-085 205 222 10
WO-91-10 085-090 205 222 15
WO-91-~10 090-095 205 222 10
WO~-981-10 095-100 205 222 10
WO-91-10 100-~105 205 222 10
WO-91-10 105-110 205 222 35
WO-91-10 110-115 205 222 10
WO—-91-10 115-120 205 222 40
WO-91-10 120-125 205 222 30
WO-91-10 125-130 205 222 55
WO-91~10 130-135 205 222 20
WO-91-~10 135-140 205 222 30
WO-91-10 140-145 205 222 75
WO-91-~10 145-150 205 222 75
WO-91-10 150-155 205 222 55
WO-91-10 155-160 205 222 a5
WO-91-10 160-—-165 205 222 80
WO-91-10 165-170 205 222 255
WO~-981-~10 170-175 205 222 145
WO—-91~-10 175-180 205 222 100
WO-91-10 180-185 205 222 80
WO~91-10 185-190 205 222 55
WO-91-10 190-195 205 222 40
WO-91-10 195-200 205 222 20

Ommjm_oﬁ_o§ \§§E




To: REYNOLDS METALS EXPLORATION INC. Page Number : 2
Chemex Labs Ltd
# L 5301 LONGLEY LANE, STE. 157 Invoice Date: 6-FEB-91

. Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No. :  1-9110897
l9\194 \l\‘!estU Géezdale Aa\ga Suite 7, Sparks, 89511 P.O. Number :
evada A 89 o -
o Project : WEST OATMAN
PHONE: 702-356-5395 Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110897

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA

WO-91-10 200-205 205 222 70
WO-91-10 205-210 205 222 40
WO-91-10 210-215 205 222 115
WO-91-10 215-220 205 222 15
WO-91-10 220-225 205 222 55
WO-91-10 225-230 205 222 40
WO-91-10 230-235 205 222 20
WO~91-10 235-240 205 222 55
WO—-91-10 240-245 205 222 50
WO-91-10 245-250 205 222 150
WO-91~10 250-255 205 222 265
WO-981-10 255-260 205 222 125
WO-91-10 260-265 205 222 230
WO-91-10 265-270 205 222 70
WO-81-10 270-275 205 222 170
WO-81-10 275-280 205 222 130
WO-91-10 280-285 205 222 20
WO-91-~10 285-290 205 222 20
WO-91-10 290-295 205 222 15
WO-91-10 295-300 205 222 170
WO-9%1-10 300-305 205 222 105
WO-91-10 305--310 205 222 260
WO~91~10 310-315 205 222 60
WO-91-10 315-320 205 222 100
WO-91-10 320-325 205 222 125
WO-~91-10 325-330 205 222 20
WO~91-10 330-335 205 222 20
WO-91-10 335-340 205 222 20
WO-91-10 340-345 205 222 - 50
WO-91-10 345-350 205 222 40
WO-91-10 350-355 205 222 10
WO~91~-10 355-360 205 222 10
WO-91-10 360-365 205 222 25
WO~-91-10 365-370 205 222 10
WO-91-10 370-375 205 222 15
WO-91~10 375-380 205 222 85
WO-91-10 380-385 205 222 75
WO-91-10 385-390 205 222 20
WO-91-10 390-395 205 222 65
WO-91-10 395-400 205 222 115

CERTIHCAHW o L g




Cheme)y Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

Page Number :3
Total Pages : 3
Invoice Date:  6-FEB-91
Invoice No. ;. [-9110897

994 West Glendale Ave., Suite 7, Sparks, 80511 P.O. Number :
'F\,‘ﬁl‘gﬁg, %%‘;56 35%431 Project:  WEST OATMAN
: -356-5305 Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
CERTIFICATE OF ANALYSIS A9110897

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+ARA
WO-91-10 400-405 205 222 150
WO-91-10 405-410 205 222 70
WO-91-10 410-415 205 222 25
WO-91-10 415-420 205 222 15
WO~91~-10 420-425 205 222 30
WO-91-10 425-430 205 222 200
WO—-91-10 430-435 205 222 155
WO-91~10 435-440 205 222 40
WO-91-10 440-445 205 222 80
WO-91-10 445-450 205 222 20
WO-91-10 450-455 205 222 25
WO-91-10 455-460 205 222 50
WO-91-10 460~-465 205 222 50
WO-91-10 465-470 205 222 15
WO~91-10 470-475 205 222 10
WO-91-~10 475-480 205 222 20
WO—-91-10 480-485 205 222 60
WO~91-10 485-490 205 222 25
WO~91-10 490-495 205 222 60
WO~91-10 495-500 205 222 20
WO-91—-10 500-505 205 222 40
WO-91-10 505-510 205 222 30
WO-91-10 510~515 205 222 40
WO-91~10 515-520 205 222 50
WO-91-~10 520-525 205 222 40
WO~91-10 525-530 205 222 25
WO~91-10 530-535 205 222 70
WO~-91-~10 535-540 205 222 55
WO—-91-10 540-545 205 222 €5
WO~-91-10 545-550 205 222 80
WO-91~10 550-555 205 222 50
WO-91-10 555-560 205 222 35
WO-91-10 560-565 205 222 20
WO-91-10 565~570 205 222 15
WO-91-10 570~575 205 222 20
WO-91-10 575-580 205 222 20
WO-91-10 580-585 205 222 20
WO--91-10 585-590 205 222 25
WO-91-10 590-585 205 222 120
WO-91-10 595-600 205 222 40

-

CERTIFICATION:




Nevada, U.S.A. 89431
PHONE: 702-356-5395

CERTIFICATE A9110897

C h L b L d To: REYNOLDS METALS EXPLORATION INC.
emex a 3 t i w 5301 LONGLEY LANE, STE. 157
Analytical Chemists * Geochemists * Registered Assayers’ RENO, NEVADA
994 West Glendale Ave., Suite 7, Sparks,

REYNOLDS METALS EXPLORATION INC.

Project: WEST OATMAN
PO #:

Samples submitted to our lab in Sparks, NV.
This report was printed on 6-FEB-91.

SAMPLE PREPARATION

CHEMEX {NUMBER
CODE  |SAMPLES DESCRIPTION

205 120 Geochem ring to approx 150 mesh
222 120 Drying charge (11-20 pounds)
272 120 Crush and split (11-20 pounds)

89511 A9110897
Comments; ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
ANALYTICAL PROCEDURES
CHEMEX |NUMBER DETECTION UPPER
CODE  |SAMPLES] DESCRIPTION METHOD LIMIT LIMIT
983 120 Au ppb: Fuse 30 g sample FA-AAS 5 10000




REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG
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v
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MINERALIZATION SUMMARY:
OTHER COMMENTS:
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To: REYNOLDS METALS EXPLORATION INC. Page Number :1

Chemeyx Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA invoice No.  :19110898
%94 ngeStu Glendale Ave., Suite 7, Sparks, 89511 P.O. Number

evada, USA 89431 Project: ~ WESTOATMAN -
PHONE: 702-356-5395 Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110898

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+AA
WO-91~11 000-005 205 219 10
WO-91~11 005-010 205 219 < 5
WO-91-11 010-015 205 219 5
WO-91-11 015-020 205 219 < 5
WO~91-11 020-025 205 219 < 5
WO-91-11 025-030 205 219 < 5
WO-91-11 030-035 205 219 < 5
WO-91-11 035-040 205 219 < 5
WO-91~11 040-045 205 219 < 5
WO-91-11 045-050 205 219 < 5
WO-91-11 050-055 205 219 < 5
WO~91-11 055-060 205 219 < 5
WO~91~11 060~-065 205 219 < 5
WO~91-11 065-070 205 219 < 5
WO~-91-11 070-075 205 219 < 5
wWO~91-11 075-080 205 219 < 5
wWO-~91-11 080-085 205 219 < 5
WO-91-11 085-0920 205 219 < 5
WO-91-11 090-095 205 222 30
WO-91-11 095-100 205 219 135
WO-91-11 100-105 205 219 40
WO-91-11 105-110 205 219 135
WO-91-11 110-115 205} 219 75
WO~91~-11 115-120 205 219 210
WO-91~-11 120-125 205 219 140
WO-91-11 125-130 205 222 390
WO-91-11 130-135 205 219 365
WO-91-11 135-140 205 219 230
WO-91-11 140-145 205 219 250
WO-91-11 145-150 205 219 180
WO-91-11 150-155 205 219 250
WO-91-11 155-160 205 222 115
WO-91-~11 160-165 205 222 75
WO-91-11 165-170 205 222 120
WO-91-11 170-175 205 222 170
WO-91-11 175-180 205 222 425
WO-91-11 180-185 205 222 < 5
WO-91-11 185-190 205 222 < 5
WO-91-11 190-1925 205 222 50
WO~91-11 195-200 205 222 175

CERTIFICATIOQ/%%& /f’/ /Jgé%




Cheme) Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers

994 West Glendale Ave., Suite 7, Sparks,
Nevada, U.S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC. Page Number :2
Total Pages :3

5301 LONGLEY LANE, STE. 157 Certificate Date: 08-FEB-91
RENO, NEVADA Invoice No. 119110898
89511 P.O. Number

Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS A9110898

SAMPLE PREP Au ppb
DESCRIPTION CODE FA+ARA

WO-91-11 200-205 205 222 155
WO-91-11 205-210 208| 222 20
WO-91-11 210-215 205 222 150
WO-91-11 215-220 205 222 100
WO-91-11 220~225 205 222 245
WO-921-11 225-230 205 219 520
WO-921-11 230-235 205 222 235
WO-91-11 235-240 205 222 305 =
WO-91-11 240-245 205 222 260
WO-91-11 245-250 205 222 300
WO-91-11 250-255 205 222 190
WO-91~11 255-260 205 222 355
WO~91-11 260-265 205 222 200
WO-91-11 265-270 205 219 135
WO-91-11 270-275 205 222 100
WO-91-11 275-280 205 222 90
WO-91-11 280-285 208 222 485
WO-91~11 285-290 205 222 195
WO-91-11 290~295 205 222 165
WO-91-11 295-300 205 222 | . 60
WO-91-11 300-305 205 222 50
WO-91-11 305-310 205 222 150
WO-91-~11 310-315 205 222 300
WO-91-~11 315-320 205 222 100
WO-91-11 320-325 205 222 95
WO-91-11 325-330 205 222 515
WO-91-11 330-335 205 222 290
WO-91-11 335~-340 205 222 60
WO-91-11 340-345 205 219 50
WO-91-11 345~350 205 222 70
WO-91-11 350-355 205 222 30
WO-91-11 355-360 205/ 219 55
WO-91-11 360-365 208 219 30
WO-921-11 365-370 205 222 30
WO-91-11 370-375 205 222 15
WO-91-11 375-380 205 222 10
WO—-91-11 380-385 205 222 25
WO-91-11 385-390 205 222 30
WO~91-11 390-395 2085 222 15
WO-91-~11 395-400 205 222 5

crznnmmnq@z/mf/éz. /WW




To: REYNOLDS METALS EXPLORATION INC. Page Number :3

Chemex Labs Enc- | 5301 LONGLEY LANE, STE. 157 Toal Pages 3

. Certificate Date: 08-FEB-91
Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA _I‘;TVOICe N% 119110898
%94 VXGStU GleRdaIe Ave., Suite 7, Sparks, 89511 0. Number
evada, U.S.A. 89431 ot -
PHONE. 702-356-5395 Project : WEST OATMAN

Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS

CERTIFICATE OF ANALYSIS AS110898

SAMPLE PREP | Au ppb
DESCRIPTION CODE | FA+AA

WO~91—-11 400-405 205 222
WO-91-11 405-410 205 222

(5,5}
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Nevada, U.S.A. 89431
PHONE: 702-356-5395

Chemex Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

To: REYNOLDS METALS EXPLORATION ING.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

CERTIFICATE AS110898

REYNOLDS METALS EXPLORATION INC.

Project: WEST OATMAN
P.O. #:

Samples submitted to our lab in Sparks, NV.
This report was printed on 8-FEB-91.

SAMPLE PREPARATION

CHEMEX |NUMBER

CODE  |SAMPLES DESCRIPTION
205 82 Geochem ring to approx 150 mesh
219 34 Drying charge (0-10 pounds)
222 48 Drying charge (11-20 pounds)
272 48 Crush and split (11-20 pounds)

294 34 Crush and split (0-10 pounds)

89511 AQT 10898
Comments: ATTN: MIKE WINSTON CC: DR. DOUGLAS JINKS
ANALYTICAL PROCEDURES
CHEMEX [NUMBER DETECTION UPPER
CODE  [SAMPLES] DESCRIPTION METHOD LIMIT LIMIT
983 82 Au ppbk: Fuse 30 g sample FA-AAS 5 10000




