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trademark. Due to the nature of archival collections, we are not always able to identify
this information. We are eager to hear from any rights owners, so that we may obtain
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The Arizona Geological Survey does not claim to control all rights for all materials in its
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Survey or when those authors were employed by the State of Arizona and created
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QUALITY STATEMENT
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accuracy of those data.
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Chemex Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

6301 LONGLEY LANE, STE. 157
RENO, NEVADA

Page Number :1

Total Pages 2
Certificate Date: 25-MAY-92
Invoice No. 119214661

994 West Glendale Ave., Suite 7, Sparks, 89511 K&g'om:"tmber ‘HWE
gﬁvada:_ USA. 89431 Project:  WEST OATMAN 6 ‘
ONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
groe gy, o g .(;s:-\g'-( 5?“’:},! u; *ﬁ»hxﬁ
RECEWNWED JUH 4 1992
CERTIFICATE OF ANALYSIS A9214661
PREP Au ppb
SAMPLE CODE | FA+AA

BW92~6 000~-005 207 276 75
BW92-6 005-010 207 276 95
BW92~6 010-015 207 276 110
BW92-~6 015-020 207 276 185
BW92-6 020-025 207 276 155
BW92-6 025-030 207 276 140
BW92--6 030-035 207 276 160
BW92-6 035-040 207 276 30
BW92-6 040-045 207 276 195
BW92—-6 045-050 207 276 105
BW92-6 050-055 207 276 55
BW92-6 055-060 207 276 50
BWS2-6 060-065 207 276 55
BWS2-6 065-070 207 276 60
BWS2-6 070-075 207 276 40
BWS92-6 075-080 207 276 90
RWS2-6 080-085 207 276 70
BW92-6 085-090 207 276 30
BW92-6 090-095 207 276 130
BW92-6 095-100 207 276 130
BW92-6 100-105 207 276 170
BW92—-6 105-110 207 276 105
BW92~6 110-115 207 276 80
BW92-6 115-120 207 276 100
BW92~6 120-125 207 276 80
BW92-6 125-130 207 276 140
BW92~6 130-135 207 276 90
BW92-6 135-140 207 276 105
BW92-6 140-~145 207 276 110
BW92-6 145-150 207 276 105
BW92-6 150-155 207 276 255
BW92-6 155-160 207! 276 310
BW92-6 160-165 207 276 470
BW92-6 165-170 207 276 226
BW92-6 170-175 207 276 1385
BW92-6 175-180 207 276 120
BW92-6 180-185 207 276 90
BW92-6 185-190 207 276 185
BW92-6 190-195 207 276 150
BW92-6 195-200 207 276 370

n
CERTIFICATION%@Z&%”-‘—'
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To: REYNOLDS METALS EXPLORATION INC. Page Number :2

Chemex Labs Inc. 5501 LONGLEY LANE. STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No.  :19214661
994 West Glendale Ave., Suite 7, Sparks, 89511 B0, Nomber - WE
Nevada, U.S.A. 89431 Project: ~ WEST OATMAN 6 '

PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE OF ANALYSIS A9214661

PREP Au ppb
SAMPLE CODE FA+AR

BW92-6 200-205 207 276 315
BW92-6 205-210 207 276 110
BW92-6 210-215 207 276 110
BW92-6 215-220 207 276 90
BW92-6 220-225 207 276 225
BW92-6 225-230 207 276 255
BW92-6 230-235 207 276 225
BW92-6 235-240 207 276 370
BW92-6 240-245 207 276 255
BW92~6 245-250 207 276 830
BW92-6 250-255 207 276 1045
BW92-6 255-260 207 276 2720
BW92-6 260-265 207 276 1580
BW92-6 265-270 207 276 1040
BW92-6 270-275 207 276 B80S
BW92-6 275-280 207 276 2360
BW92-6 280-285 207 276 1705
BW92-6 285-290 207 276 925
BW92-6 290-295 207 276 165
BW92-6 295-300 207 276 305
BW92-6 300-~305 207 276 1230
BW92-6 305-310 207 276 1990
BW92-6 310-315 207 276 1765
BW92-6 315-320 207 276 940
BW92-6 320-325 207 276 550
BW92-6 325-330 207 276 1070
BW92-6 330-335 207 276 920
BW92-6 335-340 207 276 340
BW92-6 340-345 207 276 520
BW92-6 345-350 207| 276 305
BW92-6 350-355 207 276 310
BW92~6 355-360 207 276 285
BW92-6 360-365 207 276 70
BW92-6 365-370 207 276 105
BW92-6 370-375 207 276 45
BW92-6 375-380 207 276 130
BW92-6 380-385 207 276 160
BW92-6 385-390 207 276 145
BW92-6 390-395 207 276 40
BW92-6 395-400 207| 276 300

CERTIFICATION MWW—
-




A9214661 BICO PULVERIZATION

REYNOLDS METALS
1ST| a@c| 2wnp

RUN| DUP| RUN| diffl AVERAGE| REPORT
46 BW92-6 225 - 230| 255 255 255
47 BW92-6 230 - 235 225 225 225
48 BW92-6 235 - 240| 870 370 370
49 BW92-6 240 - 245| 255 255 255
50 BW92-6 245 - 250| 830 830 0 830 830
51 BW92-6 250 - 255| 970 1120] -150 1045 1045
52 BW92-6 255 - 260| 3000 2440| 560 2720 2720
53 BW92-6 260 - 265| 1510 1650 -140 1580 1580
54 BW92-6 265 - 270| 1000 1080|  -80 1040 1040
55 BW92-6 270 - 275| 800 810 -10 805 805
56 BW92:6 275 - 280| 2390 2330[ 60 2360 2360
57 BW92-6 280 - 285 1650 1760 -110 1705 1705
58 BW92-6 285 - 290 910 940  -30 925 925
59 BW92-6 290 - 295| 120 205 -85 163 165
60 BW92-6 295 - 300| 305 305 0 305 305
~61 BW92-6 300 - 305| 1190 1270  -80 1230 1230
62 BW92-6 305 - 310 1840 2140{ -300 1990 1990
63 BW92-6 310 - 315 1830 1700] 130 1765 1765
64 BW92-6 315 - 320 900 980 -80 940 940
65 BW92-6 320 - 325| 540 560{  -20 550 550
66 BW92-6 325 - 330| 1160 980 180 1070 1070
67 BW926 330 - 335| 860 980| -120 920 920
68 BW92-6 335 - 340| 340 340 340
69 BW92-6 340 - 345| 520 520 520
70 BW92-6 345 - 350| 305 305 0 305 305
71 BW92-6 350 - 355| 310 310 310
72 BW92-6 355 - 360| 285 285 285
~ 73 BW92-6 360 - 365| 70 70 70
74 BW92-6 365 - 370| 105 105 105
75 BW92-6 370 - 375 45 45 45
76 BW92-6 375 - 380 130 130 130
77 BW92-6 380 - 385| 160 160 160
78 BW92-6 385 - 390| 145 ©145 145
~79 BW92-6 390 - 395 40 40 40
80 BW92-6 395 - 400| 300 300 300




A9214661 BICO PULVERIZATION
REYNOLDS METALS
15T QC| 2ND

RUN} DUP| RUN diff| AVERAGE| REPORT

1 BW92-6 000 - 005 70 80 -10 75 75
2 BW92-6 005 - 010 95 95 95
3 BWG2-6 010 - 015 110 110 110
4 BW92-6 015 - 020 185 185 185
5 BWG2-6 020 - 025 155 155 155
6 BW92-6 025 - 030 140 140 140
7 BW92-6 030 - 035 160 160 160
8 BW92-6 035 - 040 30 30 30
9 BWS2-6 040 - 045 195 195 195
10 BW92-6 045 - 050 105 100 5 103 105
11 BW92-6 050 - 055 55 55 55
12 BW92-6 055 - 060 50 50 50
13 BW92-6 060 - 065 55 55 55
14 BW92-6 065 - 070 60 60 60
15 BW92-6 070 - 075 40 40 40
16 BWg2-6 075 - 080 90 90 90
17 BW92-6 080 - 085 70 70 70
18 BW92-6 085 - 090 30 30 30
19 BW92-6 090 - 095 130 130 130
20 BW92-6 095 - 100 130 130 130
21 BW92-6 100 - 105 170 170 170
22 BW92-6 105 - 110 105 105 105
23 BW92-6 110 - 115 80 80 80
24 BW92-6 115 - 120 100 100 100
25 BW92-6 120 - 125 80 80 80
26 BW92-6 125 - 130 140 140 140
27 BW92-6 130 - 135 90 90 90
28 BW92-6 135 - 140 105 105 105
29 BW92-6 140 - 145 110 110 110
30 BW92-6 145 - 150 115 95 20 105 105
31 BW92-6 150 - 155 255 255 255
32 BW92-6 155 - 160 310 310 310
33 BW92-6 160 - 165 470 470 470
34 BW92-6 165 - 170 220 220 220
35 BW92-6 170 - 175 135 135 135
36 BW92-6 175 - 180 120 120 120
37 BW92-6 180 - 185 90 90 90
38 BW92-6 185 - 190 185 185 185
39 BW92-6 190 - 195 150 150 150
40 BW92-6 195 - 200 370 370 370
41 BW92-6 200 - 205 335 295 40 315 315
42 BW92-6 205 - 210 110 110 110
43 BW92-6 210 - 215 110 110 110
44 BW92-6 215 - 220 90 80 90
45 BW92-6 220 - 225 225 225 225




To: REYNOLDS METALS EXPLORATION INC.

Chemex Labs InCI §301 LONGLEY LANE, STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA

994 West Glendale Ave., Suite 7, Sparks, 89511 A9214661

Nevada, U.S.A. 89431

PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE A9214661 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX [(NUMBER DETECTION UPPER
Project: WEST OATMAN & CODE  [SAMPLES, DESCRIPTION METHOD LIMIT LIMIT
PO.#:
983 80 Au ppb: Fuse 30 g sample FA-AAS 5 10000

Samples submitted to our lab in Vancouver, BC.
This report was printed on 1-JUN-92.

SAMPLE PREPARATION

CHEMEX NUMBER
CODE  |SAMPLES DESCRIPTION

207 80 Assay pulv, screen -150, roll
276 80 16-25 1lb crush and split
245 80 Drying charge (16-25 pounds)
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Chemex Labs Inc.

Analytical Chemists “ Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157 Certificate Date: 25-MAY-92
RENO, NEVADA invoice No.  :19214662
89511 P.O. Number

Page Number :1
Total Pages :8

Nevada, U.S.A. 89431 oot - Account "HWE
PHONE: 702-356-53855+ {* i~ 1\ Project . . WESTONTMANT ..
S CEIVEL Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
CERTIFICATE OF ANALYSIS A9214662
PREP | Au ppb
SAMPLE CODE | Fa+an

BW92-7 000-005 207 276 55
BW92-7 005-010 207 276 15
BwW92-7 010-015 207 276 35
BW92~7 015~020 207 276 15
BW92-7 020-025 207 276 25
BW92-7 025-030 207 276 85
BW92-7 030-035 207 276 35
BW92-7 035-040 207 276 30
BW92~-7 040-045 207 276 25
BW92-7 045-050 207 276 50
BW92-7 050-055 207 276 25
BW92-7 055-060 207 276 20
BW92-7 060-065 207 276 20
BW92-7 065-070 207 276 20
BW92-7 070-075 207 276 40
BW92-7 075-080 207 276 45
BW92-7 080-085 207 276 45
BW92-7 085-090 207 276 35
BW92-7 090-095 207 276 30
BW92-7 095-100 207 276 50
BWS82-7 100-105 207 276 30
BW92-7 105-110 207 276 25
BW92-7 110-115 207 276 50
BW92-7 115-120 207 276 35
BW92-7 120-125 207 276 95
BW92-7 125-130 207 276 50
BW92-7 130-135 207 276 145
BW92-~7 135-140 207 276 175
BW92~7 140-145 207 276 45
BW92-~7 145~150 207 276 70
BW92-7 150-155 207 276 25
BW92~7 155-160 207 276 15
BW92-7 160-165 207 276 125
BW92-7 165-170 207 276 70
BW92~7 170-175 207 276 45
BW92-7 175-180 207 276 35
BWS82-7 180~185 207 276 25
BW92-7 185-190 207 276 20
BW92-7 190-195 207 276 20
BW92-7 195-200 207| 276 25

CERTIFICAHON% V i’hffi /



ChemeXx Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U S.A. 89431
PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157 Certificate Date: 25-MAY-92
RENO, NEVADA Invoice No.  :19214662
89511 P.O. Number

. Account ‘HWE
Project : WEST OATMAN 7
Comments: ATTN:RAY [RWIN CC:DR. DOUG JINKS

Page Number :2
Total Pages 3

CERTIFICATE OF ANALYSIS A9214662
PREP Au ppb
SAMPLE CODE FA+ARA

BW92-7 200-205 207 276 25
BW92-7 205-210 207 276 30
BW92-7 210~-215 207 276 25
BW92~7 215~220 207 276 30
BW92-7 220-225 207 276 20
BW92-7 225-230 207 276 15
BW92-7 230-235 207 276 20
BW92-7 235-240 207 276 65
BW92-7 240-245 207 276 80
BW92-7 245-250 207 276 30
BW92-7 250-255 207 276 30
BW92-7 255-260 207 276 45
BW92-7 260-265 207 276 95
BW92-7 265-270 207 276 160
BW92-7 270-275 207 276 190
BW92-~7 275-280 207 276 40
BW92-7 280-285 207 276 20
BW92-7 285-290 207 276 25
BW92-7 290-295 207 276 30
BW92-7 295-300 207 276 205
BW92-7 300-305 207 276 30
BW92-7 305-310 207 276 35
BW92-7 310-315 207 276 70
BW92-7 315-320 207 276 60
BW92-7 320-325 207 276 30
BW92~7 325-330 207 276 30
BW92-7 330-335 207 276 15
BW92-7 335-340 207 276 20
BW92-7 340-345 207 276 120
BW92-7 345-350 207 276 60
BW92-7 350-355 207 276 75
BW92-7 355-360 207 276 365
BW92-7 360-365 207 276 180
BW92-7 365-370 207 276 405
BW92-7 370-375 207 276 10
BW92-7 375-~380 207 276 110
BW92-7 380-385 207 276 365
BW92-7 385-390 207 276 250
BW92-7 390-395 207 276 25
BW92-7 395-400 207 276 10

CERTIFICAHON:WJ Zf MJ//L/




Chemex Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers
994 West Glendale Ave., Suite 7, Sparks,

Nevada, U.S.A. 89431

PHONE: 702-356-5395

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

Page Number :3
Total Pages :3
Certificate Date: 25-MAY-92
Invoice No. 119214662

89511 P.O. Number :
Account ‘HWE
Project : WEST OATMAN 7
Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
CERTIFICATE OF ANALYSIS A9214662

PREP Au ppb

SAMPLE CODE FA-+AR
BW92-7 400-~405 207 276 10
BW92-7 405-410 2077 276 35
BW92-7 410-415 207 276 5
BWS92~-7 415-420 207 276 10
BWS92-7 420-425 207 276 495
BW92-7 425-430 207 276 1010
BW92-7 430—-435 207 276 980
BW92-7 435-440 207 276 225
BW92-7 440-445 207 276 430
BW92-7 445-450 207 276 315
BW92-7 450-455 207 276 140
BW92-7 455-460 207 276 15
BW92-7 460-465 207 276 < 5
BW92-7 465-470 207 276 < 5
BW92-7 470-475 207 276 5
BW92-7 475-480 207 276 10
BW92~7 480-485 207 276 60
BW92-7 485-490 207 276 60
BW92-7 490-495 207 276 75
BW92-~7 495-500 207 276 375

CERTIFICATIOJ’&.L/ 5/’ m‘ﬁ‘é{aﬂ/




A9214662 BICO PULVERIZATION
REYNOLDS METALS
1ST QC| 2ND

RUN| DUP| RUN diff| AVERAGE| REPORT

1 BW92-7 000 - 005 50 60 -10 55 55
2 BWe2-7 005 - 010 15 15 15
3 BW92-7 010 - 015 35 35 35
4 BW92-7 015 - 020 15 15 15
5 BWg2-7 020 - 025 25 25 25
6 BW92-7 025 - 030 85 85 85
7 BW92-7 030 - 035 35 35 35
8 BW92-7 035 - 040 30 30 30
9 BW92-7 040 - 045 25 25 25
10 BW92-7 045 - 050 50 45 5 48 50
11 BWG2-7 050 - 055 25 25 25
12 BW92-7 055 - 060 20 20 20
13 BW92-7 060 - 065 20 20 20
14 BWg92-7 065 - 070 20 20 20
15 BWG2-7 070 - 075 40 40 40
16 BW92-7 075 - 080 45 45 45
17 BW92-7 080 - 085 45 45 45
18 BW92-7 085 - 090 35 35 35
19 BW92-7 090 - 095 30 30 30
20 BWS92-7 095 - 100 50 50 50
21 BW92-7 100 - 105 30 30 30
22 BW92-7 105 - 110 25 25 25
23 BW92-7 110 - 115 50 50 50
24 BW92-7 115 - 120 35 35 35
25 BWe2-7 120 - 125 95 95 95
26 BW92-7 125 - 130 50 50 50
27 BW92-7 130 - 135 145 145 145
28 BW92-7 135 - 140 175 175 175
29 BW92-7 140 - 145 45 45 45
30 BWgG2-7 145 - 150 70 70 0 70 70
31 BW82-7 150 - 155 25 25 25
32 BW92-7 155 - 160 15 15 15
33 BW92-7 160 - 165 125 125 125
34 BW92-7 165 - 170 70 70 70
35 BW92-7 170 - 175 45 45 45
36 BW92-7 175 - 180 35 35 35
37 BW92-7 180 - 185 25 25 25
38 BW92-7 185 - 190 20 20 20
39 BWG2-7 190 - 195 20 20 20
40 BWgG2-7 185 - 200 25 25 25
41 BW92-7 200 - 205 25 25 0 25 25
42 BW92-7 205 - 210 30 30 30
43 BW92-7 210 - 215 25 25 25
44 BW92-7 215 - 220 30 30 30
45 BWg2-7 220 - 225 20 20 20




A9214662 BICO PULVERIZATION
REYNOLDS METALS
18T QC} 2ND
RUN| DUP| RUN diffl AVERAGE| REPORT
46 BW92-7 225 - 230 15 15 15
47 BW92-7 230 - 235 20 20 20
48 BW92-7 235 - 240 65 65 65
49 BW92-7 240 - 245 80 80 80
50 BW92-7 245 - 250 30 25 5 28 30
51 BW92-7 250 - 255 30 30 30
52 BW92-7 255 - 260 45 45 45
53 BW32-7 260 - 265 95 95 95
54 BWG2-7 265 - 270 160 160 160
55 BW92-7 270 - 275 190 190 190
56 BW92-7 275 - 280 40 40 40
57 BW92-7 280 - 285 20 20 20
58 BW92-7 285 - 290 25 25 25
59 BW92-7 290 - 235 30 30 30
60 BW92-7 295 - 300 205 205 205
61 BW92-7 300 - 305 30 30 30
62 BW92-7 305 - 310 35 35 35
63 BW92-7 310 - 315 70 70 70
64 BW92-7 315 - 320 60 60 60
65 BWg2-7 320 - 325 30 30 30
66 BW92-7 325 - 330 30 30 30
67 BW92-7 330 - 335 15 15 15
68 BW92-7 335 - 340 20 20 20
69 BW92-7 340 - 345 120 120 120
70 BW92-7 345 - 350 60 60 0 60 60
71 BW92-7 350 - 355 75 75 75
72 BW92-7 355 - 360 335 395 -60 365 365
73 BW92-7 360 - 365 180 170 20 180 180
74 BW92-7 365 - 370 270 540( -270 405 405
75 BW92-7 370 - 375 10 10 0 10 10
76 BW92-7 375 - 380 95 120 -25 108 110
77 BW92-7 380 - 385 365 365 365
78 BWO2-7 385 - 390 285 215 70 250 250
79 BW92-7 390 - 395 25 25 25
80 BWg92-7 395 - 400 10 10 10
81 BW92-7 400 - 405 10 10 0 10 10
82 BW92-7 405 - 410 35 35 35
83 BW92-7 410 - 415 5 5 5
84 BW92-7 415 - 420 10 10 10
85 BW92-7 420 - 425 520 465 55 483 495
86 BWO2-7 425 - 430 960 1060f -100 1010 1010
87 BW92-7 430 -435 1120 840 280 980 980
88 BW92-7 435 - 440 220 230 -10 225 225
89 BW92-7 440 - 445 410 450 -40 430 430
90 BWS92-7 445 - 450 310 315 -5 313 315




A9214662 BICO PULVERIZATION
REYNOLDS METALS
1ST| Qc| 2nD | |
RUN| DUP| RUN| diff{ AVERAGE| REPORT
91 BW92-7 450 - 455 140 140 140[
92 BWO2-7 455 - 460 15 15| 15
93 BW92-7 460 - 465 <5 <5 <5
94 BW92-7 465 - 470 <5 <5 <5
95 BW92-7 470 - 475 5 5 5
96 BW92-7 475 - 480 10 10 10
97 BWGO2-7 480 - 485 60 60 60
08 BWO2-7 485 - 490 60 60 60
99 BW92-7 480 - 495 75 75 75
100 BW92-7 495 - 500 330 420 -80 375 375




To: REYNOLDS METALS EXPLORATION INC.

ChemeXx Labs Inc. 501 LONGLEY LANE, STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA
994 West Glendale Ave., Suite 7, Sparks, 59511 A9214662
Nevada, U.S.A. 89431
PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
CERTIFICATE A9214662 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX [NUMBER DETECTION UPPER
Project: WEST OATMAN 7 CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO. #:
983 100 Au ppb: Fuse 30 g sample FA-AAS 5 10000

Samples submitted to our lab in Vancouver, BC.
This report was printed on 1-JUN-92.

SAMPLE PREPARATION

CHEMEX [NUMBER
CODE  {SAMPLES DESCRIPTION

207 80 Assay pulv, screen -150, roll
276 80 16-25 1b crush and split
245 80 Drying charge (16-25 pounds)




REYNOLDS METALS EXPLORATION, INC.
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P ROJECT Mﬁéﬂﬂ%"’“q ”ﬁ/ﬂ“é/(/d"ﬁé{ HOLE NO. BW 92-9 PAGEiOF_‘EL
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Chemex Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

5301 LONGLEY LANE, STE. 157
RENO, NEVADA

Page Number :1
Total Pages 2
Certificate Date: 01-JUN-92
Invoice No.  :19215020

994 West Glendale Ave., Suite 7, Sparks, 89511 i‘ccc)'oa‘lrt’tmber "HWE
Nevada, US.A. 89431 Project : WEST OATMAN 8
PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
ECEIVED JUN 4 1892
RECEIVEL CERTIFICATE OF ANALYSIS A9215020
PREP Au ppb
SAMPLE CODE | FA+aA

BW92-08 000-005 207 276 15

BW92-08 005-010 207 276 5

BW92-08 010-015 207 276 25

BW92-08 015-020 207 276 65

BW92-08 020-025 207 276 15

BW92-08 025-030 207 276 5

BW92-08 030-035 207 276 20

BW92-08 035-040 207 276 55

BW92-08 040-045 207 276 20

BW92-08 045-050 207 276 20

BW92-08 050-055 207 276 15

BW92-08 055-060 207 276 10

BW92~-08 060-065 207 276 < 5

BW92—-08 065-070 207 276 < 5

BW92-~-08 070-075 207 276 < 5

BW92-~08 075-080 207 276 < 5

BW92-08 080-085 207 276 < 5

BW92-08 085-090 207 276 < 5

BW92-08 090-095 207 276 < 5

BW92-08 095-100 207 276 65

BW92-08 100-105 207 276 70

BW92-08 105-110 207 276 35

BW92-08 110-115 207 276 90

BW92-08 115-120 207 276 160

BW92-08 120-125 207 276 180

BW92-08 125-130 207 276 230

BW92-08 130-135 207 276 245

BW92-08 135-140 207 276 125

BW92-08 140-145 207 276 155

BW92-08 145-150 207 276 75

BW92-08 150-155 207 276 75

BW92-08 155-160 207 276 255

BW92~08 160-165 207 276 350

BW92~08 165-170 207 276 365

BW92-08 170-175 207 276 440

BW92-08 175-180 207 276 430

BW92-08 180-185 207 276 165

BW92-08 185-190 207 276 465

BW92-08 190-195 207 276 460

BW92-08 195-200 207 276 450

CERTIFICATION M&M



To: REYNOLDS METALS EXPLORATION INC. Page Number :2

Chemex Labs Inc. 5501 LONGLEY LANE, STE. 157 TotalPages 2 o

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No.  :19215020
994 West Glendale Ave., Suite 7, Sparks, 89511 iigbm%mber "HWE
Nevada, U.S.A. 89431 Project:  WEST OATMAN 8 '

PHONE: 702-356-5305 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE OF ANALYSIS A9215020

PREP Au ppb
SAMPLE CODE FA+AA

BW92-08 200-205 207 276 1150
BW92-08 205-210 207 276 910
BW92-08 210-215 207 276 930
BW92-08 215-220 207 276 445
BW92-08 220-225 207 276 435
BW92-08 225-230 207 276 300
BW92-08 230-235 207 276 275
BW92-08 235-240 207 276 420
BW92-08 240-245 207 276 195
BW92-08 245-250 207 276 145
BW92-08 250-255 207 276 235
BW92-08 255-260 207 276 220
BW92-08 260-265 207 276 560
BW92-08 265-270 207 276 690
BW92-08 270-275 207 276 460
BW92-08 275-280 207 276 200
BW92-08 280-285 207 276 520
BW92-08 285-290 207 276 610
BW92-08 290-295 207 276 560
BW92-08 295-300 207 276 350
BW92-08 300-305 207 276 650
BW92-08 305-310 207 276 1040
BW92-08 310-315 207 276 730
BW92-08 315-320 207 276 1040
BW92-08 320-325 207 276 680
BW92-08 325-330 207 276 270
BW92-08 330-335 207 276 220
BW92-08 335-340 207 276 435
BW92~08 340-345 207 276 185
BW92~08 345-350 207 276 280
BW92-08 350-355 207 276 445
BW92-08 355-360 207 276 140
BW92-08 360-365 207 276 400
BW92-08 365-370 207 276 220
BW92-08 370-375 207 276 60
BW92-08 375-380 207 276 185
BW92-08 380-385 207 276 45
BW92-08 385-390 207 276 40
BW92-08 390-395 207 276 115
BW92-08 395-400 207 276 20
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Chemex Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers

To: REYNOLDS METALS EXPLORATION INC.

6301 LONGLEY LANE, STE. 157

RENO, NEVADA

994 West Glendale Ave., Suite 7, Sparks, 89511 A9215020
Nevada, US.A. 89431
PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
CERTIFICATE A9215020 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX |NUMBER DETECTION UPPER
Project: WEST OATMAN 8 CODE [SAMPLES DESCRIPTION METHOD LiMIT LIMIT
P.O. #:
983 80 Au ppb: Fuse 30 g sample FA-ARS 5 10000

Samples submitted to our lab in Vancouver, BC.
This report was printed on 1-JUN-92.

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION

207 80 Assay pulv, screen -150, roll
276 80 16~25 1lb crush and split
245 80 Drying charge (16-25 pounds)




REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG

PAGE _l—OF_5

PROJECT Mf% &x%ﬂdﬂ ’\E/aél /{/mm/a/ HOLE KO, 5” 72z ’7° TOTAL DEPTH foo ’

LOCATION:STATE Ar’l’jona ~__ COUNTY %&44(/—& SEC. _______5/ TWP. ________7‘20/\/ RGE. ______./? zow
ELEV. INCLIN. "500 DIR. S, z0° W, COORDINATES? 1305 ESL ., 576 FEL £
DATE: COLLARED! 5?//0/72’ COMPLETED: ;//é /??' LOGGED BY: M/Zh/ DRILLED BY: ’L/déletdm’/é
OXIDIZED: — TRANS: Id-75 Reoucens _ 25— #09°

-
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APROJEC‘T M;% ﬂﬂv/ﬂ“”’ﬁ/@ﬁé%/@/ HOLE NO. 5”42’? PAGE ZOF 5‘
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'PROJE(:‘TZQ&E/&W’-B/M [/W HOLE NO. B 72-7 PAGE 5 __ oF 5

SAMPLED Prb ASSAYS
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INTERVAL SAMPLED DESCRIPTION _%é o A:ssm;s' _ -
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Chemex Labs Inc.

To: REYNOLDS METALS EXPLORATION INC.
5301 LONGLEY LANE, STE. 157

Page Number :1
Total Pages :2
Certificate Date: 01-JUN-92

Analytical Chemists * Geochemists * Registered Assayers BRENO, NEVADA {;WOiCE No. 19215021
994 West Glendale Ave., Suite 7, Sparks, 9511 R, Number WE
gﬁ‘ggg_ %SJ; 394351 Project:  WEST OATMAN 9
:702-356-539 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
SECEIVED JUN & 1992
R e CERTIFICATE OF ANALYSIS A9215021
PREP Au ppb
SAMPLE CODE | Fa+aa

BW92-09 000-005 207 276 20

BW92—-09 005-010 207 276 10

BW92-09 010-015 207 276 5

BW92-09 015-020 207 276 5

BW92-09 020-~-025 207 276 45

BW92-09 025-030 207 276 25

BW92-09 030-035 207 276 < 5

BW92-09 035-040 207 276 10

BW92-09 040-045 207 276 < 5

BW92-09 045-050 207 276 < 5

BW92-09 050-055 207 276 5

BW92-09 055-060 207 276 5

BW92-09 060-065 207 276 5

BW92-09 065-070 207 276 10

BW92-09 070-075 207 276 < 5

BW92-09 075-080 207 276 5

BW92-09 080-085 207 276 25

BW92-~-09 085-090 207 276 175

BW92-09 090-~-095 207 276 85

BW92-09 095-100 207 276 220

BW92-09 100-105 207 276 190

BW92-09 105-110 207 276 170

BW92-09 110-115 207 276 150

BW92-09 115-120 207 276 180

BW92-09 120-~125 207 276 90

BW92-09 125-130 207 276 250

BW92-09 130-135 207 276 250

BW92~09 135-140 207 276 170

BW92-09 140-145 207 276 155

BW92-09 145-150 207 276 255

BW92~09 150-155 207 276 375

BW92-09 155-160 207 276 190

BW92-09 160-165 207 276 320

BW92-09 165-170 207 276 260

BW92-09 170-175 207 276 145

BW92-09 175-180 207 276 190

BW92-09 180-185 207 276 325

BW92-09 185-190 207 276 255

BW92-09 190-195 207 276 370

BW92-09 195-200 207 276 325

CERTIFICATION/%A:&%%W




To: REYNOLDS METALS EXPLORATION INC. Page Number :2

o> Chemex Labs Inc. 201 LONGLEY L, TE 167

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No. 119215021
994 West Glendale Ave., Suite 7, Sparks, 89511 z&mjtmber ‘HWE
Nevada, U.S.A. 89431 Project:  WEST OATMAN 9 '

PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE OF ANALYSIS A9215021

PREP Au ppb
SAMPLE CODE FA+AA

BW92-09 200-205 207 276 445
BW92-09 205-210 207 276 120
BW92-09 210-215 207 276 75
BW92-09 215-220 207 276 110
BW92-09 220-225 207 276 145
BW92-09 225-230 207 276 180
BW92~-09 230-235 207 276 140
BW92-09 235-240 207 276 30
BW92-09 240-245 207 276 65
BW92-09 245-250 207 276 60
BW92-09 250-255 207 276 125
BW92-09 255-260 207 276 215
BW92-09 260-265 207 276 235
BW92-09 265-270 207 276 45
BW92~-09 270-275 207 276 265
BW92-09 275-280 207 276 390
BW92-09 280-285 207 276 270
BW92-09 285-290 207 276 270
BW92-09 290-295 207 276 100
BW92-09 295-300 207 276 165
BW92-09 300-305 207 276 90
BW92-09 305-310 207 276 170
BW92-09 310-315 207 276 150
BW92-09 315-320 207 276 175
BW92-09 320-325 207 276 330
BW92-09 325-330 207 276 50
BW92-09 330-335 207 276 135
BW92-09 335-340 207 276 275
BW92-09 340-345 207 276 120
BW92-09 345-350 207 276 185
BW92-09 350-355 207 276 10
BW92-09 355-360 207 276 55
BW92~-09 360-365 207 276 20
BW92-09 365-370 207 276 135
BW92-09 370-375 207 276 30
BW92-09 375-380 207 276 25
BW92~-09 380-385 207 276 30
BW92-09 385-390 207 276 160
BW92-09 390-395 207 276 365
BW92-09 395-400 207 276 70

CERTIFICATloMM




To: REYNOLDS METALS EXPLORATION [NC.

~ Chemex Labs Inc. 5501 LONGLEY LANE, STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA
994 West Glendale Ave., Suite 7, Sparks, 89511 A9215021
Nevada, U.S.A. 89431
PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
CERTIFICATE A9215021 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX |NUMBER DETECTION UPPER
Project: WEST OATMAN 9 CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO. #:
983 80 Au ppb: Fuse 30 g sample FA-AAS 5 10000

Samples submitted to our lab in Vancouver, BC.
This report was printed on 1-JUN-92.

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION

207 80 Assay pulv, screen -150, roll
276 80 16-25 1b crush and split
245 80 Drying charge (16-25 pounds)




- REYNOLDS METALS EXPLORATION, INC.

REVERSE CIRCULATION DRILL LOG
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DEPTH LOG Au |Au Ck.| Ag As Sb Hg
v Lt 7/.«7 - LF (/n f)/56/7k W/f:ga)c pr 7416164»
v . %
5 Hv
v
L\
10 M v , 35
L v i
v
15 :\/ (5
L4 v . +y7~ e bftaﬂlﬂ—rﬂ W)\l’k Hitn
v ok qreansic qrag bty Festoins | 3o
20 H | : Feox Slained 2% diss-pyride
v
] v é
25 Hy 5
1 v . ch
I Lt brown < peenish 7/(47 tra 1{‘— 20
3O [ v ™ Tr. @fs 4l \
me r \
rl v 0
35 v t" I
I /
v c. /5-
40 H v M T gfaunlly  Tve oles
) v '
v
— v 7_
45 Hy ht /r"("-'\ (o]
50 :VV S‘O' 5‘
B — Vv | Strivger 3072 o~ o0 7
1 v
55 Hv | v | miner sificifeahon £ yojers g ml{r) 45
I Iy ' >0
v |\ 4
60 1 v| Naewt s elyirs o
v~ 50
65 Hv Tv. while gfa vild
L1 vv
| 4
LA b ) ) 20
70 Vi S S ome oo bt W] Ti-celefbe




F"ROJECT' Mf% ﬂa/mn/j/a&éﬂ/;no/&/ HOLE NO. BM?Z’/D PAGE zor 4
INTERVAL SAMPLED DESCRIPTION Pob 0(7(/ ASSAYS
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Chemex Labs Inc.

To: REYNOLDS METALS EXPLORATION INC.
5301 LONGLEY LANE, STE. 157

Page Number :1
Total Pages :2
Gertificate Date: 01-JUN-82

Analytical Chemists * Geochemists * Registered Assayers E‘ENO, NEVADA lFI’WOicI\? No. :19215022

994 West Glendale Ave., Suite 7, Sparks, 511 Aégbu#tmber "HWE

fgﬁ\gﬁg" US.A. 89431 Project: ~ WEST OATMAN 10

1 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS
L =
t 1902 CERTIFICATE OF ANALYSIS A9215022
PREP Au Ppb
SAMPLE CODE FA+AA
BW92-10 000-005 207 276 10
BW92-10 005-010 207 276 35
BW92-10 010-015 207 276 is
BW92-10 015-020 207 276 35
BW92-10 020-025 207 276 5
BW92-10 025-030 207 276 20
BW92-10 030-035 207 276 10
BW92-10 035-040 207 276 15
BW92-10 040-045 207 276 20
BW92-10 045-050 207 276 5
BW92-10 050-055 207 276 a5
BW92-10 055-060 207 276 40
BW92-10 060-065 207 276 50
BW92-10 065-070 207 2786 20
BW92-10 070-075 207 2786 10
BW92-10 075-080 207 276 5
BW92-~10 080~085 207 2786 15
BW92~10 085-090 207 276 10
BW92-10 090-095 207 276 15
BW92-10 095-100 207 276 15
BW92-10 100-105 207 276 35
BW92-10 105-110 207 276 10
BW92-10 110-115 207 276 €0
BW92-10 115-120 207 276 40
BW92-10 120-125 207 276 25
BW92-10 125-130 207 276 a0
BW92-10 130-135 207 276 35
BW92-10 135-140 207 276 10
BW92-10 140-145 207 276 135
BW92-10 145-150 207 276 60
BW92-10 150-155 207 276 70
BW92-10 155-160 207 276 60
BW92-10 160-165 207 276 205
BwW92-10 165-170 207 276 50
BW92-10 170-175 207 276 35
BW92-10 175-180 207 276 25
BW92-10 180-185 207 276 25
BW92~-10 185-190 207 276 210
BW92-10 190-195 207 276 85
BW92-10 195-200 207 276 85
o
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To: REYNOLDS METALS EXPLORATION INC. Page Number :2

Chemex Labs Inc. 5501 LONGLEY LANE. STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA Invoice No.  :19215022
994 West Glendale Ave., Suite 7, Sparks, 89511 E’\g.om:ltmber :HWE
Nevada, USA 89431 Project:  WEST OATMAN 10 '

PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE OF ANALYSIS A9215022

PREP Au ppb
SAMPLE CODE FA+AR

BW92-10 200-205 207 276 100
BW92-10 205-210 207 276 80
BW92-10 210-215 207 276 165
BW92-10 215-220 207 276 620
BW92-10 220-225 207 276 450
BW92-10 225-230 207 276 215
BW92-10 230-235 207 276 360
BW92-10 235-240 207 276 405
BW92-10 240-245 207 276 850
BW92-10 245-250 207 276 3550
BW92-10 250-255 207 276 2920
BW92-10 255-260 207 276 1350
BW92~-10 260-265 207 276 560
BW92-10 265-270 207 276 520
BW92-10 270-275 207 276 720
BW92-10 275-280 207 276 470
BW92-10 280-285 207 276 240
BW92-10 285-290 207 276 385
BW92-10 290-295 207 276 335
BW92~-10 295-300 207 276 260
BW92~-10 300-305 207 276 365
BW92-10 305-310 207 276 120
BW92-10 310-315 207 276 165
BW92~10 315-320 207 276 85
BW92-10 320-325 207 276 85
BW92-10 325-330 207 276 70
BW92-10 330-335 207 276 170
BW92-10 335-340 207 276 100
BW92-10 340-345 207 276 210
BW92-10 345-350 207 276 255
BW92-10 350-355 207 276 790
BW92-10 355-360 207 276 360
BW92-10 360-365 207 276 i85
BW92-10 365-370 207 276 210

CERTIFICATIOWM



To: REYNOLDS METALS EXPLORATION INC.

Chemex Labs Inc- 5301 LONGLEY LANE, STE. 157

Analytical Chemists * Geochemists * Registered Assayers RENO, NEVADA

094 West Glendale Ave., Suite 7, Sparks, 89511 A9215022

Nevada, U.S.A. 89431

PHONE: 702-356-5395 Comments: ATTN:RAY IRWIN CC:DR. DOUG JINKS

CERTIFICATE A9215022 ANALYTICAL PROCEDURES
REYNOLDS METALS EXPLORATION INC. CHEMEX |NUMBER DETECTION UPPER
Project: WEST OATMAN 10 CODE [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO.#:
983 74 Au ppb: Fuse 30 g sample ' FA-AAS 5 10000

Samples submitted to our lab in Vancouver, BC.
This report was printed on 1-JUN-S92.

SAMPLE PREPARATION
CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION
207 74 Assay pulv, screen -150, reoll
276 74 16-25 1b crush and split
245 74 Drying charge (16-25 pounds)




