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ACCESS STATEMENT

These digitized collections are accessible for purposes of education and research. We
have indicated what we know about copyright and rights of privacy, publicity, or
trademark. Due to the nature of archival collections, we are not always able to identify
this information. We are eager to hear from any rights owners, so that we may obtain
accurate information. Upon request, we will remove material from public view while we
address a rights issue.

CONSTRAINTS STATEMENT

The Arizona Geological Survey does not claim to control all rights for all materials in its
collection. These rights include, but are not limited to: copyright, privacy rights, and
cultural protection rights. The User hereby assumes all responsibility for obtaining any
rights to use the material in excess of “fair use.”

The Survey makes no intellectual property claims to the products created by individual
authors in the manuscript collections, except when the author deeded those rights to the
Survey or when those authors were employed by the State of Arizona and created
intellectual products as a function of their official duties. The Survey does maintain
property rights to the physical and digital representations of the works.

QUALITY STATEMENT

The Arizona Geological Survey is not responsible for the accuracy of the records,
information, or opinions that may be contained in the files. The Survey collects, catalogs,
and archives data on mineral properties regardless of its views of the veracity or
accuracy of those data.
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REPURT OF aNALYSIS

JOB NO. Iy ol¢9
December | 1988
28-4 100 70 246-2 470
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SANTA FE MINMING TMC.

Attn: Mr. Fred Jenking
4200 Uptown Blud., #400
Albuquerque, NM 87125

Analyeis of 15 Drill Cutting Samples

FIRE AsSsayY
- AU g Cu Pb n
ITEM  SAMPLE NUMBER (oz/t) (oz/t)  (ppm)  (ppm) (ppm)

1 28-6 100-150
2 28-6 150-200
3 28-7 0-50

4 28-7 50-100
5 28-7 100-150

002 .01 70 50. 110.
002 (.01 180. 400. 2050.
.002 .01 et 63, 70.
(.002 ¢:01 50. 7% 750

{.002 .01 0. 125. 190.
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& 2 0-50 .00 €01 145. 40.
7 -2 50-100 {.002 (.01 70 . &0,
8 2 100-150 003 (.01 P 85
7 2 150-200 {.002 {01 30 . 305 120.
10 2 200-250 {.002 £«01 75, 48. 145.

11 26-2 250-300 .002 (.01 85, B 140,
12 26-2 300-350 {.002 {.01 29 176 170.
26-2 350-400 {.002 (.01 50. 60, 105.
4H=2 400-450 {.002 (.01 50. 7 135.
2 450-470 .003 (.01 34. 36 0.

P
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coc: Mr. Dale Armstrong
1525 E. Lind Rd.

Tucson, AZ 85719

Charles E. Thompson William L. Lehmbeck James A. Martin
Arizona Registered Assayer No. 8427 Arizona Registered Assayer No. 8425 Arizona Registered Assayer No. 11122




L ~SK _INE LABS, INC.
s 1775 W. Sahuaro Dr. e P.O. Box 50106
(S Tucson, Arizona 85703
N (602) 622-4836

" REPORT OF ANALYSIS

JOB NO. UJV 017
December 12, 1988
28-6 (200 TO 435)

— PAGE 1 OF 2
SANTA FE MINING INC.
Attn: Mr. Fred Jenkins
6200 Uptown Blvd., #400
Albuquerque, NM 87125
Analysis of 47 Drill Cutting Samples
FIRE ASSAY
Au Ag Cu Pb Zn
ITEM  SAMPLE NUMBER (oz/t) (oz/t) (ppm) (ppm) (ppm)
T oared - mel TR
1 28-6 200-205 (.002 07 120. 135, 1100.
2 28-6 205-210 {.002 22 700. 110. 1250.
3 28-6 210-215 {.002 L1 265. 150. 840.
4 28-4 215-220 (.002 .26 79. 650. 1250.
S 2B-d 220-225 (.002 .33 85. 580. 1400,
6 18-46 225-220 {.002 .28 170. 770. 1700.
7 28-6 230-235 (.002 18 - 250. 830.  740. . =
8 28-6 235-240 ¢.002 .15 600. 1150. 1400. 2z - 29 (62
9 28-6 240-245 (.002 27 650, 1500. 350. " .
10 28-6 245-250 {.002 .43 1500. 3100. 2850. L
‘ Az Py
11 28-6 250-255 (.002 | 700. 1500. 1800. NENG Cu
1 28-6 255-260 .004 37 $10. 340. 1150. h
13 28-6 260-265 .004 L1t 1700. 100. 2350.
14 28-6 265-270 .004 <09 3800. 2550. 2900.
15  28-6 270-275 (.002 .18 5200. 1300. 5200.
16 28-6 275-280 .014 .26 2300. 7105 14620,
17  28-6 280-285 016 .18 1250. 590. . 840.
18 28-6 285-290 .020 .16 -1300. 970. 1100.
19 28-6 290-295 014 .13 770, 750. 1050,
20 28-¢ 295-300 .008 .08 440, 420. 620.
21 28-46 300-305 .009 .12 370. 380. 540.
22  28-6 305-310 .010 .15 385. 445, 710
23 28-6 310-315 .008 15 175 500. 770.
24  28-6 315-320 .006 .32 410. 940. 1350.
25 28-6 320-325 .004 .08 510. 590, 8¢0.
Charles E. Thompson. William L. Lehmbeck James A. Martin
Arizona Registered Assayer No. 8427 Arizona Registered Assayer No. 8425 Arizona Registerad Assayer No. 11122
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S¥ 'LINE LABS, INC.

1770 W. Sahuaro Dr. e P.O. Box 50106
Tucson, Arizona 85703

(602) 622-4836

JOB NO. UJV 017
December 12, 1988

PAGE 2 OF 2
FIRE ASSAY
Au Ag Cu Pb Zn

SAMPLE NUMBER (oz/t) (oz/t) (ppm) (ppm)  (ppm)

28-6 325-330 - <.002 .05 345. 445, 770.

28-6 330-335 {.002 .05 170. 345. 750.

284 335-340 .002 .05 175, 425. 540.

28-6 340-345 .006 .07 215. 300. 390.

28-6 345-35 (.002 .09 230 1150.  1%00.

28-¢4 350-355 .002 .03 140. 205. 280.

28-6 355-340 ¢.002 11 22 450.  1050.

28-6 360-365 .006 A1 310. 380. 680.

28-6 365-370 (.002 1 255. 520.  1500.

28-6 370-375 .002 .06 4%0. 510.  4800.

28-6 375-380 (€.002 .02 145. 155. 590.

28-6 380-385 .004 .08 275. 455, 780.

28-6 385-3%0 {.002 12 200. 345.  1000.

28-6 390-395 (.002 .05 165. 280. 740.

28-6 395-400 (.002 .03 125. 140. 335S.

28-6 400-405 .006 .04 440, 375.  1500.

28-6 405-410 {.002 .04 17S. 510. 1100.

28-6 410-415 {.002 .04 195. 350. g%0.

28-6 415-420 (.002 .05 115. 240.  6%0. o

T 28-6 420-425 .004 .05 315 1100.  6850. 470 - 435 (i)

28-6 425-430 {.002 .05 245 440.  2750. R
28-6 430-435 (.002 .26 1650. 690.  4850. HT opt hy

(6] i

Charles E. Thompson
Arizona Registered Assayer No. 9427

Mr. Dale G. &rmstrong
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E. Lind Rd.

Tucson, AZ 85719

William L. Lehmbeck

Arizona Registered Assayer No. 8425

James A. Martin
Arizona Registered Assayer No. 11122




ARIMETCO
attn: Mr.
8835 E. Speedway

Tucson, AZ

Charles E. Thompson
Arizona Registered Assayer No. 9427

SKYLINE LABS, INC.

1775 W. Sahuaro Dr. e P.O. Box 50106
Tucson, Arizona 85703

(602) 622-4836

REPORT OF ANALYSIS

Fred Knackstedt

85710

iy

JOB NO. VOB 004
February 17, 1989
AZ0B-1 TO A209-18

PAGE 1 OF 2

FIRE ASSAY

Al
ITEM SAMPLE NUMBER (oz/t)

et

AZ08~1 004
AZ208-2 .010
AZ08-3 065
AZ0B-4 006

L P

Bow

5 AZ08-5 036

& AZ08-6 1D
7 AZ08-7 022
8 A208-8 085
?  A208-9 016
10 A208-10 .008

11 AZ09-1 .018
12 AZ209-2 048
13 AZ09-3 .080
14 AZ09-4 016
15  A209-5 070

16 A209-6 032
7 A209-7 L0585
18 12098 .034
19 A209-9 .125
20 AZ09-10 060

21 AZ09-11 020
22 AZ209-12 Wi
23 A209-13 L0046
24 A209-14 028
25 AZ09-15 038

William L. Lehmbeck
Arizona Registered Assayer No. 9425
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James A. Martin
Arizona Registered Assayer No. 11122



SKYLINE LABS, INC.

CCe

Charles E. Thompson
Arizona Registered Assayer No. 9427

Tucson, Arizona 85703
(602) 622-4836

SAMPLE NUMBER

2 AZ09-16
27 A209-17

28 AZ09-18

Arimetco

8835 E. Speedway

Tucson, AZ 5710

Attn.s Mr. Scott Gibson
Mr. Henry Shipes
Mr. Roy Shipes
Mr. Dave Thomas

1775 W. Sahuaro Dr. ® P.O. Box 50106

FIRE

ALl

(oz/1)

036
018

S8

William L. Lehmbeck
Arizona Registered Assayer No. 9425

JOB NO. VOB 004
February 17, 1989
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ASSAY

Ag

{oz/t)

09

.01

.41

James A. Martin
Arizona Registered Assayer No. 11122




