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C 'PPER STATE ANAL -ICAl 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E . EVANS. TUCSON . AZ 85713 

Santa Fe Pacific Mining 
P.O. Box 27019 
Albuquerque, N.M. 87125 

PH . 16021 884-5811 

ATTN: Mr. Duncan Reissmeyer 

Project:-Hole No. 28-7 

PH . 16021 797-0788 

Job: 19372 
Received: 02/24/89 
Reported: 03/07/89 
Sample No.: 100 
Elements: 5 
Invoice No.- C9518 

D.A. SHAH 
REGISTERED ASSAYER 

AZ R<o. ,_ 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements Au Ag Cu Pb Zn 

Units PPM PPM PPM PPM PPM 
======================================================================== 

615-619 f"" 0.09 54.6 0.21% 1.66% 5.0% T @ t,/s- - t, 8 1- ( :.' 2 ) , ! 

619-622.5 s.c;- 0.07 68.6 0.32% 0.87% 10.0% 'I ,/~ ( 
622.5-625 z..) 0.02 266 0.17% 2.40 

, J ........, 

17 2. . Co .1, l", 625-627.5 z. . ~ 0.01 20.6 274 0.20% 0.12% 
627.5-630 zs 0.03 72.8 0.52% 1.44% 10.0% • C, 1 

l.. \, () r' '... 
t"-

630-635 r- 0.01 44.0 324 0.17% I 0.5% 1 635-640 1:;- 0.01 36.0 0.12% 0.53% 3.9% -
640-645 <0.005 3.4 216 126 1.64% 
645-650 0.02 40 220 176 1.40% 
650-655 0.02 3.8 104 128 1.72% 
655-660 0.01 3.6 120 104 0.91% 
660-663 0.04 4.8 304 136 1.71% 
663-664 0.07 3.6 0.12% 124 4.7% 
664-669 0.02 3.6 364 96 2.82% 
669-671 0.04 8.6 0.11% 270 10.0% 

671-673.2 0.14 14.8 0.72% 216 0.84% 
673.2-676 0.02 37 220 • 120 180 

676-679 0.315 20.1 104 176 272 
679-684 0.06 3.8 228 262 0.22% 
684-687 0.02 3.6 0.43% 294 0.71% 
-6-87 ='6 9 Z-------n-:-a c --· .. --"-5. 2 0.3'% --_.- 224- --'------ 5'00-----'-'-- -. - --.-_ ... . - . 

692-697 <0.005 3.0 380 88 176 
697-702 <0.005 2.8 0.22% 60 104 
702-707 <0.005 4.4 0.12% 88 240 
707-712 <0.005 2.2 226 56 170 
712-716 <0.005 2.0 120 286 64 
716-720 <0.005 2.2 224 186 66 
720-725 0.01 4.2 0.33% 84 146 
725-730 0.04 2.4 0.14% 72 236 
730-735 <0.005 2.0 338 40 68 

;;;;;;;==================CONTINUED NEXT PAGE============================ 



C ?PER STATE ANAL'. 'leAL 

LAB. INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E . EVANS. TUCSON, AZ 85713 

PH. 16021 884·5811 PH . 16021 797·0788 

Santa Fe Pacific Mining 
Project:-Hole No. 28-7 

Job: 19372 Page 2 

D,A. SHAH 
REGISTERED ASSAY!:R 

AZ REO. ,_ 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
735-740 <0.005 2.2 
740-745 <0.005 3.6 
745-750 <0.005 3.4 
750-755 0.02 2.4 
755-758 0.01 4.6 
758-761 <0.005 5.6 
761-765 <0.005 1.2 
765-770 0.01 3.0 
770-775 <0.005 1.2 
775-780 <0.005 1.2 
780-785 <0.005 1.6 
785-790 <0.005 1.8 
790-795 0.06 2.6 
795-800 <0.005 2.8 
800-802 <0.005 3.4 
802-807 <0.005 1.0 

807-810.5 <0.005 1.2 
810.5-815 <0.005 1.4 

815-820 <0.005 1.6 
820-825 <0.005 2.2 
825-830 <0.005 1.8 

830-833.7 0.01 2.4 
833.7-838.4 <0.005 1.8 

838.4-842 <0.005 3.0 
842-845.4 0.02 1.6 
845.4-850 0.01 3.2 

850-856 <0.005 1.2 
856-859.5 <0.005 2.0 
859.5-865 <0.005 1.0 

865-870 <0.005 1.4 
870-875 <0.005 0.4 
875-880 <0.005 1.0 
880-885 <0.005 0.8 
885-890 <0.005 0.2 
890-895 <0.005 1.2 
895-900 <0.005 2.4 
900-905 <0.005 0.4 

=========================CONTINUED 

0.11% 
0.32% 
0.12% 
0.12% 
0.11% 
0.34% 
0.10% 

500 
200 
206 
440 
402 
482 

0.11% 
0.11% 

244 
386 
420 

0.12% 
0.11% 
0.13% 

446 
266 

0.11% 
96 
90 
48 
220 
140 
160 
204 
354 
296 
284 
32 
492 
428 

NEXT 

80 186 
126 106 
204 0.11% 
144 300 
372 1.02% 
700 0.2% 
100 250 
124 0.12% 
48 80 
72 140 
104 136 
100 286 
80 186 

0.09% 0.22%' 
0.07% 0.24% 

44 406 
186 436 
76 296 
166 180 
210 208 
178 314 
164 356 
144 492 
238 0.12% 
74 326 
146 0.11% 
30 120 
230 0.11% 
52 152 
26 54 
142 338 
42 100 
200 382 
30 42 
220 300 
284 0.11% 
186 394 

PAGE============================ 
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LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 
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Project:-Hole No. 28-7 

710 E. EVANS. TUCSON . AZ 85713 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REo. ,_ 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

eu 
.PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
905-910 0.01 5.4 224 122 224 
910-915 <0.005 0.4 120 106 320 
915-920 <0.005 0.2 356 134 214 / 
920-925 O .. QJ 1.8 190 162 ______ 26_2 __ te_ .?_~_~-- 9S'<,,- ( 10 J 
9~2~5=-------:9:c-:2:;-:6;------;:0.02 ---:-5-.1----'8'"--' oz/to~-3-62 344 220 . 8& 0.,) (!,. . t 
~ ~ ~=~ ~ ~ __ ~g : gg-=-~ __ 2 ~ :_~ ___ ~ il i.=-__ j_~~ ____ ~3 i ~ % ' 

----gj 5 - 9-40 < 0 . 005 4 . 4 1 00 76 11 2 
940-945 (0.005 1.8 160 142 202 
945-950 (0.005 3.2 36 140 166 
950-955 (0.005 0.8 120 134 256 
955-960 <0.005 1.8 480 176 320 
960-965 (0.005 0.4 116 64 174 
965-970 (0.005 1.0 112 ' 74 408 
970-975 <0.005 1.6 296 154 486 
975-980(0.005 0.6 180 40 168 

980-983.5 (0.005 0.8 90 54 94 
983.5-987 <0.005 2.2 54 88 174 

987-989 0.01 6.4 90 236 0.12% 
989-991.3 0.02 2.2 130 98 184 
991.3-996 (0.005 1.2 60 134 82 
996-1001 (0.005 1.2 128 108 336 

1001-1002.5 0.01 8.6 364 298 224 
1002.5-1007 (0.005 2.6 368 136 362 

1007-1012 (0 . 005 3.2 0.16% 110 442 
1012-1017 (0.005 2.0 0.12% 102 216 
1017-1020 0.11 5.0 0.27% 64 0.12% 
1020-1025 0.125 4.2 0.11% 90 190 
1025-1029 0.04 4.4 0.31% 226 0.12% 
1029-1034 0.01 2.4 204 80 70 
1034-1039 (0.005 2.0 390 56 106 
1039-1042 (0.005 1.8 230 32 94 
1042-1043 (0.005 4.4 26 82 130 

===========================END REPORT==================~-~~ 



C )PPER STATE ANAL- TICAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON . AZ 85713 

PH. 16021 884·5811 

Santa Fe Pacific Mining 
P.O. Box 27019 
Albuquerque, N.M. 87125 

ATTN: Mr. Duncan Reissmeyer 

Project:-Hole No. 28-7 (1043-1665) 

PH. 16021 797·0788 

Job: 19468 
Received: 03/07/89 
Reported: 03/21/89 
Sample No.: 140 
Elements: 5 
Invoice No.- C9553 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REG. '_ 

IN BUSINESS SINCE 1966 

===========;============================================================ 
Elements 

Units 
Au 
PPM 

Ag 
PPM . 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
1043-1048 0.03 2.2 94 59 68 

1048-1053.8 0.05 1.6 62 34 69 
1053.8-1056 0.04 3.1 186 36 154 

1056-1060 0.03 1.2 48 42 111 
1060-1063 0.02 1.4 14 24 164 
1063-1068 0.12 1.2 60 24 164 

I 1068-1070.5 0.19 2.8 5~ 38 800 
1070.5-1075 0.16 6.1 208 31 820 

1075-1079 0.16 1.4 128 14 121 
1079-1082.5 0.11 0.8 32 12 88 
1082.5-1086 0.02 0.8 38 22 62 

1086-1090 0.16 1.1 42 22 iOl 
1090-1095 0.11 1.2 24 16 107 
1095-1100 0.08 2.6 52 86 372 
1100-1105 0.08 1.6 74 42 64 
1105-1110 0.09 6.1 36 38 112 
1110-1115 0.12 0.7 24 16 44 
1115-1120 0.04 1.1 24 14 148 
1120-1125 0.06 1.1 14 14 42 
1125-1130 0.04 0.8 12 16 54 
1130-1135 0.16 0.7 10 16 76 
1135-1140 0.52 0~4 14 12 84 
1140-1145 0.01 1.1 66 12 666 
1145-1150 (0.005 0.4 18 18 88 
1150-1152 (0.005 1.1 18 28 111 

1152-1153.5 (0.005 1.2 0.24% 31 4.21% 
1153.5-1159 (0.005 1.9 500 24 0.11% 

1159-1162 (0.005 4.4 0.15% 82 144 
1162-1167 (0.005 6.1 0.12% 76 201 
1167-1170 0.01 1.4 46 29 128 

=========================CONTINUED NEXT PAGE============================ 



C )PPER STATE ANAL flCAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E. EVANS. TUCSON. AZ 85713 
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Santa Fe Pacific Mining 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. '_ 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
1170-1173 0.01 1.1 
1173-1177 0.01 0.7 
1177-1180 <0.005 0.7 
1180-1181 0.02 1.4 
1181-1185 (4 ) 0.07 12.6 
1185-1188 (3/ 0.11 16.1 

1188-1191.8l3 .e ) <0.005 3.8 
1191.8-1196 0.01 2.1 

1196-1201 <0.005 1.1 
1201-1206 0.04 0.8 
1206-1209 0.03 1.1 
1209-1214 <0.005 0.9 
1214-1218 <0.005 0.8 
1218-1221 <0.005 0.7 
1221-1225 0.01 1.2 
1225-1230 <0.005 0.7 
1230-1235 <0.005 0.6 
1235-1240 <0.005 0.2 

1240-12445 0.34 8.1 
12445-1248 <0.005 8.8 
1248-1252.3 0.04 1.2 
1252.3-1257 0.02 0.4 

1257-1262 0.02 0.4 
1262-1267 <0.005 1.1 
1267-1272 0.01 0.4 
1272-1277 0.01 0.7 
1277-1282 0.02 1.1 
128 2-1287 0.01 0.3 
1287-1292 <0.005 0.7 
1"292-=rT96 (4) -'<-0 ' ~ 005 - 6 : t _.-
1296-1299 (~ 0.04 10.0 
1299-1304 /,) <0.005 5.2 
1304-1309 (s") 0.01 3.8 
1309-1314 (5/ <0.005 6.2 

1314-1316.5: 2.$") 0.03 4.0 
1316.5-1319(i .o) <0.005 35.0 

==========================CONTINUED 

32 18 84 
44 18 101 
36 12 201 
4 6 .. __ .....!±..4.__lL~ ___ . __ 

0.12% 198 2.28% 
0.32% 238 7.4% 
0.12% 84 0.11% 

24 26 450 
14 16 164 
88 24 222 
22 16 134 
21 14 127 
18 18 88 I 
18 16 III 
27 54 106 
64 52 66 
94 32 56 
82 34 39 
256 160 144 
890 262 0.25% 
102 52 66 
40 54 78 
34 53 68 
72 51 78 
34 62 88 
64 119 96 
54 129 129 
46 71 48 
94 69 _____ . ___ 111_ . 

'--38 ---'-- - 0.18% 640 
334 0.52% 1.88% 
48 0.59% 1.02% 
38 0.69% 0.87% 
96 0.33% 0.95% 
40 0.16% 0.33% 
102 220 312 

10.8 I e 
,I g 0/. C'-'-' 

,2.~ " r + AJ 
, 41 ./. Ph 

NEXT PAGE=========================== 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. I .... 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

13. <;" 

======================================================================== 
1319-1321.5(~.'S) <0.005 0.4 OPT 
1321 . 5-132S-'(Cf. 0-05-·----T~ 6- . 
1325-1330 <0.005 1.4 
1330-1335 <0.005 2.8 

80 0.56% 1.17% 
-- -~ ~--, ------------_._--------

72 68 180 
70 48 58 
118 72 60 

1335-1340 0.02 3.6 
1340-1345 t;' -"' <0-:-005 6.2 

___ 1,.....,.48 374_.__ 2.36 , . . _. ___ 
76 0.54% 1.05% 

1345-1350 :> 0.07 12.0 
.'l .l 1350-1354.2 '-1-2 5.68 53.2 I~~ ~ 

.. ,t. 1354.2-1355.5 /1, 1.98 4.4 OPT / 
.~ 1355.5-1358.5 3 1.48 24.4 
."1 1358.5-1363 .:l· S' 0.29 13.0 

1363-1368 ':' 0.06 7.6 
1368-1373 ~ 0.02 4.4 -
1373-1378 0.19 17.0 
1378-1383 0.03 14.6 .!,~C' 

.4 1383-1385 z 1.11 7.1 OPT 
1385-1390 ~ 0.16 12.6 
1390-1395 0.21 15.4 
1395-1400 - 0.11 13.4 
1400-1405 '; 0.04 6.4 

. ~) 1405-1409.4 ~." 0.07 9.6 
1409.4-1414 d.~ 0.01 5.2 

.', 1414-1418 '" 0.01 6.4 
1418-1423 <; 0.02 12.0 

~ 1423-1425 - 0.01 23.6 
1425-1430 " 0.03 18.8 
1430-1435 ~ 2.11 42.2 
1435-1440 ~ 0.34 31.0 
1440-1445 0.07 27.4 
1445-1450 " 0.09 12.0 
1450-1455 0.31 35.4 
1455-1460 0.34 25.6 

0.13% 1.05% 3.58% 
0.24% 0.51% 2.84% 

444 0.30% 1.17% 
154 0.04% 0.29% 
908 0.38% 2.72% 

0.07% 0.49% 3.44% 
570 0.20% 0.57% 

0.11% 1.10% 3.73% 
6.52 0.32% 0.92% 
0.44% 2.78% 13.7% 

292 0.23% 0.51% 
0.10% 0.13% 0.93% 
0.19% 0.10% 0.36% 

944 244 440 
8.08% 250 224 

398 242 298 
848 246 430 

0.56% 436 0.14% 
3.36% ' 0.19% 0.32% 
1.38% 0.11% 0.33% 

718 0.80% 0.82% 
0.17% 0.38% 0.31% 
0.30% 0.39% 0.87% 

826 0.05% 0.34% 
0.19% 410 1.17% 

990 0.18% 1.65% 

.42. 

120 Fi @. 

Pi'''''' -~ j 

OpT '\?- ') 

.1 !. ' I, 

1460-=T4'o'5---- --0. 0'[----T~ '2 ' ·-·--46- --·-'--- 88-'-----, .... 228 ... - .... . 

1465-1470 0.02 3.4 48 62 226 
1470-1475 <0.005 6.0 420 400 444 
1475-1480 <0.005 2.4 34 72 200 

=========================CONTINUED NEXT PAGE============================ 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. I .... 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

eu 
PPM 

Pb 
PPM 

Zn 
PPM 

------------------------------------------------------------------------------------------------------------------------------------------------
1480-1483.5 0.02 2.6 44 82 178 
1483.5-1489 0.01 2.0 50 132 166 

1489-1494 0.01 1.8 42 76 104 
1494-1498 <0.005 1.6 48 66 86 
1498-1503 0.01 1.8 30 40 190 
1503-1508 0.07 2.2 60 206 282 
1508-1513 0.01 2.4 28 90 234 
1513-1518 0.04 2.2 24 100 202 
1518-1523 0.01 2.4 28 102 286 
1523-1528 0.1 2.2 46 122 188 
1528-1533 0.01 2.0 34 90 142 
1533-1538 ( ~) 0.01 9.8 390 0.46% 0.36%· 
1538-1543(s- ) <0.005 5.4 82 0.27% 0.38% 
1543-1548( n <0.005 6.0 102 1 0 . 39% 0.45% 
1548-1553 {0 0.04 14.8 0.10% 0.69% 1.01% 

8 . .j PI' ·1.( '\ j 
"7 "" o/ ;J p L 

....... f 1-

,.(4 155 3::-.! 558_.J. ~<; ':L 0 .. Q.?_. ___ . ___ _ 5~_ .. __ . __ ___ . Q .•. l4.~_ .___ ~e8 _______ 0. 32%. 
1558.7-1563.8 <0.005 3.4 326 284 310 

1563.8-1569 0.01 2.4 154 258 592 
1569-1574.2 <0.005 2.8 180 116 660 
1574.2-1581 0.03 10.2 0.61% 310 594 
1581-1585.3 0.02 4.2 848 64 640 

1585.3-1589.9 0.12 12.2 0.18% 378 0.28% 
1589.9-1595 0.02 5.0 372 144 280 

1595-1600 0.07 3.2 0.12% 160 0.16% 
1600-1605 0.04 2.8 596 90 422 
1605-1610 0.01 4.2 210 162 584 
1610-1615 <0.005 7.2 774 0.17% 0.41 
1615-1620 <0.005 5.0 478 222 470 
1620-1623 0.01 2.2 200 332 624 

1623-1625.5 0.01 8.2 46 42 90 
1625.5-1630 0.02 3.2 34 32 86 

1630-1635 0.01 10.2 36 36 84 
1635-1640 <0.005 4.4 24 34 56 
1640-1645 0.02 2.4 22 24 94 
1645-1650 0.01 0.8 8 52 40 
1650-1655 0.03 1.2 18 24 20 
1655-1660 0.04 1.0 12 22 18 
1660-1665 0.09 1.2 12 48 38 

==========================END REPORT===================== 



C ::»PER STATE ANALY ICAL 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REQ. , .... 

IN BUSINESS SINCE 1966 

=====================;================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM 

eu 
.PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
905-910 0.01 5.4 224 122 224 
910-915 <0.005 0.4 120 106 320 
915-920 <0.005 0.2 356 134 214 / 
920-925 0.01 1.8 190 162 ___ ____ 2.62 .. ~_ ?_?~-- 7f<:.,- ((a j 
9::cc2=-5.:::...--9=-2=--'6==--- - -=(L '0-2--5 -:-18 -o~-/ t ~~-3 -6-2---- 344 220 . B5 0,,) !!.. ' t 
926-930 <0.005 2.6 0.11% 268 0.11% ' 
930 - 9 3 5 _ __ <0 .0 Q 5 2 0 .J~ ___ 244. ______ 146 . __ . ______ 372 ____ _ 

~5-945 <0.005 4.4 100 76 112 
940-945 <0.005 1.8 160 142 202 
945-950 <0.005 3.2 36 140 166 
950-955 <0.005 0.8 120 134 256 
955-960 <0.005 1.8 480 176 320 
960-965 <0.005 0.4 116 64 174 

(965-970 <0.005 1.0 112' 74 408 
970-975 <0.005 1.6 296 154 486 
975-980 <0.005 0.6 180 40 168 

980-983.5 <0.005 0.8 90 54 94 
983.5-987 <0.005 2.2 54 88 174 

987-989 0.01 6.4 90 236 0.12% 
989-991.3 0.02 2.2 130 98 184 
991.3-996 <0.005 1.2 60 134 82 
996-1001 <0.005 1.2 128 108 336 

1001-1002.5 0.01 8.6 364 298 224 
1002.5-1007 <0.005 2.6 368 136 362 

1007-1012 <0.005 3.2 0.16% 110 442 
1012-1017 <0.005 2.0 0.12% 102 216 
1017-1020 0.11 5.0 0.27% 64 0.12% 
1020-1025 0.125 4.2 0.11% 90 190 
1025-1029 0.04 4.4 0.31% 226 0.12% 
1029-1034 0.01 2.4 204 80 70 
1034-1039 <0.005 2.0 390 56 106 
1039-1042 <0.005 1.8 230 32 94 
1042-1043 <0.005 4.4 26 82 130 

===========================END REPORT================== -
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710 E. EVANS. TUCSON. AZ 85713 

PH. (602) 884·5811 

Santa Fe Pacific Mining 
P.O. Box 27019 
Albuquerque, N.M. 87125 

ATTN: Mr. Duncan Reissmeyer 

Project:-Hole No. 28-7 (1043-1665) 

PH. (602) 797-0788 

Job: 19468 
Received: 03/07/89 
Reported: 03/21/89 
Sample No.: 140 
Elements: 5 
Invoice No.- C9553 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. ,_ 

IN BUSINESS SINCE 1966 

======================================================================== 
Elements 

Units 
Au 
PPM 

Ag 
PPM . 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

==========================:============================================= 
1043-1048 0.03 2.2 94 59 68 

1048-1053.8 0.05 1.6 62 34 69 
1053.8-1056 0.04 3.1 186 36 154 

1056-1060 0.03 1.2 48 42 111 
1060- 1063 0.02 1.4 14 24 164 
1063-1068 0.12 1.2 60 24 164 

I 1068-1070.5 0.19 2.8 5~ 38 800 
1070 . 5-1075 0.16 6.1 208 31 820 

1075-1079 0.16 1.4 128 14 121 
1079-1082.5 0.11 0.8 32 12 88 
1082.5-1086 0.02 0.8 38 22 62 

1086-1090 0.16 1.1 42 22 101 
1090-1095 0.11 1.2 24 16 107 
1095-1100 0.08 2.6 52 86 372 
1100-1105 0.08 1.6 74 42 64 
1105-1110 0.09 6.1 36 38 112 
1110-1115 0.12 0.7 24 16 44 
1115-1120 0.04 1.1 24 14 148 
1120-1125 0.06 1.1 14 14 42 
1125- 1130 0.04 0.8 12 16 54 
1130-1135 0.16 0.7 10 16 76 
1135-1140 0.52 0.4 14 12 84 
1140-1145 0.01 1.1 66 12 666 
1145-1150 <0.005 0.4 18 18 88 
1150-1152 <0.005 1.1 18 28 111 

1152-1153.5 <0.005 1.2 0.24% 31 4.21% 
1153.5-1159 <0.005 1.9 500 24 0.11% 

1159-1162 <0.005 4.4 0.15% 82 144 
1162-1167 <0.005 6.1 0.12% 76 201 
1167-1170 0.01 1.4 46 29 128 

=========================CONTINUED NEXT PAGE============================ 
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D.A. SHAH 
REGISTERED ASSAYER 

AZ REO.'_ 

IN BUSINESS SINCE 1966 

==========~=~=========================================================== 

Elements 
Units 

Au 
PPM 

Ag 
PPM 

Cu 
PPM 

Pb 
PPM 

Zn 
PPM 

======================================================================== 
1170-1173 0.01 1.1 32 18 84 
1173-1177 0.01 0.7 44 18 101 
1177-1180 <0.005 0.7 36 12 201 
1180-1181 0.02 1.4 46 44 124 
1181-1185 (4) 0 . 07 12 . 6 O. 12 % .. ·----!'<is----·2 -:-28-% .. .. 
1185-1188 (3i 0.11 16.1 0.32% 238 7.4% 

11~8~8~-~1~1~9~1~.~8~\3_.&_)~<~0~.=0=0~5 ____ ~3~.~8~ __ ~0~.~1=2~%~ __ -=8~4___ 0.11% 
1191.8-1196 0.01 2.1 24 26 450 

1196-1201 <0.005 1.1 14 16 164 
1201-1206 0.04 0.8 88 24 222 
1206-1209 0.03 1.1 22 16 134 
1209-1214 <0.005 0.9 21 14 127 
1214-1218 <0.005 0.8 18 18 88 I 
1218-1221 <0.005 0.7 18 16 111 
1221-1225 0.01 1.2 27 54 106 
1225-1230 <0.005 0.7 64 52 66 
1230-1235 <0.005 0.6 94 32 56 
1235-1240 <0.005 0.2 82 34 39 

1240-12445 0.34 8.1 256 160 144 
12445-1248 <0.005 8.8 890 262 0.25% 
1248-1252.3 0.04 1.2 102 52 66 
1252.3-1257 0.02 0.4 40 54 78 
1257-1262 0.02 0.4 34 53 68 
1262-1267 <0.005 1.1 72 51 78 
1267-1272 0.01 0.4 34 62 88 
1272-1277 0.01 0.7 64 119 96 
1277-1282 0.02 1.1 54 129 129 
1282-1287 0.01 0.3 46 71 48 
1287-1292 <0.005 0.7 94 69 111 
1292= 1·2-96 /4-) ·_·' <:-0 ~ · 005 .. 6:t ·-38 --.~ .. -- 0.18% 640 
1296-1299 (! ) 0.04 10.0 334 0.52% 1.88% 
1299-1304 /.;) <0.005 5.2 48 0.59% 1.02% 
1304-1309 (0 0.01 3.8 38 0.69% 0.87% 
1309-1314 (5, <0.005 6.2 96 0.33% 0.95% 

1314-1316.5: 2.5i 0.03 4.0 40 0.16% 0.33% 

10.8 I e 
.18 ./. ('" 

,2. '" ,,~+ Aj 

. 41 ./~ pi:, 

1316.5-1319«. ,) <0.005 35.0 102 220 312 
==========================CONTINUED NEXT PAGE=========================== 
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LAB, INC. 

rlCAL 
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Santa Fe Pacific Mining 
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D.A. SHAH 
REGISTERED ASSAYE~ 

AZ REO. ,_ 

IN BUSINESS SINCE 1966 

====================~=================================================== 

Elements 
Units 

Au 
PPM 

Ag 
PPM 

13.<; 

eu 
PPM 

Pb 
PPM 

Zn 
PPH 

======================================================================== 
1319-1321.5~.S) <0.005 0.4 OPT 80 0.56% 1.17% 
132 1 • 5 -TY2:5 --'-'( (f. 0-05- ' --.-- 1. ~ 6 .----/2 ..... '---6 'ff -----··-· -- ls6 .. -

1325-1330 <0.005 1.4 70 48 58 
1330-1335 <0.005 2.8 118 72 60 
1335-1340 0.02 3.6 148 374 236 
1340-i345 --;';: -- <0 -:- 005"---6 -:-2--- - 76-- - ---0:.-54% 1.05% 
1345-1350 S" 0.07 12.0 0.13% 1.05% 3.58% 

,qJ 1350-1354.2 4. 2 5.68 53.2 I~~ - 0.24% 0.51% 2.84% 
. -loP 1354.2-1355.5 I . ~ 1.98 4.4 OPT / 444 0.30% 1.17% 
.~ 1355.5-1358.5 3 1.48 24.4 154 0.04% 0.29% 
."1 1358.5-1363 J. '~ 0.29 13.0 908 0.38% 2.72% 

1363-1368 ';' 0.06 7.6 0.07% 0.49% 3.44% 
1368-1373 ~ 0.02 4.4 570 0.20% 0.57% 
1373 -1 378 ,- 0 . 19 1 7 • 0 0 • 11 % 1 • 10% 3 . 73% 
1378 -13 8 3 0 • 03 14 • 6 !-~" 6 . 5 2 0 • 3 2 % 0 • 9 2 % 

,"1 1383-1385 2 1.11 7.1 OPT 0.44% 2.78% 13.7% 
1385-1390 ~ 0.16 12.6 292 0.23% 0.51% 
1390-1395 - 0.21 15.4 0.10% 0.13% 0.93% 
1395-1400 - 0 . 11 13.4 0.19% 0.10% 0.36% 
1400-1405 ;- 0.04 6.4 944 244 440 

, j" 1405-1409.4 <\ , " 0.07 9.6 8.08% 250 224 
1409.4-1414 d.~ 0.01 5.2 398 242 298 

. ,, 1414-1418 4 0.01 6.4 848 246 430 
1418-1423 <; 0.02 12.0 0.56% 436 0.14% 

~ 1423-1425 - 0.01 23.6 3.36% ' 0.19% 0.32% 
1425-1430 ,- 0.03 18.8 1.38% 0.11% 0.33% 
1430-1435 s 2.11 42.2 718 0.80% 0.82% 
1435-1440 r 0.34 31.0 0.17% 0.38% 0.31% 
1440-1445 0.07 27.4 0.30% 0.39% 0.87% 
1445-1450 I 0.09 12.0 826 0.05% 0.34% 
1450-1455 0.31 35.4 0.19% 410 1.17% 
1455-1460 0.34 25.6 990 0.18% 1.65% 
1460-=r 4-65-- - '----0. Oi-------3 -~·2 · --·---46- --------- 88------··-- .- 2is . 

1465-1470 0.02 3.4 48 62 226 
1470-1475 <0.005 6.0 420 400 444 
1475-1480 <0.005 2.4 34 72 200 

120 Fi @. 

, I 01 o~ 
pr"" ,. '" \:. 

,L\ ~:, Pt"" _ 
t:. :, ' ) 

( . 
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Santa Fe Pacific 
Project:-Hole No. 

C PPER STATE ANALT -ICAl 

LAB, INC. 
ARIZONA STATE CERTIFIED LAB NO. 0078 

710 E . EVANS. TUCSON. AZ 85713 

PH . (6021 884 - 5811 PH . (6021 797-0788 

Mining Job: 19468 Page 
28-7 (1043-1665) 

4 

D.A. SHAH 
REGISTERED ASSAYER 

AZ REO. ,_ 

IN BUSINESS SINCE 1966 

===========;============================================================ 
Elements Au Ag eu Ph Zn 

Units PPM PPM PPM PPM PPM 
======================================================================== 

1480-1483.5 0.02 2.6 44 82 178 
1483.5-1489 0.01 2.0 50 132 166 

1489-1494 0.01 1.8 42 76 104 
1494-1498 <0.005 1.6 48 66 86 
1498-1503 0.01 1.8 30 40 190 
1503-1508 0.07 2.2 60 206 282 
1508-1513 0.01 2.4 28 90 234 
1513-1518 0.04 2.2 24 100 202 
1518-1523 0.01 2.4 28 102 286 
1523-1528 0.1 2.2 46 122 188 

zS:, -:; (L 
1528-1533 0.01 2.0 34 90 142 
1533-1538 (S" ) 0.01 9.8 390 0.46% 0.36-:?( 3. '-I 1'1' ..... il.'\ 

1538-1543 (~ ) <0.005 5.4 82 0.27% 0.38% ...J 

7-' 0/" p! 
1543-1548 ~ t; ) <0.005 6.0 102 I 0.39% 0.45% • _ f <: 

1548-1553 \ ) 0.04 14.8 0.10% 0.69% 1.01% <- • ·/~ t. .'. . ~ / 

i.i J 155 3::-_! 558_.J(<; '~L 9· 9~ _ .. _____ .-?~ _ 0.1_4:{ _ (l.88 _______ 0.32_% 
1558.7-1563.8 <0.005 3.4 326 284 310 

1563.8-1569 0.01 2.4 154 258 592 
1569-1574.2 <0.005 2.8 180 116 660 
1574.2-1581 0.03 10.2 0.61% 310 594 
1581-1585.3 0.02 4.2 848 64 640 

1585.3-1589.9 0.12 12.2 0.18% 378 0.28% 
1589.9-1595 0.02 5.0 372 144 280 

1595-1600 0.07 3.2 0.12% 160 0.16% 
1600-1605 0.04 2.8 596 90 422 
1605-1610 0.01 4.2 210 162 584 
1610-1615 <0.005 7.2 774 0.17% 0.41 
1615-1620 <0.005 5.0 478 222 470 
1620-1623 0.01 2.2 200 332 624 

1623-1625.5 0.01 8.2 46 42 90 
1625.5-1630 0.02 3.2 34 32 86 

1630-1635 0.01 10.2 36 36 84 
1635-1640 <0.005 4.4 24 34 56 
1640-1645 0.02 2.4 22 24 94 
1645-1650 0.01 0.8 8 52 40 
1650-1655 0.03 1.2 18 24 20 
1655-1660 0.04 1.0 12 22 18 
1660-1665 0.09 1.2 12 48 38 

==========================END REPORT===================== 


